
 

Figure S1. 1H NMR spectrum in CDCl3 of CP40 at room temperature. 
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Figure S2. Phi diffractograms from azimuthal scan on the reflection at 2θ = 2.2° of CP40 
(samples (a) – (d)) after the thermal treatment with different conditions. 


