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Table S1. Extract from XRD JCPDS No. 50-2275. 

2θ Int h k l 
16.305 306 0 1  1 
17.745 370 0 1 0 
21.463 218 1  1 1 
22.724 616 1  1 0 
24.120 131 0 1 1 
24.966 135 1  1 2 
26.113 999 1 0 0 
28.149 252 1 1  1 

 


