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Figure S1. Photographic images of specimens after carbonization in Ti sandwiches at 1200 °C for 1 h with different 
original thicknesses: (A) 3.5 µm ± 0.8 µm and (B) 1.1 µm ± 0.4 µm. Scale bars depict 10 mm. 

 


