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Table S1. The molecular parameters of star-like polymers DXX-PAAm. 

Sample 

 

Mw10-5, g/mol 

 

Rz, nm 

 

D20-PAA 8.5 60 

D70-PAA 7.9 52 

D500-PАА 13.6 67 

 

 

Table S2 Composition of 242Pu stock solution 

 

PuO2 solid we obtained from Oak Ridge in nitric acid (date 02/28/1980).  

The amounts of 241Pu and 238Pu could significantly change since then.  
241Pu decays to 241Am and then to 237Np.  
237Np  energy: 4.788 MeV (47.64%), 4.771 MeV (23.2%), 47665 MeV (9.3%), 4.640 MeV 

(6.43%), 4.665 MeV (3.45%). 
241Am  energy: 5.486 MeV  (84%), 5.443 MeV (13%) 

 

 



 

Figure S1. Alpha spectra of PVDF A6 membranes with polyacrylamide-Pu complexes during 

adsorption in Approach 1 and Approach 2. 

 

 

 

 

 

 

 

 

 



Table S3. Calculated ratios of integral intensities of two characteristic peaks in alpha spectra of 

dextran-PAA films with adsorbed Pu from aqueous solution (Figure S1). Comparison between 

two approaches and neutral vs ionic forms of the PAA shell as three different dextran core sizes 

used in this study. 

 

 

Dextran core size 

                                    IPu-242/IAm-241 

                 Approach 1                   Approach 2 

Neutral PAA  Ionic PAAc Neutral PAA Ionic PAAc 

D20-PAA      0.9     1.25          0.77           1.6 

D70-PAA      0.7     1.97           0.45          1.85 

D500-PAA     0.56      1.4           0.5            1.3 
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Figure S2. Alpha spectra of PVDF A6 membrane coated with D500-PAAc (1 mg) polymer after 

filtration of 3 x 15 ml and 6 x 15 ml volumes of 25 ppm U solutions. The membrane was dried 

after each filtration step in air and was additionally dried in vacuum after 3 and after 6 steps for 

alpha spectroscopy experiments. 

 



             

 

Figure S3. SEM images of supramolecular self-organization in D500-PAA film formed during 

pressure-assisted deposition on A6 PVDF UF membrane from water solution (Approach 1). 


