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Figure S1. Preparation of the hydrovoltaic generator.
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Figure S1. Preparation of the hydrovoltaic generator. (a) Schematic diagram of the preparation process
of a hydrovoltaic generator; (b) Dispersion liquid made by dispersing alumina nanoparticles in ethanol;
(c) Photo of an Al:Os-based hydrovoltaic generator; (d) A photo showing the excellent bending

performance of the hydrovoltaic generator.



