
Step -98.8267 %
-2.6110 mg

Left Limit 261.26 °C
Right Limit 401.32 °C
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Integral -2.51 mg
Peak 366.00 °C
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Method Nam Gas Sample Material Clas Sample Hold Module User Customer Order No. Experiment Chip Sensor Name and D
TGA_Alexan N2 TGA_ALEX_ - Alumina 70ul, TGA 2 SF/11 Organica - - TGA_ALEX_ - \TGA_ALEX_
TGA_Alexan N2 TGA_ALEX_ - Alumina 70ul, TGA 2 SF/11 Organica - - TGA_ALEX_ - TGA_ALEX_

STARe SW 17.00Lab: Organica       


