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= ((0.59/0.59) x 100)/1,33 = 75.2%

Fourier Transform Infrared “FT-IR” spectrophotometer, Thermo, Nexus, 670 FT-IR
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3050 Spruce Street, Saint Louis, MO 63103, USA
Website:  www sigma-akdrich_com

Email USA: techservi@sial.com
Outside USA: eurtechservi@sial.com
Product Mame : Chitosan low molecular weight
Product Mumber : A48869-250G
Batch Numbser : 0000400066
Source Batch - BCCL2629
CAS Number : 8012-76-4
MDL Mumbser : MFCDO0161512
CQuality Releasa Date - 02 JAN 2024
HO
Test Specification Result
Appearance (Color) Faint Beige to Beige Faint Beige
Appearance (Form) Powder or Flakes Powdear
Powder and/Or Chips.
Assay =75 % T9%
Dweacetylation
Viscosity 20 - 300 cps. 172 counts/sec

o= 1%, 1% Acetic Acid
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Dr.Reinhald Schwenningar
Quality Assuranee

Busche, Switzerand
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