
 

Figure S1.  Tensile testing setup using the H10KL Universal Testing Machine with Testing 

sample specifications. 

 

Figure S2. Hardness testing setup using the Vickers hardness tester. 
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Figure S3. Feature Importance in Injection Molding Parameters Based on ANOVA (a) p-

Values and (b) F-Values for Mechanical Properties 


