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Figure S1. Reference ATR-FTIR spectrum of methylcellulose (MC) control film prior to aerosol exposure. The 
unexposed MC reference spectrum shows the baseline polymer-associated absorbance features used to distinguish 
film-background contributions from aerosol-derived sulfate and protein signals in exposed samples. 


