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Supplementary Information 

Figure S1. Simplified visual aid to help reading a typical TD-GC×GC/ToFMS contour plot 

chromatograms. This chromatogram was obtained from the volatilome sampling of 

human skin, bottom axis first column retention time (s), left axis second column retention 

time (s), relative intensity scale (blue to red) on the left. 
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Figure S2. TD-GC×GC/ToFMS contour plot chromatograms of raw materials a) PEHD, 

b) HMPE, c) PTFE, d) Aluminum, e) BoPET, same scale bottom axis first column retention 

time (s), left axis second column retention time (s), relative intensity scale (blue to red) on 

the left. For experimental conditions see part 2. 


