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Preface to ”State-Of-The-Art Materials Science in
Belgium 2017”
This book is a collection of both review and original research papers which appeared in a
Special Issue of the open access journal, Materials, “State-of-the-Art Materials Science in Belgium
2017”. It covers a wide range of selected material topics, currently under investigation at universities
throughout Belgium.

As a country, Belgium has hardly any physical resources which can be

exploited in materials research and development or industry. However, the resource drawback is
compensated by focussing on highly technological ﬁelds of research, not requiring vast amounts of
raw material. This ‘high-tech’ approach includes the development of new analytical methods for the
characterization of materials, research into new advanced functional materials, as well as deﬁning
new industrial processes for existing materials. As such, the book presents a contemporary view on
materials research activities in Belgium.
Dirk Poelman
Special Issue Editor
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Abstract: Huge amounts of waste are being generated, and even though the incineration process
reduces the mass and volume of waste to a large extent, massive amounts of residues still remain.
On average, out of 1.3 billion tons of municipal solid wastes generated per year, around 130 and
2.1 million tons are incinerated in the world and in Belgium, respectively. Around 400 kT of bottom
ash residues are generated in Flanders, out of which only 102 kT are utilized here, and the rest is
exported or landﬁlled due to non-conformity to environmental regulations. Landﬁlling makes the
valuable resources in the residues unavailable and results in more primary raw materials being used,
increasing mining and related hazards. Identifying and employing the right pre-treatment technique
for the highest value application is the key to attaining a circular economy. We reviewed the present
pre-treatment and utilization scenarios in Belgium, and the advancements in research around the
world for realization of maximum utilization are reported in this paper. Uses of the material in the
cement industry as a binder and cement raw meal replacement are identiﬁed as possible effective
utilization options for large quantities of bottom ash. Pre-treatment techniques that could facilitate
this use are also discussed. With all the research evidence available, there is now a need for combined
efforts from incineration and the cement industry for technical and economic optimization of the
process ﬂow.
Keywords: MSWI bottom ash; beneﬁciation; supplementary cementitious materials (SCMs); ceramics;
clinker production; alternate fuel and raw materials (AFR)

1. Introduction
In the present consumer society, mass production and consumption of goods leads to the
generation of large quantities of municipal waste. Initially, little attention was paid to the environmental
burden of mass consumerism, and municipal waste was destined for disposal in dumps. Since the
1960s, increasing societal concern about health and ecological risks have invoked the implementation
of advanced waste management systems in developed countries. The introduction of legislation and
public waste management agencies aims to reduce the impact of waste disposal and control emissions
of pollutants to the environment. Implementation of waste policies is one of the key policies of the
European Commission. Waste reduction, collection, separation of recyclable or compostable materials
and disposal of the residue to (sanitary) landﬁll or incineration facilities have now become common
practice in solid waste management in many developed, densely-populated areas. In this respect,
Materials 2018, 11, 141; doi:10.3390/ma11010141

1

www.mdpi.com/journal/materials

Materials 2018, 11, 141

the hierarchy of waste management, also called Lansink’s ladder of reduce-reuse-recycle adopted as
the European Union (EU) waste hierarchy, can lead to better utilization of resources and reduction
of waste. In addition, the circular economy policy adopted by the EU urges closing the material
use loop by utilizing ‘wastes’ for suitable applications [1]. Urban waste generation has surged to
1.2 kg/cap/day and total generation to around 1.3 billion tonnes per year, out of which, around 15% is
incinerated. The percentage incinerated is as high as 62% in industrialized countries [2–6].
The main types of wastes subjected to incineration are municipal wastes, non-hazardous industrial
wastes, hazardous wastes, sewage sludge and clinical wastes. Mostly, all non-recyclable non-hazardous
wastes (MSW, waste from paper and wood industry, etc.) are co-incinerated and constitute the majority
of the volume. Further discussions are about the residues from this fraction. The incineration process
generates heat, and this is recovered and utilized as such or converted to electrical energy. In some
cases, incineration is used solely for disinfection and volume reduction. Waste gets reduced to 10–15%
of its volume and 20–35% of its weight after incineration [7]. The fate of the residues depends mostly
on their environmental quality. Bottom ash is usually classiﬁed as non-hazardous and can thus be
considered for various applications such as in road construction as a subbase material. Finer fractions
(mainly boiler and ﬂy ashes) can be hazardous due to salts, heavy metals, biocides and organics.
Fly ash accounts for about 1–3% of the total residues [6]. Until the 1980s, major concern went to the
gaseous emissions from the incinerators. Emissions were monitored for particulate matter, acidic gases
including HCl, HF, HBr, HI, SO2 , NOx, NH3 , greenhouse gases etc., heavy metals like Hg, Cd, Tl, As,
Ni, Pb, etc., and organics like CO, VOCs, polychlorinated dibenzo-p-dioxins (PCDDs), polychlorinated
dibenzofurans (PCDFs), etc. In response, improved ﬂue gas treatment systems were implemented,
and the focus shifted to the management of the solid incineration residues instead [8].
Landﬁlling is a ‘go to’ solution for wastes that do not have any other destination; however, it has
many disadvantages. Maintaining an engineered sanitary landﬁll is a costly affair, and it is a dead
end for all the valuable resources in it. Furthermore, its land requirement, as well as the secondary
pollution possibilities like pollution of groundwater due to leaching and release of landﬁll gases
like methane, which has a high global warming potential, make it the least favorable waste disposal
method. In response, the European Union published a directive in 1999 that aims to ban landﬁlling for
all but hazardous waste. Furthermore, countries such as the United States and New Zealand instituted
a landﬁll tax to prevent the recyclable resources being landﬁlled [5].
A prime target for utilization of incineration residues is construction materials. Both in terms of
market volumes and the required technical quality, there is clear compatibility. Currently, bottom ashes
are mainly used as road subbase material and building sand and gravel alternatives. Additionally,
in Belgium, this utilization is limited to 102 kT out of around 400 kT produced. The reasons for this
limited utilization and options for improving this situation are discussed further. Substituting primary
resources by secondary raw materials closes material cycles and reduces natural resource depletion,
thus contributing to the realization of a circular economy. Furthermore, the embodied energy related
to initial production of recycled materials is often lower than that of primary materials. In addition to
the depletion of raw materials, the impact of resource mining needs to be taken into account [9]. Use of
MSWI ash in building materials can be considered as a viable alternative to landﬁlling, given the past
successes in recycling of different waste streams (e.g., ﬂy ash, blast-furnace slag, phospho-gypsum,
bauxite ﬁnes, etc., [10].
2. Solid Waste Management and Incineration Ash Recycling in Belgium
In Europe, the European commission has set waste legislation, mainly divided into ﬁve
subcategories and organizes various action plans as guidance for sustainable waste management
for its member states. It provided the revised waste framework directive in 2008 that focusses on
recycling at least 70% construction waste by 2020. The circular economy is one of the main policies
and action plans that focusses on reducing landﬁlling to a minimum [11]. Belgium is politically
divided into three regions, Flanders, Wallonia and Brussels Capital Region (BCR), for administrative

2

Materials 2018, 11, 141

purposes, and there are signiﬁcant differences between the waste management policies of these three
regions. In Flanders, waste management is carried out and regulated by OVAM (de Openbare Vlaamse
Afvalstoffenmaatschappij), the public waste agency of Flanders. Two agencies responsible for waste
management in BCR are Bruxelles Environnement and Agence Bruxelles Propreté. Enforcing extended
producer responsibility has been the main strategy employed to improve the recycling rates in BCR.
In Wallonia, the waste management is regulated by Département du Sol et des Déchets-DSD (Soil and
Waste Department) (Wallonia, Belgium). Out of ﬁve million tons of MSW generated in Belgium in
2010, 9% was contributed by the Brussels Capital Region, 60% by Flanders and 31% by Wallonia [12].
Overall, Belgium is a front runner in achieving sustainability in waste management. It can be seen
from Figure 1a that MSW generation is lower compared to the EU average. Figure 1b represents the
comparison of waste treatment techniques in various countries. This includes other waste streams in
addition to municipal solid wastes. Furthermore, the recycling percentage is much higher than average,
while that of landﬁlled and incinerated waste is much lower than the EU-28 average. The quantities of
municipal solid wastes that underwent different treatments are depicted in Figure 2a. Policy measures
have been the major driver to increase the recycling level, in part by enforcing incineration and
landﬁlling taxes, but also by deﬁning environmental quality requirements that need to be met.

(a)

(b)
Figure 1. (a) Annual per capita generation of MSW in Belgium compared to the average value of EU
nations and other prominent neighbors; (b) percentage of recycled, incinerated and landfilled waste cf. [13].

In Flanders, the residues generated by incineration need to be treated to facilitate safe recycling as
set out by VLAREMA (Vlaams reglement betreffende het duurzaam beheer van materiaalkringlopen
en afvalstoffen), which is the Flemish implementation order of the sustainable materials management
decree. The VLAREMA order describes the legal requirements (so-called end-of waste criteria) for
waste materials to lose their “waste” status and become resources (obtain an end-of-waste certiﬁcate).
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VLAREMA speciﬁcally describes the environmental quality requirements for the use of recycled
material as a construction material, by limiting the cumulative leached heavy metals at a liquid to solid
ratio of 10, when tested according to the procedure in Compendium voor monsterneming en analyse
CMA/II/A9.1. At present, these requirements are deﬁned as contaminant leaching limits for metals
and anions such as Cl and F and total concentrations for organic contaminants. In Wallonia, ‘Arrêté
du Gouvernement wallon favorisant la valorisation de certains déchets’, published by the Walloon
government, speciﬁes the quality of bottom ash to be reused. It suggests to use the cleaned bottom
ashes in shaped applications, and also, the environmental criteria limits with respect to leaching are
more lenient compared to those of Flanders [14].
Two types of installations for bottom ash treatment are used in Europe, dry and wet installations.
Dry installations give dry aggregates as end products with speciﬁc sizes. The processing consists of the
following steps including cooling down the temperature of ash in air, primary ferrous metal separation,
crushing, sieving, secondary ferrous separation, non-ferrous separation and ageing. Wet installations
have an additional washing step to reduce the leachability of the ﬁnal product, and the <2-mm fraction
containing most contaminants is usually landﬁlled. However, the <2-mm portion constitutes around
50% of the total bottom ash generated. Incineration plants in Belgium adopt both wet and dry bottom
ash treatment installations at different locations. At present, only waste incineration bottom ashes are
treated in Belgium. The treatment processes adopted usually involve the recovery of ferrous metals by
magnetic separation using over band magnets, which enables 55–60% ferrous metal recovery, mostly
the coarser scrap. A ferrous metal content of 1.3–25.8% is typically left behind in the residue, mostly
being ﬁne or entangled metals. The non-ferrous metals (Al, Cu, Pb, etc.) can be recovered by eddy
current separation, which also gives around a 50% recovery rate. The granulates are aged in open air
to ensure immobilization of heavy metals and are then utilized as building materials, mainly as road
subbase material [6,15].
According to Eurostat data, annual per capita generation of MSW in Belgium in 2015 was 475 kg
(Figure 1), which translates to a total generation of 4.7 MT [16]. Thirty ﬁve percent of these wastes are
incinerated in around 17 incineration installations [6]. In Flanders, 401 kT (Figure 2b) bottom ash are
generated. A part of it is utilized in Flanders, a part outside Flanders and the rest outside Belgium;
174 kT bottom ash are processed, 24 kT as an alternative for gravel in Flanders; 72 kT are processed in
Flanders and utilized in The Netherlands; 47 kT processed (in two treatment installations, one wet and
one dry) and utilized in Germany; and 164 kT are landﬁlled [17]. Out of the processed fraction, 39 kT
are used as alternative building sand in Flanders; 16 kT utilized in The Netherlands; and 40 kT are
landﬁlled. To sum up, a total of 63 kT (15%) is utilized in Flanders; 134 Kt (34%) are utilized outside
Flanders; and about 204 Kt (51%) are landﬁlled [18]. Utilization in Flanders is done as a road subbase
material, landﬁll ﬁnishing material and elevation material for dike cores [17]. Furthermore, 134 kT are
transported to the Netherlands and Germany due to stricter environmental regulations in Belgium,
especially narrowed down by the allowable leaching levels of mainly copper (Cu) and at times zinc
(Zn) and lead (Pb). The allowable content of Cu for shaped applications is 25 mg/m2 in Belgium, while
the value is as high as 98 mg/m2 in Netherlands [19]. Possible beneﬁciation techniques to improve
the utilization potential of these in speciﬁc applications are discussed further [13,18]. Treated bottom
ashes also ﬁnd application as aggregate for concrete blocks of dimension 150 × 75 × 40 cm that are
lighter than the conventional concrete products [20]. It is to be noted that the bottom ash quantities
described here are not only from municipal waste, but also from certain other non-hazardous waste
streams. In Flanders, 62 kT of ﬂy ash are used as an alternative building material. In Wallonia, part of
the bottom ash that conforms to environmental stipulations is used in road construction, and the rest
(usually exceeding the limit molybdenum content) is used in the cement industry [17].
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(a)

(b)
Figure 2. (a) Quantity of MSW generated and that composted, incinerated, recycled and landﬁlled in
Belgium in 2015 [18]; (b) mass balance of bottom ash residue generated in Flanders in 2013 cf. [18].

3. Types of Incinerators and Ashes in Belgium
The quantity of wastes to be treated and the turbulence of waste or waste fuel mix undergoing
incineration required determine the type of incinerator to be used. Types of incinerators used in
MSW incineration plants are stationary hearth incinerators, rotary kilns, stationary and moving grates,
modular/starved air systems, pyrolysis, gasiﬁcation and ﬂuidized bed systems [6]. A stationary hearth
incinerator is used when the quantity of waste to be treated is very low, for instance in small-scale
industrial, commercial and hospital incinerators. It has a refractory ﬂoor and air-inlet openings for
complete combustion. Rotary kilns have been used in the past to burn MSW and are presently used to
burn clinical wastes [6]. They consist of a steel cylinder lined with either refractory bricks or water
tubes for cooling, inclined slightly towards the discharge end. Movement of the waste burned is
controlled by the speed of rotation. The grate furnace is the most popular incinerator used now for
mass burning of wastes. Types of grate systems include reciprocating grate, rocking grate, vibrating
oscillating and impact grate, travelling grate and drum grate systems. Grates stay at a slope determined
by the required residence time of the waste on the grates. The ﬂuidized bed furnace consists of a
homogeneous medium like sand, with air jets from below keeping the sand ﬂuidized in high turbulence
making the burn more homogeneous [21]. About 90% of the municipal solid wastes in Europe are
incinerated in a grate incinerator [6]. All the incineration plants in Belgium have at least one grate
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furnace unit, and some have rotary kiln and a ﬂuidized bed in addition to that [22]. There are 8 units
with wet ﬂue gas treatment systems, 9 with semidry and 2 with dry systems [6].
The composition of the residues depend on the input waste and the process parameters of the
incinerator, even though it has little effect on the environmental quality of the material. The temperature
proﬁle in the incinerator has a large inﬂuence on the distribution of the volatile elements among
different size fractions. Belevi and Langmeier found out that around 70% of zinc is transferred to the
gaseous phase by 700 ◦ C and about 80% by 800–900 ◦ C. Eighty three percent of Sb is transferred to the
gaseous phase at 500 ◦ C and about 65% at 700 ◦ C and 25% at 900 ◦ C. About 67% Cd is volatilized at
700 ◦ C, and about 86% is volatilized at 900 ◦ C. The presence of chlorides enables the volatilization of
heavy metals [23].
The ash or residue from the incinerator is named based on the point of collection of the ash
from the incinerator. The International Ash Working Group (IAWG) recommended a nomenclature as
given in Table 1. Large volumes of the total residues are composed of bottom ashes (more than 90%),
and these contain least salts, heavy metals and POPs and are therefore best suited for recycling as
construction material. Only 1–3% is ﬂy ashes, and these are rich in chlorides, sulfates, PCDDs/PCDFs
and other heavy metals, making them less suitable to be recycled [6]. Prior to recycling, all MSWI
ashes require beneﬁciation treatments, the extent and intensity of which depend on the ash properties
and the targeted use.
Table 1. Nomenclature of waste streams from MSWI ash [8,24].
Name

Point of Collection

Grate ash

Ash collected from the grate

Grate siftings

Material collected from the hoppers underneath the grate

Bottom ash

Combined grate ash and grate siftings and sometimes heat recovery ash; it is
mainly composed of bottle glass, metals, ceramics and organic residues [25]

Heat recovery
system ash (HRA)

Ash collected from boiler, economizer and super heater

Fly ash

Raw particulate matter entrained in the ﬂue gas stream prior to addition of
scrubbing reagents. It is a type of Air Pollution Control residue

Air pollution control
(APC) residue

All particulate material captured downstream of any reagent injection and prior
to discharge of gases to stack; its reuse will be more difﬁcult due to the signiﬁcant
presence of heavy metals and toxic compounds like Polychlorinated
dibenzo-p-dioxins (PCDDs) and polychlorinated dibenzofurans (PCDFs) [26]

Combined ash

Mixture of bottom ash, grate siftings and APC residues

Sintered ash

Bottom ash or ﬂy ash is sometimes sintered and solidiﬁed, thus reducing the
leaching and facilitating utilization

4. Characteristics of Incineration Ashes
The physical and chemical characteristics of ash depend on the type and operating parameters of
the incinerator in which it is produced. Hyks and Astrup observed changes in bulk composition of
bottom ashes with the change of input composition, but neither a change in input composition nor
operational parameters had an effect on the leaching of heavy metals from bottom ashes [27].
4.1. Physical Properties
Bottom ash has dry densities of 0.95–1.75 g/cm3 and a speciﬁc gravity of 1.1–2.7 [24,28–33].
The moisture content of the ash depends on post-combustion treatments and storage methods.
Moisture is important for dust control and also for proper compaction. Loose bulk density of MSWI
ﬂy ashes decreases with decreasing ash separation temperature (temperature at which the ﬂy ash is
separated in the process ﬂow) [34].
The morphology depends mainly on the type of incinerator and the temperature proﬁle to which
it was subjected. Bottom ash is usually very heterogeneous and irregularly shaped and sometimes
6
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contains vesicles formed as a result of melting and quenching, as can be seen from the scanning
electron microscopy (SEM) images in Figure 3. From photo micrograph analysis, bottom ash particles
were distinguished into two classes: a melt phase composed of amorphous glass phases and a loose
fragmented phase from water quenching, which is mainly composed of hydrates and carbonates,
which can be seen in Figure 4 [35]. Inkaew et al. studied the effect of quenching of bottom ash on
the mineralogy and morphology of bottom ashes. They point out that the main quench products
are amorphous and microcrystalline calcium-silicate-hydrate phases, portlandite, hydrocalumite and
Friedel’s salt, and they contain more chloride compared to other parts [36]. Image analysis indicates
additional heterogeneities at the particle level with one particle often consisting of several phases with
contrasting chemistries. Agglomeration, encrustation and rim formation add to the microstructural
complexity and heterogeneity of the material [36]. In addition to phases formed during melting and
quenching, bottom ashes show a large and heterogeneous residual fraction consisting of ceramic
materials such as brick, stone, glass, ferrous and non-ferrous metals, non-combustible inorganic
material and some residual organic matter [37]. For ﬂy ashes, the morphology is affected by its
separation temperature. The Blaine speciﬁc area of ﬂy ash increases with decreasing separation
temperature. At higher temperatures, the morphology of particles is more spherical. However,
as temperature decreases, crystalline salts precipitate on silicate spheres, and irregular particles
dominate [34,38].

Figure 3. SEM images of bottom ash. (a,b) shows the irregularly-shaped bottom ash particles, which
are porous in nature; (c) shows crystallized anhydrite or gypsum on the surface of bottom ash particles;
(d) shows rhombohedrally-shaped calcite crystals and other calcium-based minerals [35].

Figure 4. Photomicrographs of bottom ash particle differentiating the melt phase and quench phase [35].
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4.2. Chemical Properties
4.2.1. Chemical Analysis by XRF
Obviously, the bulk composition of residues varies from place to place and over time in an
incinerator facility. The major chemical components in ash are CaO, SiO2 and Al2 O3 , which is
illustrated in the Ca-Si-Al ternary diagram in Figure 5. In addition, minor components also have a
signiﬁcant effect on the technical and environmental quality of the material. The variation in minor
components is due to the input waste characteristics and operational parameters [39]. Hyks and
Astrup observed that the input of road salts and poly vinyl chloride (PVC) resulted in more chloride
(Cl− ), impregnated wood resulted in higher content of arsenic (As), automotive shredder residues
induced more barium (Ba), copper (Cu), molybdenum (Mo), nickel (Ni), antimony (Sb), tin (Sn) and
zinc (Zn) and batteries increased the content of cadmium (Cd), cobalt (Co), sulfur (S) and strontium
(Sr) [27]. The increase in combustion temperature results in the increase of pH due to conversion of
calcite to portlandite [17]. The ﬂy ash depicted in Figure 5 is that from thermal power plants and not
from incinerators. This shows the bottom ash compositions superimposed on compositional regions of
other residues that are commonly used as construction materials. Clearly, the bottom ashes cover a
wide range of compositions that are closest to that of iron blast furnace slags and of coal combustion
ﬂy ashes.
The chemical composition of MSWI ﬂy ashes depends on their separation temperature from the
ﬂue gas line. Keppert et al. studied the effect of separation temperatures on the chemical composition
of three ﬂy ashes with separation temperatures higher than 700 ◦ C, between 500 and 700 ◦ C and
between 250 and 300 ◦ C. It was observed that the content of soluble salts (Cl− and SO3 2− ) and most
heavy metals (As, Cd, Pb, Sb) increases with decreasing separation temperature [34].

Figure 5. Composition of bottom ash from various incinerator facilities (black dots) superimposed on
other materials commonly used in construction cf. [6,28,32,35,40–50].

4.2.2. Mineralogical Composition
The mineralogical composition often determines the technical properties and the end-use of a
resource. Relative proportions of the constituent minerals are the underlying factors explaining why
some materials are suitable for use as a reactive cement component and others are not. The major and
minor mineral constituents reportedly found in bottom ashes, ﬂy ashes and sintered ashes and their
signiﬁcance in various utilization scenarios are tabulated in Table 2. Ageing effects major changes
in mineralogy, including the formation and increase of minerals such as calcite, quartz, sulfates and
ettringite [48]. Ettringite and hydrocalumite are formed due to the quenching of bottom ash.
8
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Table 2. Mineralogy of bottom ashes, ﬂy ashes and sintered ashes from MSWI ash.
Minerals Identiﬁed

Reference

Occurrence and Potential Use

[26,33–35,49,51]

It acts as an inert ﬁller when used in cement as SCM.
Furthermore, it can have pozzolanic properties when
very ﬁnely ground. It can be a source of silica when used
as a cement raw material.

Calcite (CaCO3 )

[33–35]

It can contribute carbonate to the system, leading to
stabilization of ettringite and mono-carbonate/
hemi-carbonate when used as an SCM, depending on the
content of C3 A. The rest of the calcite will act as a ﬁller.
Calcite is the commonly-used source of calcium, thus
highly beneﬁcial for clinker production.

Gehlenite (Ca2 Al2 SiO7 )

[26,33,35,51]

Hematite (Fe2 O3 )

[26,33,34]

Magnetite

[25,49]

Ettringite

[49]

Mainly formed by quenching of bottom ash, from the
reaction between sulfates and reactive aluminates.

Quartz (SiO2 )

Inert constituent in calcium aluminate
cements, carbonatable.
Largely inert, formed during incineration.
High temperature phase/inert.

Hydrocalumite

[49]

Mainly formed by quenching of bottom ash.

Diopside (CaMgSi2 O6 )

[33]

Principal crystalline phase of sintered ash.

Clinoenstatite (MgSiO3 )

[33]

Found in sintered ash/ceramics.

Wollastonite (CaSiO3 )

[33]

Found in sintered ash/ceramics.

Ingersonite (γ-Ca2 SiO4 )

[50]

Reactive towards CO2 .

Hedenbergite

[25]

Slag/ash component-inert.

Ferrohedenbergite

[25]

Slag/ash component-inert.

Feldspar

[25]

Common inert rock-forming mineral.

Melilite
(Ca,Na)2 (Al,Mg,Fe2+ )[(Al,Si)SiO7 ]

[25,49]

Contains Mg; carbonatable.
Found in sintered ash/ceramics.

Albite (NaAlSi3 O8 )

[33,34]

Anorthite (CaAl2 Si2 O8 )

[35,47,51]

Anhydrite (CaSO4 )

[26,34,51]

Cement constituent, added to control setting.

Gypsum (CaSO4 ·2H2 O)

[36,49]

Cement constituent, added to control setting.

Gismondine
(CaAl2 Si2 O8 ·4H2 O)

[50]

Apatite(Ca5(PO4 )3 (OH,F,Cl))

[26]

Fly ash treated by washing, phosphation and calcination
to 750 ◦ C. Bone fragments can also be a source of apatite
in ash.

Whitlockite (β-Ca3 (PO4 )2 )

[26]

Fly ash treated by washing, phosphation and calcination
to 750 ◦ C.

Titanite (CaTiSiO5 )

[26]

Fly ash treated by washing, phosphation and calcination
to 750 ◦ C.

Perovskite (CaTiO3 )

[26,52]

Periclase

[25]

Common inert rock-forming mineral.

Inert.
Carbonatable.

Apatite group minerals are formed in ashes as a result of phosphation. They are stable minerals,
and during their formation, they encapsulate heavy metals. Gypsum and anhydrite are not inert;
for instance, when used along with cement, they will affect the hydration reaction unlike most of the
other crystalline minerals present in ash.
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5. Beneﬁciation Needs for Use of MSWI Ash in Building Materials
5.1. Metallic Aluminum and Zinc
The various sources of aluminum in municipal waste include beverage cans, aluminum foils,
nails, etc., and as a result of attrition within the waste, their size gets reduced greatly. The eddy current
separation technique (cf. infra) can be used to recover the aluminum particles from the waste in
incineration plants. However, small particles will not be recovered and will thus remain in the ash.
When it is mixed in together with alkaline water, e.g., for utilization as aggregate in concrete or as a
supplementary cementitious material, the aluminum in ash will oxidize and release hydrogen gas.
This gas formation results in a high porosity of the matrix, and if continuous moisture is supplied,
the reaction will continue after concrete hardening and result in spalling and cracking. The resulting
aluminum hydroxide generated was reported to exist in different forms in the matrix: amorphous
Al(OH)3 , bayerite, gibbsite and boehmite [46]. It is reported that the structure of the product formed
depends on the rate of crystallization. Rapid crystallization leads to the formation of bayerite, and slow
crystallization leads to the formation of gibbsite [53]. Elemental Zn present in ash also reacts similarly
to generate hydrogen gas and the different stoichiometrical equations of the reactions are given
below [41,54–56]
Al + 2OH− + H2 O → [AlO(OH)2 ]− + H2 ↑ pH > 7
(1)
2Al + 2OH− + 6H2 O → 2[Al(OH)4 ]− aq + 3H2
Zn + 2OH

−

→ ZnO2

2−

+ H2

2Al + Ca(OH)2 + 2H2 O → Ca(AlO2 )2 + 3H2

(2)
(3)
(4)

CUR (Civieltechnisch Centrum Uitvoering Research en Regelgeving) recommendation 116:2012
for use of MSWI bottom ash as aggregate in concrete regulates the content of elemental aluminum
in the ash to a maximum of 1% by mass of bottom ash. It recommends a test set up to quantify the
equivalent elemental aluminum content by measuring the volume of hydrogen released on reaction
with 1 M sodium hydroxide solution [56]. It is called an equivalent aluminum because zinc even
though present in smaller quantities undergoes a similar reaction, and the hydrogen collected is
generated by aluminum and zinc jointly. However, it can be seen from Table 3, which is a theoretical
calculation conducted by the authors, that the volume of hydrogen produced is signiﬁcant even at a
concentration of 0.1%. A certain part of this gets trapped inside concrete and reduces the strength by
creating porosity.
Table 3. Estimation of hydrogen gas production.
Aluminum
in Ash (%)

Theoretical Volume of Hydrogen Produced in 1 m3 of Concrete (Assuming 25%
Replacement of Cement by Ash and 450 kg/m3 of Cement Content) in m3 ;
cf. Equation (2) at STP (Standard Temperature and Pressure)

0.1
1

0.150259
1.502592

5.2. Salts
Salts are mainly present in the form of chlorides and sulfates and, in combination with heavy
metals, render MSWI ﬂy ash hazardous, which prevents its utilization. It is rarely present in the bottom
ash fraction, especially the coarser ones. The chloride content varies between 0.5% and 15% in ﬂy ash
and 0.2% and 5% in bottom ash. Most of the chlorides in the bottom ash are present in the ﬁner size
fractions [57]. This is due to metal chlorides and sulﬁdes having a lower boiling point than their oxides
and phosphates and thus becoming volatilized in the incinerator [58]. These mostly exist as soluble
salts and will cause leaching problems when landﬁlled. Crystalline chlorides in ash exist as halite,
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Friedel’s salt and hydrocalumite [35]. When ash is used as a supplementary cementitious material,
chloride ions released into pore solution accelerate the corrosion of steel and comprise a great threat to
steel-reinforced concrete durability [59]. Free chlorides present in concrete react with Ca(OH)2 to form
calcium chloride and magnesium hydroxide, which eventually leaches out, exposes reinforcements and
also leads to their corrosion [44]. Furthermore, when the chloride content in pore solution exceeds a
critical value, the passive layer on the steel reinforcement disintegrates, and localized pitting corrosion
is caused.
(5)
2Cl− + Ca(OH)2 → CaCl2 (leakage) + 2OH−
When high amounts of sulfates are present, the reaction of aluminate and calcium sulfates forms
ettringite and monosulfate. Washing with water is the easiest solution to remove chlorides and
sulfates, but it does not remove bound chlorides. To remove chlorides further, thermal treatments
such as sintering, roasting and calcination have been tested. A single technique was not sufﬁcient for
maximum removal. A combination of thermal treatment and washing was able to remove about 90%
of chlorides [35].
5.3. Heavy Metals
The presence of heavy metals in MSWI ash and its leaching into ground water have been a
problem for a long time, since it was landﬁlled or used as a subbase material in road construction.
Many countries are adopting source reduction techniques by limiting the toxic trace metals in different
products. The heavy metals usually present in MSWI ash are arsenic (As), barium (Ba), cadmium (Cd),
chromium (Cr), copper (Cu), molybdenum (Mo), nickel (Ni), lead (Pb), tin (Sn), antimony (Sb), selenium
(Se) and zinc (Zn). The leaching of heavy metals is less affected by the change in bulk composition
of ash or operating parameters of the plant [27]. Heavy metals are more cumulated in ﬂy ashes than
bottom ashes, except Cu, Cr and Pb due to their low volatilities [33,38]. In Flanders, the leaching
of various heavy metals is regulated by a column leaching test done according to CMA/II/A.9.1
based on European Committee for Standardisation/Technical Speciﬁcation, CEN/TS 14405:2004.
Both procedures are different mainly in the maximum particle size (4 mm for CMA/II/A9.1 and 10 mm
for CEN/TS 14405:2004) and column diameter (5 cm for CMA and 10 cm for CEN). The utilization of
bottom ashes in Flanders is limited by the cumulative release of different species at a liquid to solid
ratio of 10, and the limits are speciﬁed in VLAREMA (Vlaams reglement betreffende het duurzaam
beheer van materiaalkringlopen en afvalstoffen). The round robin test reported by Geurts et al.
veriﬁed the reproducibility of the test to conﬁrm whether it complies with legal limits, even though
the reproducibility of absolute leaching values of Cu and Zn was questionable. To achieve greater
reproducibility, they recommend using an identical analysis technique for the eluates [60]. Utilization
of bottom ash in Flanders is mainly limited by its Cu, Zn and Pb contents being past allowable limits
as can be seen from Table 4. Some of these materials are transported to The Netherlands or Germany
where more tolerance for these metals exists [61].
Table 4. Comparison of Flemish and Wallonia guidelines and typical concentrations in bottom ash cf. [62,63].

Parameter

Flanders Criteria (VLAREMA)
Total Concentration
Limit mg/kg Dry Matter

Wallonia Criteria Total
Concentration Limit
mg/kg Dry Matter

Bottom Ash Total
Typical Concentration
mg/kg Dry Matter

Arsenic
Cadmium
Chromium
Copper
Mercury
Lead
Nickel
Zinc

250
10
1250
375
5
1250
250
1250

100
8
230
210
15
1150
150
680

33 ± 17

11

482 ± 73
4042 ± 888
3±2
1899 ± 396
329 ± 69
5376 ± 782
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The presence of metallic aluminum was found to have an effect on the leaching of chromium.
The presence of Al in the (0) oxidation state appeared to prevent leaching that happens by reduction of
Cr(VI) to Cr III, but the presence of manganese oxides accelerates leaching. This is a conﬂict of interest
since the presence of Al is detrimental to the strength of concrete while advantageous in the case of
leaching [64].
5.4. Persistent Organic Pollutants
Certain ﬂy ashes from MSWI plants are classiﬁed as hazardous waste due to their dioxin and
other POP content. Polychlorinated dibenzo-p-dioxins (PCDDs) and polychlorinated dibenzofurans
(PCDFs) dioxins are polychlorinated biphenyls present in MSWI ashes. The most poisonous one is
2,3,7,8—tetra chloro benzo dioxin (TCDD) [65]. They can be either present in the feed, formed from
chlorinated precursors such as PCBs, chlorophenols, chlorobenzene, etc., or formed spontaneously
from the organics present in the ﬂy ash, by chlorination and oxidation [66]. These are highly toxic
substances. If inhaled, they are carcinogenic. Human exposure to these hazardous contaminants is
possible by either inhalation of dust or ingestion of contaminated ground water [67]. Even though
these compounds are formed by chlorination, the chlorine content in the input has little effect on the
quantity of PCDD/Fs compared to the design and operating parameters of the plant [68]. As volatile
compounds, they are removed from stack gas using activated carbon as the adsorbent and bag house
ﬁltration [69,70]. The addition of chemical suppressants after combustion is an effective method to
reduce their formation. Various sulfur and nitrogen compounds have been identiﬁed as effective
suppressants. In accordance with the Basel Convention on the Control of Transboundary Movements
of Hazardous Wastes and Their Disposal of 1992, the limit for atmospheric emission of PCDDs is
0.14 ng total toxic equivalent (TEQ)/Nm3 at a reference oxygen content of 11%. Total toxic equivalent
(TEQ) corresponds to the sum of different cogeners multiplied by their toxic equivalency factor (TEF)
values [65].
According to the same source, the limits for waste to be classiﬁed as low POP content are:
a.
b.
c.

PCBs: 50 mg/kg
PCDDs and PCDFs: 15 μg TEQ/kg
Aldrin, chlordane, DDT, dieldrin, endrin, heptachlor, hexachlorobenzene (HCB), mirex and
toxaphene: 50 mg/kg for each of these POPs.

5.5. Amorphous Silica Content
The amorphous silica content is an obstacle only when incineration ashes are used as aggregate in
concrete. The glassy components in ash and alkali in cement react to form alkali silica gel, which has a
very high volume and thus causes cracking. However, when metallic aluminum is present, it forms
voids in the cement matrix as explained above; the gel formed as a result of alkali-silica reaction
occupied these voids, and no cracks were generated, as reported [71].
6. Bottom Ash Pre-Treatment Techniques
MSWI ash is not an industrial product, but a by-product of the incineration of municipal solid
wastes. Therefore, it is difﬁcult to control its properties during production, and beneﬁciation of ash is
mandatory for recycling. Metal recovery is the most important treatment step, as it is advantageous
both for the economy of the plant and for enabling further use of the ash as a cementitious material.
Berkhout et al. reviewed various techniques for metal recovery [72]. Other reasons for pre-treatment
are the obstacles speciﬁed in Section 5. Some of the pre-treatment techniques are currently employed
at an industrial scale, and others are still in the research stage.
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6.1. Pre-Treatment Techniques Used at the Industrial Scale
6.1.1. Magnetic Separation
This is the most popular technique to separate materials based on their magnetic properties,
ferromagnetic, paramagnetic or diamagnetic, and also their degree of magnetism. There are different
types of magnetic separation techniques involving cross-belt magnetic separators, drum magnetic
separators or magnetic pulley separators [73]. The magnetic density separation (MDS) technique can
be used to separate the aluminum from other non-ferrous heavy metals based on their difference in
apparent density in a gradient magnetic ﬁeld [72]. It is presently used to separate larger fractions,
but not employed in the treatment of other ﬁner residues from the incinerator. It is reported that the
efﬁciency of ferrous metal recovery by magnetic separation is as high as 57–83% [74]. De Boom et al.
demonstrated the application of this technique to MSWI boiler ﬂy ashes to recover magnetic particles
enriched with Cr, Fe, Mn and Ni [75].
6.1.2. Eddy Current Separation
Eddy current separation (ECS) is the preferred method used in incineration plants and waste
sorting facilities to separate the non-ferrous metals like aluminum from waste and ash. It has limited
efﬁciency when applied to wet ash. Its efﬁciency depends on the size of the particles and ranges from
up to 100% efﬁciency for particle sizes greater than 20 mm, down to 0% for those less than 5 mm.
The efﬁciency can be improved by increasing the number of screening steps. On average, the efﬁciency
of aluminum removal from MSWI ash by ECS is around 30% [46,74,76].
6.1.3. Washing
Washing is the simplest beneﬁciation technique to remove many of the deleterious compounds in
MSWI ash preventing its utilization. Washing in alkaline conditions hydrates elemental aluminum
and removes certain heavy metals and in acidic conditions removes certain other heavy metals and
chlorides and sulfates. Since the washing process carries with itself the huge baggage of secondary
pollution of water, some waste water streams have also been tested for this purpose, which resulted in
some additional advantages including binding of heavy metals, which are discussed in further sections.
The presence of soluble leachate salts cuts the utilization potential of MSWI ashes. Water washing
techniques have been tested for their effectiveness to remove excess chlorides and sulfates and also
heavy metals present especially in the ﬁne fractions. Many have reported that the chloride content in
ashes can only be reduced to 0.5% by washing due to the presence of insoluble chlorides [35,77–79].
Chen et al. studied the effect of washing with water saturated with calcium hydroxide to control the
ionic equilibrium of calcium ions and thus facilitate the dissolution of all chlorides except calcium
chloride going into solution [78]. This prevents calcium compounds getting washed away, which would
be a disadvantage when used as raw material for cement production. High waste water generation is
the main disadvantage of this technique.
6.1.4. Shaking Table
Shaking tables/wet tables such as Wilﬂey tables are density separation technologies that separate
heavy metal particles from other lightweight particles [80]. They have a sloping plank with ribs on
the surface. Water/slurry ﬂows perpendicular to the ribs, and the table oscillates parallel to the ribs.
The technique is used at the industrial scale, and it successfully separates precious metal particles such
as tin, copper, gold, lead, zinc, tungsten, etc., of a size of 50 μm–2 mm [81,82].
6.1.5. Jig Head Separation
These are devices to separate materials in wet condition that works on the principle for density
separation. The particles are pushed upwards by pulsating motion, and when the pulse in water
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drops, the particles settle in order of their densities and thus can be separated. A tank ﬁlled with the
slurry to be separated is pulsated up and down, and this results in settling of denser particles of gold,
chromium, lead, etc., of a size of 75 μm–6 mm, which are collected and separated [81,82].
6.1.6. Ageing
Ageing is an effective and widely-used technique to reduce the leaching of heavy metals. It is
a combined process of hydration, carbonation and oxidation. It is an exothermic process and raises
the temperature of bottom ash from 70–80 ◦ C [17]. During ageing, more minerals such as ettringite,
hydrocalumite, C-S-H, carbonates, sulfates, etc., are formed, which bind heavy metals, thus reducing
leaching. Sulfate minerals have lesser stability compared to carbonates and hydroxides [48,49].
6.2. Pre-Treatment Techniques in the Research Stage
6.2.1. Washing with Alkali
Higher alkalinity accelerates the oxidation of aluminum to form hydrogen and also increases
the solubility of sulfates [83]. The disadvantages of alkaline washing include the dissolution of ﬁne
reactive particles, leading to some loss of cementitious properties during the washing process, and also
the high cost of alkali.
6.2.2. Sulﬁde Rich Efﬂuent
Efﬂuent from waste water treatment contains sulﬁdes generated by sulfate-reducing bacteria.
When ash is treated with this sulﬁde-containing water, the heavy metals are precipitated as insoluble
sulﬁdes and are thus stabilized. The stabilization effect of anaerobic efﬂuent also acts through
carbonation, by CO2 dissolved in the efﬂuent. It is reported that the treatment can stabilize Ca,
Cu, Pb, S and Zn, whereas it increased leaching of P and had no effect on As, Cr and Mo [84].
6.2.3. Wet Grinding
For utilization of ash as supplementary cementitious material, grinding of bottom ash is required
to break it down to particle sizes comparable to that of cement. If the grinding process is done in
wet condition, it provides enough water, turbulence and dissolution of alkaline phases like Ca(OH)2 ,
which gives enough pH for the aluminum reaction to occur. Bertolini et al. have reported that the
180-day compressive strength of concrete increased by four-fold compared to that of dry ground ash
and was 25% higher than that of 100% ordinary Portland cement (OPC) mix. This was mainly because
of the removal of expansive Al [7].
Further, wet milling is identiﬁed as an effective technique to stabilize certain heavy metals such
as Pb. Wang et al. reported the effect of wet milling in stabilization of Cr, Cu, Zn and Pb for ash from
grate furnaces and of Cr and Zn for ash from ﬂuidized bed incinerators without a water extraction
procedure [85]. Chen et al. reported stabilization of heavy metals except Cr by wet grinding in a
liquid to solid ratio of nine at 93 rpm for 96 h. Wet grinding reduced the median diameter of particles
(d50) of ashes from 72.5 μm down to 3.95 μm, as well as the crystallinity of the material. Concurrent
fragmentation and agglomeration of the particles results in stabilization of heavy metals [86].
6.2.4. Carbonation
Carbonation is an effective technique to immobilize the heavy metals, if the ash needs to be
disposed safely, or when used as an aggregate when it is not milled. Arickx et al. studied the effect
of carbonation and different parameters related to it on leaching of heavy metals. Stack gas from
the incinerator was also used as a source of CO2 . However, for applications that involve milling,
carbonation does not prove to be very effective in immobilizing heavy metals [87]. Aguiar del Toro et al.
report an increase in mobility of chloride ions as a result of carbonation [88]. Chlorides exist in MSWI
ash, both as soluble salts such as NaCl, KCl, etc., and also in insoluble forms, such as Friedel’s salt
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(3CaO·Al2 O3 ·CaCl2 ·10H2 O) and calcium chlorocalumite (11CaO·7Al2 O3 ·CaCl2 ) in heated ashes [35].
Chlorides existing as insoluble Ca-salts can be disintegrated by carbonation and then can be removed
by washing.
6.2.5. Phosphation
Phosphation is the process of converting heavy metals into their insoluble phosphate form to
prevent leaching into ground water. As a result of phosphation treatment, apatite group minerals are
formed. They encapsulate the heavy metals present in the ash and thus stabilize them. Carbon dioxide
gas evolves during phosphate reaction. The reaction also results in a reduction of pH, even though ﬂy
ash with high calcium hydroxide content is reported to maintain high pH [89,90].
6.2.6. Cement/Other Binder Stabilization
Cement-based stabilization is a widely-used technique to prevent toxic element leaching
in landﬁlls. It converts the liquid or loose waste into a monolithic form and also stabilizes
chemically-reactive species into more stable forms. The high surface area of C-S-H also facilitates
adsorption of species preventing leaching. It has been reported that Cr ion stabilization is most
effective in binders with slag replacement. The stabilization is materialized by substitution in calcium
aluminate hydrates. Ettringite stabilizes heavy metal oxyanions like chromate, arsenate and selenite.
Even though cement stabilization is a technique presently used for disposal of ashes, the binding effect
indicates the potential for reuse without the harmful effects of heavy metals [91–93]. Galiano et al.
used coal ﬂy ash-based geopolymers to stabilize ﬂy ash and compared with other classical stabilizers
like cement, lime, slag and metakaolin. Zn, Sb and Sn showed effective immobilization, whereas Mo,
V and Cr were not immobilized much. The best immobilization was demonstrated by OPC, lime and a
mix of blast furnace slag and potassium silicate [94]. Bosio et al. employed a mix of colloidal silica
or rice husk ash with coal ﬂy ash for stabilization of MSWI ﬂy ash. Both showed considerable and
comparable stabilization of heavy metals [95,96].
6.2.7. Hydrothermal Treatment
Hydrothermal treatment is the process of solidiﬁcation by application of steam under high
pressure. It results in the formation of new stable minerals such as tobermorite, katoite or C-S-H,
and the composition should be optimized (Ca/Si ratio of 0.83) for maximum generation of tobermorite
and thus maximum strength. Jing et al. reported a positive effect of the addition of NaOH
in hydrothermal solvent on the strength [97]. The same researchers investigated the result of
hydrothermal solidiﬁcation of MSWI bottom ash mixed with quartz, slaked lime and water cooled
blast furnace slag [98]. The hydrothermal solidiﬁcation of MSWI bottom ash without any additives
was studied, since it had an optimum Ca/Si ratio inherently [99]. Furthermore, they studied the
effect of hydrothermal treatment in solvent with a mixture of ferric and ferrous sulfate on dioxin
decomposition [100]. High temperature and ferric and ferrous sulfate promote decomposition,
temperature having the highest effect. Bayuseno et al. studied the effect of hydrothermal solidiﬁcation
of MSWI ﬂy ashes on heavy metal ﬁxation. They washed the ﬂy ash, subsequently mixed with alkaline
solution and treated in an autoclave at 90–180 ◦ C. This resulted in the formation of minerals such as
tobermorite and katoite and a marked reduction in leaching of heavy metals [101].
An optimized wet extraction of heavy metals and chlorides in hydrothermal conditions was
experimentally tested by [88] with acid extraction and carbonation. The liquid to solid ratio,
carbonation and leaching time for maximum extraction were optimized. It was observed that
hydrochloric acid was most effective in the extraction of metals [102].
6.2.8. Thermal Treatment
Calcination of the ashes at a temperature above 600–800 ◦ C eliminates the presence of toxic
organic compounds like poly-chlorinated dibenzo-p-dioxins (PCDDs) and polychlorinated dibenzo
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furan (PCDFs). Furthermore, calcination may result in oxidation of Cr(III) to Cr(VI), which is the
soluble form of chromium and makes it more prone to leaching. Therefore, application of a calcination
process should be done with enough care to avoid leaching of Cr(VI) [25]. Furthermore, heating above
600–800 ◦ C disintegrates the quench phase and results in volatilization of chlorides [35]. Reaching a
maximum temperature of above 900◦ C is necessary to avoid reformation of PCDD/Fs.
Washing of ground ash at comparatively high temperatures (65–80 ◦ C) can accelerate the process of
metallic aluminum hydration, thus mitigating its harmful effects if happening during utilization [103].
6.2.9. Electrodialytic Remediation
Electrodialytic remediation is a technique that combines the technique of electro-dialysis with the
electro-migration of ions, explored for removal of heavy metals from different kinds of waste streams
and affected materials. Pedersen studied the effect of different assisting agents (deionized water, 2.5%
NH3 solution, 0.25 M citric acid and 0.25 M ammonium citrate) in the extraction efﬁciency of ﬁve
heavy metals (Cd, Pb, Zn, Cu and Cr) from MSWI ﬂy ash. The optimized removal of all ﬁve heavy
metals was obtained when ammonium nitrate was used as the assisting agent [104].
6.2.10. Revasol Process
This is an optimized process developed by Solvay Company (Neder-Over-Heembeek, Brussels,
Belgium) in collaboration with Université Libre de Bruxelles (ULB) (Brussels, Belgium) in Belgium
to increase the utilization of MSWI ﬂy ash. The process consists of three steps [52]: water
dissolution, in which the salts are dissolved in water without allowing heavy metals to get dissolved;
phosphation with phosphoric acid, which stabilizes heavy metals; and calcination to remove organic
impurities present.
Aubert et al. modiﬁed the process with the addition of Na2 CO3 in the washing step to accelerate
the oxidation process of aluminum and also to increase the solubility of sulfates [26].
Table 5 summarizes various obstacles and methods already employed and under research to
resolve them.
Table 5. Summary table.
Obstacle

Pre-Treatment Technique

Advantages

Disadvantages

Magnetic density separation

Versatile
Simple

Initial cost, not for ﬁnes

Eddy current separation

Can detect through several layers
Can provide an accurate separation

Initial cost, not for ﬁnes
Susceptible to magnetic
permeability changes

Wet grinding

Consumes lower power per ton of product.
Enables the use of wet screening or
classiﬁcation for close product control.
Eliminates the dust problem.
Enables the use of simple handling and
transport methods such as pumps,
pipes and launders.

Storage of wet slurries

Washing with alkali

Simple

Cost of alkali

Washing with water

Simple

Secondary pollution of water,
unless the water in the slurry is
used to make concrete from
the material

Carbonation

CO2 from stack gas can be utilized and thus
reduce the emission.
Can be a method for carbon sequestration.

Not a very fast process, unless the
CO2 concentration is very high,
which in turn will require air
tight enclosures

Thermal treatment

Simple technology

Energy Consumption
Cost

Metallic
Aluminum
and Zinc

Salts
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Table 5. Cont.
Obstacle

Heavy
metals

Pre-Treatment Technique

Advantages

Disadvantages

Washing with water

Simple

Secondary pollution of water

Treatment with sulﬁde
rich efﬂuent

Simple and can utilize another waste stream

Applicable for speciﬁc
heavy metals

Wet grinding

Simple
No addition of additional chemicals

Storage of wet slurries

Phosphation

Stabilizes heavy metals

Applicable only for
speciﬁc applications

Cement stabilization

Stabilizes heavy metals

Cost of cement

Hydrothermal treatment

Capital cost

Electrodialytic remediation

Costly
Energy Consumption

7. Research Regarding Ash Pre-Treatment in Belgium
Various research projects are carried out within the Strategic Initiative Materials under the
MaRes program (Materials from solid and liquid industrial process Residues) that aims at creating
a toolbox to separate useful fractions from waste streams and valorizing them in building materials.
The ASHCEM project deals with developing novel cements and building materials from municipal
solid waste incineration ashes. The SUPERMEX (sustainable transformation of new and landﬁlled
solid industrial residues into metals and inorganic polymers using a SUPERMetalEXtractor) project
investigates sustainable transformation of new and landﬁlled solid industrial residues using a
SUPERMetalEXtractor; while the SMART (Sustainable Metal Extraction from Tailings) project generates
a toolbox for the extraction of metals from various tailings [105].
Various other research groups in Belgium also investigated various pre-treatment techniques to
improve the utilization potential of the residues. Van Gerven et al. studied the effect of carbonation
in reducing heavy metal leaching [87,106]. Saikia et al. studied the effects of various treatments
including heat treatment and treatment with sodium carbonate to curb the harmful effects of elemental
aluminum and sulfates [41]. Arickx et al. studied the effect of accelerated carbonation on curbing
leaching of heavy metals and identiﬁed that around four weeks of accelerated carbonation leads to the
Cu leaching being under the limits. They also conducted accelerated carbonation using the stack gas
from the incinerator, and condensate formation due to high humidity of stack gas was identiﬁed as the
major hindrance towards its application [87]. The Revasol process was developed to render MSWI
ashes non-hazardous and ﬁt to be utilized by reducing the soluble content, reducing the leachable
content of heavy metals and destroying POPs [52]. Van Den Heede et al. studied the effect of washing
with NaOH and found it to be effective to reduce the metallic aluminum reaction when used as an
aggregate to manufacture Lego bricks [71].
8. Utilization of MSWI Bottom Ash in Building Materials
Bottom ash has potential to be used in various applications, after speciﬁc treatments for each
application, as depicted in Figure 6. It is presently used for certain applications such as in road
construction, cement production as additive, concrete production as aggregate etc., which is discussed
in detail further.
8.1. Present Areas of Utilization
At present, MSWI ash is mainly utilized as a road subbase material, landﬁll structure material,
embankment ﬁll, as cement raw material and concrete products, out of which, the use in road base
applications tops the lot in terms of volumes [19].
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Figure 6. Routes of valorization for MSWI ash.

8.1.1. As a Road Construction Material and Landﬁll Stabilizer
Bottom ash can be used as aggregate in foundation layers, sub-base, embankment and as capping
material in road construction [107]. When it is used in the hydraulically-bound form, washing of ash is
done prior to utilization to prevent heavy metal leaching at the point of utilization. Since this does
not involve milling of ash, the washing process can be more effective in curbing aluminum-induced
expansion [77,108]. When used in bitumen bound applications, it resulted in higher bitumen demands
due to the porosity of the material compared to conventional aggregates [107].
In landﬁlls, it is used as a stabilizing layer to protect the geomembrane, intermediate layer and
also as the leachate drainage layer [109,110].
8.1.2. As Cement Raw Meal Additive
The constituents of cement raw meal are calcium oxide, silica, alumina and iron oxide as the main
components, along with other minor constituents, with speciﬁc limits to each of these. An appropriate
composition is achieved by carefully proportioning different natural mineral sources like limestone,
clay, etc. Presently, different alternate raw materials are added to the raw meal, usually as sources
of silica. The replacement level is limited because of the low Ca content or the presence of other
deleterious materials like alkalis and chlorine. Since cement is produced in huge quantities, utilization
in even limited fractions can result in huge consumption of the MSWI ashes. A part of heavy metals,
Cu, Zn and Pb, which is mostly affecting the utilization of bottom ashes, can be safely incorporated in
mineral phases in clinker without affecting its properties. The proposed safe limits of Cu and Zn in
clinker are 0.35% and 0.7%, respectively [111].
Eco-cement is a cement developed and being produced in bulk quantities in Japan with
incineration ash mixed with limestone and other additives to adjust its composition being used
as raw material for Portland cement production. Excess heavy metals in the ash are vaporized as
chlorides and are collected in baghouses, and the heavy metals are regained from these by smelting,
facilitating maximum recycling efﬁciency. Two types of eco-cements are being produced, normal
Portland cement with alite, belite, aluminate, ferrite and calcium sulfate and a rapid hardening type
with alite, belite, ferrite, C11 A7 and CaCl2 [112].
Replacement of cement raw meal by incineration bottom ash up to 15% was investigated by
Shih et al. [42]. Five raw mixes were investigated: classic raw meal, raw meal with 3%, 10%, 15%
replacement by bottom ash and with 15% magnetically-repelled MSWI ash after magnetic separation
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treatment. One mix was conditioned to required oxide proportions by the addition of pure calcium
oxide. The lime saturation factor (LSF) of mixes were 1, 0.95, 0.84, 0.77 and 1.01 for 0%, 3%, 10%,
15% replacement and conditioned mix, respectively. Various literature works specify the required
range of LSF as 0.92–1 [113]. A reduction in cement strength was observed when the lime saturation
factor (LSF) was lower due to a lack of calcium for the formation of tri-calcium silicate. Higher
strength was observed when additional calcium oxide was added to the system. A similar study with
replacement of 5% and 10% of raw meal by dried and milled bottom ash without adjustment for the
LSF was conducted by Krammart and Tangtermsirikul [32]. This replacement resulted in increased
belite content at the expense of alite, resulting in a decrease in compressive strength and a delay in
setting. Kikuchi produced Portland cement from raw meal with MSWI ash, sewage sludge, sewage dry
powder, aluminum dross, limestone, clay and copper slag with up to 40% of MSWI ﬂy ash. Signiﬁcant
ﬁxing of chlorine in the form of calcium chloroaluminate was reported. Furthermore, the phosphate
content in MSWI ash reduced the burnability of the mix and resulted in lower conversion of belite to
alite [44]. Wang et al. manufactured clinker using washed ﬂy ash as a component up to 15% with LSF,
SM (silica modulus) and AM (alumina modulus) adjusted to prescribed limits. Washing of ﬂy ash was
optimized for maximum removal of chlorides and sulfates. Cement phases produced by sintering and
the compressive strength of mortars were comparable to that of conventional raw meal [114].
8.1.3. MSWI Bottom Ash as Aggregate in Concrete
Research regarding use of bottom ash as aggregate in concrete started around two decades
ago [55]. CUR Recommendation 116:2012 recommends utilization of MSWI bottom ash with less than
1% aluminum content to be used in concrete [56]. The main difﬁculties faced were expansion due
to elemental Al, high water absorption, which increases water demand of concrete, and alkali-silica
reaction. Washing with alkali, such as sodium hydroxide, is a possible solution for reducing expansion
due to metallic aluminum.
Despite the mentioned practical challenges regarding the use of bottom ash as aggregate in
concrete, research has been done on how a full replacement of traditional concrete aggregates by
bottom ash-based aggregates would be attainable for certain concrete products, also in Belgium.
For instance, Van den Heede et al. investigated whether non-steel reinforced prefabricated concrete
Lego bricks of an acceptable quality could be produced with treated bottom ashes originating from a
Belgian MSWI company as full aggregate replacement for limestone 2/6 and 6/20 [83]. It was found
that the reduced concrete workability due to the high water absorption of the bottom ash can be dealt
with by subjecting the ﬁne bottom ash fraction to a crushing operation to eliminate the porous elements
and by pre-wetting the ﬁne and coarse bottom ash fractions in a controlled manner prior to concrete
mixing. To overcome unacceptable expansion and longitudinal void formation related to the elemental
aluminum present in the bottom ash, a reactive washing step with 1 M NaOH was found to be very
effective. A modiﬁed Oberholster test indicated that the applicable 0.1% expansion limit was not
surpassed. The required concrete strength class (C20/25) for prefabricated Lego brick production could
be achieved without any problem [71]. Collivignarelli and Sorlini investigated the use of cement-lime
stabilized MSWI ﬂy ash as recycled aggregate in concrete. They reported to have achieved more than
minimum compressive strength and good environmental compatibility with the tested mixes [115].
Results from the manufacture of lightweight aggregates with MSWI ash and reservoir sediment as
additives are reported. The dosage of MSWI ash was 30%. The density of the aggregates manufactured
was 0.99 g/cm3 [116]. Ferraris et al. studied the effect of utilization of bottom ashes vitriﬁed at
1450 ◦ C without any agents as ﬁller, sand and aggregate in concrete. Slump, alkali silica reactivity
and mechanical properties were evaluated. When used as a ﬁller, the 150-day compressive strength
remained the same as that of a reference up to 20% replacement of cement and up to 75% effective
replacement of natural aggregate [117]. Ciofﬁ et al. studied the properties of artiﬁcial aggregates
manufactured by binder stabilization of bottom ashes. These bottom ashes did not conform to the
Italian environmental limitations for utilization. However, after stabilization, the cumulative leaching
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value of artiﬁcial aggregates conformed to environmental limitations. Moreover, the concrete blocks
made with these aggregates conformed to the requirements for lightweight structural concrete [118].
Hwang et al. manufactured lightweight aggregates from reservoir sediment with MSWI ﬂy ash as an
additive. Concrete manufactured from these lightweight aggregates was tested for various properties
such as compressive strength, electrical resistivity and ultrasonic pulse velocity, and it was concluded
that the maximum addition of ﬂy ash should be limited to 30% [119].
8.2. Potential Areas of Utilization
In addition to the low value applications except for as raw meal additive, for which bottom ashes
are presently used, there are ongoing and past research works studying its application in higher value
applications, which requires more pre-treatments to be done.
8.2.1. MSWI Ash as a Pozzolanic Addition in Cement
Supplementary cementitious materials are inorganic materials that, when used in conjunction
with Portland cement, contribute to the properties of the hardened concrete through chemical reaction,
e.g., hydraulic or pozzolanic activity. SCMs are mainly classiﬁed based on their origin as natural,
thermally-activated and by-product SCM. The most used by-product SCMs include blast-furnace
slag, ﬂy ash from coal combustion and silica fume. These SCMs differ from each other in relative
percentage of constituents, mineralogy, kinetics of reaction and also in the hydration products formed.
ASTM 989 speciﬁes the required ﬁneness for use of slag as a pozzolana in terms of maximum
percentage retained when wet screened on a 45-μm sieve to be a maximum of 20%. NBN 450-1
(Bureau voor Normalisatie, Belgium) sets the value to a maximum of 40% and 12% for two categories.
Like slags, bottom ashes are generated as granulates and need a grinding step prior to their utilization
as a supplementary cementitious material to reach this ﬁneness. Like Portland cement, the main
constituents of supplementary cementitious materials are CaO, SiO2 , Al2 O3 and Fe2 O3 ; however,
most SCMs are enriched in silica compared to PC. NBN EN 450-1 and ASTM C 618 specify a minimum
total content of 65% and 70% respectively for silica, alumina and iron oxide [120]. NBN EN 450-1 also
limits the total organic carbon content to 5%, 7% and 9% for Category A, B and C ﬂy ashes, respectively.
For bottom ashes in Belgium, it is limited to 3% for ensuring burnout and is usually present in the
range of 0.5–2.4% [17]. This limits free lime, alkali, chloride, sulfate and phosphate contents to 1.6%,
5.5% Na2 Oeq 0.1%, 3.5% and 5.5% by mass, respectively [121]. The washing and ageing in moist
condition steps, which are already done in the ﬁeld, converts the free lime present now into calcium
hydroxide and eventually calcite. ASTM C 150 limits the maximum content of alkalis versus total
binder to 0.6% expressed as sodium oxide equivalent (Na2 Oeq ) when used in conjunction with reactive
aggregates [122]. ASTM 989 limits the content of sulfur present as sulﬁde to a maximum of 2.5% and
sulfate to a maximum of 4.0% in slag used in concrete [123]. MSWI ash is also a potential addition
to the list of SCMs once the potential issues are resolved, which includes the presence of metallic
aluminum, zinc, salts and heavy metals.
Remond et al. studied the effect of the replacement of cement by MSWI ﬂy ashes on setting times,
compressive strength, ﬂow and microstructure of mortar and concrete. The pozzolanic phases were
identiﬁed as CAS2 (calcium aluminodisilicate) and AS (alumina silicate). The presence of zinc and
lead resulted in the increase of setting times, and the presence of chloride had an accelerating effect,
which increased the seven- and 28-day strengths for up to 15% ash replaced samples [124].
An optimized treatment procedure called the Revasol process and a modiﬁed process to eliminate
metallic aluminum and sulfate were employed to get two treated ﬂy ashes, which were further
tested for reactivity and hydration as a pozzolanic addition by Aubert et al. They modiﬁed the
previously developed Revasol process by including washing with Na2 CO3 solution. Calcium aluminate
hydrate, ettringite and calcium carbo-aluminate were generated as hydration products on reaction
with lime. The modiﬁed treatment processes employed were successful in arresting expansion due
to elemental aluminum, and mortars made with that ash gave a high activity index, for some more
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than 100%. However, leaching of antimony and chromium from the mortars was observed to be above
limits [26,52,83].
To increase the activity of ash as a pozzolanic material, its reaction can be activated through the
addition of chemical activators. After adding MSWI bottom ash as a pozzolanic material, alkaline
activators can be added to activate the reaction. It was found that CaCl2 is an effective activator,
in contrast to Na-based activators, which did not improve the strength [28]. However, chloride in
concrete can increase the susceptibility to reinforcement corrosion. Krammart and Tangtermsirikul
used Ca(OH)2 as an alkali activator, and a calcium aluminate monosulphate (AFm) type phase, calcium
aluminum carbonate sulfate hydrate (Ca4 Al2 O6 (CO3 )0.67 (SO3 )0.33 ·11H2 O) and calcium silicate hydrate
(CSH) with a low Ca-Si ratio were the hydration products formed. Since the material used was not
treated to control the effect of aluminum, the compressive strength obtained was very low [32]. The use
of bottom ash in a hybrid binder system consisting of OPC, MSWI bottom ash and ﬂy ash, as well as a
5% mix of CaSO4 and Na2 SO4 as the activator was investigated [54]. It showed a 40% strength loss
for this mix in comparison with a pure OPC mix. The cement was found to immobilize the elements
Pb, Zr and Sn. Nevertheless, the leaching of Cl− was very high, raising the question of its usage in
reinforced concrete. Gao et al. studied the use of washed ﬂy ash as pozzolanic addition. Washing
reduced chloride content from 10.16% down to 1.28%, and the addition of 0.25% dithiocarbamic chelate
reduced heavy metal leaching. Ten percent replacement resulted in the same compressive strength as
that of reference samples [125].
Another route for utilization of MSWI ﬂy ash as pozzolanic material is by sintering ash, producing
ﬂy ash slag, and milling the slag further to produce a pozzolanic material. Lin et al. studied the
hydration properties of C3 S mixed with MSWI ﬂy ash slag. A lower hydration degree of C3 S-slag
pastes compared to pure C3 S pastes at all ages of hydration was observed. A pozzolanic reaction was
observed after 28 days [126]. The effect of the addition of alumina prior to sintering was studied by
Lin et al., who observed an increase in the degree of hydration up to 28 days for milled 10% alumina
mixed slag blended cement pastes [127]. Similar research was carried out by Wang et al., which reported
a reduction in early strength and an increase in 28-day strength due to 10–20% replacement of cement
by milled ﬂy ash slag [128]. Lin reported an increase in initial and ﬁnal setting times for 10–40% cement
replacement by municipal solid waste incineration ﬂy ash and slag, possibly due to the presence of
heavy metals like Zn, Pb and Cu [51]. It was also reported by Lee et al. that the early strength of
mortars made with cement replaced with ﬂy ash slag can be enhanced by increasing the basicity of
slag by adding CaCO3 prior to sintering. Mortar with 20% cement replacement with ﬂy ash slag with
20% CaCO3 additive had the same 14-day and 28-day compressive strength as that of reference OPC
samples and roughly around an 8% increase compared to the reference at 90 days [129]. Lee et al.
studied the effect of 20% cement replacement by vitriﬁed slag made from ﬂy ash and scrubber ash mix
proportioned 1:3, with waste glass frit added to adjust the basicity of the mix. Leaching values of slags
were well below the threshold limits, and the compressive strengths of mortars at 56 and 90 days were
5–10% more than those of the reference OPC mixes [130,131]. Lin et al. manufactured vitriﬁed slag
from a 50–50 mix of 1:3 ﬂy ash scrubber ash mix and sludge from LED manufacturing. The ground
slag, which proved to be safe in terms of leaching, was used to replace cement up to 30%, and the
resulting mortars had a compressive strength 6–36% higher than that of the OPC reference [132].
8.2.2. Autoclaved Aerated Concrete
Autoclaved aerated concrete, also known as AAC, is industrially produced as aerated precast
elements. Accelerated curing is done by autoclaving in high pressure steam, and this ensures higher
strength development. Different technologies are prevalent today for aeration of concrete, and adding
aluminum powder is one among them. MSWI ash inherently contains metallic aluminum, and thus,
it can be an added advantage to be used as a raw material for AAC production. Furthermore,
the aeration agent cost can be saved. Song et al. studied the effect of replacing ﬂy ash or silica by
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incineration bottom ash. They reported an increase in compressive strength and a decrease in drying
shrinkage with the increase in bottom ash replacement [46].
8.2.3. Manufacture of Ceramics
The high content of silica in the ﬁlter dust makes it suitable for the production of glass ceramics.
There are already successful attempts in utilizing ﬂy ash and slag for that purpose. High temperature
sintering of the ash generates high density crystalline products that can be used as a building material,
and at the same time, it will bind hazardous inorganic materials, making it environmentally safer.
Glass ceramics were manufactured by heating at a rate of 10 ◦ C/min up to 880 ◦ C, maintaining
this temperature for 4 h and then heating again at 5 ◦ C/min to 950 ◦ C and maintaining it for 10 h,
then later cooled down [133]. Pyroxene group minerals, mainly diopside, were the main crystalline
products formed by sintering. The density of glass ceramic formed was 2.89 g/cc. A fracture mirror
study yielded a fracture strength of 240 MPa. The chemical composition and microstructure of ceramic
produced by milling, compacting and sintering of bottom ash below 8 mm in size were also studied [33].
Quartz, calcite, gehlenite and hematite were the main crystalline minerals in ash before sintering.
Diopside was the main mineral formed as a result of sintering to an optimum temperature of 1080 ◦ C
and controlled crystallization along with clinoenstatite, wollastonite and albite. The maximum density
obtained was 2.6 g/cc.
9. Cement Industry and Utilization Potential of MSWI Ashes in Belgium
Utilization of bottom ash in the cement industry is a promising solution technically, as we have
seen already. The cement industry already recycles many waste streams as alternate raw materials.
Furthermore, cement being the most used building material is consumed in huge quantities. It can be
seen from Tables 6 and 7 that around 2 MT of the cements CEM I, II and V were consumed in Belgium
in 2015. Unutilized bottom ashes are available in 15% of this quantity by mass (~300 kT) [134].
Table 6. Cement consumption in Belgium cf. [134].
Categories

Cement Consumption in 2015 (MT)

Concrete products and ﬁber cement
Ready mix concrete
Delivery in construction site
Delivery in hardware shops
Total consumption
Import
Export

1
2.767
0.743
0.381
4.891
1.513
1.384

Table 7. Percentage consumption of various classes of cement in Belgium in 2015 cf. [134].
Cement Type

Strength Class

% Consumption

CEM I, II, V

32.5
42.5
52.5

12
3
26

CEM III

32.5
42.5/52.5

8
51

At the same time, there is consumption of the CEM II type of cement that utilizes ﬂy ashes from
coal-ﬁred thermal power plants. Since there are no longer thermal power plants in Belgium as of
2016, ﬂy ashes for CEM II production need to be imported from neighboring countries. Transportation
adds to the cost, energy consumption and CO2 emissions considerably and thus affects the portfolio
of cements produced. Incineration plants have good areal distribution and thus save transportation
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costs, and treated bottom ashes could act as a replacement for ﬂy ash in CEM II, as can be seen
from the map in Figure 7. Therefore, the use as pozzolanic material or as a raw meal for clinker
production are promising options for utilization of more bottom ashes. The <2 mm fraction of bottom
ash is mostly unutilized, due to more heavy metals. Another major obstacle to the utilization is the
presence of metallic aluminum. There are a number of techniques available to stabilize heavy metals
such as ageing, wet grinding, treatment with sulﬁde-rich efﬂuent, binder stabilization, vitriﬁcation,
etc. Ageing of samples is already done in the ﬁeld. Vitriﬁcation/slagging processes are both capital
and energy intensive. Both wet grinding and treatment with sulﬁde-rich efﬂuent could be possible
options. Wet grinding can solve both obstacles. Metallic aluminum can be hydrated to aluminum
hydroxide during the process, and it can be accelerated by utilizing waste heat generated in the
plant [103]. Sources of waste heat from the plant include heat from the stack gas and heat generated
during ageing that raises the temperature of bottom ash to 70–80 ◦ C. It would be a challenging job
for an industrial engineer to harvest this waste heat, but if realized, it can make the process more
economic and sustainable. The second option is to use the ashes as a cement raw material. A part of
the heavy metals, especially Cu, Zn and Pb, can be incorporated in the phases in cement; however,
if above certain limits, it can alter them. The presence of metallic aluminum is not known to affect the
production process. Relatively high alkali content in bottom ashes can affect the clinkerization process,
thus limiting the replacement ratios to a smaller value. Nevertheless, even small replacement ratios can
result in huge utilization of material due to the enormous quantities of cement produced. The next step
for more utilization is testing these options in pilot scale in cement/incineration plants and optimizing
the process. This will allow full utilization of bottom ash in a more high value product, i.e., cement,
than using it as aggregate or as road subbase material, making it more economical. It helps to reach the
goal of the circular economy utilizing many waste streams. Various research works for realizing the
utilization of ﬂy ashes are available. Many studies reported pozzolanic activity of ﬂy ash slag made by
vitriﬁcation of ﬂy ashes, thus reducing its leaching. Being a capital- and energy-intensive technique,
it might be more challenging to optimize the process. More research to identify the advantages of
materials and using them for the right application will be the key to achieving a circular economy for
ﬂy ashes.

Figure 7. Areal distribution of major incineration plants and cement plants in Belgium (black,
incineration plants; blue, cement plants) cf. [22,134].
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10. Conclusions
This article discussed the utilization potential of MSWI ashes in a variety of ﬁelds, various
obstacles preventing utilization and various options for treatment procedures that could overcome
these obstacles. The composition of ash depends on the input waste, type of incinerator and process
parameters, and this varies spatially and temporally; it does not hinder its utilization in one of the
various potential ﬁelds of application. The most suitable area of utilization for each type of ash
produced in around 2200 waste to energy plants around the world needs to be identiﬁed and put into
use locally. Moreover, the cement industry, which is identiﬁed as the most suitable agent for valorizing
bottom ashes as raw meal additive and supplementary cementitious material, is equipped for dealing
with variability in raw material composition and still produces a ﬁnal product with the required quality
control. One of the sources of variation is the process parameters of incineration plants, which are
optimized currently for maximum energy generation. However, the process parameters can have an
effect on the chemical properties of ﬁnal residues, which could in turn affect the technical quality of the
ﬁnal product after utilization. The process parameters of incineration plants need to be optimized for
maximum utilization of residues. A comprehensive database of the effects of various characteristics of
residues on the quality of ﬁnal products after incineration needs to be developed after research.
In Belgium, we have already come a long way, and pretreatment installations solve many problems
to an extent. Evidence of the successful application of pre-treatment techniques at the laboratory scale
is available. The most suitable options for higher value applications are usage as a binder or raw meal
substitute. Use as cement raw meal additive requires less pre-treatment and thus is another promising
option for high value application. The present need is to optimize the whole process ﬂow technically
and economically by conducting pilot scale tests and doing plant-speciﬁc life cycle analysis to identify
what is gained and what not. Use as a pozzolanic additive is a good option for Belgium considering its
almost zero production of coal ﬂy ashes. Sequencing and combining the right pre-treatment techniques
will be the key to the most sustainable utilization. The Revasol technique modiﬁed by Aubert et al.
is one such method addressing various obstacles for use as pozzolana. New research for localized
solutions for treatment of ashes with minimal secondary pollutions needs to be done. In Belgium,
Cu and Zn content is the major obstacle preventing utilization of 164 kT of bottom ashes. Another
major problem is the metallic aluminum content preventing its effective use as a pozzolanic additive
and aggregate in concrete. Wet grinding of the ash at a higher temperature can be a solution for both of
these, and the process can be optimized by using local waste water preferably containing sulﬁdes and
thus reducing the impact of secondary pollution of water. Hydrogen gas generated by washing can be
harvested and used for energy generation. Another solution can be carbonation of ash, for which the
high CO2 concentration of stack gas can be utilized or sequestrated. This can add to the economy of
the plant, as well, due to the additional income from residue recycling. Capital-intensive techniques,
like vitriﬁcation, which could be more effective for MSWI ﬂy ash, can be employed after balancing the
cost and beneﬁt. Establishing the business model and development of standards and legislation are
the key to a better recycling. Before that, comprehensive methodologies for utilization with emphasis
on technical and environmental speciﬁcations need to be developed by the scientiﬁc community.
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waste incineration ashes with respect to their separation temperature. Waste Manag. Res. 2012, 30, 1041–1048.
[CrossRef] [PubMed]
Yang, S.; Saffarzadeh, A.; Shimaoka, T.; Kawano, T. Existence of Cl in municipal solid waste incineration
bottom ash and dechlorination effect of thermal treatment. J. Hazard. Mater. 2014, 267, 214–220. [CrossRef]
[PubMed]
Inkaew, K.; Saffarzadeh, A.; Shimaoka, T. Modeling the formation of the quench product in municipal solid
waste incineration (MSWI) bottom ash. Waste Manag. 2015, 52, 159–168. [CrossRef] [PubMed]
Qiao, X.C.; Tyrer, M.; Poon, C.S.; Cheeseman, C.R. Characterization of alkali-activated thermally treated
incinerator bottom ash. Waste Manag. 2008, 28, 1955–1962. [CrossRef] [PubMed]
Thipse, S.; Schoenitz, M.; Dreizin, E. Morphology and composition of the ﬂy ash particles produced in
incineration of municipal solid waste. Fuel Process. Technol. 2002, 75, 173–184. [CrossRef]
Song, G.J.; Kim, K.H.; Seo, Y.C.; Kim, S.C. Characteristics of ashes from different locations at the MSW
incinerator equipped with various air pollution control devices. Waste Manag. 2004, 24, 99–106. [CrossRef]
Lothenbach, B.; Scrivener, K.; Hooton, R.D. Supplementary cementitious materials. Cem. Concr. Res. 2011, 41,
1244–1256. [CrossRef]
Saikia, N.; Mertens, G.; van Balen, K.; Elsen, J.; van Gerven, T.; Vandecasteele, C. Pre-treatment of municipal
solid waste incineration (MSWI) bottom ash for utilisation in cement mortar. Constr. Build. Mater. 2015, 96,
76–85. [CrossRef]
Shih, P.H.; Chang, J.E.; Chiang, L.C. Replacement of raw mix in cement production by municipal solid waste
incineration ash. Cem. Concr. Res. 2003, 33, 1831–1836. [CrossRef]
Tang, P.; Florea, M.V.A.; Spiesz, P.; Brouwers, H.J. The investigation of the MSWI bottom ash ﬁnes
(0–2 mm) as binder substitute after combined treatments. In Proceedings of the Eurasia Waste Management
Symposium, Istanbul, Turkey, 28–30 April 2014; pp. 126–130.
Kikuchi, R. Recycling of municipal solid waste for cement production: Pilot-scale test for transforming
incineration ash of solid waste into cement clinker. Resour. Conserv. Recycl. 2001, 31, 137–147. [CrossRef]
Qiao, X.C.; Tyrer, M.; Poon, C.S.; Cheeseman, C.R. Novel cementitious materials produced from incinerator
bottom ash. Resour. Conserv. Recycl. 2008, 52, 496–510. [CrossRef]
Song, Y.; Li, B.; Yang, E.; Liu, Y.; Ding, T. Feasibility study on utilization of municipal solid waste incineration
bottom ash as aerating agent for the production of autoclaved aerated concrete. Cem. Concr. Compos. 2015, 56,
51–58. [CrossRef]
Rambaldi, E.; Esposito, L.; Andreola, F.; Barbieri, L.; Lancellotti, I.; Vassura, I. The recycling of MSWI bottom
ash in silicate based ceramic. Ceram. Int. 2010, 36, 2469–2476. [CrossRef]

26

Materials 2018, 11, 141

48.

49.
50.

51.
52.
53.
54.

55.
56.
57.

58.
59.
60.
61.

62.

63.
64.
65.
66.
67.
68.
69.

70.

Piantone, P.; Bodénan, F.; Chatelet-Snidaro, L. Mineralogical study of secondary mineral phases from
weathered MSWI bottom ash: Implications for the modelling and trapping of heavy metals. Appl. Geochem.
2004, 19, 1891–1904. [CrossRef]
Bayuseno, A.P.; Schmahl, W.W. Understanding the chemical and mineralogical properties of the inorganic
portion of MSWI bottom ash. Waste Manag. 2010, 30, 1509–1520. [CrossRef] [PubMed]
Alba, N.; Gasso, S.; Lacorte, T.; Baldasano, J.M. Characterization of municipal solid waste incineration
residues from facilities with different air pollution control systems. J. Air Waste Manag. Assoc. 1997, 47,
1170–1179. [CrossRef]
Lin, K. The inﬂuence of municipal solid waste incinerator ﬂy ash slag blended in cement pastes.
Cem. Concr. Res. 2005, 35, 979–986. [CrossRef]
Aubert, J.E.; Husson, B.; Vaquier, A. Use of municipal solid waste incineration ﬂy ash in concrete.
Cem. Concr. Res. 2004, 34, 957–963. [CrossRef]
Violante, A.; Huang, P.M. Formation mechanism of aluminum hydroxide polymorphs. Clays Clay Miner.
1993, 41, 590–597. [CrossRef]
Garcia-Lodeiro, I.; Carcelen-Taboada, V.; Fernández-Jiménez, A.; Palomo, A. Manufacture of hybrid cements
with ﬂy ash and bottom ash from a municipal solid waste incinerator. Constr. Build. Mater. 2016, 105, 218–226.
[CrossRef]
Pera, J.; Courtaz, J.; Ambroise, J.; Chababbet, M. Use of Incinerator Bottom Ash in Concrete. Cem. Concr. Res.
1997, 27, 1–5. [CrossRef]
CUR. Bouwen Met Kennis Materiaal Voor Beton; CUR Bouw & Infra: Gouda, The Netherlands, 2012.
Zhou, J.; Wu, S.; Pan, Y.; Zhang, L.; Cao, Z.; Zhang, X.; Yonemochi, S.; Hosono, S.; Wang, Y.; Oh, K.; et al.
Enrichment of heavy metals in ﬁne particles of municipal solid waste incinerator (MSWI) ﬂy ash and
associated health risk. Waste Manag. 2015, 43, 239–246. [CrossRef] [PubMed]
Wu, S.; Xu, Y.; Sun, J.; Cao, Z.; Zhou, J.; Pan, Y.; Qian, G. Inhibiting evaporation of heavy metal by controlling
its chemical speciation in MSWI ﬂy ash. Fuel 2015, 158, 764–769. [CrossRef]
Bertolini, L.; Elsener, B.; Pedeferri, P.; Polder, R. Corrosion of Steel in Concrete; Wiley-VCH, Verlag GmbH & Co.
KGaA: Weinheim, Germany, 2004.
Geurts, R.; Spooren, J.; Quaghebeur, M.; Broos, K.; Kenis, C.; Debaene, L. Round robin testing of a percolation
column leaching procedure. Waste Manag. 2016, 55, 31–37. [CrossRef] [PubMed]
Van Gerven, T.; Geysen, D.; Stoffels, L.; Jaspers, M.; Wauters, G.; Vandecasteele, C. Management of incinerator
residues in Flanders (Belgium) and in neighbouring countries. A comparison. Waste Manag. 2005, 25, 75–87.
[CrossRef] [PubMed]
OVAM. VLAREMA Decree of the Flemish Government to Establish the Flemish Regulations on the
Sustainable Management of Material Circuits and Waste. Government, Flemish. Available online:
https://navigator.emis.vito.be/mijn-navigator?woId=44707 (accessed on 5 October 2017).
UGent; VITO; CRH; Indaver; Recmix. ASHCEM Novel Cements & Building Materials from Incineration
Ashes—Project Document; SIM: Zwijnaarde, Belgium, 2014.
Astrup, T.; Rosenblad, C.; Trapp, S.; Christensen, T.H. Chromium release from waste incineration
air-pollution-control residues. Environ. Sci. Technol. 2005, 39, 3321–3329. [CrossRef] [PubMed]
Van Caneghem, J.; Block, C.; Vandecasteele, C. Destruction and formation of dioxin-like PCBs in dedicated
full scale waste incinerators. Chemosphere 2014, 94, 42–47. [CrossRef] [PubMed]
Hutzinger, O.; Blumich, M.J.; Berg, M.V.D.; Olie, K. Sources and fate of PCDDs and PCDFs: An overview.
Chemosphere 1985, 14, 581–600. [CrossRef]
Zhan, M.; Chen, T.; Lin, X.; Fu, J.; Li, X.; Yan, J.; Buekens, A. Suppression of dioxins after the post-combustion
zone of MSWIs. Waste Manag. 2016, 54, 153–161. [CrossRef] [PubMed]
HRigo, G.; Chandler, A.J. Is there a strong dioxin: Chlorine link in commercial scale systems? Chemosphere
1998, 37, 2031–2046.
Wu, S.; Zhou, J.; Pan, Y.; Zhang, J.; Zhang, L.; Ohtsuka, N.; Motegi, M.; Yonemochi, S.; Oh, K.; Hosono, S.; et al.
Dioxin distribution characteristics and health risk assessment in different size particles of ﬂy ash from
MSWIs in China. Waste Manag. 2016, 50, 113–120. [CrossRef] [PubMed]
Wang, L.; Jin, Y.; Nie, Y. Investigation of accelerated and natural carbonation of MSWI ﬂy ash with a high
content of Ca. J. Hazard. Mater. 2010, 174, 334–343. [CrossRef] [PubMed]

27

Materials 2018, 11, 141

71.

72.
73.
74.
75.
76.

77.
78.
79.

80.
81.
82.
83.

84.
85.
86.

87.
88.
89.

90.
91.
92.
93.
94.

Van den Heede, P.; Ringoot, N.; Beirnaert, A.; van Brecht, A.; van den Brande, E.; de Schutter, G.; de Belie, N.
Sustainable high quality recycling of aggregates from waste-to-energy, treated in a wet bottom ash processing
installation, for use in concrete products. Materials 2016, 9, 9. [CrossRef] [PubMed]
SBerkhout, P.M.; Oudenhoven, B.P.M.; Rem, P.C. Optimizing Non-Ferrous Metal Value from MSWI Bottom
Ashes. J. Environ. Prot. (Irvine Calif.) 2011, 2, 564–570. [CrossRef]
Shen, H.; Forssberg, E. An overview of recovery of metals from slags. Waste Manag. 2003, 23, 933–949.
[CrossRef]
Xia, Y.; He, P.; Shao, L.; Zhang, H. Metal distribution characteristic of MSWI bottom ash in view of metal
recovery. J. Environ. Sci. 2016, 52, 1–12. [CrossRef] [PubMed]
De Boom, A.; Degrez, M.; Hubaux, P.; Lucion, C. MSWI boiler ﬂy ashes: Magnetic separation for material
recovery. Waste Manag. 2011, 31, 1505–1513. [CrossRef] [PubMed]
Biganzoli, L.; Ilyas, A.; van Praagh, M.; Persson, K.M.; Grosso, M. Aluminium recovery vs. hydrogen
production as resource recovery options for ﬁne MSWI bottom ash fraction. Waste Manag. 2013, 33, 1174–1181.
[CrossRef] [PubMed]
Mulder, E. Pre-treatment of MSWI ﬂy ash for useful application. Waste Manag. 1996, 16, 181–184. [CrossRef]
Chen, X.; Bi, Y.; Zhang, H.; Wang, J. Chlorides Removal and Control through Water-washing Process on
MSWI Fly Ash. Procedia Environ. Sci. 2016, 31, 560–566. [CrossRef]
Chimenos, J.M.; Fernandez, A.I.; Cervantes, A.; Miralles, L.; Fernandez, M.A.; Espiell, F. Optimizing the
APC residue washing process to minimize the release of chloride and heavy metals. Waste Manag. 2005, 25,
686–693. [CrossRef] [PubMed]
Hu, B.; Rem, P.C.; van de Winckel, T.P.M. Fine heavy non-ferrous and precious metals recovery in bottom
ash treatment. ISWA Knowl. Database 2009, APESB2009, 1–8.
Metso. Basics in Minerals Processing; Metso Corporation: Helsinki, Finland, 2015; p. 354.
Grewal, I. Mineral Processing Introduction. Available online: http://met-solvelabs.com/library/articles/
mineral-processing-introduction (accessed on 10 December 2017).
Aubert, J.E.; Husson, B.; Sarramone, N. Utilization of municipal solid waste incineration (MSWI) ﬂy ash
in blended cement. Part 2. Mechanical strength of mortars and environmental impact. J. Hazard. Mater.
2007, 146, 12–19. [CrossRef] [PubMed]
Sivula, L.; Väisänen, A.; Rintala, J. Stabilisation of MSWI bottom ash with sulphide-rich anaerobic efﬂuent.
Chemosphere 2008, 71, 1–9. [CrossRef] [PubMed]
Wang, W.; Gao, X.; Li, T.; Cheng, S.; Yang, H.; Qiao, Y. Stabilization of heavy metals in ﬂy ashes from
municipal solid waste incineration via wet milling. Fuel 2018, 216, 153–159. [CrossRef]
Chen, C.; Sun, C.; Gau, S.; Wu, C.; Chen, Y. The effects of the mechanical—Chemical stabilization process for
municipal solid waste incinerator ﬂy ash on the chemical reactions in cement paste. Waste Manag. 2013, 33,
858–865. [CrossRef] [PubMed]
Arickx, S.; van Gerven, T.; Vandecasteele, C. Accelerated carbonation for treatment of MSWI bottom ash.
J. Hazard. Mater. 2006, 137, 235–243. [CrossRef] [PubMed]
Del Toro, M.A.; Calmano, W.; Ecke, H. Wet extraction of heavy metals and chloride from MSWI and straw
combustion ﬂy ashes. Waste Manag. 2009, 29, 2494–2499. [CrossRef] [PubMed]
Bournonville, B.; Nzihou, A.; Sharrock, P.; Depelsenaire, G. Stabilisation of heavy metal containing dusts by
reaction with phosphoric acid: Study of the reactivity of ﬂy ash. J. Hazard. Mater. 2004, 116, 65–74. [CrossRef]
[PubMed]
Nzihou, A.; Sharrock, P. Calcium phosphate stabilization of ﬂy ash with chloride extraction. Waste Manag.
2002, 22, 235–239. [CrossRef]
Cornelis, G.; van Gerven, T.; Vandecasteele, C. Antimony leaching from uncarbonated and carbonated MSWI
bottom ash. J. Hazard. Mater. 2006, 137, 1284–1292. [CrossRef] [PubMed]
Chen, Q.Y.; Tyrer, M.; Hills, C.D.; Yang, X.M.; Carey, P. Immobilisation of heavy metal in cement-based
solidiﬁcation/stabilisation: A review. Waste Manag. 2009, 29, 390–403. [CrossRef] [PubMed]
Shi, H.; Kan, L. Leaching behavior of heavy metals from municipal solid wastes incineration (MSWI) ﬂy ash
used in concrete. J. Hazard. Mater. 2009, 164, 750–754. [CrossRef] [PubMed]
Galiano, Y.L.; Pereira, C.F.; Vale, J. Stabilization/solidiﬁcation of a municipal solid waste incineration residue
using ﬂy ash-based geopolymers. J. Hazard. Mater. 2011, 185, 373–381. [CrossRef] [PubMed]

28

Materials 2018, 11, 141

95.

96.

97.
98.
99.

100.
101.
102.
103.

104.
105.
106.

107.
108.

109.

110.

111.
112.

113.
114.
115.

Bosio, A.; Zacco, A.; Borgese, L.; Rodella, N.; Colombi, P.; Benassi, L.; Depero, L.E.; Bontempi, E. A sustainable
technology for Pb and Zn stabilization based on the use of only waste materials: A green chemistry approach
to avoid chemicals and promote CO2 sequestration. Chem. Eng. J. 2014, 253, 377–384. [CrossRef]
Rodella, N.; Bosio, A.; Dalipi, R.; Zacco, A.; Borgese, L.; Depero, L.E.; Bontempi, E. Waste silica sources as
heavy metal stabilizers for municipal solid waste incineration ﬂy ash. Arab. J. Chem. 2017, 10, S3676–S3681.
[CrossRef]
Jing, Z.; Matsuoka, N.; Jin, F.; Hashida, T.; Yamasaki, N. Municipal incineration bottom ash treatment using
hydrothermal solidiﬁcation. Waste Manag. 2007, 27, 287–293. [CrossRef] [PubMed]
Jing, Z.; Ran, X.; Jin, F.; Ishida, E.H. Hydrothermal solidiﬁcation of municipal solid waste incineration bottom
ash with slag addition. Waste Manag. 2010, 30, 1521–1527. [CrossRef] [PubMed]
Jing, Z.; Fan, X.; Zhou, L.; Fan, J.; Zhang, Y.; Pan, X.; Ishida, E.H. Hydrothermal solidiﬁcation behavior of
municipal solid waste incineration bottom ash without any additives. Waste Manag. 2003, 33, 1182–1189.
[CrossRef] [PubMed]
Hu, Y.; Zhang, P.; Chen, D.; Zhou, B.; Li, J.; Li, X. Hydrothermal treatment of municipal solid waste
incineration ﬂy ash for dioxin decomposition. J. Hazard. Mater. 2012, 207–208, 79–85. [CrossRef] [PubMed]
Bayuseno, A.P.; Schmahl, W.W.; Müllejans, T. Hydrothermal processing of MSWI Fly Ash-towards new
stable minerals and ﬁxation of heavy metals. J. Hazard. Mater. 2009, 167, 250–259. [CrossRef] [PubMed]
Zhang, F.; Itoh, H. Extraction of metals from municipal solid waste incinerator ﬂy ash by hydrothermal
process. J. Hazard. Mater. 2006, 136, 663–670. [CrossRef] [PubMed]
Joseph, A.M.; van den Heede, P.; Matthys, S.; de Belie, N.; Snellings, R.; Van, A. Comparison of different
beneﬁciation techniques to improve utilization potential of municipal solid waste incineration ﬂy ash
concrete. In Proceedings of the International Conference on Advances in Construction Materials and
Systems, Chennai, India, 3–8 September 2017.
Pedersen, A.J. Evaluation of assisting agents for electrodialytic removal of Cd, Pb, Zn, Cu and Cr from MSWI
ﬂy ash. J. Hazard. Mater. 2002, 95, 185–198. [CrossRef]
Flanders, S. MARES, Strategic Initiative Materials in Flanders. 2017. Available online: http://www.simﬂanders.be/research-program/mares (accessed on 2 February 2017).
Van Gerven, T.; van Keer, E.; Arickx, S.; Jaspers, M.; Wauters, G.; Vandecasteele, C. Carbonation of
MSWI-bottom ash to decrease heavy metal leaching, in view of recycling. Waste Manag. 2005, 25, 291–300.
[CrossRef] [PubMed]
Lynn, C.J.; Ghataora, G.S.; OBE, R.K.D. Municipal incinerated bottom ash (MIBA) characteristics and
potential for use in road pavements. Int. J. Pavement Res. Technol. 2017, 10, 185–201. [CrossRef]
Colangelo, F.; Ciofﬁ, R.; Montagnaro, F.; Santoro, L. Soluble salt removal from MSWI ﬂy ash and its
stabilization for safer disposal and recovery as road basement material. Waste Manag. 2012, 32, 1179–1185.
[CrossRef] [PubMed]
Kong, Q.; Yao, J.; Qiu, Z.; Shen, D. Effect of mass proportion of municipal solid waste incinerator bottom ash layer
to municipal solid waste layer on the Cu and Zn discharge from landfill. BioMed Res. Int. 2016, 2016, 9687879.
[CrossRef] [PubMed]
Li, W.B.; Yao, J.; Malik, Z.; di Zhou, G.; Dong, M.; Shen, D.S. Impact of MSWI bottom ash codisposed
with MSW on landﬁll stabilization with different operational modes. BioMed Res. Int. 2014, 2014, 167197.
[CrossRef] [PubMed]
Gineys, N.; Aouad, G.; Sorrentino, F.; Damidot, D. Effect of the clinker composition on the threshold limits
for Cu, Sn or Zn. Cem. Concr. Res. 2012, 42, 1088–1093. [CrossRef]
Shimoda, T.; Yokoyama, S. Eco-cement: A new portland cement to solve municipal solid waste and
industrial waste problems. In Proceedings of the Creating with Concrete, University of Dundee, Dundee,
UK, 6–10 September 1999; ICE Publishing: London, UK, May 1999.
De Schepper, M. Completely Recyclable Concrete for a More Environment Friendly Construction.
Ph.D. Dissertation, Ghent University, Ghent, Belgium, 1 July 2014.
Wang, L.; Jin, Y.; Nie, Y.; Li, R. Recycling of municipal solid waste incineration ﬂy ash for ordinary Portland
cement production: A real-scale test. Resour. Conserv. Recycl. 2010, 54, 1428–1435. [CrossRef]
Collivignarelli, C.; Sorlini, S. Reuse of municipal solid wastes incineration ﬂy ashes in concrete mixtures.
Waste Manag. 2002, 22, 909–912. [CrossRef]

29

Materials 2018, 11, 141

116. Chen, H.; Wang, S.; Tang, C. Reuse of incineration ﬂy ashes and reaction ashes for manufacturing lightweight
aggregate. Constr. Build. Mater. 2010, 24, 46–55. [CrossRef]
117. Ferraris, M.; Salvo, M.; Ventrella, A.; Buzzi, L.; Veglia, M. Use of vitriﬁed MSWI bottom ashes for concrete
production. Waste Manag. 2009, 29, 1041–1047. [CrossRef] [PubMed]
118. Ciofﬁ, R.; Colangelo, F.; Montagnaro, F.; Santoro, L. Manufacture of artiﬁcial aggregate using MSWI bottom
ash. Waste Manag. 2011, 31, 281–288. [CrossRef] [PubMed]
119. Hwang, C.; Bui, L.A.; Lin, K.; Lo, C. Manufacture and performance of lightweight aggregate from
municipal solid waste incinerator ﬂy ash and reservoir sediment for self-consolidating lightweight concrete.
Cem. Concr. Compos. 2012, 34, 1159–1166. [CrossRef]
120. ASTM International. ASTM C 618—Standard Speciﬁcation for Coal Fly Ash and Raw or Calcined Natural Pozzolan
for Use; ASTM International: West Conshohocken, PA, USA, 2010.
121. Bureau voor Normalisatie. NBN EN 450-1 Fly Ash for Concrete- Part 1: Deﬁnitions, Speciﬁcations and Conformity
Criteria; Bureau voor Normalisatie: Brussels, Belgium, 2012.
122. ASTM International. ASTM C 150—Standard Speciﬁcation of Portland Cement.pdf ; ASTM International:
West Conshohocken, PA, USA, 2007.
123. ASTM International. ASTM C 989 Standard Speciﬁcation for Slag Cement for Use in Concrete and Mortars;
ASTM International: West Conshohocken, PA, USA, 2004.
124. Remond, S.; Pimienta, P.; Bentz, D.P. Effects of the incorporation of Municipal Solid Waste Incineration ﬂy
ash in cement pastes and mortars I. Experimental study. Cem. Concr. Res. 2002, 32, 303–311. [CrossRef]
125. Gao, X.; Wang, W.; Ye, T.; Wang, F.; Lan, Y. Utilization of washed MSWI ﬂy ash as partial cement substitute
with the addition of dithiocarbamic chelate. J. Environ. Manage. 2008, 88, 293–299. [CrossRef] [PubMed]
126. Lin, K.L.; Wang, K.S.; Lee, T.Y.; Tzeng, B.Y. The hydration characteristics of MSWI ﬂy ash slag present in C3S.
Cem. Concr. Res. 2003, 33, 957–964. [CrossRef]
127. Lin, K.L.; Wang, K.S.; Tzeng, B.Y.; Wang, N.F.; Lin, C.Y. Effects of Al2 O3 on the hydration activity of municipal
solid waste incinerator ﬂy ash slag. Cem. Concr. Res. 2004, 34, 587–592. [CrossRef]
128. Wang, K.; Lin, K.; Huang, Z. Hydraulic activity of municipal solid waste incinerator ﬂy-ash-slag-blended
eco-cement. Cem. Concr. Res. 2001, 31, 97–103. [CrossRef]
129. Lee, T.; Wang, W.; Shih, P.; Lin, K. Enhancement in early strengths of slag-cement mortars by adjusting
basicity of the slag prepared from ﬂ y-ash of MSWI. Cem. Concr. Res. 2009, 39, 651–658. [CrossRef]
130. Lee, T.; Chang, C.; Rao, M.; Su, X. Modiﬁed MSWI ash-mix slag for use in cement concrete. Constr. Build. Mater.
2011, 25, 1513–1520. [CrossRef]
131. Lee, T.; Rao, M. Recycling municipal incinerator ﬂy- and scrubber-ash into fused slag for the substantial
replacement of cement in cement-mortars. Waste Manag. 2009, 29, 1952–1959. [CrossRef] [PubMed]
132. Lin, K.; Lin, D.; Wang, W.; Chang, C.; Lee, T. Pozzolanic reaction of a mortar made with cement and slag
vitriﬁed from a MSWI ash-mix and LED sludge. Constr. Build. Mater. 2014, 64, 277–287. [CrossRef]
133. Boccaccini, A.R.; Kopf, M.; Stumpfe, W. Glass-ceramics from ﬁlter dusts from waste incinerators. Ceram. Int.
1995, 21, 231–235. [CrossRef]
134. Beauchemin, L. Jaarverslag van de Belgische Cementnijverheid; Federatie van de Belgische cementnijverheid vzw:
Brussels, Belgium, 2015.
© 2018 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access
article distributed under the terms and conditions of the Creative Commons Attribution
(CC BY) license (http://creativecommons.org/licenses/by/4.0/).

30

materials
Review

Luminescent Lanthanide MOFs: A Unique Platform
for Chemical Sensing
Shu-Na Zhao 1,2 , Guangbo Wang 1 , Dirk Poelman 2 and Pascal Van Der Voort 1, *
1

2

*

Department of Chemistry, Center for Ordered Materials, Organometallics and Catalysis (COMOC),
Ghent University, Krijgslaan 281 (S3), 9000 Gent, Belgium; shuna.zhao@Ugent.be (S.-N.Z.);
Guangbo.Wang@UGent.be (G.W.)
LumiLab, Department of Solid State Sciences, Ghent University, Krijgslaan 281 (S1), 9000 Gent, Belgium;
Dirk.Poelman@UGent.be
Correspondence: Pascal.VanDerVoort@UGent.be; Tel.: +32-9-264-44-42

Received: 19 March 2018; Accepted: 5 April 2018; Published: 7 April 2018

Abstract: In recent years, lanthanide metal–organic frameworks (LnMOFs) have developed to be an
interesting subclass of MOFs. The combination of the characteristic luminescent properties of Ln ions
with the intriguing topological structures of MOFs opens up promising possibilities for the design of
LnMOF-based chemical sensors. In this review, we present the most recent developments of LnMOFs
as chemical sensors by brieﬂy introducing the general luminescence features of LnMOFs, followed
by a comprehensive investigation of the applications of LnMOF sensors for cations, anions, small
molecules, nitroaromatic explosives, gases, vapors, pH, and temperature, as well as biomolecules.
Keywords: metal–organic frameworks; lanthanide codoping; chemical sensors; ratiometric
luminescence sensing

1. Introduction
Metal–organic frameworks (MOFs) have attracted extensive attention over the past few decades.
They are an emerging class of highly crystalline and porous materials formed by metal ions or metal
clusters connected by multitopic organic linkers [1]. Their large surface areas, framework ﬂexibility,
and tunable pore surface properties, as well as “tailor-made” framework functionalities empower them
to be promising candidates for a diverse range of applications, such as gas separation and sorption [2–4],
luminescence [5,6], chemical catalysis [7,8], drug delivery [9], magnetism [10], chemical sensing [11–13],
energy storage and conversion [14–16], proton conduction [17,18], and bio-imaging [19].
As a subclass of MOFs, luminescent MOFs possess potential for practical applications because
of their explicit environments for luminophores in a crystalline state and characteristic optical
performance [20]. Generally, the luminescent properties of MOFs generate from metal components
and organic linkers with aromatic or conjugated π systems. The metal–ligand charge transfer (MLCT)
related luminescence can extend their luminescence functionalities to another dimension. Moreover,
some adsorbed guest molecules within MOFs are able to contribute to the luminescent properties. Until
now, research on luminescent MOFs has mainly focused on the fundamental luminescent properties
of MOFs, and the rational design of tunable luminescent MOFs for light emitting applications [21].
Recently, luminescent MOFs have been proven to be a unique platform for chemical sensing due to their
special features, including (i) easily tunable luminescence that can be used as the appropriate sensing
signal; (ii) speciﬁc functional groups (e.g., Lewis sites and open metal sites) that are able to promote
preferred host–guest binding for selective sensing; and (iii) the permanent MOFs’ porosity that could
concentrate the guest molecules, thereby enhancing detective sensitivity. Numerous luminescent MOF
sensors have been developed and reported in the literature for detecting cations [22,23], anions [24,25],
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small molecules [26–28], biological molecules [29,30], explosive chemicals [31–33], vapors [34,35],
and pH [36], as well as temperature [37–39].
Lanthanide MOFs (LnMOFs) have drawn much attention among the luminescent MOFs because
of the unique luminescent properties of lanthanide ions, such as long lifetime, characteristic sharp
emissions, large Stokes shifts, and high color purity with high quantum yields in the near-infrared
and visible regions [40–45]. Additionally, the luminescent properties of lanthanide ions highly depend
on the structural details of their coordination environment, offering a unique platform as chemical
sensors. The combination of these characteristic luminescent properties of lanthanide ions with the
intriguing topological structures of MOFs opens up promising possibilities for developing luminescent
materials with special applications.
In this review, we present the most recent developments of LnMOFs as chemical sensors. We begin
by brieﬂy introducing the general luminescence features of LnMOFs, followed by a comprehensive
investigation of the applications of LnMOF sensors with single or multiple luminescent centers. More
speciﬁcally, LnMOF sensors for cations, anions, small molecules, nitroaromatic explosives, gases,
vapors, pH, and temperature, as well as biomolecules will be discussed in detail in this review.
2. Luminescent Properties of LnMOFs
Generally, lanthanide ions (Ln3+) are characterized by successive filling of the 4f orbitals, with electronic
configurations of [Xe]4fn (n = 0 to 14). These electronic configurations generate a rich variety of electronic
levels with the number 14!/n!(14−n)!, resulting in interesting optical properties [46–49]. All of the Ln3+,
except La3+ (4f0) and Lu3+ (4f14), exhibit luminescent f–f emissions, which almost cover the entire spectrum.
Eu3+, Tb3+, Sm3+, and Tm3+ emit in the visible region with the color red, green, orange, and blue, respectively.
Pr3+, Nd3+, Sm3+, Dy3+, Ho3+, Er3+, Tm3+, and Yb3+ show emissions the near-infrared region, while Ce3+
shows a broadband emission from 370 to 410 nm because of the 5d–4f transition [50].
Typically, the 4f–4f transitions of Ln3+ are Laporte forbidden due to the 4f orbitals that are
well-shielded by the ﬁlled 5s2 5p6 subshells [51]. Consequently, direct photoexcitation of Ln3+ ions
rarely produces highly luminescent materials due to the low absorption efﬁciency of the 4f–4f
transitions. This problem can be overcome by the “antenna effect” (Figure 1), which commonly uses a
strong absorbing chromophore to sensitize Ln3+ [52,53]. The overall process of antenna sensitization
involves the following characteristic steps: (i) the organic ligands can absorb light upon excitation;
(ii) the excitation energy is then transferred into Ln3+ excited states through intramolecular energy
transfer; and (iii) Ln3+ ions undergo a radiative process by characteristic luminescence. This process
could effectively increase the luminescence quantum yield of Ln3+ in normal conditions at room
temperature. Furthermore, the solvent quenching and self-quenching of Ln3+ ions are almost nulliﬁed
in LnMOFs due to the separation of Ln3+ ions by organic ligands. Consequently, LnMOFs exhibit
strong luminescence and can be utilized as chemical sensors.

Figure 1. The antenna effect for lanthanide(III) (Ln(III)) sensitization, illustrated using the chromophoric
chelate (right) and pendant chromophore (left) ligand designs. Reprinted with permission from [48].
Copyright 2009, American Chemical Society.
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There are two other types of electronic transitions of Ln3+ ions: broad charge–transfer transitions
(ligand–metal charge transfer (LMCT) and metal–ligand charge transfer (MLCT)) and broad 4f–5d
transitions. They usually occur with high energies, resulting in rare observation in coordination
compounds. However, the excitation energy of Sm3+ , Eu3+ , and Yb3+ can be transferred from an
LMCT state to their 4f levels when the LMCT state lies at a high enough energy level. It is of great
importance to investigate the numerous energy transfer processes for well-tuning the luminescent
properties of LnMOFs.
The luminescence of Ln3+ ions is only possible from resonance levels, such as 5 D0 for Eu3+ , 5 D4 for
3+
Tb , and 2 F5/2 for Yb3+ . The energies of resonance levels of Eu3+ (5 D0 ), Tb3+ (5 D4 ), and Yb3+ (2 F5/2 )
lie at 17,250, 20,430, and 10,200 cm−1 , respectively [54]. If the Ln3+ ions are excited to a nonresonance
level, the excitation energy is dissipated through a nonradiative process until a resonance level is
reached. Therefore, the lowest triplet state of the organic ligands in LnMOFs must be located at an
energy level nearly equal to or above the resonance level of the Ln3+ ions. If the energy difference
between the organic linkers and Ln3+ ions is too small, a thermally activated energy back-transfer will
occur. On the other hand, large energy differences may lead to slower energy transfer rates. The energy
of the triplet state must be elaborately tuned to maximize the transfer and minimize the back-transfer.
Thus, the rational design of suitable organic ligands with the appropriate energy level is of great
signiﬁcance for the synthesis of LnMOFs with the desired luminescent properties.
3. LnMOFs for Chemical Sensing
LnMOFs have been widely studied in various sensor applications owing to their inherent porosity
and the particular luminescent properties of Ln3+ ions. Most of the LnMOF sensors show luminescence
intensity changes, including luminescence enhancement (turn-on response) and quenching (turn-off
response) upon recognition of the analytes. Eu3+ and Tb3+ are commonly used as luminescent
centers in LnMOF sensors because of their strong, characteristic red emission at around 614 nm and
green emission at around 541 nm, respectively [55]. LnMOFs succeed in sensing ionic species, small
molecules, explosive chemicals, and pH, as well as temperature. In addition, the inherent structural
and chemical features of LnMOFs make them considerably useful in biosensing and bioimaging
applications [56]. In the remainder of this section, recent developments of LnMOFs for chemical
sensing will be discussed in detail.
3.1. LnMOFs for Cation Sensing
Sensing and detecting metal ions is of great signiﬁcance in environmental and ecological systems.
Some transition-metal cations, such as Cu2+ , Fe2+ , Fe3+ , and Zn2+ , are essential in biological metabolism.
The excess or deﬁciency of these metal cations can cause various diseases, such as Alzheimer’s disease,
Wilson’s disease, anemia, mental decline, etc. [57–60]. Hg2+ , Pb2+ , and Cd2+ are well-known toxic
metal ions that can give rise to serious damage to the human body and environment [61,62]. Therefore,
the design and preparation of efﬁcient and straightforward metal ion probes are urgently needed.
In 2009, Chen et al. reported a new LnMOF [Eu(PDC)1.5 (DMF)](DMF)0.5 (H2 O)0.5 (PDC =
pyridine-3,5-dicarboxylate, DMF = N N-dimethylformamide) with Lewis basic pyridyl sites for sensing
Cu2+ ions [63]. The desolated MOF Eu(PDC)1.5 can selectively detect Co2+ and especially Cu2+ among
other metal ions via a turn-off response. The authors hypothesized that the antenna efﬁciency of
the PDC organic ligands was reduced by the binding of the pyridyl nitrogen atoms to Cu2+ or Co2+ ,
resulting in luminescence quenching. From then on, many LnMOF sensors with unsaturated Lewis
basic sites have been synthesized based on this mechanism for detecting metal ions [64–68]. Recently,
Yan and coworkers developed a FAM-ssDNA and Eu3+ @Bio-MOF-1 for sensing Cu2+ in aqueous
solutions [69]. This luminescent hybrid material can simultaneously exhibit FAM and Eu3+ emissions
by varying the ratio of Eu3+ @Bio-MOF-1 and FAM-ssDNA. Cu2+ can quench FAM emission, while
enhancing the luminescence intensity of Eu3+ (Figure 2). The mechanism behind this is possibly based
on the interaction of Cu2+ and ssDNA.
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Figure 2. (a) PL spectra of FAM-ssDNA and Eu3+ @Bio-MOF-1 dispersed into aqueous solutions
of various metal ions with the concentration of 10−5 mol/L when excited at 323 nm; (b) Relative
luminescence intensity of FAM at 520 nm and Eu3+ at 614 nm. Reprinted with permission from [69].
Copyright 2017 Elsevier B.V., New York, NY, USA.

Additionally, Fe3+ detection was achieved by Zheng et al. with [Eu(L1 )(BPDC)0.5 (NO3 )]·H3 O
(H2 L1 = 2,5-di(pyridin-4-yl)terephthalic acid, BPDC = biphenyl-4,4 -dicarboxylic acid) based on an
excellent luminescence turn-off response with a remarkable detection limit (5 × 10−7 mol/L) over
various other metal cations, including Na+ , K+ , Cu2+ , Al3+ , Mg2+ , Cr3+ , Zn2+ , and Co2+ [70]. Sun
and coworkers reported an anionic EuMOF, [H2 N(CH3 )2 ][Eu(H2 O)2 (BTMIPA)]·2H2 O (H4 BTMIPA =
5,5 -methylenebis(2,4,6-trimethylisophthalic acid)) with [H2 N(CH3 )2 ]+ cations in the tubular channels
of the anionic frameworks, which exhibited luminescence quenching for Fe3+ and luminescence
enhancement for Al3+ via ion-exchange between [H2 N(CH3 )2 ]+ cations and metal cations [71].
Tan et al. prepared adenine-based lanthanide coordination polymer nanoparticles (CPNPs),
consisting of adenine (Ad), a Tb3+ ion, and dipicolinic acid (DPA). It showed a turn-on luminescence
response for Hg2+ in aqueous solutions [72]. Due to the photoinduced electron transfer (PET)
process, the Ad can transfer energy to the DPA and simultaneously prevent intramolecular energy
transfer from DPA to Tb3+ , leading to the luminescence quenching of the CPNPs (Figure 3a).
However, signiﬁcantly enhanced luminescence (approximately ﬁvefold) was observed in the CPNPs
because of the suppression of the PET process from Ad to DPA by Hg2+ , which was further
conﬁrmed by Fourier-transform infrared spectroscopy (FTIR) and lifetime study (Figure 3b). This Hg2+
nanosensor also showed superior selectivity and exceptionally high sensitivity up to the detection
limit of 0.2 nM and can be used in biosensing and imaging. Li and coworkers reported a
EuMOF ([Eu2 (FDC)3 DMA(H2 O)3 ]·DMA·4.5H2 O, H2 FDC = 9,9-dimethyl-2,7-ﬂuorenedicarboxylic
acid,DMA = dimethylacetamide) for sensing Pb2+ in aqueous solutions through luminescence
enhancement [73]. Another luminescence sensor for detecting Pb2+ based on a millimeter-sized
TbMOF {[Tb(L2 )(H2 O)5 ]n ·solvents H2 L2 − = 3, 5-dicarboxy-phenol anion ligand} was reported by Ji
and coworkers [74]. It is the ﬁrst high-efﬁciency MOF-based luminescence sensor for Pb2+ at a very
low concentration and with the detection limit up to 10−7 M. A robust MOF, Sm-MIL-61(MIL-61 =
Ga(OH)(btec)·0.5H2 O, H4 btec = Pyromellitic acid), was designed as an Ag+ sensor in aqueous solutions
with high efﬁciency and selectivity (Figure 3c,d). The luminescence enhancement was due to a more
efﬁcient energy transfer from organic linkers to Sm3+ evoked by Ag+ (Figure 3e) [75].
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Figure 3. (a) Ad/Tb/DPA coordination polymer nanoparticles (CPNPs) for sensing of Hg2+ by
photoinduced electron (PET) transfer; (b) Effect of various metal ions (1 μM) on the ﬂuorescence
intensity of Ad/Tb/DPA CPNPs at 545 nm. Reprinted with permission from [72]. Copyright 2012,
American Chemical Society; (c) PL spectra of Sm-MIL-61 (black line) and Ag/Sm-MIL-61 (orange red
line) when excited at 314 nm, the inset shows the CIE chromaticity diagram of Ag/Sm-MIL-61 (x: 0.4804
y: 0.3823) and corresponding photoluminescence color image under UV-] light irradiation at 314 nm;
(d) The relative intensities of 4 G5/2 → 6 H7/2 at 603 nm upon Sm-MIL-61 in the presence of different
metal ions; (e) Schematic illustration for the energy transfer from ligand to Ln3+ center. Reprinted with
permission from [75]. Copyright 2017, The Royal Society of Chemistry.

3.2. LnMOFs for Anion Sensing
Various anions, such as halogen ions SO4 2− , PO4 3− , and CN− , are fundamental in environmental
and biological systems [76]. Therefore, the sensing of such anions is a remarkably interesting topic to
investigate. In recent years, LnMOF-based sensors have been successfully utilized for sensing inorganic
anions [77–80]. Chen and coworkers synthesized a TbMOF [Tb(BTC)·G] (BTC = benzene-1,3,5tricarboxylate, G = guest solvent) with OH groups in the terminal solvents [78]. This TbMOF
showed a fourfold luminescence enhancement in the presence of F− , suggesting that this porous
luminescent MOF is a promising candidate for sensing F− (Figure 4a). The possible mechanism of
luminescence enhancement by F− ions lies in the stronger hydrogen bonding interactions between
the F− ion and the terminal methanol molecules that can restrict the stretching of the OH bond
and thus reduce its quenching effect. The turn-off detection for F− was achieved by Zhou and
coworkers using an isostructural-doped LnMOF, [Eu2x Tb2(1 −x) (BPDC)(BDC)2 (H2 O)2 ]n (H2 BPDC =
2,2 -bipyridine-3,3 -dicarboxylic acid, H2 BDC = 1,4-benzenedicarboxylic acid) [79]. The emission
intensity of this codoped LnMOF reduced to almost zero in the presence of F− in aqueous solutions,
while the emission intensities showed no change in the presence of Cl− , Br− , or I− . The authors
speculated that the F− with smaller radii were trapped more easily in the MOF cavities than the other
halogen anions, resulting in luminescence quenching. Shi et al. prepared two cationic hetero MOFs,
[Ln2 Zn(L3 )3 (H2 O)4 ](NO3 )2 ·12H2 On (Ln = Eu and Tb, L3 = 4,4 -dicarboxylate-2,2 -dipyridine anion) for
selective and reversible I− detection in aqueous solutions [80]. I− ions can quench the luminescence
of these two cationic MOFs with a fast response time (10 s) and low detection limit (0.001 ppm). It is
believed that I3 − ions are formed by the oxidation of I− ions with the assistance of MOFs. They block
the LMCT process by absorbing the excitation light, thus causing luminescence quenching.
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Figure 4. (a) 5 D4 → 7 F5 transition intensities of [Tb(BTC)·G] activated in different types of 10−2 M NaX
and Na2 X methanol solution (excited and monitored at 353 and 548 nm, respectively). The insert ﬁgure
is the single crystal X-ray structure of [Tb(BTC)·G] activated in methanol containing NaF with the model
of ﬂuoride (green) at the center of the channel involving its hydrogen-bonding interaction with terminal
methanol molecules (methanol oxygen, purple; the methyl group from methanol is omitted for clarity).
Reprinted with permission from [78]. Copyright 2008, American Chemical Society. (b) Luminescence
spectrum and UV−vis absorption spectra. (c,d) Luminescence intensity of 5 D0 → 7 F2 of Eu3+ at
616 nm dispersed in different aqueous solutions of various anions and cations. (e) Luminescence in
different anion solutions (excited at 365 nm), corresponding to ﬁgure (c). (f) Luminescence in different
cation solutions (excited at 365 nm), corresponding to ﬁgure (d). Reprinted with permission from [81].
Copyright 2017, American Chemical Society.

Chromium is extensively used in various industrial processes causing Cr(VI) anions (CrO4 2− and
Cr2 O7 2− ) to often be present in all kinds of industrial wastewater It is one of the most prevalent, toxic
heavy-metal ions of which excess intake can cause serious protein and DNA disruption, as well as
damage the human enzyme system [82]. The detection of Cr(VI) anions was realized through a cationic
EuMOF [Eu7 (mtb)5 (H2 O)16 ]·NO3 ·8DMA·18H2 O (H4 mtb = 4-[tris(4-carboxyphenyl)methyl]benzoic
acid) with a luminescence turn-off response [81]. The Cr(VI) anions can absorb the excitation light
and hinder the energy absorption of the EuMOF, resulting in luminescence quenching (Figure 4b–f).
This highly stable EuMOF sensor with excellent sensitivity and selectivity can also be utilized in real
environmental conditions, such as lake water and sea water, suggesting the possible application of
MOF chemical sensors in environmental ﬁelds. In another study, Li et al. synthesized a EuMOF
[Eu(ipbp)2 (H2 O)3 ]·Br·6H2 O (H2 ipbpBr = 1-(3,5-dicarboxyphenyl)-4,4 -bipyridinium bromide) for the
selective detection of Cr2 O7 2− and CrO4 2− anions with Ksv of 8.98 × 103 M−1 and 7.08 × 103 M−1 ,
respectively [83].
The commonly used strong oxidant, MnO4 − , causes serious damage to the environment and
human health. A stable luminescence sensor for MnO4 − was designed by Yan and coworkers using an
In-MOF supporter encapsulated with Eu3+ ions [24]. Upon the addition of MnO4 − , the luminescence
of In-MOF-Eu was quenched to dark, corresponding to the competition of MnO4 − with the organic
linkers for absorption of excitation light. Moreover, the color of the MOF-based ﬂuorescence test paper
can be observed to go from red to black by the naked eye under UV light irradiation when immersed in
different MnO4 − concentrations. Li and coworkers utilized a heterometallic alkaline earth–lanthanide
MOF {[Ba3 La0.5 (μ3 -L)2.5 (H2 O)3 (DMF)]·(3DMF)}n (H3 L4 = p-terphenyl-3,4”,5-tricarboxylic acid) to
detect MnO4 − with signiﬁcant quenching over other anions, such as PO4 3 − , Cl− , SiF6 2 − , CO3 2 − ,
HCO3 − , BF4 − , NO3 − , Ac− , SCN− , SO4 2 − , Br− , I− , F− , IO3 − , BrO3 − , and ClO4 2 − [84]. This probe
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exhibited high selectivity and sensitivity for MnO4 − ions with high quench efﬁciency constants
Ksv = 7.73 × 103 M−1 , as well as a low ﬂuorescence-detection limit (0.28 μM (S/N = 3)).
PO4 3− ions are also a type of pollutant anion that can cause water eutrophication and serious
pollution in aquatic ecosystems [85]. A luminescent TbMOF TbNTA·H2 O (NTA = nitrilotriacetate) for
sensing PO4 3− ions is provided by Qian and coworkers [86]. The luminescence intensity of TbNTA·H2 O
quenched significantly in the presence of PO4 3− , while it showed almost no change upon exposure to
F− , Cl− , Br− , I− , NO3 − , NO2 − , HCO3 − , CO2 2 − , or SO4 2 − (Figure 5a). They further discussed possible
sensing mechanisms based on the matching degree of TbNTA·H2 O with different anions. The Tb–O
bond may dilute the energy that transferred to Tb3+ via non-radioactive relaxation after incorporating
PO4 3– into TbNTA·H2 O (Figure 5b). Another PO4 3– probe was achieved by Zhao and coworkers
using a regenerable EuMOF {[Eu1.5 (BTB)1.5 (H2 O)]·3DMF}n (H3 BTB = 1,3,5-benzenetribenzoate) [87].
The recyclable performance of this EuMOF was investigated by fast and simple methods. Generally,
this EuMOF was immersed in an PO4 3− aqueous solution (10−3 M) for 20 s to completely form
EuMOF-PO4 3− , then EuMOF-PO4 3− was washed in water several times to obtain the original EuMOF.
The results demonstrate the promising practical applications of this recyclable PO4 3– probe.

Figure 5. (a) Comparison of the 5 D4 → 7 F5 transition intensities of TbNTA solid activated in 10−2 M
NaX aqueous solution. (b) A schematic representation of the phosphate anion sensor. Reprinted with
permission from [86]. Copyright 2010 Elsevier B.V. (c,d) Schematic illustration of the synthetic process
of Eu/Pt-MOFs. The Eu, C, O, Pt, N, and Cl atoms are represented by blue, grey, red, white, purple
and green, respectively. Hydrogen atoms and uncoordinated water molecules are excluded for clarity.
(For interpretation of the references to color in this figure legend, the reader is referred to the web version
of this article.) (e) A histogram demonstrating the value of IEu(614) /ILigand according to the fluorescence
spectrum. Reprinted with permission from [25]. Copyright 2017 Elsevier Ltd., Toronto, Canada.

Recently, Yan and coworkers reported a heterobimetallic Eu/Pt-MOF with dual emissions
from both organic linkers and Eu3+ that exhibited facile, fast, and ratiometric detection of CO3 2−
(Figure 5c,d) [25]. The authors posited that the interaction with CO3 2 − suppressed the ligand-centered
luminescence and enhanced the luminescence of Eu3+ , resulting in the maximum intensities ratio of
Eu3+ (614 nm) to ligand (Figure 5e). The results indicate that the ratiometric sensing methodology
could be an efﬁcient platform for analytical monitoring of trace CO3 2 − in real samples due to the
excellent orientation selectivity of CO3 2 − .
3.3. LnMOFs for Small Molecule Sensing
Formaldehyde (HCHO) is widespread in construction, furniture, and particle board, posing
an impact on human health, such as watery eyes, asthma, and respiratory irritation [88]. Yu and
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coworkers developed a ratiometric luminescence HCHO probe through incorporation of Eu3+ ions into
NH2 -UiO-66 under microwave irradiation conditions [89]. The dual-emitting luminescence originated
from the characteristic red emission of Eu3+ ions (615 nm) and linker-to-cluster (Eu-oxo or Zr-oxo)
charge transfer transition-related emission (465 nm). The interaction of the free amino groups with
HCHO can drastically enhance emission around 465 nm due to the added electron transfer from the
amino group with lone pair electrons to the positively charged HCHO. This is in contrast to the emission
of Eu3+ at 615 nm that was only slightly enhanced. Then, a ratiometric luminescence HCHO probe
was performed based on the intensity ratio of two emission bands at 465 nm and 615 nm. The results
indicated that the fabrication of a ratiometric luminescence probe based on multiband luminescent
MOFs can serve as a common sensing method for organic molecules. Another ratiometric luminescence
sensor for HCHO was reported by Yang and coworkers [90]. This self-calibrating luminescent ﬁlm
was fabricated directly by growing Eu-NDC (H2 NDC = 2,6-naphthalenedicarboxylate) on hydrolyzed
polyacrylonitrile (HPAN) via a layer-by-layer strategy (Figure 6a). The Eu-NDC@HPAN thin ﬁlm can
detect HCHO via a ratiometric luminescence approach with a 3.2-fold increase of the relative ratio of
luminescence intensities at 453 nm and616 nm. It has been proposed that the Eu-NDC frameworks
will decompose after adding HCHO, while the NDC ligands regenerate, resulting in luminescence
quenching and enhancing of Eu3+ ions and NDC, respectively (Figure 6b). The remarkable selectivity,
sensitivity, and water stability of this ﬁlm HCHO probe indicates its potential use in life sciences.

Figure 6.
(a) Schematic representation of the synthesis process of Eu-NDC@HPAN and
the luminescence quenching phenomenon of formaldehyde (HCHO) to Eu-NDC@HPAN;
(b) Luminescence spectra of deprotonated NDC and Eu-NDC (0.25 mg/mL) (before and after treatment
with formaldehyde) (λex = 360 nm). Reprinted with permission from [90]. Copyright 2017 Elsevier
B.V.; (c) Space-ﬁlling view along the c axis shows 1D hexagonal channels of PCM-22; (d) Relative
photoemission response ratios obtained upon the addition of trace H2 O to Eu1 :Tb5 -PCM-22 presoaked
in D2 O show a linear response. Error bars were obtained from three separate experiments; (e) Model
dipstick detectors demonstrated for H2 O sensing: (I) as-synthesized, (II) desolvated in air with a
heat gun, (III) after exposure to H2 O, (IV) reactivation using a heat gun, and (V) re-exposure to H2 O.
Reprinted with permission from [91]. Copyright 2017 Elsevier Inc.

Recently, Humphrey and coworkers reported a rare example of a LnMOF probe for detecting
trace H2 O in D2 O [91]. D2 O is an isotopically labeled version of H2 O and is widely used in chemical
analysis and medicine [92]. High-purity D2 O is essential in various spectroscopic and synthetic
applications. The codoped PCM-22 [Ln(tctp)(OH2 )3 ]·3(1,4-dioxane) (Ln = Eu3+ , Tb3+ and Gd3+ , tctpH3
= tris(p-carboxylato)triphenylphosphine (P(C6 H4 -p-CO2 H)3 )) has a 3D structure consisting of puckered
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2D honeycomb sheets with large hexagonal channels and exhibits the characteristic luminescence of
Eu3+ and Tb3+ (Figure 6c). This material allows for immediate solvent identiﬁcation through color
changes, which can easily be observed by the naked eye. Interestingly, the sensor can also be employed
to quantitatively detect trace H2 O in D2 O (Figure 6d,e), as well as acetone, ethanol, and acetonitrile
by uncomplicated spectrophotometry. To the best of our knowledge, this codoped LnMOF is the ﬁrst
material-based sensor for detecting H2 O in D2 O from 10 to 120,000 ppm. Buschbaum et al. proposed
a new approach to obtain a ratiometric H2 O probe by using superparamagnetic microparticles
Fe3 O4 /SiO2 as a core and different LnMOFs as a shell [93]. [Eu2 (BDC)3 ]·2H2 O·2DMF (BDC2− =
benzene dicarboxylate) and [Ln2 Cl6 (bipy)3 ]·2bipy (Ln = Eu and Tb; bipy = 4,4 -bipyridine) were chosen
to functionalize the Fe3 O4 /SiO2 core, forming a color-tuned yellow-emitting Fe3 O4 /SiO2 @mixed-MOF
composite system. The luminescence of two MOFs decreased unequally upon the presence of H2 O,
allowing for a quantitative detection of H2 O content by the Tb3+ - and Eu3+ -based luminescence
intensity ratio. In addition, the Fe3 O4 /SiO2 @mixed-MOF composite system can easily be removed
from the liquid phase by means of a magnet.
A EuMOF [Eu(FBPT)(H2 O)(DMF)] (FBPT = 2 -ﬂuoro-biphenyl-3,4 ,5-tricarboxylate) for sensing
acetone was reported by Zhang and coworkers [22]. The luminescence intensity of this EuMOF
primarily depends on the organic solvents, particularly in the case of acetone, which exhibited the
most signiﬁcant quenching effect. It has been suggested that the competition of absorbing excited
light energy between FBPT and acetone plays an important role in their luminescence diminishment.
Guo et al. examined the capability of NIR luminescent YbMOF Yb(BPT)(H2 O)·(DMF)1.5 (H2 O)1.25
(BPT = biphenyl-3,4 ,5-tricarboxylate) for organic molecule sensing (Figure 7a–c) [94]. When excited at
326 nm, the active Yb(BPT) exhibits typical NIR emission of Yb3+ ions at 980 nm (Figure 7d). The NIR
emission showed signiﬁcant quenching and enhancement effects in the presence of acetone and DMF,
respectively (Figure 7e). This study opens up a new approach for luminescent MOF-based sensors with
NIR emission, demonstrating their potential applications in biological systems. Liu and coworkers
synthesized a heterometallic MOF, {[Tb2 (ODA)6 Cd3 (H2 O)6 ]·6H2 O}n (ODA = oxydiacetic acid), that
can selectively detect ethanol and 2-propanol with luminescence turn-on and turn-off responses,
respectively [95]. A series of MOFs composed of 4,4 -oxybis(benzoate) (OBA) ligands and suitable
cations were reported by Hus and coworkers [96]. The MOF Na[Tb(OBA)2 ]3 ·0.4DMF3 ·1.5H2 O shows
the strongest emission in the presence of BuOH and EtOH, whereas a much weaker emission was found
in the presence of MeOH and H2 O. One possible mechanism explaining this is that MeOH and H2 O
are trapped in the MOF cavities entering the coordination spheres of Tb3+ . This potentially causes the
luminescence quenching effect. The EtOH and BuOH molecules then protect the Tb3+ from quenching
by O–H oscillators because of the relatively sterical bulky alkyl groups. Wang et al. reported a codoped
LnMOF, [LnL5 (H2 O)2 ]·2H2 O (Ln = Eu and Tb, H3 L5 = 4-(2-carboxyphenoxy)benzene-1,3-dioic acid)
showing good sensitivity to CH3 CN and nitrobenzene [97]. The emission can be enhanced remarkably
in the presence of CH3 CN, while nitrobenzene can signiﬁcantly quench the emission.
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Figure 7. Crystal structure of YbMOF indicating (a) the BPT tricarboxylate linker and coordination
environments of all Yb atoms related by symmetry; (b) 1D helical rod [Yb(CO2 )3 ]n as the inﬁnite SBU;
and (c) 1D micropore of about 7.2 × 7.2 Å along c axis (Yb, blue polyhedra; C, black; O, red: terminal
water molecules, large red sphere); (d) the PL spectra; and (e) the 2 F5/2 –2 F7/2 transition intensities
of YbMOF introduced into various pure solvent emulsions when excited at 304 nm. Reprinted with
permission from [94]. Copyright 2011 The Royal Society of Chemistry.

Benzene and its homologues, a prime type of toxic pollutant, bring great harm to both the
environment and humans. It is therefore of significant importance to develop an efficient and
easily processed approach to detect this kind of pollutant. Cheng and coworkers constructed a
red luminescence sensor based on {[Eu2 (L6 )3 (DMF)2 ]·DMF·MeOH}n (H2 L6 = 5-(4H-1,2,4-triazol-4-yl)
benzene-1,3-dicarboxylic acid) to effectively detect polychlorinated benzenes [98]. This EuMOF
represents a highly efficient quenching effect on detecting polychloriznated benzenes, including
1,2,4-trichlorobenzene, 1,2,3,4-tetrachlorobenzene, 1,2,4,5-tetrachlorobenzene, pentachlorobenzene,
and hexachlorobenzene, which can be ascribed to the competition of the absorption of the
excitation light between the analytes and ligands. Weng et al. fabricated a dual-emissive hybrid
N-GQDs/Eu3+ @Mg-MOF (N-GQDs = N atom-doped graphene quantum dot, Mg-MOF = {[Mg3 (ndc)2.5
(HCO2 )2 (H2 O)][NH2 Me2 ]·2H2 O·DMF} 1,4-ndc = 1,4-naphthalenedicarboxylate) and employed it as a
ratiometric luminescence sensor for decoding benzene homologues [53]. It exhibits dual-emission of
N-GQDs and Eu3+ when excited at 394 nm, while the emission of the ligands and Eu3+ can be collected
when excited at 349 nm. Thus, a 2D decoded map with IL /IEu as abscissa and IEu /IN-GQDs as ordinate
is established to identify benzene homologues. The results demonstrated that the decoded map can be
used for the precise recognition of unknown compounds.
3.4. LnMOFs for Nitroaromatic Explosive Sensing
It is of great importance to selectively and rapidly detect nitroaromatic explosives in
environmental monitoring, civilian safety, and homeland security [99]. The current methods for
explosive detection are limited by their equipment demands and cost drawbacks [100]. However,
luminescence sensing has proven to be an excellent detection technique for explosives owing to its
speed and cost effectiveness, as well as to the fact that it is easily portable [101].
The detection of explosives using LnMOF-based luminescence sensors is usually performed in
a turn-off manner. The luminescence quenching effect can be assigned to the photoinduced electron
or energy transfer. The conduction band (CB) of the electron-rich MOF lies higher than the lowest
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unoccupied molecular orbitals (LUMOs) energy of the electron-deﬁcient analytes. This allows for the
electron transfer from the CB of the MOF sensors to the LUMOs of nitro analytes causing luminescence
quenching [102]. Another possible mechanism for luminescence quenching is the competition of the
absorption of the excitation light energy between the MOF ligands and nitro analytes. Based on these
two possible sensing mechanisms, great success has been reported for sensing nitroaromatic explosives,
such as nitrobenzene (NB), m-nitrotoluene (m-NT), o-nitrotoluene (o-NT), 3-nitrophenol (3-NP),
4-nitrophenol (4-NP), 2,4-dinitrophenol (2,4-NP), 2,4,6-trinitrophenol (TNP), and 2,4,6-trinitrotoluene
(TNT) (Figure 8) [103–107].
The luminescence quenching efﬁciency of LnMOFs towards nitroaromatic explosives was
analyzed using a quenching constant Ksv (M−1 ) and detection limits. The quenching constant Ksv
(M−1 ) is calculated by using the Stern–Volmer (SV) equation, (I0 /I) = Ksv [A] + 1, where I0 and I are the
luminescence intensities before and after the addition of the analyte, respectively, and where [A] is the
molar concentration of the analyte. The detection limit was calculated by Ksv values and the standard
deviation (Sb ), deﬁned as nSb /Ksv [108].

Figure 8. (a) Effect on the emission spectra of the activated EuMOF dispersed in H2 O upon incremental
addition of a 2,4,6-trinitrophenol (TNP) aqueous solution (1 mM) (λex = 362 nm). The legend indicates
the overall concentration of TNP. Inset: A photograph showing the original ﬂuorescence (left) and the
ﬂuorescence quenching (right) upon the addition of 280 μL TNP (UV light, 365 nm). (b) Stern–Volmer
plots of I0 /I versus the TNP concentration in DMF and water. Reproduced with permission from [107].
Copyright 2014 Wiley-VCH.

3.5. LnMOFs for Gas and Vapor Sensing




The luminescent MOF films, CPM-5⊃ Tb3+ and MIL-100(In)⊃ Tb3+ , were designed by Qian
and coworkers as a fast-response oxygen probe (Figure 9a,b) [109]. The luminescence intensities of the


activated CPM-5⊃ Tb3+ and MIL-100(In)⊃ Tb3+ decreased gradually with increasing O2 pressure.
 3+

MIL-100(In)⊃ Tb showed higher quenching efficiencies (88%) than did CPM-5⊃ Tb3+ (47%) at 1
atm of O2 (Figure 9c,d). This is because the exposed carboxylate acids in MIL-100(In) can form Tb–O
bonds with Tb3+ ions, leading to the intramolecular energy transfer, whilst Tb3+ merely balances cations
in the pores of CPM-5, leading to intermolecular energy transfer. The high-oxygen sensitivity and short

response/recovery time of MIL-100(In)⊃ Tb3+ indicate their potential in sensing gases or vapors.
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Figure 9. SEM images of CPM-5⊃ Tb3+ (a) and MIL-100(In)⊃ Tb3+ (b) ﬁlms. Emission spectra


of activated (c) CPM-5⊃ Tb3+ and (d) MIL-100(In)⊃ Tb3+ ﬁlms under different oxygen partial
pressure (Po2 ). Reproduced with permission from [109]. Copyright 2014 American Chemical Society.
(e) Increase in Eu emission intensity of [Eu2 L3 (H2 O)4 ]·3DMF (Iafter /Ibefore -1) after incubation for 24
h under various solvent vapors and with anhydrous MgSO4 . The intensity is measured at 616 nm.
Error bars indicate the standard deviations of three or four parallel experiments. (f) Emission spectra
of [Eu2 L3 (H2 O)4 ]·3DMF before and after exposure to DMF vapor (excitation at 323 nm). The broad
peak around 640 nm arises from scattering. Reproduced with permission from [110]. Copyright 2013
Wiley-VCH, Weinheim, Germany.

Song and coworkers exploited a EuMOF [Eu2 (L7 ]3 (H2 O)4 ]·3DMF (L7 = 2 ,5 -bis(methoxymethyl)[1,1 :4 ,1”-terphenyl]-4,4”-dicarboxylate) for sensing DMF vapor with a turn-on response [110].
A water-exchanged framework was formed by submerging the EuMOF in distilled water for 3 days
and consequently showed much weaker Eu3+ -based emission due to the quenching effect of the water
molecules. The Eu3+ luminescence intensity exhibits a more than eightfold increase in the presence of
DMF vapor. This is primarily due to partial replacement of the channel water by DMF molecules that
reduce the quenching effect of the water molecules. This explanation was further conﬁrmed by the
ﬂuorescence decay of deuteroxide- and water-exchanged samples. Moreover, DMF molecules within
the channels of the compound can also modulate the energy levels of the ligands, thus promoting the
LMCT process, all conﬁrmed by NMR and XRD studies.
Besides the distinct rotten egg smell for which this toxic gas is commonly known, hydrogen
sulﬁde (H2 S) is of great importance in biological systems, as well as the cause of acid rain and other
environmental problems [111]. Tan and coauthors developed a ratiometric sensor for H2 S based on
Cu2+ -mediated ﬂuorescence of LnCPs doped with carbon dots (CDs) (CDs@ZIF-8@GMP/Tb) [112].
GMP/Tb on the surface of ZIF-8 (zeolitic imidazolate framework-8) displays a typical ON-OFF-ON
behavior upon the sequential addition of Cu2+ and H2 S, an observation that can be put to use in
response signaling (Figure 10a,b). The ﬂuorescence of the CDs of CDs@ZIF-8@GMP/Tb remains
unchanged in the presence of Cu2+ or/and H2 S, empowering CDs to be of good reference. As a result,
a ratiometric ﬂuorescence sensor based on CDs@ZIF-8@GMP/Tb for sensing H2 S was fabricated
(Figure 10c). The high selectivity towards H2 S against other anions (e.g., thiols and biological species)
and the distinct feature of reversible sensing of this ratiometric sensor will promote the development
of more sensitive ratiometric sensors based on LnMOFs. Another H2 S probe was reported by Yang
and coworkers based on the postsynthetic modiﬁcation of Tb3+ @Cu-MOF [113]. The Tb3+ @Cu-MOF
(Cu-MOF: [Cu(HCPOC)2 ]n H2 CPOC = 5-(4 -carboxylphenoxy) nicotinic acid) exhibits a typically weak
emission of Tb3+ yet a strong ligand-centered emission. The Tb3+ -based emission can be strongly
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enhanced by H2 S due to its superior afﬁnity towards Cu2+ ions. The detection performance of
Tb3+ @Cu-MOF (1.20 μM) is capable of meeting that of biological systems indicating its potential in
real-time organismal H2 S sensing.

Figure 10. (a) Schematic illustration of the preparation of CDs@ZIF-8@GMP/Tb and its working
principle for ratiometric detection of H2 S; (b) SEM images of CDs@ZIF-8@GMP/Tb. Inset is the
corresponding TEM image; (c) Emission spectra of CDs@ZIF-8@Tb/GMP in the presence of Cu2+ and
Cu2+ + H2 S. Reproduced with permission from [112]. Copyright 2017 Elsevier B.V., New York, NY, USA.

Tanase and coworkers reported a dual-mode humidity sensor based on a EuMOF
[Eu(H2 O)2 (mpca)2 Eu(H2 O)6 W(CN)8 ]·nH2 O (mpca = 2-pyrazine-5-methyl-carboxylate) [114]. This
EuMOF has a robust three-dimensional network with signiﬁcant hydrophilic open channels ﬁlled
with water molecules. The luminescence intensity of the EuMOF gradually decreases as the humidity
increases. This effective and remarkably reliable humidity sensor also shows good linearity over a
broad humidity range from 0% to 100% RH. Moreover, this sensing material was also examined for
electrical detection methods. The recovery time of these methods was found to be similar to that in the
photoluminescence measurement.
3.6. LnMOFs for pH Sensing
The need to explore fast pH sensing in industry, biomedicine, and many other environmental ﬁelds
in order to monitor pH values and changes in biological systems and living cells has recently become
of top priority [115]. The advantages of luminescence-based pH probes including quick response
and high sensitivity, as well as easy operation, making them particularly desirable [116]. Chen and
coworkers designed a pH-sensitive MOF nanoparticle using DMF and 1,10-phenanthroline (Phen)
as ligands with Tb3+ ions based on the intramolecular-charge-transfer (ICT) effect [117]. A DMF
molecule contains both an electron-donor and -acceptor part, allowing it to generate ICT [118].
It can furthermore change the Tb3+ -based luminescence through the antenna effect. Consequently,
the protonation of H+ could change the charge transfer of DMF and further change the antenna
effect for Tb3+ , in turn resulting in a change of Tb3+ -based luminescence. The Phen molecule in the
nanoparticle was used to improve such a change and reduce the luminescence quenching effect of
Tb3+ by replacing the coordinated water molecules. The emission intensity of DMF–Tb was improved
approximately 4 times, while the emission intensity of DMF–Tb–Phen was improved 10 times due
to a decrease of the ICT effect and increase of the antenna effect on the Tb3+ ions upon adding H+ .
This MOF nanoparticle pH sensor with high speciﬁcity and sensitivity could be used in strong acidic
conditions, indicating its potential applications in biological systems. Qian and coworkers fabricated a
ﬂuorescence pH sensor by encapsulating Eu3+ ions into the pores of the nanoscale UiO-67-bpydc (bpydc
= 2,2 -bipyridine-5,5 -dicarboxylic acid) [119]. The luminescence intensity of Eu3+ @UiO-67-bpydc
shows a signiﬁcant luminescence turn-off response in acidic solutions while exhibiting ﬂorescence
enhancement in basic solutions. This is because protonation and deprotonation of the ligands ﬁrst
change the excited-state energy level of the ligands followed by a change in ligand-to-Eu energy transfer
efﬁciency, explaining the different changes in the Eu3+ -based luminescence. This Eu3+ @UiO-67-bpydc
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pH sensor is stable within a wide pH range of 1.06 to 10.99 and can thus be used in physiological
environments (pH = 6.80–7.60). The bio-compatibility of Eu3+ @UiO-67-bpydc was further conﬁrmed
by an MTT (MTT = 3-(4,5-dimethylthiazol-2-yl)-2,5-diphenyl-tetrazolium bromide) assay. Cell imaging
results demonstrate that the Eu3+ @UiO-67-bpydc pH probe could be a promising candidate for
monitoring pH both in vitro and in vivo. Very recently, the same group reported another luminescence
pH sensor based on a nanoscale mixed LnMOF Eu0.034 Tb0.966 (fum)2 (ox)(H2 O)4 (fum = fumarate,
ox = oxalate) [120]. The Eu0.034 Tb0.966 (fum)2 (ox)(H2 O)4 pH sensor shows high stability in aqueous
solutions. Moreover, its morphology and size can easily be adjusted by changing the amount of CTAB
surfactant. The mixed LnMOF exhibits both Tb3+ (545 nm) and Eu3+ (618 nm) emissions, which can be
used for sensing pH values ranging from 3.00 to 7.00 in a ratiometric manner (Figure 11a–c). The MTT
analysis and optical microscopy assay show that this mixed LnMOF sensor has low cytotoxicity and
favorable biocompatibility (Figure 11e–f), indicating its potential to be applied as a pH sensor in
physiological environments.

Figure 11. (a) pH-dependent emission spectra of Eu0.034 Tb0.966 -NMOF (W = 20, W is deﬁned as the
water-to-surfactant molar ratio) in the pH ranging from 3.00 to 7.00; (b) pH-dependent intensity
ratio of Eu3+ (618 nm) to Tb3+ (545 nm) in the pH ranging from 3.00 to 11.00; (c) The ﬁtted curve of
Eu0.034 Tb0.966 -NMOF (W = 20) in the pH ranging from 3.00 to 7.00; (d,e) ﬂuorescence and (f) overlapped
confocal microscopy images of ﬁxed PC12 cells incubated with 50 μg·mL−1 Eu0.034 Tb0.966 -NMOF for
24 h. Microtubular cytoskeleton (tubulin, red) and nuclei (blue) were ﬂuorescently stained. The scale
bar is 50 μm. Reproduced with permission from [120]. Copyright 2017 The Royal Society of Chemistry.

3.7. LnMOFs for Temperature Sensing
Temperature is an important thermodynamic parameter in human life and scientiﬁc investigations.
Therefore, accurate temperature measurement is essential in both scientiﬁc and human development.
Among the approaches for temperature determination, luminescence-based measurements have
achieved tremendous attention with regards to their prominent advantages, including noninvasiveness,
fast response, accuracy, high spatial resolution, and ability to work in strong electro or magnetic
ﬁelds [121]. However, the most luminescent thermometers depend on a single emission susceptible to
errors because of sample concentration changes and drifts of the optoelectronic system.
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Qian and coworkers fabricated the ﬁrst self-calibrated luminescent temperature sensor using a
mixed LnMOF Eu0.0069 Tb0.9931 -DMBDC (DMBDC = 2,5-dimethoxy-1,4-benzenedicarboxylate) [37].
For Tb-DMBDC and Eu-DMBDC, the characteristic luminescence gradually decreases because of
thermal activation of nonradiative decay pathways. However, Eu0.0069 Tb0.9931 -DMBDC exhibits a
signiﬁcant temperature-dependent luminescent behavior as the temperature increases from 10 to 300 K.
The Tb3+ -based emission in Eu0.0069 Tb0.9931 -DMBDC decreases as the temperature increases, while that
of the Eu3+ ions increases. This can be ascribed to the efﬁcient energy transfer from Tb3+ to Eu3+ based
on the phonon-assisted Förster transfer mechanism, an effect conﬁrmed by luminescence lifetime
measurements. The good linear relationship between the ITb /IEu ratio and temperature in the range
of 50–200 K suggests that Eu0.0069 Tb0.9931 -DMBDC is an excellent temperature thermometer within
this temperature range. These results suggest that mixed LnMOFs featuring temperature-dependent
luminescence can be ideal candidates for self-referencing temperature sensing. Since then, many
mixed LnMOFs have been fabricated for temperature measurement based on similar luminescent
behavior [122].
In 2015, another mixed LnMOF (Nd0.577 Yb0.423 )2 (BDC-F4 )3 (DMF)(H2 O)·DMF (H2 BDC-F4 =
2,3,5,6-tetraﬂuoro-1,4-benzenedicarboxylate) with typical NIR emission for temperature sensing was
designed by Qian and coworkers (Figure 12a) [123]. NIR emission can enter the biological system
because of its relatively small adsorption and scattering. Thus, such NIR temperature thermometers
have great potential for monitoring temperature in biological systems. The intensity ratio of Nd3+ at
1060 nm and Yb3+ at 980 nm is linearly related to temperatures in the physiological range (293–313 K)
with a relative sensitivity of 0.816% K−1 at 313 K (Figure 12b,c), suitable for use in biomedical diagnosis.

Figure 12. (a) Schematic representation of energy processes in Nd0.577 Yb0.423 BDC-F4 . (b) Emission
spectra of Nd0.577 Yb0.423 BDC-F4 in the range of 293–313 K excited at 808 nm; inset: temperature
dependence of the normalized intensity of the corresponding transitions. (c) Temperature-dependent
intensity ratio of Nd3+ (1060 nm) to Yb3+ (980 nm) and the ﬁtted curve for Nd0.577 Yb0.423 BDC-F4 .
Reproduced with permission from [123]. Copyright 2015 The Royal Society of Chemistry.

More recently, Qian and coworkers suggested that ratiometric temperature sensors can be

luminescent guest species composite method because of the energy
achieved by the MOF⊃

transfer between luminescent guest species and Ln3+ ions [124]. The ZJU-88⊃ perylene composite



(ZJU⊃ 88 = [Eu2 (QPTCA)(NO3 )2 (DMF)4 ]·(CH3 CH2 OH)3 , QPTCA = 1,1 :4 ,1”:4”,1 ”-quaterphenyl3,3 ”,5,5 ”-tetracarboxylic acid)) was designed as a dual-emitting thermometer with high sensitivity

perylene had
(1.28% ◦ C−1 at 20 ◦ C) (Figure 13a). Further results showed that the ZJU-88⊃
good stability, an outstanding linear relationship, and excellent biocompatibility under simulated
physiological conditions (Figure 13b,c), all indicating its potential use as a luminescent thermometer in
biological applications.
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Figure 13. (a) Design of dual-emitting ZJU-88⊃ perylene composite (EnT: energy transfer, Em:

emission); (b) Emission spectra of ZJU-88⊃ perylene recorded from 20 to 80 ◦ C, excited at 388 nm;
(c) Temperature-dependent intensity ratio of Eu3+ (615 nm) to perylene (473 nm) and the ﬁtted curve

for ZJU-88⊃ perylene. Reproduced with permission from [124]. Copyright 2015 WILEY-VCH.

3.8. LnMOFs for Biosensing
Nitrofurans are a type of extensively used veterinary antibiotics effective for the treatment of
protozoan and bacterial infections in human beings. It is, however, still urgently needed, as ell
as very challenging to develop a rapid and effective approach to detect nitrofuran antibiotics
(NFAs) [125]. Yang and coworkers fabricated a Eu-BCA ({[Eu2 (BCA)3 (H2 O)(DMF)3 ]·0.5DMF·H2 O}n ,
BCA = 2,2 -biquinoline-4,4 -dicarboxylate) thin-ﬁlm sensor for NFAs by coating a cost-effective
stainless-steel wire mesh using the Co3 O4 nano-anchor ﬁxation approach. The Eu-BCA thin-ﬁlm
sensor shows signiﬁcant quenching effect for NFAs owing to the synergistic effect of electron-transfer
and the inner-ﬁlter effect. It furthermore shows high selectivity and sensitivity to NFAs with detection
limits of 0.21 and 0.16 mm for nitrofurantoin (NFT) and nitrofurazone (NFZ), respectively. NFAs
were also successfully detected in real samples, indicating the potential of this Eu-BCA thin-ﬁlm for
biosensing [126].
Another pharmaceutical sensor was designed by Wang and coworkers based on a luminescent
mixed-crystal LnMOF (MLMOF-3 = Eu0.1 Tb0.9 -BTC) thin ﬁlm [127]. The uniform and continuous
thin ﬁlm was prepared by coating the monodisperse nanoscale MLMOF-3 on indium–tin–oxide
(ITO) glass (Figure 14a,b). The luminescence intensity ratios of Eu3+ at 619 nm to Tb3+ at 547 nm
of the MLMOF-3 ﬁlm were used to calculate the intensity ratio change by (R–R0 )/R0 , where R0 is
the initial intensity ratio without the analyte, and R is the intensity ratio upon the addition of the
analyte (Figure 14c). The luminescence intensity depended signiﬁcantly on several pharmaceutical
molecules (such as antipyrine, benzaﬁbrate, caffeine, cloﬁbrate, clotetracycline, coumarin, diclofenac,
ﬂuorouracil, nalidixic acid, naproxen, sulfachinoxalin, and tetracycline) Moreover, the MLMOF-3 thin
ﬁlm shows different guest-dependent colors that can intuitively be distinguished by the naked eye
(Figure 14d,e). The authors presumed that the different functional groups and structures of these
pharmaceutical molecules may not only modulate the antenna effect between organic linkers and Ln3+
ions but also affect energy transfer between Tb3+ and Eu3+ , causing the different luminescent changes
in the MLMOF-3 thin ﬁlm. These results demonstrate that the mixed LnMOF ﬁlm can be used as
luminescence sensors for different pharmaceutical molecules.
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Figure 14. (a) Preparation process of mixed-crystal LnMOF thin ﬁlm; (b) SEM image of cross-section of
the ﬁlm; (c) the emission intensity ratio changes; (d) the optical photographs; and (e) CIE chromaticity
coordinates of the LnMOF thin ﬁlm in the presence of different analytes. (20 mL, 10−4 M). Reproduced
with permission from [127]. Copyright 2017 Elsevier B.V.

Yan and coworkers were the ﬁrst to design a diagnosis platform for vinyl chloride
carcinogen based on a 3d–4f–4d heterometallic MOF (Eu3+ /Cu2+ -Zr6 O4 (OH)4 (O2 C-C6 H2 -CO2
(CO2 H)2 )6 ·xH2 O) [128]. The nanoprobe exhibits high selectivity to thiodiglycolic acid (TDGA) with a
luminescence enhancement of about 27.5-fold, the main metabolite of vinyl chloride monomer (VCM)
in human urine. It further shows a fast response to TDGA within 4 min and impressive sensitivity with
a detection limit of 89 ng·mL−1 without interference of other coexisting species in urine. Such excellent
sensing performance enables it to monitor TDGA levels in human urine. Furthermore, a portable urine
dipstick based on the sensor has been developed to conveniently evaluate individual’s intoxication
degree of VCM.
4. Conclusions and Outlook
This comprehensive review covers the recent research progress on luminescent lanthanide
MOFs and their applications in sensing cations, anions, small molecules, nitroaromatic explosives,
gases, vapors, pH, temperature, and biomolecules. The sensing functionality of LnMOF probes is
based on their luminescence changes in response to different analytes, all recognizable by means of
spectroﬂuorometry or the naked eye. Most of the luminescent LnMOF sensors operate by a turn-off
mechanism when detecting electron acceptors in which luminescence is quenched through both
the electron and the energy transfer between LnMOF sensors and analytes. However, the turn-on
detection mode with higher sensitivity and lower detection limits has also been implemented in
luminescence-based LnMOF sensors resulting in luminescence enhancement or wavelength shifts.
Furthermore, rational incorporation of the functional sites (e.g., Lewis acidic or basic sites and open
metal sites) on the pores of the LnMOFs has made them very promising sensors to detect target
compounds. Moreover, the ratiometric sensing approach has easily been achieved by embedding
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multi-luminescent motifs onto the frameworks, which can overcome the main drawbacks of the
intensity-based measurements with only one transition.
Although the sensing behavior of LnMOFs has been studied comprehensively, some problems
remain. While many investigations have shown excellent results for sensing hazardous materials,
fast detection of nitroexplosives with a handheld device in public places, such as the airport and
railway station, stays challenging. Furthermore, nanoscale luminescent MOFs with controllable
size and morphology are very promising in applications for sensing in living cells. More efforts
should be devoted to integrating different functionalities such as cellular sensing and imaging and
molecular targeting, as well as drug delivery for practical applications in theranostic nanomedicine.
Moreover, in-depth studies on the relationships between structure and luminescent behavior must
be conducted using theoretical methods. In addition, the stabilities of recycling, material cost, and
portability for practical applications need further improvement. With constant efforts being made to
handle these challenges, we believe that the LnMOFs deﬁnitely hold a bright future in the ﬁeld of
luminescence sensing.
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Abstract: The performance of electrode materials in lithium-ion (Li-ion), sodium-ion (Na-ion) and
related batteries depends not only on their chemical composition but also on their microstructure.
The choice of a synthesis method is therefore of paramount importance. Amongst the wide
variety of synthesis or shaping routes reported for an ever-increasing panel of compositions,
spray-drying stands out as a versatile tool offering demonstrated potential for up-scaling to industrial
quantities. In this review, we provide an overview of the rapidly increasing literature including both
spray-drying of solutions and spray-drying of suspensions. We focus, in particular, on the chemical
aspects of the formulation of the solution/suspension to be spray-dried. We also consider the
post-processing of the spray-dried precursors and the resulting morphologies of granules. The review
references more than 300 publications in tables where entries are listed based on ﬁnal compound
composition, starting materials, sources of carbon etc.
Keywords: spray-drying; batteries; lithium ion batteries; sodium ion batteries; electrode materials;
solution synthesis; suspensions

1. Introduction
Secondary batteries such as Li-ion, Na-ion, or related batteries are complex electrochemical
devices [1,2]. Their optimal performance relies on the harmonious operation of all parts, which
depends not only on the individual characteristics of the positive electrode (cathode), the negative
electrode (anode) and the electrolyte, but also on the interfaces between them. It is well known that
microstructure effects have a strong impact on properties as can be illustrated by the case of the
electrodes. On the one hand, the composition of the active electrode material determines electrode
voltage and theoretical capacity. On the other hand, the microstructure (both of the active material
component and of the composite electrode as a whole) strongly inﬂuences the actual electrochemical
performance at high charge-discharge rates (rate capability). The microstructure also determines the
speciﬁc surface area in contact with the electrolyte, with effects on kinetics and cycling stability. Finally,
the microstructure has an inﬂuence on the packing efﬁciency and therefore on the energy density
(=energy per unit of volume) of the battery.
This key role of the microstructure means that the selection of a synthesis and/or shaping method
can have a decisive impact on practical performance indicators. As a result, the literature on the
synthesis of electrode materials has been increasing at a tremendous rate, with reports of a wide variety
of routes for each active electrode material candidate. Searching for the most appropriate preparation
procedure(s) in each particular case is a legitimate and sound objective. However, the possibility to
transfer results from the laboratory scale of typically a few grams to industrially relevant production
conditions should be taken into account from an early stage. This is especially important in the case of
Materials 2018, 11, 1076; doi:10.3390/ma11071076
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electrode materials, since the microstructure is often one of the most impacted characteristics in case of
upscaling, due to heat-transfer issues when going from small volumes to larger batches or continuous
production. Comparatively easy upscaling is one of the strengths of spray-drying [3], a versatile and
robust technique whose classical ﬁelds of applications (in the food and pharmaceutical industries)
have recently been expanding to include the synthesis/shaping of electrode materials (Figure 1a).

Figure 1. (a) Number of publications related to spray-drying of electrode materials for Li-ion, Na-ion
and related batteries; (b) Schematic of a spray-dryer, showing the case of a co-current conﬁguration
and bi-ﬂuid nozzle atomization.

In a spray-dryer (Figure 1b), a solution or suspension is sprayed into droplets and the solvent
or liquid in each droplet is evaporated by a hot gas ﬂow (usually air), resulting in a dry powder (see
Figure 2 for a few examples of granule morphologies). Larger quantities can be obtained simply by
spraying a larger volume over a longer time, without modiﬁcation of the conditions experienced by
each individual droplet. Several experimental conﬁgurations exist, as brieﬂy discussed in Section 2.

Figure 2. Examples of morphology of as-sprayed granules: (a) precursor of Na3 V2 (PO4 )2 F3 ,
spray-drying of aqueous solution, bi-ﬂuid nozzle atomization; (b) same as (a) with addition of carbon
nanotubes in the solution; (c) silicon, spray-drying of suspension in alcohol, fountain mode. All three
micrographs are unpublished scanning electron microscope (SEM) micrographs from the authors’
own work.

Spray-drying can be applied to suspensions (Figure 3a) or solutions (Figure 3c) but also to
the intermediate case of suspensions in solutions (Figure 3b). In all of these cases it can be used
as a shaping technique, typically to obtain spherical granules. This application of spray-drying is
commonly encountered in the food and pharmaceutical industries, and to granulate nanopowders
into re-dispersible micrometric granules for safer handling and transport. In the context of electrode
materials, this version of spray-drying (i.e., without post-processing heat treatment) is usually applied
to suspensions containing both small particles of active material and some form of solid conducting
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carbon. The objective is then to achieve a good mixing of active material and carbon and to obtain
granules with good ﬂowability and packing properties for efﬁcient electrode formulation.

Figure 3. Spray-drying of (a) a suspension of solid particles (blue and yellow) dispersed in a non-solvent
(transparent); (b) a suspension of solid particles (yellow) in a solution (light blue); (c) a solution (light
green) of soluble precursors. All schematics consider the case where the spray-dried precursor is
further transformed into the ﬁnal phase (dark green) by heat treatment.

As depicted in Figure 3, spray-drying can also be used to intimately mix reactants in view of
ulterior transformation into the ﬁnal product by heat treatment. This version of spray-drying is the
most common in the ﬁeld of electrode materials, as will be seen in this review. Mixing of the reactants
can occur at the atomic scale when starting from a solution, whereas homogeneity is determined by
the (nano)particle size when starting from a suspension or a suspension in a solution. In spray-drying,
the objective is the evaporation of the droplet liquid, and decomposition of the solid is not supposed
to happen at this stage (especially in the case of heat sensitive pharmaceuticals or food). If further
heat treatment is needed to form the ﬁnal compound, partial decomposition during spray-drying is
obviously not a problem. The technique of spray pyrolysis for powder synthesis targets decomposition
and requires much higher temperatures, which are reached by spraying into a tubular furnace setup or
in a ﬂame. Spray pyrolysis will not be discussed here (see [4–8] for a few examples).
The present review is focused on spray-drying for electrode materials (see Table 1) and is to
our knowledge the ﬁrst of its kind. Readers interested in a more general overview of the technique
and its broad-ranging scope of applications can refer to reviews such as those by Nandiyanto and
Okuyama [9] (on particle sizes and morphologies), Mezhericher et al. [10] (on models of droplet drying),
Zbicinski [11] (on modeling of industrial spray-dryers), Stunda-Zujeva et al. [3] (on spray-drying for
ceramics), Deshmukh et al. [12] and Singh et al. [13] (on spray-drying for drug delivery), Gharsallaoui
et al. [14] (on microencapsulation of food ingredients), Schuck et al. [15] (on spray-drying for the dairy
industry) and references therein.
This review deals primarily with chemistry- and microstructure-related topics such as the
formulation of solutions and suspensions, the impact of spray-drying parameter selection, or strategies
to create composites with conducting carbon. It should be seen as a complement to available
reviews that focus on the discussion and benchmarking of electrochemical performance in materials
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based on the same (family of) compound(s) or intended for one type of battery/electrode (see for
examples [2,16–19]), where much less attention is paid to the details of the synthesis procedures.
Table 1. Bibliographical overview.
Compound Types, Formulas and References
Borates
LiMnBO3 [20], LiFeBO3 [21], Li(Fe,Ni)BO3 [22]
Elements
C [23–35], P [36], S [37–39], Sb [40], Si [41–81], Sn [82], Se [83]
Fluorides
Li2 TiF6 [84], Li2 NiF4 [85], Li3 FeF6 [86]
Fluorophosphates
Na2 FePO4 F [87–89], Na2 MnPO4 F [90,91], Na2 CoPO4 F [92],
Na3 V2 (PO4 )2 F3 [93], Na3 V2 O2 (PO4 )2 F [94]
Organic salts
Dilithium terephtalate Li2 C8 H4 O4 [95], Disodium terephtalate Na2 C8 H4 O4 [96],
Disodium 2,5-dihydroxy-1,4-benzoquinone Na2 C6 H2 O4 [97],
Oxides Mx Oy
CeO2 [98], CoOx [99], CoO [100], Co3 O4 [100–102], Cr2 O3 [103], CuO [104–106], Fe2 O3 [107–110], GeOx [111],
GeO2 [112], La2 O3 [113], MnO [114], MoO3 [115], Nb2 O5 [116], NiO [117], SiO [118,119], SiO2 [120,121], SnO2
[122–124], TiO2 [125–133], V2 O5 [134]
Oxides Mx M’y Oz
ZnFe2 O4 [135,136], Mn0.5 Co0.5 Fe2 O4 [137], NiCo2 O4 [138], (Ni,Co)Ox [139], Cu1.5 Mn1.5 O4 [140], NiMoO4
[141], TiNb2 O7 [142]
Oxides Lix My Oz
Layered oxides Lix My O2 (M = Li, Ni, Co, Mn, Al, . . . ) [143–189]—see Table 3 for compositions
LiMn2 O4 [190–199],
Co-doped LiMn2 O4 [200,201], Cr-doped LiMn2 O4 [202,203], Ni-doped LiMn2 O4 [204,205]
LiNi0.5 Mn1.5 O4 [206–210],
Ti-doped LiNi0.5 Mn1.5 O4 [211], Fe,Ti-doped LiNi0.5 Mn1.5 O4 [212],
Ru,Ti-doped LiNi0.5 Mn1.5 O4 [212], Co-doped LiNi0.5 Mn1.5 O4 [213–215]
Li4 Ti5 O12 [216–249], Li3.98 Al0.06 Ti4.96 O12 [250], Li4+x Ti4.95-x Nb0.05 O12-d [251]
Lix V3 O8 [252–257], Li3 VO4 [258–261], Li4 Mn5 O12 [262]
Oxides Nax My Oz
Na2/3 Ni1/3 Mn2/3 O2 [263,264], Na2 Ti3 O7 [265], Na4 Mn9 O18 [266,267]
Phosphates
FePO4 [268–270]
LiFePO4 [271–309], Li(Fe,Mn)PO4 [310–320], LiMnPO4 [321,322],
Li(Mn0.85 Fe0.15 )0.92 Ti0.08 PO4 [323]
LiVOPO4 [324]
Li3 V2 (PO4 )3 [325–336], Li3 (V,Al/Fe)2 (PO4 )3 [337], electrolyte Li1.3 Al0.3 Ti1.7 (PO4 )3 [338]
NaTi2 (PO4 )3 [339,340], Na3 V2 (PO4 )3 [341–345], Na3 V2-x Cux (PO4 )3 [346],
Pyrophosphates
Na2 FeP2 O7 [347], SnP2 O7 [348]
Silicates
Li2 FeSiO4 [349,350], Li1.95 Na0.05 FeSiO4 [351], Li2 Fe0.5 V0.5 SiO4 [352]
Sulﬁdes and selenides
MnS [114], MoS2 [353], FeSe2 [354]
Composites (not with carbon)
Sn–Sn2 Co3 @CoSnO3 –Co3 O4 [355], Fe2 O3 -SnO2 [356], LiNi0.5 Mn1.5 O4 -Li7 La3 Zr2 O12 [357], 3Li4 Ti5 O12 .NiO
[358], LiFePO4 -Li3 V2 (PO4 )3 [359–363], LiMnPO4 -Li3 V2 (PO4 )3 [364,365],
Si-FeSi2 -Cu3.17 Si [366], MoS2 –Ni9 S8 [367], MoSe2 –NiSe(–NiSe2 ) [367]

60

Materials 2018, 11, 1076

2. Experimental Parameters in Spray-drying
Spray-dryers exist in all sizes, from table-top systems to industrial production units. In the
primary scientiﬁc literature, the most common systems are home-made equipment, commercial
table-top systems [368,369] and commercial (small) pilot-scale systems. As an example, our group
started working on spray-drying at the beginning of the 2000s with a table-top Buchi Mini Spray-dryer
B-190 (Büchi Labortechnik AG, Switzerland) and now owns two Mobile MinorTM units, which can
evaporate up to 5.5 kg H2 O per hour and correspond to the smallest-but-one R&D systems on the
catalogue of a provider of industrial spray-drying technology (GEA). One of the largest-scale tests
for electrode materials (in scientiﬁc publications) was reported by Han et al. [221] for the synthesis of
15 kg Li4 Ti5 O12 .
Basically, all spray-dryers include (i) an atomizer (most often a bi-ﬂuid nozzle or a rotating wheel)
where the liquid feedstock is sprayed into droplets; (ii) a drying chamber where a hot gas ﬂow (injected
in co-current or counter-current conﬁguration) evaporates the liquid and (iii) a ﬁnal section where
the dry powder is separated from the gas ﬂow and collected, sometimes at several collection points
depending on particle size. A typical conﬁguration is schematized in Figure 1b. Ancillary equipment
can be added to ﬁlter the outgoing gas, to carry out spray-drying using an inert gas instead of air or to
condense vapors of organic solvents when non-aqueous solutions/suspensions are used. In this latter
case, systems specially designed to prevent explosion/ﬁre risks should be used.
When reporting on spray-drying experiments, good practice would be to provide information
not only about the composition of the liquid feedstock but also about the spray-drying setup and
experimental parameters such as inlet temperature, outlet temperature, and feedstock ﬂow rate. When
commercial equipment is used, additional parameters (such as air/gas pressure of the biﬂuid nozzle
or rotating atomizer, etc.) should also be reported. A recent review by Arpagaus et al. [368] includes
a section about electrode materials, focusing on a few publications where detailed spray-drying
parameters are provided together with data on particle morphology and electrochemical performance.
In most papers, however, information on the spray-drying parameters is missing or incomplete as
illustrated by Table A1 in Appendix A for the case of layered oxide compounds.
Some of these parameters (for example the inlet temperature or the ﬂow rate) can be selected
independently but others, notably the outlet temperature, are the consequence of the selected
parameters. Typically, increasing the inlet temperature or decreasing the feedstock ﬂow rate results
in an increase of the outlet temperature. In practice, the ‘selectable’ parameters are often adjusted to
target a speciﬁc outlet temperature. Indeed, due to the wet-bulb effect [370], the outlet temperature
is often the highest temperature experienced by the material in the spray-dryer (at least in the most
common co-current conﬁguration). The outlet temperature, therefore, determines to a large extent
how dry the ﬁnal powder will be and must be carefully controlled especially when spray-drying heat
sensitive compounds.
3. Formulation of Solutions/Suspensions: Inorganic Components
As shown in Table 1, electrode materials prepared by spray-drying span a broad range of
compositions, from elements to oxides, phosphates, sulﬁdes, ﬂuorides, and others. In most cases, the
spray-drying step results in the formation of a precursor, which will be transformed into the ﬁnal
phase through ulterior treatment (most commonly through heat treatment). This section describes
and discusses the formulation of solutions or suspensions used as feedstock for spray-drying. Some
speciﬁc cases are taken as illustrative examples. More systematic information is provided in Table A2
in Appendix A, which consists of an inventory of the starting materials used in the publications
referenced in this review.
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3.1. Solvent/Liquid Phase
The most common solvent (for solutions) or liquid medium (for suspensions) is water. This is
easily explained by considering that water is cheap, safe and non-toxic. As shown in Table 2, alcohols
are also used, either pure or mixed with water. Other liquids are much less common (see Table 2).
From the physico-chemical point of view, the two most important selection criteria are the vaporization
temperature of the liquid (which must be in the adequate range for the spray-drying equipment)
and its solvent/non-solvent character with respect to the reactants. However, safety, recycling, and
prevention of release in the atmosphere must be addressed when using organic liquids, typically
through appropriate equipment (ﬁre/explosion-proof equipment, condensing of solvent vapors, etc.).
Table 2. Spray-drying synthesis of active materials involving organic or partially organic suspensions.
Liquid

Active Material

Ethanol

S [38], Si [42,45,47,52,57,58,69,76], SiO [118], SiOx
[371], TiO2 [129,130],
Lix Mn1/3 Co1/3 Ni1/3 O2 [150], Li4 Ti5 O12 [218],
LiFePO4 [273,277,289], Li3 V2 (PO4 )3 [326],
LiFePO4 -Li3 V2 (PO4 )3 [359], Li2 Fe0.5 V0.5 SiO4 [352]

Alcohol (unspeciﬁed)

Li4 Ti5 O12 [231,232]

Ethanol-water

C [23], Si [54,60,65,72], SiO2 [120], SnO2 [123], TiO2
[132], LiMn2 O4 [199], Li4 Ti5 O12
[229,238,241,243,250,251], Na2 Ti3 O7 [265], LiFePO4
[292]

Alcohol-water

Si [73,78]

Other liquid(s)

DMF for Sb/C [40], EG for Si/C [43], Ethylene
glycol—cyclohexane for ZnFe2 O4 [135], THF for Si/C
[44,58], water-THF for Li3 PO4 -coated Li4 Ti5 O12 [219]

3.2. Solutions
The discussion in this section and the next is illustrated with the case of the AMO2 layered oxide
compounds (A = Li+ , Na+ ; M = one or several of Li, Ni, Mn, Co, Al, . . . ). The references in Table 3 are
sorted into categories labeled A to H according to the type of solution/suspension.
An essential point to consider when preparing a solution for spray-drying is that, except volatiles,
all components will be present in the spray-dried powder. This restricts the choice of counter-ions
and of all additives to compounds that will be decomposed during ulterior heat treatment, or do not
interfere with functionality. With this in mind, aqueous solutions can be prepared (1) by adding soluble
salts in water or (2) by dissolving less soluble but cheaper precursors.
In the ﬁrst case, nitrates and acetates (for cations) or ammonium salts (for anions) are common
choices due to their low decomposition temperatures. This is illustrated by Category A in Table 3
where acetates and/or nitrates were selected as water-soluble salts of Ni, Co, Mn or Al. Regarding
ammonium salts as a source of anions, the most common example is probably (NH4 )H2 PO4 which is a
popular precursor in the synthesis of phosphates (see Table A2 in Appendix A).
In the second case, dissolution in (aqueous) acid is the most frequent. Since hard acids (such as
HNO3 ) usually drive the pH to very low values which might damage the spray-drying equipment,
dissolution in milder acids such as citric or acetic acids (or, more imaginatively, polyacrylic acid [159])
is often preferred when possible (see Categories B and D in Table 3). The pH can also be brought back to
less acidic values by addition of bases that do not introduce foreign cations, such as ammonia solution.
Incidentally, the possibility of auto-combustion occurring during the early stages of the heat treatment
of the spray-dried material should be kept in mind when nitrates and organics are simultaneously
present. The probability is enhanced if ammonium nitrate has been formed by neutralizing an excess
of nitric acid by ammonia solution.
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Table 3. Spray-drying for layered oxides AMO2 (A = Li+ , Na+ ; M = one/several of Li, Ni, Mn, Co,
Al, . . . ).
Li

Co

Ni

Mn

other

Comments

Al
Cr
-

+ polyvinyl alcohol
0 to 6% Cr
x = 0–0.1; z = 0.1–0.4
+ LiF
+ polyethylene glycol
+ PVA
x = 0; 0.04

SPRAY-DRYING OF SOLUTIONS
A. Spray-drying of aqueous solution of nitrates and/or acetates
Duvigneaud et al. [145]
He et al. [146]
He et al. [148]
Kim et al. [151]
Kim et al. [152]
Kim et al. [187]
Konstantinov et al. [153]
Li et al. [154,156]
Li et al. [157]
Li et al. [160]
Liu et al. [166]
Wang et al. [263]
Wang et al. [172]
Wang et al. [173]
Wu et al. [175]
Yue et al. [179,180]

1
1√

0.18 − y
0.105
√

0.82
0.35
√

0.545
√

1+x
1+x
1+x
1
1
1
1
1
Na2/3
1.57
1+x
1
1+x

1/3
1 − 2z
0.4
1
1/3
1/3
1
1/3
1/6
1−x
0.2
0.2

1/3
z
0.3
1/3
1/3
1/3
2/3
2/3
x
0.2
0.5 −
x/2
1/3
2/3

Zhang et al. [183]

1+x

-

Zhang et al. [186]

1

1/3

1/3
z
0.3
1/3
1/3
1/3
1/3
1/6
0.8
0.6
0.5 −
x/2
1/3

Zhao et al. [264]

Na2/3

-

1/3

B. Spray-drying of aqueous solution of salts dissolved in aqueous citric acid
√
√
√
Li et al. [158]
-√
√
√
√
Sun et al. [171]
Watanabe et al. [174]
1.2
0.03
0.18
0.58
√
√
Zhang et al. [184,185]
-

x = 0–0.2
-

Fe
Ti

Followed by Li+ /Na+ ion
exchange
nitrates
acetates
acetates
LiOH, Ni acetate and
[NH4 ]2 [Ti(C2 O4 )3 ]

C. Spray-drying of aqueous solution of citrates
Li et al. [155]
Qiao et al. [169]
Yuan et al. [178]

1
1.17
1.17

2x
0.05

0.5 − x
0.25
0.2

0.5 − x
0.58 − x
0.58

Sn
-

x = 0–0.1
x = 0–0.05
-

D. Spray-drying of aqueous solution (others)
Li et al. [159]

1

1

-

-

-

Oh et al. [167]

1

0.2

0.8

-

-

hydroxides dissolved in
polyacrylic acid solution
hydroxides and carbonate
dissolved in acrylic acid
solution

SPRAY-DRYING OF SUSPENSIONS
E. Spray-drying of an aqueous suspension to mix reactants
Hou et al. [149]

1.2

0.13

0.13

0.54

-

Lin et al. [164]

1.2

-

0.2

0.6

-

Liu et al. [165]

1

1/3

1/3

1/3

Wang et al. [189]

1.2

0.13

0.13

0.54

Yue et al. [181]

1

0.2

0.6

0.2

-

Li2 CO3 and hydroxide
co-precipitate
carbonates and oxides
in situ polymerized Li
polyacrylate and hydroxide
co-precipitate
carbonates and oxides
Li2 CO3 and hydroxide
co-precipitate

F. Spray-drying of an ethanol suspension to mix reactants
Hu et al. [150]

1

1/3

1/3

1/3

-

Lin et al. [161,162]

1

1/3

1/3

1/3 − x

Zr

LiOH and hydroxide
co-precipitate
x = 0–0.02-carbonates and
oxides

G. Mixing of AMO2 active material with conductive carbon or conductive carbon precursor
Cheng et al. [144]
Xia et al. [176]
Yang et al. [177]
Yue et al. [182]

1.2
1
1.2
1

0.13
1
0.13
0.2

0.13
0.13
0.6

0.54
0.54
0.2

-

graphene oxide
P3DT (in CH2 Cl2 )
CNT
graphene oxide

0.15

0.8

-

Al

0.05% Al-starch binder

H. Shaping of AMO2 as spheres
Chen et al. [143]

1
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In many cases, complexation of the metallic cations may be needed, either to prevent precipitation
of a less soluble salt when different soluble salts are mixed in solution or if the solubility product of a
metal hydroxide (less commonly a carbonate) is exceeded when adjusting the pH to more basic values.
Formation of stable complexes (such as citrates, see Category C in Table 3) is also a strategy to
favor a homogeneous distribution of the chemical species in the spray-dried particles. This is relevant
for cases of complex compositions where sequential precipitation might occur during the drying of the
droplet, i.e., precipitation of several phases starting with the least soluble and going on to the most
soluble. This raises the more general question of the extent to which the homogeneity of a solution
can be retained in a spray-dried precursor. On the one hand, the actual impact of this issue is limited
since, by comparison with other synthesis techniques, the degree of inhomogeneity is restricted by the
small size of the droplets. On the other hand, maximum homogeneity remains desirable for ulterior
formation of the target phase. This is a case-by-case issue since it depends on solubilities of speciﬁc
compounds, however helpful guidelines could be achieved if more authors reported relevant data in
their publications. Even if a detailed characterization of the homogeneity in the as-sprayed material is
difﬁcult to obtain, valuable insight might be gained by simpler procedures. One such procedure is
to collect X-ray diffractograms on samples taken out of the furnace at lower temperatures during the
heating ramp, in order to identify which phases form ﬁrst.
The above discussion focused on electrode materials (such as oxides or (ﬂuoro)phosphates)
for which soluble precursors are available.
In the case of titanate or silicate electrode
materials, the preparation of solutions is more difﬁcult because few precursors are soluble
in aqueous solutions of less-than-extreme pH. Chloride and/or alkoxide precursors (such as
TEOS Si(OC2 H5 )4 [350,352], titanium isopropoxide Ti(OC3 H7 )4 [128,132,212,227,235,243,248,251] or
tert-butoxide Ti(OC4 H9 )4 [211,222,229,238–241,249,250,265], . . . ) can be solubilized in alcohol but
hydrolysis takes place when mixing with water, leading to the precipitation of SiO2 or TiO2 unless
special care is taken as in the strategies summarized in Figure 4.

Figure 4. Procedures to prepare an aqueous solution starting from titanium alkoxide, as proposed by
(a) [222,249]; (b) [127]; (c) [229,238]; (d) [243,248,251].

When the composition for the solution has been settled, other parameters still need to be decided
on. One of them is the concentration of the solution. A naïve view is that it should be as high as possible,
in order to minimize the amount of solvent to be evaporated. However, too high concentrations can
lead to gel formation or precipitation in the atomization nozzle. Besides, the solution concentration
inﬂuences the morphology of spray-dried particles. All other parameters being equal (esp. the inlet
temperature and the droplet size), a higher concentration means that the solubility limit is exceeded
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sooner during vaporization of the solvent and crust formation, therefore, occurs at a larger droplet
diameter (collapse or cracking may take place later if the mechanical strength of the crust is too low).
The concentration of the solution is, therefore, best adjusted in conjunction with other parameters
(inlet temperature, ﬂow rate, atomization parameters) in order to optimize the temperature proﬁle of
the drying process as a function of the priorities. Examples of such priorities can be a speciﬁc type of
morphology but also the avoidance of partial decomposition or the minimization of residual humidity.
This last point is important in relation to the possible post-spray-drying aging of the spray-dried
material. Generally speaking, it is not recommended to store as-sprayed materials if they are made up
of hygroscopic compounds (such as nitrates or, to a lesser extent, acetates) or if inorganic condensation
mechanisms can take place (typically for Ti- or Si-based precursors of oxides). In such cases, the
as-sprayed materials should be heat-treated to a temperature selected to obtain a stable (and, therefore,
reproducible) intermediate state of the material.
3.3. Suspensions
Here we consider as a suspension all cases where at least one component is insoluble or only
partially soluble in the liquid medium (=cases a and b in Figure 3). Spray-drying of suspensions can be
used to mix reactants before heat treatment (Categories E and F in Table 3), to mix an active material
with conductive carbon (Category G in Table 3), or both. It can also be used as a “shaping-only”
method to prepare spherical granules of an active material (Category H in Table 3).
The ﬁrst point made when discussing solutions is also valid for suspensions: except volatiles,
everything that is added to the suspension will be present in the spray-dried powder. Therefore,
oxides, carbonates, oxalates or hydroxides are common choices since they decompose during the heat
treatment in air without leaving residues. In theory, this also applies to the selection of additives
such as cationic dispersing agents, where ammonium counter-ions should be preferred to sodium
counter-ions, although quantities remain low.
When considering spray-drying of suspensions, the stability of the suspension is obviously
an important requirement. What is called a “stable” suspension in this context may however vary.
At one end of the spectrum, the criterion may be that there is no visible sign of sedimentation
when the suspension is under stirring and when it is pumped through tubes to the atomization
head. At the other end, a stable suspension can be characterized by long-term stability and low
aggregation thanks to efﬁcient repulsion between individual particles. Whatever the case, a particle
size of about 1 μm or below is always preferable. If the good mixing of small particles is retained
in the spray-dried material, the small particle size is also favorable for the formation of the ﬁnal
phase since diffusion distances during heat treatment will be correspondingly short. Minimizing
diffusion distances is also the reason why some suspensions involve pre-synthesized co-precipitates
of several cations (e.g., (Co,Ni,Mn)(OH)x [149,165,188], (Co,Ni,Mn)Ox [150], (Ni,Mn) oxalate [210],
(Fe,Mn)3 (PO4 )2 ·xH2 O [312–314,319]). If the coprecipitate is isolated by ﬁltration or centrifugation
before being redispersed into the suspension, its stoichiometry should be checked and the possibility
of partial redissolution in suspension should be kept in mind.
Decreasing the particle size can be achieved by ball-milling a suspension of the larger particles
in a liquid medium. An advantage of spray-drying is that the ball-milled suspension can often be
used directly as feedstock for spray-drying if the liquid medium is suitable (see [143,216,275,283] for a
few examples). Another possibility is to use commercial nanopowders to prepare the suspension. It
should be noted that the viscosity of suspensions of very small particles (typically below about 100 nm)
increases rapidly with solid loading. Also, depending on the fabrication process and/or aging on
storage, the surface of the nanoparticles may be chemically different from the core (e.g., hydroxyl-rich
or carbonated surface of some oxide particles), which might strongly affect their dispersion behavior
and should also be taken into account when calculating stoichiometric proportions in multi-component
suspensions. Finally, the high surface area of nanopowders means that they will be particularly affected
if surface reaction or partial dissolution of the particle can occur in the liquid medium. These effects
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are rarely spectacular but should be considered when adjusting pH or when an unexpected behavior
needs explaining.
As brieﬂy mentioned above, the formulation of a suspension may involve the addition of a
dispersing agent, which may be cationic, neutral or anionic and acts through electrostatic and/or
steric effects. The formulation of suspensions of several powders (multicomponent suspensions) with
long-term stability often becomes a formidable task, made even more complicated if the solid powders
are suspended in a solution instead of in a simple liquid medium. At least in the context of electrode
material synthesis, the formulation of multicomponent suspensions usually targets only practical
stability, where “practical” means long enough for the spray-drying procedure.
In the case of suspensions prepared for spray-drying, other additives such as polyethylene glycol
or polyvinyl alcohol may be added as binder to increase the cohesion and mechanical strength of
the spray-dried granules. These binders usually tend to increase the viscosity of the suspension,
which brings us back to the selection of the solid loading. Besides this practical limit associated
with the maximum viscosity acceptable for the spray-drying equipment, the criteria for selecting
solid loading are similar to those discussed for deciding the concentration of solutions: the solid
loading in a suspension should be adjusted in conjunction with the primary spray-drying parameters
(injection mode, inlet temperature, feed rate, atomization parameters) depending on the targeted size
and morphology of granules. In the case of multicomponent suspensions, additional complexity is
created if the different components have different particle sizes or in the case of suspension-in-solutions
(Figure 3b), which may lead to distribution gradients in the dried granules. This phenomenon has not
yet been studied in detail in the case of active electrode materials but other (simpler) systems have
been investigated [372–374].
4. Formulation of Solutions/Suspensions: Organic/Carbon Components
This section focuses on organic (macro)molecules (listed in Table 4, with references) or carbon
compounds (listed in Table 5, with references) which may be added to the solution/suspension for
several reasons.
Table 4. Organic (macro)molecules used for the formulation of solutions/suspensions in view of
spray-drying preparation of electrode materials.
Organic Compound Types, Compound and References
Carboxylic Acids
Acetic acid [87–89,211,212,229,238,265], Acrylic acid [165,167],
Citric acid [21,22,43,44,52,58,76,78,81,87–92,98,100–102,105,106,113,117,118,139,140,155,158,168,169,171,174,178,184,185,207,213,
214,235,241,278,284,286,295,296,301,302,310,311,325,327,329,331,332,334,337,342,345,346,349,351,360,362,364,365],
Ascorbic acid [93], Formic acid [268], Lactic acid [235], Malic acid [235], Malonic acid [235],
Oxalic acid [135,227,243,248,251,278,293,311,324,335,344,365], Tartaric acid [300,303]
Saccharides
Monosaccharides: Glucose [53,56,71,77,258–260,272,274,275,277,283,285,287–289,298,299,306,308,312,314,318,319,335,359,364]
Disaccharides: Sucrose
[33,46,63,64,75,80,107,108,110,120,242,279–281,286,293,294,296,297,302,315–317,320,323,326,336,343,347,348,363], Sugar [217,247]
Polysaccharides: Cellulose [234], Starch [143,202,203,276,288,290–292,313],
Dextrin [114,115,122,136,141,354,367], Cyclodextrin [142,299], Maltodextrin [128]
Synthetic Polymers
Melamine-formaldehyde resin [210]
Phenol-formaldehyde resin [31,42,45,47,65,273,292,371]
Polyacrylic acid [159,227]
Polyacrylonitrile [40]
Poly(3-decaylthiophene) [176] (for thermal protection via shut-down action at 110 ◦ C)
Polyethylene glycol [160,230,280,286,299,302,304,315,316,326,359]
Polystyrene-acrylonitrile [25,43]
Polyvinylalcohol [59,62,67,79,121,145,166,227,269,270,274,275,286,296,307,330]
Polyvinylbutyral [161–163,231,232]
Polyvinylpyrrolidone [58,71,74,76,80,103,118,124,208,230,349,351]
Triblock copolymer PEO-PPO-PEO F127 [82]
Others
C2 H4 N4 [241], Acetylacetone [229,238], Chitosan [23,61], Diethylene glycol [237], EDTA [82],
Ethylene glycol [101,139], Formamide [188], Pitch [43,44,58,73,328], Urea [269]
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Table 5. Spray-drying synthesis of active material/carbon composites: references to publications where
solid conducting carbon or graphene oxide is added to the spray-drying solution/suspension.
Carbon

Active Material

CNT

C [24], S [38], Si [48,49,55,69,73,77,79,80], SiOx [371],
Na2 FePO4 F [87,89], Na3 V2 (PO4 )2 F3 [93], Disodium
terephtalate Na2 C8 H4 O4 [96],
Disodium 2,5-dihydroxy-1,4-benzoquinone Na2 C6 H2 O4 [97],
GeOx [111], V2 O5 [134],
Lix My O2 (M = Ni, Co, Mn, Al, . . . ) [177], Li4 Ti5 O12 [218,248],
Li3 VO4 [258], Na4 Mn9 O18 [266], LiFePO4 [289,305],
Li(Mn,Fe)PO4 [313,316], NaTi2 (PO4 )3 [339], Na3 V2 (PO4 )3
[342], Li3 V2 (PO4 )3 [329], Li2 FeSiO4 [350]

Graphene oxide GO (reduced to
RGO)

C [28,30–32], P [36], S [37,39], Se [83], Si
[50,51,54,60,63,66,67,80], Na3 V2 O2 (PO4 )2 F [94], Cr2 O3 [103],
CuO [105], Fe2 O3 [109], GeO2 [112], MoO3 [115], SiO2 [120],
SnO2 [123], TiO2 [127,133], NiCo2 O4 [138], Lix My O2 (M = Li,
Ni, Co, Mn, Al, . . . ) [144,147,182], Li4 Ti5 O12 [244,245], Li3 VO4
[260], Na4 Mn9 O18 [267], LiFePO4 [282,292,296,304], LiMnPO4
[321], NaTi2 (PO4 )3 [340], Na3 V2 (PO4 )3 [344], Li3 V2 (PO4 )3
[325,327], NiS [375], MoS2 [353]

Carbon black (CB)

C [33], S [38], LiMnBO3 [20], Na2 FePO4 F [89],
Mn0.5 Co0.5 Fe2 O4 [137], Li4 Ti5 O12 [220,246], LiFePO4 [298,302]

Graphite

C [25–27,29], Si
[43,44,50,52,53,56,58,61,65,66,68,70,71,73,78,79,118], SiO [119]

Others

Carbon (nano)ﬁbers: Si [52], Li4 Ti5 O12 [234];
Graphitized needle coke: Si [64];
Graphitized carbon black: Si [75]

As already mentioned above, soluble organic (macro)molecules may function as complexing
agents, dispersing agents, binders, etc. For example, carboxylic acids can be used as acids, as reducing
agents or as complexing agents (especially when transformed into carboxylate ions by pH adjustment).
Citric acid is an extremely popular choice, as can be seen in Table 4.
Another example is that of synthetic polymers which are used as dispersing agents, thickeners
and/or binders. Their exact role is not always deﬁned and depends in part on the molecular mass.
Common choices are polyethylene glycol (PEG), polyvinylalcohol (PVA) and polyvinylpyrrolidone
(PVP) (see Table 4). PEG, PVA and PVP are of the non-ionic (steric) type but cationic additives are also
reported (ammonium polycarboxylate [216,221], sodium carboxymethylcellulose [68,70,119,227,333],
sodium dodecyl benzene sulfonate (SDBS) [53,65]).
All these (macro)molecules and a whole range of other organic compounds (see Table 4) can also
be used as precursors transforming into carbon during heat treatment in inert/reducing atmosphere.
Indeed, a frequent concern when synthesizing electrode materials is that the (relatively) low intrinsic
electronic conductivity of many active materials is a limit to the kinetics of the electrochemical reactions.
In order to improve electron transport to the active material, common approaches are the formation of
a coating and/or a composite with some form of conducting carbon.
Another reason for using composites with carbon is that some active materials (such as Si) undergo
very large expansions/contractions on electrochemical cycling; in such cases carbon can be used as
a buffer to limit the volume variations and the degradation of performance that results from loss of
connectivity inside the electrode.
Since spray-drying usually yields relatively large particles (a few microns to a few tens of
microns), surface coating of the spray-dried particles is not good enough for compounds that require
intimate mixing with carbon. One possibility is to grind the spray-dried particles and mix them with
carbon. Another approach is to include carbon or a carbon precursor in the spray-drying feedstock
solution/suspension. Citric acid and saccharides such as glucose or sucrose are amongst the most
common soluble carbon precursors (see Table 4), transforming into more or less graphitic carbon
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during the heat treatment. Interestingly, Choi and Kang [122] reported that dextrin might be preferable
to glucose and sucrose to reduce the hygroscopicity of spray-dried powders (Figure 5).

Figure 5. SEM images of as-sprayed powders after 6-h exposure to atmosphere: (a) the tin
oxalate-dextrin composite is stable; (b) the tin oxalate-sucrose composite is hygroscopic. (Adapted
from [122] with permission—© 2014 Wiley-VCH Verlag).

As can be seen in Table 5, carbon nanotubes (CNT) are a possible choice amongst conducting
carbons that can be added to a solution/suspension before spray-drying. Most often, CNTs are added
as a (commercial) dispersion. Sometimes there is little or no information about the characteristics of
the CNTs (size distribution, residues of synthesis, dispersing agents, etc.) and even where reference
and provider are reported it often turns out that the corresponding commercial datasheets are less
than detailed. To some extent, the same comments apply to carbon blacks, although they are usually
bought in powder form and easier to characterize. Also, they can be selected amongst the relatively
well-known references commonly used for electrode formulation. Since pristine graphene does not
disperse in water-based solution/suspensions, graphene oxide (GO) nanosheets suspensions (about
which even less is usually known than in the case of CNT) are used and reduction to graphene (reduced
graphene oxide—RGO) is achieved by heat treatment or, much less often, by chemical reduction with
hydrazine vapor [37,60,83].
Similar principles apply to electrode materials that are made up of carbon only, typically as
negative electrodes for Li-ion or Na-ion batteries [25–31,33,35] or as hosting material in Li-O2 or Li-S
batteries [23,24,32,34].
One of the electrode materials for which the broadest variety of carbon sources has been
investigated is silicon, because the formation of Si/C composites is one of the most common strategies
to buffer the expansions/contractions of Si during electrochemical cycling vs. Li.
Table 6 provides brief descriptions of the suspension compositions and post-spray-drying
(post-SD) treatments. The last column reports the percentage of Si in the ﬁnal Si/C composite
materials. The references are sorted into categories depending on the role of spray-drying in the
experimental procedure.
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Table 6. Spray-drying in the preparation of Si-carbon composites, starting from Si. For synthesis of
Si/C composites starting from SiO2 , see [48,49]. Unless otherwise stated, Si is “nano” (either purchased
as such or ground by ball-milling). CNT = carbon nanotubes; GO = graphene oxide; n.a. = not available.
Reference

Suspension Composition

Post-SD Treatment

%Si

A. Spray-drying of suspension
Li et al. [55]

Hydroxylated Si and carboxylic-functionalized
CNT in water

-

70

Wang et al. [69]

Functionalized Si and functionalized CNT in
ethanol

-

56 (EDX)

Yang et al. [72]

Si, lithium acetate and ammonium ﬂuoride in
ethanol-water

-

94

B. Spray-drying of suspension followed by heat treatment in inert/reducing atmosphere
Bie et al. [42]

Si, CNT and phenol-formaldehyde resin in ethanol

900 ◦ C in Ar

69

Gan et al. [50]

Si and graphite dispersed in GO suspension

600 ◦ C in Ar

10

He et al. [51]

Si in GO suspension

700 ◦ C in Ar/H2

81

Lai et al. [53]

Si, graphite, glucose and sodium dodecyl benzene
sulfonate in water

800 ◦ C in Ar

25

Lee et al. [54]

Si and GO in aqueous ethanol

700 ◦ C in Ar

63

Liu et al. [61]

Si, graphite and chitosan in water

700 ◦ C in Ar

15

Pan et al. [63]

Si, GO and sucrose

800 ◦ C in Ar/H2

72

Su et al. [65]

Si, graphite, phenolic resin and sodium dodecyl
benzene sulfonate in water-ethanol

700

◦C

in Ar

n.a.

◦C

in Ar

16

Su et al. [66]

Si, graphite and GO in water with 5% alcohol

450

Tao et al. [67]

Si, GO and polyvinyl alcohol in water

700 ◦ C in Ar/H2

49

Wang et al. [68]

Si/poly (acrylonitrile-co-divinylbenzene) hybrid
microspheres, graphite and sodium carboxymethyl
cellulose in water

900 ◦ C in Ar

10

Wang et al. [81]

Micron-sized Si (with SiOx surface layer) and citric
acid in water (SiOx not reduced by heat treatment)

600 ◦ C in Ar

85–94

Wang et al. [70]

Microspheres of Si with in situ polymerized
styrene-acrylonitrile copolymer, added to a
dispersion of graphite and sodium carboxymethyl
cellulose in water

900 ◦ C in Ar

6.7

Yang et al. [73]

Si, pitch, CNT and graphite in alcohol-water

850 ◦ C in Ar

30–35

Zhang et al. [75]

Si, graphitized carbon black and sucrose in water

900 ◦ C in N2

5-10

Zhang et al. [77]

Si, CNT and glucose in water

800 ◦ C in Ar

n.a.

C. Two consecutive spray-dryings of suspension with intermediate and ﬁnal heat treatment in inert/reducing
atmosphere
Chen et al. [43]

(Step 1) Si, polystyrene-acrylonitrile, citric acid and
graphite in ethylene-glycol ; (Step 2) Powder from
step 1 mixed with pitch in tetrahydrofuran

(1) 380 ◦ C in N2
(2) 500 ◦ C and 900 ◦ C in
N2

25

Chen et al. [44]

(Step 1) Si, graphite and citric acid in water;
(Step 2) Powder from step 1 mixed with pitch in
tetrahydrofuran

(1) 380 ◦ C in N2
(2) 500 ◦ C and 900 ◦ C in
N2

6

Chen et al. [45]

(Step 1) Si, graphite and phenol-formaldehyde in
ethanol; (Step 2) Powder from step 1 mixed in
phenol-formaldehyde solution

(1) and (2) 1000 ◦ C in
Ar/H2

20

Li et al. [58]

(Step 1) Si, graphite, citric acid,
polyvinylpyrrolidone in ethanol; (Step 2) Powder
from step 1 mixed with pitch in tetrahydrofuran

(1) 380 ◦ C in N2
(2) 500 ◦ C and 900 ◦ C in
N2

8
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Table 6. Cont.
Reference

Suspension Composition

Post-SD Treatment

%Si

D. Spray-drying of suspension followed by more complex post-processing

Li et al. [56]

Si, graphite and glucose in water

Dispersion in pitch
solution; drying at 80 ◦ C
in vacuum; 1050 ◦ C in
Ar; crushing

15

Li et al. [57]

Ball-milled Si in ethanol

HF etching of
amorphous SiOx surface
layer

100

Li et al. [59]

Si and polyvinyl alcohol in water

Coating with
poly-acrylonitrile; 800 ◦ C
in Ar

70

Lin et al. [60]

Si and GO in water-ethanol

Reduction and N-doping
of GO by hydrazine
hydrate vapor

89

Paireau et al. [62]

Si and polyvinyl alcohol in water

PVA crosslinking;
1050 ◦ C in N2

40–98

Ren et al. [64]

Si, graphitized needle coke and sucrose in water

900 ◦ C in N2 ; carbon
coating by CVD

17

Zhang et al. [74]

Si, NaCl and polyvinyl pyrrolidone in water

900 ◦ C in N2 ; washing of
NaCl in water

30

Zhang et al. [76]

Si, polyvinyl pyrrolidone, nickel acetate and citric
acid in ethanol
(spray-drying in N2 atmosphere)

380 ◦ C in N2 ; growth of
carbon nanotubes and
nanoﬁbers in C2 H2 /H2
at 700 ◦ C (NiO catalyst)

70

Si, graphite and citric acid in alcohol-water

400 ◦ C in Ar; coating in
dopamine solution;
treatment in Ar at
temperatures from 600 to
900 ◦ C

n.a.

Zhou et al. [78]

It can be seen that in many cases, the suspension formulation includes a combination of several
carbons or carbon precursors. In some cases (Category C in Table 6), Si is mixed with carbon and
carbon precursors in a ﬁrst spray-drying step, then, the heat-treated composites are again mixed with
carbon in a second spray-drying step.
5. Post-Processing of the Spray-Dried Precursors
Spray-drying can be used as a shaping-only method to prepare microspheres and/or as a mixing
method for components that do not require further transformation. However, the spray-dried powder
is often an intermediate in the synthesis procedure. The very common case of a heat treatment
is considered in Section 5.1 while more complex post-spray-drying procedures are described in
Section 5.2.
5.1. Heat Treatment
Spray-dried powders often require a heat treatment to transform into the ﬁnal phase. Depending
on the composition of the as-sprayed material, this heat treatment involves thermal decomposition
of precursors and/or solid state diffusion and/or crystallization. Thermal analysis (TGA/TDA) and
X-ray diffraction are standard characterization techniques helping to optimize the temperature and
duration of the heat treatment. Regarding the inorganic active material, heat treatment usually aims at
a homogeneous, single-phase composition. Occasionally (see Composites at the end of Table 1), the
precursor obtained by spray-drying of a solution is deliberately meant to crystallize into a mixture of
two active phases, for example LiFePO4 -Li3 V2 (PO4 )3 [359–363].
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In the case of electrode compounds in which elements are not at their maximum oxidation
state, the solution, suspension or spray-dried precursor may contain species susceptible to oxidation.
If necessary, oxidation in solution can be suppressed by reducing additives, complexation and/or
removal of dissolved oxygen by degassing. During spray-drying in air, oxygen might lead to some
oxidation but most authors do not pay much attention to this effect, due to the short residence time
in the spray-dryer. On the contrary, the atmosphere during the heat treatment step is a parameter
of major importance to prevent oxidation or even promote reduction (typically in Ar/H2 with 2 to
10 vol % H2 ). This is illustrated by Categories B and C in Table 6 for the case of the synthesis of Si/C
composites: oxidation of Si and existing carbon (such as CNT, carbon black, etc.) must be prevented
and carbon precursors should transform into more or less graphitized carbon. An overview of the heat
treatments reported in Table 6 (B&C) reveals a rather broad range of temperatures and atmospheres.
5.2. More Complex Post-Processing
In some cases, the spray-dried material is only an intermediate and is used as one of
the reactants in an ulterior synthesis step. An unlithiated spray-dried (hydr)oxide of several
transition metals can be mixed with a lithium salt to provide the electrode material by solid state
reaction (see for example [214,376]). In a work by Wang et al. [377], a spray-dried composite of
graphene-polyacrylonitrile was reacted with elemental sulfur in a nitrogen atmosphere at 300 ◦ C.
Similarly, Liu et al. [378] used mesoporous carbon microspheres prepared by spray-drying as a host
for selenium. Oxides in spray-dried metal oxide/carbon composites can be transformed into sulﬁdes
or selenides by reaction with appropriate gaseous atmospheres (thiourea in Ar/H2 [114,375,379] or Se
in Ar/H2 [367]). Wang et al. [380] reported the impregnation of molten lithium in CNT spray-dried
spheres. Some authors [48,49] proposed the reduction of SiO2 in spray-dried SiO2 /CNT composites by
reaction with magnesium metal followed by dissolution of MgO in HCl.
The powders obtained in the spray-drying step can also be dispersed in a solution/suspension
that is expected to form a coating of a different phase by sol-gel process (ZrO2 , TiO2 or Al2 O3 on
LiNi1/3 Co1/3 Mn1/3 O2 [150,156]; Li4 Ti5 O12 on LiMn2 O4 [190,309] or LiFePO4 [298]), by evaporation of
the solvent (LiFePO4 on Li3 V2 (PO4 )3 [336], LiMnPO4 [168] or CeO2 [178] on Li1.17 Ni0.25 Mn0.58 O2 ), or
by another spray-drying step (LiCoO2 on LiMn2 O4 [381]; Li3 PO4 on Li4 Ti5 O12 [219]; LiF on Si [72]).
Chemical vapor deposition (CVD) is sometimes used to create an additional carbon
layer [49,64,71,95,352] or to grow carbon nanotubes/nanoﬁbers if the necessary catalyst was included
in the spray-drying step [76,118]. In a work by Shi et al. [382], sacriﬁcial spray-dried layered double
oxide (LDO) microspheres act as a template and a catalyst for the CVD growth of graphene; chemical
etching of LDO yields a 3D graphene host for sulfur in Li-S batteries. Zhang et al. [383] reported CVD
growth of a Si/C layer on graphitized spray-dried carbon black porous microspheres.
The variety of post-spray-drying processing can be further illustrated by the examples in Category
D of Table 6, focusing on spray-dried Si.
6. Microstructure
This section is devoted to the microstructural aspects of spray-dried materials. As already
mentioned in the introduction, these aspects are extremely important in the case of electrode materials.
Basically, anything that favors (i) the penetration of the liquid electrolyte in the electrode material;
(ii) short solid state diffusion paths of Li+ /Na+ ions or (iii) fast transport of electrons is expected to
improve the cycling performance. However, it should be kept in mind that high porosity or high
content of compounds that do not store charge (e.g., carbon added to facilitate electron transport) will
be paid for in terms of energy density (per volume or per mass, respectively).
Here the discussion focuses on the morphology of the individual granules (as-sprayed or after
heat treatment) and on possibilities to inﬂuence it by various deliberate strategies. It is well-known that
spray-drying tends to produce microspheres (Figure 2a) as the result of droplet drying. However, fast
drying can also result in the precipitation/solidiﬁcation of thin crusts leading to hollow or collapsed
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spheres (Figure 2b,c), depending on the mechanical strength of the crust. Hydrodynamic and/or
visco-elastic effects are believed to be at the origin of more exotic shapes such as the “doughnut”
particles [384]. The reader is referred to the review by Nandiyanto and Okuyama [9] for a catalogue
and discussion of possible morphologies.
The concentration/solid loading of the solution/suspension (see for example [236]) and the
spray-drying experimental parameters (equipment, inlet/outlet temperature, atomization parameters)
all inﬂuence the average size, size distribution, and shape of spray-dried granules. Spray-drying of
a solution often yields hollow, thin-shell spheres; the inside volume can be considered as lost space
from the point of view of energy density. Breaking these spheres by grinding/milling and shaping
the broken pieces into denser—but still porous—spheres by spray-drying of a suspension allows for a
large gain in volumic efﬁciency (see Figure 6 adapted from [100]).


Figure 6. SEM images of cross-sections in (left) Co3 O4 and (right) CoO–carbon composite
powders. Both were obtained by a sequence of solution spray-drying—heat treatment in
N2 —milling—suspension spray-drying—heat treatment (in air for Co3 O4 , in N2 for CoO/C). (Adapted
from [100] by permission of The Royal Society of Chemistry).

Spray-drying of suspensions is indeed recognized as a technique favoring packing efﬁciency, as
illustrated in Figure 7 (adapted from [55]), showing a comparison of the volume occupied by equivalent
masses of Si/CNT spray-dried composite spheres and of original Si nanoparticles.


Figure 7. (left and middle) SEM images of Si/carbon nanotubes (CNT) composite microspheres; (right)
Comparison of the volume occupied by equivalent masses of Si/CNT spray-dried composite spheres
and of original Si nanoparticles. (Adapted from [55]—Published by The Royal Society of Chemistry
under CC BY 3.0—https://creativecommons.org/licenses/by/3.0/).

The microstructure and porosity of as-sprayed granules can further evolve during heat treatment
due to decomposition/graphitization of organics, crystallization, crystal growth or sintering. The
porosity created by the decomposition of organics during a heat treatment in air is expected to
help penetration of the electrolyte in the electrode material. Some authors have proposed a hard
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templating strategy based on polystyrene beads [234,260,318] to introduce controlled macroporosity.
For example Nowack et al. [234] investigated the combined effects of nanoporosity (created by thermal
decomposition of cellulose) and macroporosity (created by thermal decomposition of polystyrene
spheres or carbon ﬁbers) in Li4 Ti5 O12 spray-dried granules (Figure 8 reproduced from [234]).

Figure 8. Li4 Ti5 O12 spray-dried granules after heat treatment in air to decompose the organic
templates: (left) nanoporous microspheres obtained from spray-drying with 3 wt % cellulose; (middle)
macroporous spheres obtained from spray-drying with polystyrene beads as template and (right)
microspheres with channel structures obtained from spray-drying with carbon ﬁber templates.
(Reproduced from [234] under CC BY 4.0—https://creativecommons.org/licenses/by/4.0/).

Similar strategies rely on other sacriﬁcial phases, such as SiO2 spheres [32,34,385], in situ formed
metal [128] or NaCl [46,74,80,82] particles, all of which are removed at a later stage by chemical etching
(SiO2 , metals) or washing (NaCl).
As already explained in Sections 4 and 5, spray-dried electrode materials are frequently designed
as composites with carbon in order to improve electron transport and/or buffer volume variations.
Figure 9 shows an example of Sb nanoparticles embedded in a carbon matrix formed by carbonization
of the organic precursor during heat treatment of the spray-dried precursor in inert atmosphere.

Figure 9. Sb nanoparticles embedded in carbon matrix: (left) transmission electron microsopy (TEM)
image; (right) high resolution TEM (HRTEM) image. (Adapted from [40] with permission from The
Royal Society of Chemistry).

When carbon is added as CNT, carbon black, graphite or graphene oxide in the
solution/suspension before spray-drying, there is an (often implicit) assumption that the distribution
of carbon in the granules will be of sufﬁcient homogeneity. In the case of composites with reduced
graphene oxide, some authors have been able to supplement the usual SEM and TEM images (see
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Figure 7 for a CNT example) by cross-sectional TEM (Figure 10—adapted from [310]) or imaging of
the graphene network after chemical etching of the inorganic phase (Figure 11—adapted from [344]).

Figure 10. (a,b) Cross-sectional TEM images of LiMn0.75 Fe0.25 PO4 /reduced graphene oxide composite
microsphere. (Adapted from [310] under CC BY 4.0—https://creativecommons.org/licenses/by/4.0/).

Figure 11. Graphene network after chemical etching of the Na3 V2 (PO4 )3 phase: (a,b) SEM images; (c,d)
TEM images. (Reproduced with permission from [344]. Copyright (2017) American Chemical Society.).

This overview of morphologies cannot be exhaustive. The examples shown in Figures 6–11
correspond to morphologies that retain a (roughly) spherical appearance, but Figure 2b,c should
remind the reader that crumpled morphologies are also common. As a ﬁnal illustration of the
microstructural variety, Figure 12 displays a more unexpected, multi-shelled morphology which has
been reported and studied by several groups [101,107,139]. Yolk-shell granules [103,122,136] are a less
extreme case of a similar phenomenon.
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Figure 12. Hematite Fe2 O3 multi-shelled hollow spheres obtained by heat treatment of precursors
spray-dried from an iron(III) citrate and sucrose solution: (a) SEM image; (b,c) TEM images. (Adapted
from [107] with permission of The Royal Society of Chemistry).

7. Electrochemical Properties
The overwhelming majority of spray-dried materials reported in the literature for Li-ion
and Na-ion batteries are used as electrode materials. Amongst the few exceptions are (i)
Li1.3 Al0.3 Ti1.7 (PO4 )3 [338] which is used as a solid state electrolyte and (ii) La2 O3 [113] or CeO2 [98]
hollow spheres which are coated on the separator of Li-sulfur batteries and are supposed to block
lithium polysulﬁdes and act as a catalyst for the sulfur redox reaction.
Literature on spray-dried materials for positive or negative electrodes follows the general trend:
the largest number of publications concerns materials for Li-ion batteries but research on compounds
for Na-ion batteries is increasing strongly in recent years. Regarding emerging technologies,
spray-drying is receiving interest as a tool to prepare porous carbon hosts for sulfur/selenium in
Li-sulfur [23,24,34,37–39,116,120,128,377,385] or Li-selenium [83,378] batteries. Similarly, reduced
graphene oxide microspheres with high surface area were tested in Li-air batteries [32]. In the ﬁeld of
“beyond Li/Na” technologies, Na3 V2 (PO4 )3 /C [343] and Li3 VO4 /C [261] obtained by spray-drying
have recently been mentioned in research on Mg-ion batteries.
As explained at the end of the introduction, the main focus of this review is on guidelines for the
formulation of spray-drying feedstock solutions/suspensions and how it can affect microstructure. In
the following of this section, a few examples are selected to illustrate the link between formulation,
microstructure and electrochemical properties. As a complement, Table 3 in Appendix A lists values of
experimental discharge capacities after 50 cycles.
The ﬁrst examples concern layered oxides, including Li-rich compositions sometimes written
as xLi2 MnO3 -(1−x)LiMO2 (M = Ni, Co, Mn, . . . ), which are studied because of their high
theoretical reversible capacity (above 250 mAh/g). Hou et al. [149] reported the synthesis of
0.5Li2 MnO3 -0.5LiMn1/3 Ni1/3 Co1/3 O2 (=Li1.2 Mn0.54 Ni0.13 Co0.13 O2 ) by heat treatment of a precursor
obtained by spray-drying of an aqueous suspension of Li2 CO3 and a coprecipitated metal hydroxide
(SD-LLO sample). For comparison, another sample was prepared by heat treatment of a dry mixture of
Li2 CO3 and coprecipitated metal hydroxide (CP-LLO sample). The authors found that the spray-drying
procedure was more efﬁcient to promote the homogeneity of the distribution of metal cations in the
ﬁnal oxide and resulted in better electrochemical performance (see Figure 13 reproduced from [149]).
In particular, the decrease in average cell voltage was much less marked (Figure 13d), which was
considered as an indication of the better stability of the layered structure against transformation into
spinel structure on cycling [149].
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Figure 13. Comparison of two samples of Li-rich oxide 0.5Li2 MnO3 -0.5LiMn1/3 Ni1/3 Co1/3 O2 obtained
by a spray-drying procedure (SD-LLO) or by a dry mixing procedure (CP-LLO)—see text for details.
(a) First cycle charge/discharge proﬁles; (b) Rate performance; (c) Cycling performance between 2
and 4.8 V; (d) Average discharge voltage as a function of cycle number during cycling. (Reproduced
from [149]. Copyright (2015), with permission from Elsevier).

The work by Hou et al. [149] described above can be considered as a demonstration of the
superiority of wet mixing over dry mixing. In a study of Chen et al. on LiNi0.8 Co0.15 Al0.05 O2 [143],
a suspension of a ball-milled precursor was dried either by spray-drying (SD-NCA sample) or by
common drying (CD-NCA sample). The mixing by ball milling is the same in the two samples so that
the much better electrode performance of the SD-NCA sample (e.g., a capacity retention of 75% after
500 cycles at 2 C, against only 12% for the CD-NCA sample) can be attributed to a more favorable
microstructure induced by spray-drying.
These two examples highlight positive features of the spray-drying of suspensions. This should
not mask the fact that spray-drying of suspensions is a variant of solid state synthesis and is, therefore,
subject to the usual limitations associated to diffusion lengths in the solid state. This was recently
illustrated in a work by Wang et al. [189] where the formation of Li[Li0.2 Mn0.54 Ni0.13 Co0.13 ]O2 was
followed by in-situ high-energy X-ray diffraction during the heat treatment. Irregularities in the
temperature dependence of the crystallographic cell parameters and the presence of secondary phases
were observed in the case of a precursor obtained by spray-drying a ball-milled suspension of the
individual oxides and carbonates (Li2 CO3 , MnCO3 , Co3 O4 and NiO). As could be expected, these
irregularities and the content in secondary phases decreased when the suspension was prepared by
ball-milling a precalcined mixture. Minimizing diffusion lengths is the usual reason to turn from solid
state synthesis to solution routes. In the case of spray-drying, this means going from suspensions to
solutions. For example, Watanabe et al. [174] could obtain a discharge speciﬁc capacity of 275 mAh/g
for Li1.2 Mn0.58 Ni0.18 Co0.03 O2 obtained by spray-drying of a solution of acetates in aqueous citric acid.
In the case of compounds with relatively low intrinsic electronic conductivity, the microspheres
obtained by spray-drying are often too large for good performance. One of the works demonstrating
this effect was published by Nakahara et al. [233] in 2003, where the authors compare as-obtained (LT-2
sample) and ball-milled (LT-FP sample) Li4 Ti5 O12 prepared by spray-drying and heat treatment of an
aqueous suspension of LiOH and TiO2 . The 5–10 μm sintered granules were broken by ball-milling
into sub-micron particles; electrodes were prepared by mixing with acetylene black and PVDF and
tested in half-cells against lithium metal. The rate capability test showed that the discharge capacity of
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the ball-milled LT-FP sample decreased by less than 15% when going from 0.15 C to 10 C, whereas the
discharge capacity of the LT-2 sample had already decreased by more than 40% at 5 C.
As already mentioned in the previous sections, another way to deal with the issue of electronic
conductivity is to form/include conductive carbon in the spray-dried material. This strategy is relevant
whenever the subsequent heat treatment can be carried out in non-oxidizing atmosphere. For example,
soluble precursors of carbon are commonly added to suspensions for the preparation of LiFePO4 /C
composites. In a work by Liu et al. [283], LiFePO4 with 2.5 wt % C was obtained by heat treatment
in N2 of a precursor prepared from an aqueous suspension of Li2 CO3 and FePO4 into which glucose
had been dissolved. The authors compared spray-drying with microwave drying through testing
of 14500-type cylindrical batteries with a graphite negative electrode and attributed the ~10% better
performance of the spray-dried material to the higher compaction density of the electrode (2.55 g/cm3 )
that could be reached thanks to the favorable microstructure.
In the previous example, the LiFePO4 active material was formed during the heat treatment. In
other cases, spray-drying is used to create a composite of carbon with an existing active material,
such as silicon. As seen in Table 6, there is an impressive variety of carbon sources to choose from,
but comparison is difﬁcult because of the wide range of Si/C ratio in the ﬁnal materials. In view of
guiding the development of Si/C negative electrodes with high Si content, Ogata et al. [79] used two
spray-dried Si/C composites (Si/ﬂake graphite/CNT with 54 wt % Si and Si/ﬂake graphite with
87 wt % Si—both are extensively characterized in the Methods section of ref. [79]) as the reference
materials for a very detailed study of the phenomena governing coulombic efﬁciency. This was
done by cycling the materials at different depth of discharge in order to probe the volume change
of the amorphous phase and/or the amorphous-crystalline transformations. As shown in Figure 14
(reproduced from [79]), a broad range of techniques were used to characterize the (micro)structure and
composition at different stages of individual cycles.

Figure 14. Overview of a structural characterization study conducted on spray-dried Si/C composites
at different stages during individual cycles. The set of characterizations was repeated every 20 cycles.
(Reproduced from reference [79] under CC BY 4.0—https://creativecommons.org/licenses/by/4.0/).

From a chemical point of view, the most complex case is probably when a solid form of carbon
is dispersed in a solution of several inorganic salts. This is typically the case for the spray-drying
synthesis of phosphates or ﬂuorophosphates from solutions where carbon nanotubes or graphene
oxide are added to provide electronic conductivity. In our work on Na3 V2 (PO4 )2 F3 /CNT [93], we
found that an excess amount of NaF was necessary to prevent the formation of a small amount of
ﬂuorine-free Na3 V2 (PO4 )3 secondary phase, suggesting that the addition of CNT to the solution
interferes a little with the inorganic components. Conversely, the high concentration of several ions
in the solution is supposed to affect the dispersion of carbons, although this effect has not yet been
studied in such very complex situations. This might be one of the reasons why we observed an
inhomogeneous distribution of carbon black (CB) in spray-dried granules of Na2 FePO4 F/CB [89],
leading to a drop of 60% in discharge capacity compared to Na2 FePO4 F/CNT composites with similar
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carbon content [87,89]. A work by another group [342] on the ﬂuorine-free alluaudite phosphate
Na3 V2 (PO4 )3 (with the drawback of a lower operating voltage) conﬁrms that excellent rate capability
is possible for a Na3 V2 (PO4 )3 /CNT composite (Figure 15, reproduced from [342]). Along the same
lines, Table 5 shows that graphene oxide (reduced during post-treatment) is becoming a popular
choice for many phosphates, as exempliﬁed by the results for NaTi2 (PO4 )3 /RGO [340], where the
discharge capacity decreases by less than 10% when going from 0.1 C to 30 C rate (130 mAh/g at 0.1 C,
118 mAh/g at 30 C).

Figure 15. Rate capability of Na3 V2 (PO4 )3 with 10 wt % CNT (NVP/C10) and without CNT (NVP/C).
The electrodes were cycled vs. Na in the 2.0–3.8 V voltage range. Both samples were obtained by heat
treatment of a spray-dried precursor prepared from a citric acid solution of NaHCO3, NH4 VO3 and
NH4 H2 PO4 into which CNT were dispersed in the case of the NVP/C10 sample. (Reproduced with
permission from [342]. Copyright (2018) American Chemical Society).

8. Concluding Remarks
It should be clear from the preceding sections that the term “spray-drying” covers many different
realities. Reasons for using spray-drying are varied since it can be used as a tool for mixing, shaping,
or synthesizing (or combining several of these objectives simultaneously).
In many cases, spray-drying is not really a rival to other routes but rather a way to bring a
laboratory-scale procedure to the next level in terms of production quantities, reproducibility, and
control of agglomeration. This is true, for example, for many solid state reaction syntheses on the
condition that the starting materials are not soluble in the liquid medium of the suspension. This
can also be the case for sol(ution)-gel routes, taking into account that the increase in drying speed
might modify some characteristics by comparison with a conventionally-dried gel. More generally,
spray-drying can be considered in all cases where no problem comes from the fact that, except for
volatiles, everything that is injected in the spray-dryer turns up in the as-spray-dried powder.
In other cases, spray-drying offers new opportunities, such as the dispersion of carbon in active
material or the possibility offered by the droplet scale to use a simple solvent evaporation route (which,
in other conditions, would result in unacceptably large composition inhomogeneities).
Spray-drying is commonly used in industry in many ﬁelds of applications. The 300+ publications
referenced in this review demonstrate that the potential of spray-drying is increasingly recognized in
the academic community for the synthesis of electrode materials from lab- to pilot-scale quantities.
However, the apparent simplicity of the spray-drying concept should not mask the fact that choices
regarding the formulation of solutions/suspensions and the selection of experimental spray-drying
parameters decisively affect the characteristics of the ﬁnal material. Optimization of the parameters of
the subsequent heat treatment is also very important but cannot alter drastically the microstructural
properties. It is the hope of the authors that this review can contribute to a realization that making the
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most of spray-drying requires a considered choice amongst possible strategies and careful consideration
of the solution/suspension formulation.
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Toutlet (◦ C)

80

100

300

110
110
110
-

210
220
220
-

Wang et al. [173]
Wu et al. [175]
Yue et al. [179,180]
Zhang et al. [183]
and Zhang et al. [186]
and Zhao et al. [264]

-

-

Li et al. [155]
Qiao et al. [169]
Yuan et al. [178]

-

-

65–70

180

C. Spray-drying of aqueous solution of citrates

Li et al. [158]
Sun et al. [171]
Watanabe et al. [174]
Zhang et al. [184,185]

-

-

2 mol/L concentration
2 mol/L concentration
-

B. Spray-drying of aqueous solution of salts dissolved in aqueous citric acid

-

-

200

Wang et al. [172]

150

90–100
-

190–200
-

350

-

-

Biﬂuid nozzle 0.4 MPa
10 L/h
Biﬂuid nozzle 0.4 MPa
2.5 mol/L total cation
concentration
Air pressure 0.2 MPa
-

400 mL/h
Biﬂuid nozzle 0.2 MPa
-

150

190

Other Parameters

200

Wang et al. [263]

Liu et al. [166]

Duvigneaud et al. [145]
He et al. [146]
and He et al. [148]
Kim et al. [152]
Kim et al. [187]
Konstantinov et al. [153]
Li et al. [154]
Li et al. [156]
and Li et al. [157]
Li et al. [160]

A. Spray-drying of aqueous solution of nitrates and/or acetates

SPRAY-DRYING OF SOLUTIONS

Tinlet (◦ C)

Yamato GB32 pulvis mini-spray
L217, Lai Heng
L217, Lai Heng

Pulvis mini-spray GB22, Yamato, Japan
Buchi B-290
Pulvis mini-spray GB22, Yamato, Japan

Pulvis mini-spray GB22, Yamato, Japan

-

-

-

-

-

Buchi mini spray-dryer B-290

SD-1000, Tokyo Rikakikai Co. Ltd, Tokyo, Japan
Yamato GA32
Yamato GB32 pulvis mini-spray

SD-2500 (Shanghai Triowin Lab Technology Company)

Buchi mini spray-dryer 190

Spray-Drying Instrument

Table A1. Spray-drying parameters for layered oxides AMO2 (A = Li+ , Na+ ; M = Li, Ni, Mn, Co, Al, . . . ) Sections in the table are the same as in Table 3 (see main
text) where compound stoichiometries and solution/suspension compositions can be found. Information about the spray-drying instruments is given as provided in
the referenced papers. - = not available.
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Tinlet (◦ C)

-

Oh et al. [167]

-

-

Toutlet (◦ C)

200
150

-

-

-

Pumping 1.2 g/s
Jet-air speed 6 kg/h
4 wt % solution
-

Other Parameters

81
-

Yue et al. [182]

Chen et al. [143]

220

220

Yang et al. [177]

H. Shaping of AMO2 as spheres

-

200

Xia et al. [176]

Cheng et al. [144]

90

-

-

-

-

Compressed air pressure
0.2 MPa

1.5 L/h
Atomization pressure 0.5
MPa
-

-

Biﬂuid nozzle 0.2 MPa

G. Mixing of AMO2 active material with conductive carbon or conductive carbon precursor

Hu et al. [150]
Lin et al. [161]
Lin et al. [162]

F. Spray-drying of an ethanol suspension to mix reactants

Hou et al. [149]
Lin et al. [164]
Liu et al. [165]
Wang et al. [189]
Yue et al. [181]

E. Spray-drying of an aqueous suspension to mix reactants

SPRAY-DRYING OF SUSPENSIONS

200

Li et al. [159]

D. Spray-drying of aqueous solution (others)

Table A1. Cont.

-

-

-

SD-2500
SD-1500 laboratory scale spray-dryer (Tridwin Tech. Co.
Shanghai, China)

Niro 2108, Copenhagen
Niro 2108, Copenhagen

-

-

Spray-dryer Minor Niro A/S, Söborg, Denmark

Spray-Drying Instrument
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Acetate [308]

Acetate [90,91,114,140,146,148,151,152,154–157,168,169,171–174,177–180,183,186,187,191–198,200,201,204–209,211–215,262–264,357,365],
nitrate [158,166,199,310,311,364], carbonate [20,161–163,189,192], chloride [310], sulfate [310], MnC2 O4 .2H2 O [317,323], MnO2 [7,190,202,203], Mn3 O4 [164], (Co,Ni,Mn)OHx
[149,165,188], (Co,Ni,Mn)Ox [150], (Ni,Mn) oxalate [210], (Fe,Mn)3 (PO4 )2 .xH2 O [312–314,319]

(NH4 )6 Mo7 O24 ·4H2 O [115,141,367], MoS2 [353]

NaOH [87–89,97], acetate [263,265,343], Na2 CO3 [339,340,344,346,351],
NaHCO3 [342], NaNO3 [264,347], NaF [87–94], NaH2 PO4 [91,345],
sodium carboxymethylcellulose [333]

Mn

Mo

Na

Li

Mg

Nitrate [113,357]

Carbonate
[7,20,84,149,153,155,161–164,167,188–190,202,203,216–218,220,221,227,228,230–232,237,243,247,248,251,258–261,271,273,277,283,286,294,295,299–303,308,317,323,325,329,333,334,362],
hydroxide [150,159,165,168,169,172,177,178,184,185,192,193,199,210,222–226,229,233,235,239–241,249,253–257,262,272,278,279,281,284,285,287,288,290–293,296,304,306,311–314,319,327,
331,332,335–337,349,351,358–360,363],
acetate [72,85,86,146,148,160,171,173–175,179,180,183,191,194–198,200,201,204,205,208,209,211,212,215,250,274,275,305,307,357],
nitrate [145,151,152,154,156–158,166,186,187,244,324,364],
oxalate [350,352], LiBO2 .8H2 O [21,22], LiH2 PO4 [276,280,310,328,365]

La

Nitrate [21,22,110,136,158,212,268–270,285,286,300–303,310,347,354,361,363,366],
phosphate [272,277,278,283,284,287,288,290–294,299,306–308,311],
citrate [107,108,295,360,362], Fe2 O3 [109,190,276],

Ge

Fe3+

GeO2 dissolved in ammonia solution [111], GeO2 from hydrolysis of GeCl4 [112]

F

Fe [87–89]

NaF [87–89,91–94], HF [84], NH4 F [72], triﬂuoroacetic acid CF3 COOH [85,86]

Cu

Oxalate [271,273–275,279,280,317,323,337,349–352,359], sulfate [135,281,296,304,310], acetate [86,305], chloride [310], (Fe,Mn)3 (PO4 )2 .xH2 O [312–314,319]

Acetate [140,346], nitrate [104–106,366]

Cr

Fe2+

Acetate [146,203], chloride [103], sulfate [203], Cr2 O3 [202,203]

Co

Fe

Nitrate [98]

H3 BO3 [20], LiBO2 .8H2 O [21,22]

B

Acetate [146,148,151–157,160,171–175,177–180,186,187,200,201,215],
nitrate [92,99–102,138,139,145,166,213,355], Co3 O4 [7,161–163,189],
Co(OH)2 [159,167], (Co,Ni,Mn)OHx [149,165,188], (Co,Ni,Mn)Ox [150]

Nitrate [145,250,337]

Al

Ce

Precursor

Element

Table A2. Inventory of the starting materials used in the publications referenced in this review.
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Chloride [82,123,348]

TiO2 [84,133,142,216–218,221,223–226,228,230–233,237,244,247,308,323,339,340],
TiO2 from basic hydrolysis of TiOSO4 ·H2 SO4 ·8H2 O [126], TiOSO4 ·H2 SO4 ·H2 O [131], Ti peroxo-carbonate solution [127], acidic solution of [NH4 ]2 [Ti(C2 O4 )3 ] [184,185], titania
nanosheets [129,130], TiO(OH)2 (·xH2 O) [220,358],
Ti tetraisopropoxide (C3 H7 O)4 Ti [128,132,212,227,235,243,248,251],
Ti tetrabutoxide (C4 H9 O)4 Ti [211,222,229,238–241,249,250,265]

NH4 VO3 [94,254,257,324,327,329,331–333,335–337,342,343,345,346,352,359,361,363,365],
V2 O5 [93,253,255,256,258–261,325,328,334,344,360,362,364],

Sulfate [135], nitrate [136]

ZrO2 [161], Zr(NO3 )4 .5H2 O [357]

Ti

V

Zn

Zr

Oxalate [122,124,355], chloride [169]

Sn4+

Sn2+

Sb

Si

SbCl3 [40]

S

Se [83], H2 SeO3 by dissolving SeO2 in water [354], H2 Se gas for post-treatment of spray-dried precursor [367]

Thiourea [114], sulfur [37–39], MoS2 [353]

Ru

Si [42–47,50,51,53–60,62–67,69,71,73–81,366],
SiO2 [48,49,120,121,349], SiO [52,118,119],
tetraethyl ethoxysilane TEOS [350,352],
Si/poly(acrylonitrile-divinylbenzene) hybrid microspheres [68],
Si/poly(styrene-acrylonitrile) hybrid microspheres [70]

Acetate [212]

P

Se

Nb2 O5 [142,190], (NH4 )NbO(C2 O4 )2 ·H2 O [131], ethoxide [251]

NH4 H2 PO4 [87–90,93,94,268–271,273–275,279,285,286,295,301,302,305,317,323–325,327,329,332–335,337,339,340,342–344,346,359,360,362],
NaH2 PO4 [91,345], LiH2 PO4 [276,280,310,328,365],
H3 PO4 [92,93,281,296,300,303,304,312–314,319,331,336,363,364],
FePO4 (.xH2 O) [272,278,283,284,287,288,290–293,299,306–308,351],
1-hydroxyethane 1,1-diphosphonic acid HEDP (CH3 C(OH)(H2 PO3 )2 ) [347,348],
P [36], (Fe,Mn)3 (PO4 )2 .xH2 O [312–314,319]

Ni

Nb

Precursor

Acetate [22,85,117,146,148,151,152,154–157,168,169,171,172,174,175,177–180,183–187,204,205,207–209,211,212,215,263,264,357,358,375],
nitrate [138,139,141,145,158,166,206,213,214,367], carbonate [164], Ni(OH)2 [167], NiO [7,161–163,189], (Co,Ni,Mn)OHx [149,165,188], (Co,Ni,Mn)Ox [150], (Ni,Mn) oxalate [210]

Element

Table A2. Cont.
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Table 3. Discharge speciﬁc capacity (in mAh/g) after 50 cycles at the indicated current density (in A/g
or as a C-rate). For counter electrode, see ﬁrst column.
Compound Type, Formulas and
References
Borates
LiFeBO3 vs. Li [21]
LiFe0.94 Ni0.06 BO3 vs. Li [22]

Discharge Capacity after 50 Cycles

127 mAh/g
132 mAh/g

after 30 cycles at 10 mA/g + 20 cycles at 20 mA/g
after 35 cycles at 10 mA/g + 15 cycles at 20 mA/g

355 mAh/g
460 mAh/g
245 mAh/g
460 mAh/g
640 mAh/g
2200 mAh/g
980 mAh/g
980 mAh/g
840 mAh/g
630 mAh/g
1150 mAh/g
2200 mAh/g
1150 mAh/g
500 mAh/g
900 mAh/g
2450 mAh/g
1100 mAh/g
2200 mAh/g
420 mAh/g
600 mAh/g
1250 mAh/g
2100 mAh/g
570 mAh/g
650 mAh/g
1160 mAh/g
580 mAh/g
1800 mAh/g
560 mAh/g
500 mAh/g
500 mAh/g
950 mAh/g
500 mAh/g
2100 mAh/g
450 mAh/g
500 mAh/g
820 mAh/g
1400 mAh/g
500 mAh/g
1200 mAh/g
1100 mAh/g
780 mAh/g
1700 mAh/g
1550 mAh/g
1860 mAh/g
670 mAh/g
400 mAh/g
590 mAh/g

after 50 cycles at 0.1 A/g
after 50 cycles at 0.37 A/g (1 C)
after 50 cycles at 0.1 A/g
after 50 cycles at 0.05 A/g
after 50 cycles at 0.5 A/g
after 50 cycles at 0.1 A/g
after 50 cycles at 0.2 C
after 50 cycles at 0.1 C
after 50 cycles at 0.1 C
after 50 cycles at 0.2 A/g (0.33 C)
after 50 cycles at 0.45 A/g
after 50 cycles at 0.3 A/g
after 50 cycles at 0.1 A/g
after 50 cycles at 0.1 A/g
after 50 cycles at 0.2 A/g
after 50 cycles at 0.3 A/g
after 50 cycles at 0.3 A/g
after 50 cycles at 1 A/g
after 50 cycles at 0.05 A/g
after 50 cycles at 0.1 A/g
after 50 cycles at 1 A/g
after 50 cycles at 0.5 C
after 50 cycles at 0.1 C
after 50 cycles at 0.1 A/g
after 50 cycles at 0.1 A/g
after 50 cycles at 0.1 A/g
after 50 cycles at 0.2 A/g
after 50 cycles at 0.05 A/g
after 50 cycles at 0.1 A/g
after 50 cycles at 0.1 A/g
after 50 cycles at 0.1 A/g
after 50 cycles at 0.1 A/g
after 50 cycles at 0.5 A/g
after 50 cycles at 0.1 A/g
after 50 cycles at 5 C
after 50 cycles at 0.1 A/g
after 50 cycles at 0.05 C
after 50 cycles at 0.05 A/g
after 50 cycles at 0.3 A/g
after 50 cycles at 0.2 A/g
after 50 cycles at 0.2 A/g
after 50 cycles at 1 C
after 50 cycles at 0.05 A/g
after 50 cycles at 0.1 A/g
after 50 cycles at 0.2 A/g
after 50 cycles at 0.05 A/g
after 50 cycles at 0.1 C

Elements
C vs. Li [25]
C vs. Li [27]
C vs. Li [31]
C vs. Li [33]
C (with 4 wt % Ni) vs. Li [35]
P/C vs. Na [36]
S/C vs. Li [37]
C/S vs. Li [38]
S/C vs. Li [39]
Sb/C vs. Na [40]
Si/C vs. Li [41]
Si/C vs. Li [42]
Si/C vs. Li [43]
Si/C vs. Li [44]
Si/C vs. Li [46]
Si/C vs. Li [47]
Si/C vs. Li [48]
Si/C vs. Li [49]
Si/C vs. Li [50]
Si/C vs. Li [52]
Si/C vs. Li [54]
Si/C vs. Li [55]
Si/C vs. Li [56]
Si/C vs. Li [58]
Si/C vs. Li [60]
Si/C vs. Li [61]
Si/C vs. Li [63]
Si/C vs. Li [64]
Si/C vs. Li [65]
Si/C vs. Li [66]
Si/C vs. Li [67]
Si/C vs. Li [68]
Si/C vs. Li [69]
Si/C vs. Li [70]
Si/C vs. Li [71]
Si/C vs. Li [73]
Si/C vs. Li [74]
Si/C vs. Li [75]
Si/C vs. Li [76]
Si/C vs. Li [77]
Si/C vs. Li [78]
Si/C vs. Li [79]
Si/C vs. Li [80]
Si/C vs. Li [81]
Sn/C vs. Li [82]
Sn/C vs. Na [82]
Se/C vs. Li [83]
Fluorides
Li3 FeF6 vs. Li [86]

85 mAh/g

after 50 cycles at 0.05 C

77 mAh/g
100 mAh/g
117 mAh/g

after 50 cycles at 6.2 mA/g
after 50 cycles at 1 C
after 50 cycles at 0.5 C

Fluorophosphates
Na2 MnPO4 F/C vs. Na [90]
Na3 V2 (PO4 )2 F3 /C vs. Li [93]
Na3 V2 O2 (PO4 )2 F/C vs. Na [94]

84
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Table 3. Cont.
Compound Type, Formulas and
References

Discharge Capacity after 50 Cycles

Organic salts
Li2 C8 H4 O4 vs. Li [95]
Na2 C8 H4 O4 /C vs. Li [96]

150 mAh/g
210 mAh/g

after 50 cycles at 0.05 C
after 50 cycles at 0.1 C

900 mAh/g
830 mAh/g
1020 mAh/g
1050 mAh/g
630 mAh/g
690 mAh/g
700 mAh/g
760 mAh/g
870 mAh/g
880 mAh/g
710 mAh/g
1020 mAh/g
975 mAh/g
1060 mAh/g
300 mAh/g
1120 mAh/g
590 mAh/g
600 mAh/g
1200 mAh/g
715 mAh/g
365 mAh/g
75 mAh/g
150 mAh/g
80 mAh/g
190 mAh/g
140 mAh/g
240 mAh/g

after 50 cycles at 1.4 A/g
after 50 cycles at 1.4 A/g
after 50 cycles at 0.5 A/g
after 50 cycles at 1.4 A/g
after 50 cycles at 0.1 A/g
after 50 cycles at 1 A/g
after 50 cycles at 2 A/g
after 50 cycles at 1 A/g
after 50 cycles at 0.4 A/g
after 50 cycles at 0.4 A/g
after 50 cycles at 0.8 A/g
after 50 cycles at 0.4 A/g
after 50 cycles at 0.5 A/g
after 50 cycles at 0.2 C
after 50 cycles at 0.5 A/g
after 50 cycles at 0.5 A/g
after 50 cycles at 0.1 C
after 50 cycles at 2 A/g
after 50 cycles at 0.1 A/g
after 50 cycles at 2 A/g
after 50 cycles at 1 A/g
after 50 cycles from 0.1 C to 10 C
after 50 cycles at 0.94 A/g
after 50 cycles at 0.02A/g
after 50 cycles at 0.5 C
after 50 cycles at 0.2 C
after 50 cycles at 0.2 C

1250 mAh/g
750 mAh/g
610 mAh/g
850 mAh/g
460 mAh/g
1000 mAh/g
300 mAh/g

after 50 cycles at 0.1 A/g
after 50 cycles at 0.5 A/g
after 50 cycles at 0.1 A/g
after 50 cycles at 1 A/g
after 50 cycles at 0.1 A/g
after 50 cycles at 1 A/g
after 50 cycles at 0.25 C

132 mAh/g
160 mAh/g
151 mAh/g
132 mAh/g at
50 ◦ C
135 mAh/g
154 mAh/g
110 mAh/g

after 50 cycles at 0.3 mA/g
after 50 cycles at 0.5 C
after 50 cycles at 2 C

Oxides Mx Oy
CoO/C vs. Li [100]
Co3 O4 vs. Li [100]
Co3 O4 vs. Li [101]
Co3 O4 vs. Li [102]
Cr2 O3 /C vs. Li [103]
CuO vs. Li [104]
CuO/C vs. Li [105]
CuO vs. Li [106]
Fe2 O3 vs. Li [107]
Fe2 O3 /C vs. Li [108]
Fe2 O3 /C vs. Li [109]
Fe2 O3 vs. Li [110]
GeOx /C vs. Li [111]
GeO2 /C vs. Li [112]
MnO/C vs. Li [114]
MoO3 /C vs. Li [115]
NiO vs. Li [117]
SnO2 /C vs. Li [122]
SnO2 /C vs. Li [123]
SnO2 vs. Li [124]
SnO2 vs. LiMn2 O4 [124]
TiO2 vs. Li [126]
TiO2 /C vs. Li [127]
TiO2 vs. Li [130]
TiO2 vs. Li [131]
TiO2 /C vs. Na [133]
V2 O5 /C vs. Li [134]
Oxides Mx M’y Oz
ZnFe2 O4 vs. Li [135]
ZnFe2 O4 vs. Li [136]
Mn0.5 Co0.5 Fe2 O4 /C vs. Li [137]
(Ni,Co)Ox vs. Li [139]
Cu1.5 Mn1.5 O4 vs. Li [140]
NiMoO4 vs. Li [141]
TiNb2 O7 /C vs. Li [142]
Oxides Lix My Oz (layered)
LiCoO2 vs. graphite [153]
LiNi0.8 Co0.2 O2 vs. Li [167]
LiNi0.8 Co0.15 Al0.05 O2 vs. Li [143]
LiNi0.6 Co0.2 Mn0.2 O2 vs. Li [179]
LiNi0.6 Co0.2 Mn0.2 O2 vs. Li [180]
LiNi0.6 Co0.2 Mn0.2 O2 /C vs. Li [182]
LiNi0.425 Mn0.425 Co0.15 O2 vs. Li [155]
LiMn1/3 Ni1/3 Co1/3 O2 (ZrO2 -coated)
vs. Li [156]
LiMn1/3 Ni1/3 Co1/3 O2 -0.1 LiF vs. Li
[157]
LiMn1/3 Ni1/3 Co1/3 O2 vs. Li [163]
LiMn1/3 Ni1/3 Co1/3 O2 vs. Li [165]
0.98 LiCoO2 -0.02 Li2 MnO3 vs. Li [173]
Li1.06 Ni0.3 Co0.4 Mn0.3 O2-d vs. Li [187]
Li1.11 (Ni0.4 Co0.2 Mn0.4 )0.89 O2 vs. Li
[152]
0.7 LiMn0.337 Ni0.487 Co0.137 Cr0.04 O2
-0.3 Li2 MnO3 vs. Li [146]

after 50 cycles at 0.16 A/g
after 50 cycles at 0.08 A/g
after 50 cycles at 0.5 C
after 50 cycles at 1 C

140 mAh/g

after 50 cycles at 0.5 C

133 mAh/g

after 50 cycles at 0.32 A/g

180 mAh/g
160 mAh/g
140 mAh/g
180 mAh/g
187 mAh/g at
50 ◦ C

after 50 cycles at 0.2 C
after 50 cycles at 1 C
after 50 cycles at 1 C
after 50 cycles at 0.03 A/g

158 mAh/g

85

after 50 cycles at 0.1 A/g
after 20 cycles at 0.05 A/g
+ 30 cycles at 0.25 A/g
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Table 3. Cont.
Compound Type, Formulas and
References
0.7 LiMn0.5 Ni0.4 Co0.1 O2
-0.3 Li2 MnO3 vs. Li [148]
Li1.17 (Mn1/3 Ni1/3 Co1/3 )0.83 O2 vs. Li
[151]
Li1.17 Ni0.2 Co0.05 Mn0.58 O2
(CeO2 -coated) vs. Li [178]
Li1.17 Ni0.25 Mn0.58 O2
(Li-Mn-PO4 -coated) vs. Li [168]
Li1.17 Ni0.25 Mn0.55 Sn0.03 O2 vs. Li [169]
Li1.2 Mn0.54 Co0.13 Ni0.13 O2 /C vs. Li
[144]
Li1.2 Mn0.54 Ni0.13 Co0.13 O2 /C
vs. Li [147]
Li1.2 Ni0.13 Co0.13 Mn0.54 O2 vs. Li [188]
Li1.2 Mn0.54 Ni0.13 Co0.13 O2 vs. Li [189]
Li1.2 Ni0.13 Co0.13 Mn0.54 O2 /C
vs. Li [177]
Li1.2 Ni0.2 Mn0.6 O2 vs. Li [164]
0.5 LiMn1/3 Ni1/3 Co1/3 O2
-0.5 Li2 MnO3 vs. Li [149]
0.5 LiMn1/3 Ni1/3 Co1/3 O2
-0.5 Li2 MnO3 vs. soft C [172]
0.95 LiNiO2 -0.05 Li2 TiO3 vs. Li [184]

Discharge Capacity after 50 Cycles
200 mAh/g

after 50 cycles at 0.05 A/g (0.2 C)

177 mAh/g

after 50 cycles at 0.03 A/g

212 mAh/g

after 50 cycles at 0.3 A/g

265 mAh/g

after 50 cycles at 0.03 A/g

170 mAh/g

after 50 cycles at 0.3 A/g
after 20 cycles at 0.2 C
+ 30 cycles at 1 C
after 20 cycles at 0.05 A/g
+ 30 cycles at 0.125 A/g
after 50 cycles from 0.1 C to 0.5 C
after 50 cycles at 1 C

160 mAh/g
177 mAh/g
160 mAh/g
200 mAh/g
175 mAh/g

after 50 cycles from 0.2 C to 5 C

150 mAh/g

after 50 cycles at 0.5 C

189 mAh/g

after 50 cycles at 1 C

190 mAh/g

after 50 cycles at 1 C

175 mAh/g

after 50 cycles at 0.02 A/g

Oxides Lix My Oz (others)
LiMn2 O4 vs. Li [191]
LiMn2 O4 vs. Li [192]
LiMn2 O4 vs. Li [193]
LiMn2 O4 vs. Li [194]
LiMn2 O4 vs. Li [198]
LiMn2 O4 vs. Li [199]
LiMn11/6 Co1/6 O4 vs. Li [201]
LiNi0.5 Mn1.5 O4 vs. Li [206]
LiNi0.5 Mn1.5 O4 vs. Li [207]
LiNi0.5 Mn1.5 O4 vs. Li [208]
LiNi0.5 Mn1.5 O4 /C vs. Li [210]
LiNi0.5 Mn1.47 Ti0.03 O4 vs. Li [211]
LiNi0.5 Mn1.4 Fe0.1 Ti0.03 O4 vs. Li [212]
LiNi0.5 Mn1.4 Ru0.1 Ti0.03 O4 vs. Li [212]
LiNi0.3 Mn1.5 Co0.2 O4 vs. Li [213]
LiNi0.45 Mn1.5 Co0.05 O4 vs. Li [214]
Li4 Ti5 O12 vs. Li [216]
Li4 Ti5 O12 vs. Li [217]
Li4 Ti5 O12 /C vs. Li [219]
Li4 Ti5 O12 vs. Li [220]
Li4 Ti5 O12 vs. Li [222]
Li4 Ti5 O12 vs. Li [223]
Li4 Ti5 O12 /C vs. Li [226]
Li4 Ti5 O12 vs. Li [229]
Li4 Ti5 O12 /C vs. Li [230]
Li4 Ti5 O12 vs. Li [233]
Li4 Ti5 O12 vs. Li [234]
Li4 Ti5 O12 /C vs. Li [235]
Li4 Ti5 O12 /TiO2 vs. Li [236]
Li4 Ti5 O12 vs. Li [239]
Li4 Ti5 O12 vs. Li [240]
Li4 Ti5 O12 /C vs. Li [241]
Li4.3 Ti5 O12 /C vs. Li [242]
Li4.3 Ti5 O12 vs. Li [243]
Li4 Ti5 O12 /C vs. Li [245]

113 mAh/g
117 mAh/g
110 mAh/g
113 mAh/g
113 mAh/g
106 mAh/g
112 mAh/g
135 mAh/g
132 mAh/g
118 mAh/g
130 mAh/g
125 mAh/g
170 mAh/g
180 mAh/g
115 mAh/g at
60 ◦ C
126 mAh/g
147 mAh/g at
50 ◦ C
150 mAh/g
150 mAh/g
150 mAh/g
160 mAh/g
175 mAh/g
165 mAh/g
211 mAh/g
155 mAh/g
162 mAh/g
170 mAh/g
164 mAh/g
168 mAh/g
168 mAh/g
172 mAh/g
142 mAh/g
132 mAh/g
140 mAh/g
158 mAh/g
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after 50 cycles at 1 C
after 50 cycles at 0.2 C
after 50 cycles at 0.2 C
after 50 cycles at 1 C
after 50 cycles at 1 C
after 50 cycles at 0.5 C
after 50 cycles at 0.2 C
after 50 cycles at 0.15 C
after 50 cycles at 0.1 C
after 50 cycles at 2 C
after 50 cycles at 0.5 C
after 50 cycles from 0.05 C to 5 C
after 50 cycles at 0.5 C
after 50 cycles at 0.5 C
after 50 cycles at 3.5 C
after 50 cycles at 0.15 C
after 50 cycles at 1 C
after 50 cycles at 1 C
after 50 cycles at 2 C
after 50 cycles at 1 C
after 50 cycles at 1 C
after 50 cycles at 0.2 C
after 50 cycles at 1 C
after 50 cycles at 2 C
after 50 cycles at 1 C
after 50 cycles at 1 C
after 50 cycles at 1 C
after 50 cycles at 1 C
after 50 cycles at 1 C
after 50 cycles at 1 C
after 50 cycles at 1 C
after 50 cycles at 10 C
after 50 cycles at 3 C
after 50 cycles at 1 C
after 50 cycles at 5 C
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Table 3. Cont.
Compound Type, Formulas and
References
Li4 Ti5 O12 /C vs. Li [246]
Li4 Ti5 O12 /C vs. Li [247]
Li4 Ti5 O12 /C vs. Li [248]
Li4 Ti5 O12 vs. Li [249]
Li3.98 Al0.06 Ti4.96 O12 /C vs. Li [250]
Li1.1 V3 O8 /C vs. Li [254]
LiV3 O8 vs. Li [255]
Li3 VO4 /C vs. Li [258]
Li3 VO4 /C vs. Li [259]
Li3 VO4 /C vs. Li [260]
Li4 Mn5 O12 vs. Li [262]

Discharge Capacity after 50 Cycles
167 mAh/g
143 mAh/g
146 mAh/g
168 mAh/g
160 mAh/g
225 mAh/g
260 mAh/g
315 mAh/g
400 mAh/g
395 mAh/g
128 mAh/g

after 50 cycles at 0.1 C
after 50 cycles at 1 C
after 50 cycles at 2 C
after 50 cycles at 1 C
after 50 cycles at 1 C
after 50 cycles at 0.33 C
after 50 cycles at 0.125 A/g
after 50 cycles at 10 C
after 50 cycles at 0.2 C
after 50 cycles at 0.5 C
after 50 cycles at 0.5 C

102 mAh/g
95 mAh/g

after 50 cycles at 0.1 C
after 50 cycles from 0.1 C to 5 C

85 mAh/g

after 50 cycles at 4 C

50 mAh/g

after 50 cycles at 4 C

Oxides Nax My Oz
Na2/3 Ni1/3 Mn2/3 O2 vs. Na [263]
Na2 Ti3 O7 vs. Na [265]
Na4 Mn9 O18 /C in aqueous Na-ion
battery [266]
Na4 Mn9 O18 /C in aqueous Na-ion
battery [267]
Phosphates
LiFePO4 /C vs. Li [271]
LiFePO4 /C vs. Li [273]
LiFePO4 /C vs. Li [275]
LiFePO4 /C vs. Li [276]
LiFePO4 /C vs. Li [278]
LiFePO4 /C vs. Li [281]
LiFePO4 /C vs. Li [282]
LiFePO4 /C vs. Li [283]
LiFePO4 /C vs. Li [284]
LiFePO4 /C vs. Li [285]
LiFePO4 /C vs. Li [286]
LiFePO4 /C vs. Li [289]
LiFePO4 /C vs. Li [290]
LiFePO4 /C vs. Li [291]
LiFePO4 /C vs. Li [292]
LiFePO4 /C vs. Li [293]
LiFePO4 /C vs. Li [294]
LiFePO4 /C vs. Li [295]
LiFePO4 /C vs. Li [296]
LiFePO4 /C vs. Li [298]
LiFePO4 /C vs. Li [299]
LiFePO4 /C vs. Li [300]
LiFePO4 /C vs. Li [304]
LiFePO4 /C vs. Li [305]
LiFePO4 /C vs. Li [306]
LiFePO4 /C vs. Li [307]
LiFePO4 /C vs. Li [308]
LiFePO4 /C vs. Li [309]
LiFe0.6 Mn0.4 PO4 /C vs. Li [315]
LiFe0.6 Mn0.4 PO4 /C vs. Li [316]
LiMn0.5 Fe0.5 PO4 /C vs. Li [318]
LiMn0.6 Fe0.4 PO4 /C vs. Li [312]
LiMn0.7 Fe0.3 PO4 /C vs. Li [319]
LiMn0.75 Fe0.25 PO4 /C vs. Li [310]
LiMn0.8 Fe0.2 PO4 /C vs. Li [313]
LiMn0.8 Fe0.2 PO4 /C vs. Li4 Ti5 O12 [313]
LiMn0.8 Fe0.2 PO4 /C vs. Li [314]
LiMn0.85 Fe0.15 PO4 /C vs. Li [317]
LiMn0.85 Fe0.15 PO4 /C vs. Li [320]
Li(Mn0.85 Fe0.15 )0.92 Ti0.08 PO4 /C
vs. Li [323]

159 mAh/g
156 mAh/g
137 mAh/g
110 mAh/g
154 mAh/g
160 mAh/g
150 mAh/g
160 mAh/g
159 mAh/g
130 mAh/g
110 mAh/g
110 mAh/g
123 mAh/g
162 mAh/g
156 mAh/g
120 mAh/g
140 mAh/g
137 mAh/g
149 mAh/g
100 mAh/g
147 mAh/g
142 mAh/g
110 mAh/g
110 mAh/g
120 mAh/g
137 mAh/g
152 mAh/g
105 mAh/g
137 mAh/g
150 mAh/g
150 mAh/g at
55 ◦ C
425 Wh/kg
145 mAh/g
120 mAh/g
138 mAh/g
122 mAh/g
132 mAh/g
136 mAh/g
136 mAh/g
144 mAh/g
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after 50 cycles at 1 C
after 50 cycles at 1 C
after 50 cycles at 1 C
after 50 cycles at 1 C
after 50 cycles at 1 C
after 50 cycles at 0.1 C
after 50 cycles at 1 C
after 50 cycles at 1 C
after 50 cycles at 0.1 C
after 50 cycles at 5 C
after 50 cycles from 0.1 C to 2 C
after 50 cycles at 10 C
after 50 cycles at 10 C
after 50 cycles at 0.5 C
after 50 cycles at 1 C
after 50 cycles at 10 C
after 50 cycles at 2 C
after 50 cycles from 0.1 C to 4 C
after 50 cycles at 1 C
after 50 cycles at 3 C
after 50 cycles at 3 C
after 50 cycles at 0.1 C
after 50 cycles at 10 C
after 50 cycles at 10 C
after 50 cycles at 10 C
after 50 cycles at 1 C
after 50 cycles at 1 C
after 50 cycles at 1 C
after 50 cycles at 2 C
after 50 cycles at 0.5 C
after 50 cycles at 1 C
after 50 cycles at 10 C
after 50 cycles at 5 C
after 50 cycles at 10 C
after 50 cycles at 5 C
after 50 cycles at 1 C
after 50 cycles at 5 C
after 50 cycles at 1 C
after 50 cycles at 1 C
after 50 cycles at 1 C
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Table 3. Cont.
Compound Type, Formulas and
References
LiMn0.97 Fe0.03 PO4 /C vs. Li [311]
LiMnPO4 /C vs. Li [321]
LiVOPO4 vs. Li [324]
Li3 V2 (PO4 )3 /C vs. Li [325]
Li3 V2 (PO4 )3 /C vs. Li [326]
Li3 V2 (PO4 )3 /C vs. Li [327]
Li3 V2 (PO4 )3 /C vs. Li [328]
Li3 V2 (PO4 )3 /C vs. Li [329]
Li3 V2 (PO4 )3 /C vs. Li [330]
Li3 V2 (PO4 )3 /C vs. Li [332]
Li3 V2 (PO4 )3 /C vs. Li [333]
Li3 V2 (PO4 )3 /C vs. Li [334]
Li3 V2 (PO4 )3 /C vs. Li [335]
NaTi2 (PO4 )3 /C vs. Na [339]
NaTi2 (PO4 )3 /C vs. Na [340]
NaTi2 (PO4 )3 /C vs. Na3 V2 (PO4 )3 /C
[340]
Na3 V2 (PO4 )3 /C vs. Na [342]
Na3 V2 (PO4 )3 /C vs. Na [344]
Na3 V2 (PO4 )3 /C vs. Na [345]
Na3 V1.95 Cu0.05 (PO4 )3 /C vs. Na [346]

Discharge Capacity after 50 Cycles
158 mAh/g
96 mAh/g
50 mAh/g
143 mAh/g
100 mAh/g
127 mAh/g
131 mAh/g
149 mAh/g
118 mAh/g
123 mAh/g
131 mAh/g
138 mAh/g
94 mAh/g
110 mAh/g
128 mAh/g

after 50 cycles at 0.5 C
after 50 cycles at 0.05 C
after 50 cycles at 0.2 C
after 50 cycles at 20 C
after 50 cycles from 0.2 C to 20 C
after 50 cycles at 0.1 C
after 50 cycles at 0.02 A/g
after 50 cycles at 10 C
after 50 cycles from 0.1 C to 5 C
after 50 cycles at 2 C
after 50 cycles at 0.1 C
after 50 cycles at 1 C
after 50 cycles at 1 C
after 50 cycles from 0.2 C to 4 C
after 50 cycles from 0.1 C to 5 C

98 mAh/g

after 50 cycles at 10 C

92 mAh/g
103 mAh/g
93 mAh/g
103 mAh/g

after 50 cycles at 10 C
after 50 cycles at 5 C
after 50 cycles at 5 C
after 50 cycles at 20 C

87 mAh/g
62 mAh/g
645 mAh/g

after 50 cycles at 0.1 C
after 50 cycles at 1 C
after 50 cycles at 0.1 C

137 mAh/g
140 mAh/g
138 mAh/g
157 mAh/g

after 50 cycles at 1 C
after 50 cycles at 0.1 C
after 50 cycles at 2 C
after 50 cycles at 0.5 C

800 mAh/g
350 mAh/g
510 mAh/g
700 mAh/g
490 mAh/g

after 50 cycles at 0.1 A/g
after 50 cycles at 0.1 A/g
after 50 cycles at 0.5 A/g
after 50 cycles at 0.5 A/g
after 50 cycles at 0.3 A/g

1050 mAh/g

after 50 cycles at 1 A/g

Pyrophosphates
Na2 FeP2 O7 /C vs. Na [347]
Na2 FeP2 O7 /C vs. hard carbon [347]
SnP2 O7 /C vs. Li [348]
Silicates
Li2 FeSiO4 /C vs. Li [349]
Li2 FeSiO4 /C vs. Li [350]
Li1.95 Na0.05 FeSiO4 /C vs. Li [351]
Li2 Fe0.5 V0.5 SiO4 /C vs. Li [352]
Sulﬁdes and selenides
MoS2 /C vs. Li [353]
MoS2 /C vs. Na [353]
FeSe2 /C vs. Na [354]
MnS/C vs. Li [114]
NiS/C vs. Na [375]
Composites (not with carbon)
Sn–Sn2 Co3 @CoSnO3 –Co3 O4
vs. Li [355]
0.5 LiNi0.5 Mn1.5 O4 -0.5 Li7 La3 Zr2 O12
vs. Li [357]
3Li4 Ti5 O12 .NiO [358]
9 LiFePO4 -1 Li3 V2 (PO4 )3 /C
vs. Li [362]
3 LiFePO4 -1 Li3 V2 (PO4 )3 /C
vs. Li [360]
0.7 LiFePO4 -0.3 Li3 V2 (PO4 )3 /C
vs. Li [359]
2 LiFePO4 -1 Li3 V2 (PO4 )3 /C
vs. Li [361]
1 LiMnPO4 -1 Li3 V2 (PO4 )3 /C
vs. Li [364]
1 LiMnPO4 -2 Li3 V2 (PO4 )3 /C
vs. Li [365]
Si-FeSi2 -Cu3.17 Si vs. Li [366]
MoS2 –Ni9 S8 vs. Na [367]
MoSe2 -NiSe-C vs. Na [367]

116 mAh/g

after 50 cycles at 1 C

240 mAh/g

after 50 cycles at 1 C

154 mAh/g

after 50 cycles at 1 C

152 mAh/g

after 50 cycles at 1 C

120 mAh/g

after 50 cycles
from 0.03 A/g to 1.5 A/g

143 mAh/g

after 50 cycles at 0.1 C

123 mAh/g

after 50 cycles at 0.1 C

130 mAh/g

after 50 cycles at 0.1 C

410 mAh/g
500 mAh/g
390 mAh/g

after 50 cycles at 0.5 C
after 50 cycles at 0.5 A/g
after 50 cycles at 0.5 A/g
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Abstract: The role of iron in view of its further utilization in chemical processes is presented, based
on current knowledge of its properties. The addition of iron to a catalyst provides redox functionality,
enhancing its resistance to carbon deposition. FeOx species can be formed in the presence of an oxidizing
agent, such as CO2 , H2 O or O2 , during reaction, which can further react via a redox mechanism with the
carbon deposits. This can be exploited in the synthesis of active and stable catalysts for several processes,
such as syngas and chemicals production, catalytic oxidation in exhaust converters, etc. Iron is considered
an important promoter or co-catalyst, due to its high availability and low toxicity that can enhance the
overall catalytic performance. However, its operation is more subtle and diverse than first sight reveals.
Hence, iron and its oxides start to become a hot topic for more scientists and their findings are most
promising. The scope of this article is to provide a review on iron/iron-oxide containing catalytic systems,
including experimental and theoretical evidence, highlighting their properties mainly in view of syngas
production, chemical looping, methane decomposition for carbon nanotubes production and propane
dehydrogenation, over the last decade. The main focus goes to Fe-containing nano-alloys and specifically
to the Fe–Ni nano-alloy, which is a very versatile material.
Keywords: role of iron; CO2 utilization; chemical looping; nano-alloys; carbon; hydrocarbon
conversion; dehydrogenation

1. Introduction and Motivation
Iron is one of the most abundant elements in the earth’s crust composing 5% of it, and
iron oxides have proven to be valuable materials to mankind over the years, starting from the
pre-historic age where iron oxide containing ochre pigments were used to decorate cave walls
(Figure 1). Fe3 O4 containing rocks were man’s ﬁrst experience with magnetism, while compass-like
instruments based on Fe3 O4 were already exploited for religious purposes in China around 200 BC [1].
The development of Fe3 O4 -based compasses for navigation occurred in Europe approximately around
850 AD. Throughout the 20th century, iron oxides were at the forefront of discovery in science.
For example, Fe3 O4 as Fe2+ Fe3+ 2 O2− 4 was one of the ﬁrst spinel structures solved by Bragg in 1915 [2]
and Verwey discovered one of the ﬁrst metal–insulator transitions in Fe3 O4 in 1939.
Iron is involved in several biological processes. Proteins containing iron can be found in all living
organisms [3,4]. In humans, an iron–protein, hemoglobin, is responsible for oxygen transport from
the lungs to the rest of the body and for the blood color (Figure 1). Iron oxides, like Fe3 O4 , aid the
navigation of magnetotactic bacteria [5], and it is thought that they play a similar role in the beaks of
homing pigeons, while they have also been discovered in the human brain and other body tissues in
unknown amounts.
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Figure 1. Use of iron/iron oxides throughout mankind [6–8].

Recently, there has been a resurgence of research into iron oxide materials for chemical/catalytic
application [9–15]. Tartaj and co-workers [16] describe in their article entitled “The Iron Oxides Strike
Back: . . . ” how the exciting properties of iron oxides, coupled to their low toxicity, stability and economic
viability, make them ideal for applications in a broad range of emerging fields. As one of the most
significant earth oxides, iron oxide can be employed in the development of active and stable catalytic
materials for reforming reactions to produce syngas [17–21], for production of chemicals [22–24], such
as allyl alcohol [25,26], as an active component for catalytic oxidation in exhaust converters [27,28],
for hydrodeoxygenation [29,30] and hydrogenation [31,32] reactions, for hydrogen sulﬁde removal
from sewage [33], for electrochemical reduction of CO2 [34], in batteries [35], in chemical looping
processes [36–40], in water gas shift reaction [41–44], etc. The use of iron in the proton exchange
membrane (PEM) fuel cells [43,45] has also attracted special interest. Sebastian and co-workers [46]
utilized Fe–N–C based catalyst as cathode in a direct methanol fuel cell (DMFC) in order to efﬁciently
produce power. They reported an outstanding performance even at high methanol concentration, while
at high temperature the catalyst displayed a similar current–time behavior to a membrane–electrode
assembly based on a Pt cathode. Galvita and co-workers [47] suggested the use of iron-based materials
for energy storage. Their concept includes a reactor conﬁguration consisting of two chambers, both
utilizing iron-based materials. Initially, the materials in the two chambers are reduced to metallic form,
thus “charging” the reactor. In the second “discharging” step, steam is fed to the inner chamber, while
air is sent to the outer. Hydrogen is produced by the inner chamber, whereas the external chamber is
used for heat generation. Apart from iron, the external chamber contains a Ni-based layer, which is
pyrophoric, in order to enable the startup of heat generation at room temperature under air ﬂow.
In many of the aforementioned applications, the interest in iron is associated with the unique
ability of the oxides to be reduced and then re-oxidized by H2 O/CO2 [48]. Based on these iron
oxide redox properties, a new reforming process has been developed by Buelens and co-workers [49],
termed as “super-dry reforming”. The authors efﬁciently transformed CO2 from waste product to
CO. They used Fe2 O3 supported on MgAl2 O4 as a solid oxygen carrier material (OCM), where three
molecules of CO2 are consumed per one CH4 , resulting in an enhanced CO production.
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All of the above highlight the importance of iron/iron oxide systems, especially in the ﬁeld of
catalysis. Scientists consider iron-based materials as promising candidates to be employed in various
chemical applications, like syngas production, chemical looping, methane decomposition for carbon
nanotubes production and propane dehydrogenation. Therefore, this work focuses on reviewing the
progress that has been made in the past few years, trying to unravel the role of iron in Fe-containing
materials for sustainable application in chemical processes.
2. Fe in CeO2 for Chemical Looping
Chemical looping is a cyclic process where in the ﬁrst half cycle, the materials undergo reduction
through release of lattice oxygen producing e.g., CO, CO2 or H2 O. In the second half cycle the oxygen
vacancy in the lattice is reﬁlled due to the reaction with an oxidizing gas, such as O2 , CO2 or H2 O,
resulting in the production of CO or H2 [50]. Key properties for chemical looping are the reducibility
of the carrier, its cost, toxicity, thermal stability and attrition resistance. Oxides of Ni, Cu, Mo, and
Fe, are typically used as oxygen carriers [51,52]. Among these, iron oxides stand out because of their
natural abundance and high reoxidation capacity with CO2 or H2 O over a wide range of operating
conditions (700–1000 ◦ C). However, pure iron oxides tend to deactivate rapidly [53,54]. The major
factor for deactivation in pure iron oxide materials is sintering. To overcome this challenge, iron oxides
are often modiﬁed with other oxide materials, e.g., MgO, TiO2 [55], Al2 O3 [56], CeO2 [57], ZrO2 [58,59],
CeZrO2 [60], SiO2 [61], and MgAl2 O4 [57,62–64]. Certain promoters contribute towards the redox
reaction, alongwith iron oxide. These are therefore termed chemically active promoters, e.g., CeO2 ,
CeZrO2 among the latter, CeO2 stands out as it has high activity toward methane oxidation by lattice
oxygen, as well as reasonable H2 O or CO2 reoxidation capacity [65].
The interaction between Ce and Fe was found to induce structural modiﬁcation and stabilization
of iron oxides, making it an ideal candidate for promoting iron oxide in a chemical looping process.
CeO2 improves the activity of Fe2 O3 toward selective CH4 oxidation by lattice oxygen, as well as
the re-oxidation capacity by H2 O or CO2 [50,57,66]. The interaction can be established through the
formation of a solid solution where Fe3+ cations dissolve in the ceria structure. The evolution of the
Fe2 O3 –CeO2 structure as a function of composition is shown in Figure 2. In general, the formation
of a solid solution between CeO2 and MeOx (Me = Mn, Fe, or Cu) is responsible for enhancing the
CeO2 reducibility compared with pure CeO2 [48,65,67]. CeO2 has a ﬂuorite structure, with each Ce4+
cation surrounded by eight equivalent nearest O2− , that form the corners of a cube. When Ce4+ ions
are replaced by lower valence cations, an oxygen vacancy or lattice defect can be created, which is
considered to be the most reactive site. Both surface and bulk oxygen vacancies tend to form within
CeO2 , the former being suitable for adsorption purposes.

Figure 2. Schematic illustration of mixed CeO2 –Fe2 O3 samples, based upon ICP composition, XRD
patterns, STEM, EDX, and EELS. Obtained from [65].
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Although the reduction at the surface of Fe2 O3 –CeO2 is independent of whether CeO2 is present
or not, after consuming the available surface oxygen for CH4 oxidation, oxygen can be transferred
from bulk to surface more rapidly in Fe2 O3 –CeO2 than in Fe2 O3 . This was ascribed to the CeO2
additive, creating oxygen vacancies in the solid solution. These vacancies are able to quickly transfer
oxygen from the bulk to the surface of the oxygen carrier material through vacancy diffusion or even
oxygen tunnels formed by vacancies. According to reported CH4 -TPR proﬁles [50] for both CeO2 and
Fe2 O3 –CeO2 samples, the removal of the most reactive oxygen mainly occurs at lower temperatures
(773–823 K), giving rise to deep oxidation of CH4 to CO2 , while CO is the main product at higher
temperature (>873 K). Pure CeO2 shows a high CH4 oxidation activity at a temperature around 923 K
due to the high consumption rate of surface lattice oxygen. In comparison to the proﬁle of CeO2 ,
Ce0.9 Fe0.1 O2−δ shows a dramatic decrease of CO2 production with an increase in production of partial
oxidation reaction products. The Fe2 O3 –CeO2 mixed oxides with Fe content above 0.5 fail to increase
the conversion of CH4 and show a decline in CO selectivity, which is due to the increasing amount
of pure Fe yielding deep oxidation products. Therefore, an equal weight loading of Fe and Ce can
maximally promote the reactivity for redox reactions of the material [48,50].
Overall, three types of deactivation were identiﬁed for the Fe2 O3 –CeO2 materials: (1) Fe extraction
from the solid solution Ce1−x Fex O2 , (2) perovskite formation (CeFeO3 ) and (3) sintering. The extraction
of Fe from the Ce1−x Fex O2−x occurs very fast. It leads to lower reducibility of CeO2 , but at the same
time provides more iron oxide storage capacity by setting free extra Fe. CeFeO3 perovskite formation
leads to loss of oxygen storage capacity as it is non-reducible at temperatures lower than 1073 K.
Finally, sintering is a slow process which continues throughout cyclic operation. It causes crystallites
to grow in size, thereby increasing the diffusion time of bulk oxygen to the surface. Hence, a lower
degree of reduction is reached in a given reduction time and upon re-oxidation with CO2 , a lower CO
yield is obtained. The relative importance of these deactivation types depends on the composition of
the oxygen storage materials. In iron rich samples deactivation is predominantly caused by sintering
of iron oxides. Fe extraction is of minor importance given the composition of this material. Similarly,
perovskite formation may occur, but will hardly affect the cycling productivity. In ceria rich samples,
all three types of deactivation occur. Compared to pure Fe2 O3 , sintering as the main deactivation type
is tempered by the strategy of decorating Fe2 O3 with CeO2 nanoparticles.
3. Fe in Spinels for Chemical Looping
One of the most common iron containing chemical compounds with spinel structure is Fe3 O4 .
It naturally occurs as the mineral magnetite, containing Fe2+ and Fe3+ ions. Nano-Fe3 O4 has recently
gained attention as heterogeneous catalyst due to its environmental compatibility, simple handling
and ease of recovery using an external magnetic ﬁeld [68–70]. There are many reports in literature
using Fe3 O4 -based materials in environmental applications [69,71], in Fenton-like processes [68,72]
and in wastewater treatment [9,73,74].
Iron can also form spinel phases with aluminum and magnesium, depending on the applied conditions
during the catalyst synthesis, e.g., calcination temperature, resulting in FeAl2 O4 and MgFe2 O4 structures,
respectively [75,76]. These materials have been used as oxygen storage during chemical looping processes,
preventing the sintering of Fe particles and thus increasing the process stability. Ferrites have also
been utilized for oxidation of alcohols to the corresponding ketones or aldehydes [77,78]. However, the
aforementioned iron spinel structures require higher reduction/oxidation temperature, resulting in more
severe operating conditions [79,80]. On the other hand, Dharanipragada and co-workers [81] synthesized
a novel material, combining Al3+ , Fe3+ and Mg2+ in one spinel structure, forming a MgFex Al2−x O4
material that was used for oxygen storage during chemical looping for CO2 to CO conversion.
They concluded that at low Fe loading (<30 wt %), most of the iron is in a spinel structure with
magnesium aluminate. Even though Fe incorporated inside the spinel has lower oxygen storage
capacity compared to Fe2 O3 supported on the MgFex Al2−x O4 material (Figure 3), the stabilization of
Fe in the spinel structure results in an improved performance.
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Figure 3. Oxygen storage capacity of MgFex Al2−x O4 materials as a function of the Fe2 O3 content.
Note that when Fe2 O3 loading is less than 30 wt %, it is completely incorporated into the spinel
structure without separate Fe2 O3 phases.
phase. Obtained from [81].

♦: iron incorporated in spinel structure; Ƶ: separate Fe2 O3

The occurrence of a separate Fe2 O3 phase will drastically increase the oxygen storage capacity
of the material. When Fe is fully incorporated into the spinel, redox cycling proceeds between Fe3+
and Fe2+ , based on Mossbauer spectra [81]. On the other hand, for the materials with higher Fe2 O3
loadings, the cycling of MgFex Al2−x O4 + Fe2 O3 will change the Fe oxidation state between Fe3+ and
Fe2+ in the spinel and between Fe3+ and Fe0 in the separate iron oxides. However, the latter materials
do suffer from severe sintering. Figure 4 shows that already after ﬁve isothermal cycles under H2 /CO2
at 1023 K, the crystallite size for Fe2 O3 in MgFex Al2−x O4 with 50 wt % Fe2 O3 increased from 60 to
80 nm, while the size of the MgFex Al2−x O4 remained stable at 10–22 nm [81]. This implies that the
incorporation of Fe inside the lattice of the magnesium aluminate spinel structure can greatly improve
the stability of the material during chemical looping, alternating between reducing and oxidizing
environment. And this stability of the material determines the economics of the process [48,82–84].

Figure 4. Crystallite size of Fe2 O3 and MgFex Al2−x O4 phases in the samples, as calculated based on
XRD using the Scherrer equation. As-prepared: () MgFex Al2−x O4 and (Δ) Fe2 O3 ; () MgFex Al2−x O4
and () Fe3 O4 after 5 isothermal redox cycles of H2 /CO2 at 1023 K. Obtained from [81].

The MgFe0.14 Al1.86 O4 spinel structure with 10 wt % Fe2 O3 (x = 0.14) shows the highest stability
during isothermal H2 /CO2 cycles without any Fe2 O3 phase segregation (Figure 5). Dharanipragada and
co-workers [85] further examined the reduction kinetics of this MgFe0.14 Al1.86 O4 using XRD and in-situ
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QXANES at the Fe–K edge. They found that Fe is incorporated in the octahedral sites of the spinel,
replacing Al in the lattice.

Figure 5. CO yield in CO2 to CO conversion as a function of isothermal H2 -CO2 redox cycles for
MgFex Al2−x O4 and Fe2 O3 /MgFex Al2−x O4 with ( ) 10 wt % Fe2 O3 (MgFe0.14 Al1.86 O4 ) and () 90 wt %
Fe2 O3 . Each cycle (16 min) is composed of 4 min H2 (5% in Ar), 4 min He, 4 min CO2 (100%) and 4 min
He at 1123 K. All the gas ﬂows were 1.1 NmL/s. Obtained from [81].

During reduction, 55% of Fe could be reduced from 3+ to 2+, with the rest remaining identical to
the “as-prepared” state. A shrinking core model was proposed [85], where initially the external surface
of the solid is involved in the reaction (reduction). The reduced layer then thickens, depending on the
exposure time under reducing environment, enclosing a shrinking core of unreacted solid (Figure 6).
This shrinking core model provided an adequate description for the transition from Fe3+ to Fe2+ in the
MgFe0.14 Al1.86 O4 material (top right inset of Figure 6).

Figure 6. Schematic representation of the shrinking core model in a MgFex Al2−x O4 crystallite. Top right
inset: Observed and calculated conversion proﬁle of Fe3+ based on pre-edge ﬁtting of QXANES spectra
from MgFe0.14 Al1.86 O4 . Obtained from [85].

On the crystallite scale, the solid-solid transformations are governed by three phenomena
according to Dharanipragada and co-workers [85]: (1) Reaction of surface oxygen with H2 , forming
H2 O, (2) reduction of MgFex 3+ Al2−x O4 to MgFex 2+ Al2−x O4 at the interface between unreacted core of
the crystallite and reduced material and (3) oxygen diffusion from the core through the reduced layer
to the surface, where the reaction takes place.
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Fe-based spinel materials and more speciﬁcally the MgFex Al2−x O4 , are recently receiving more
attention as they combine good redox properties and thermal stability. They can be applied to
many processes varying from pollutants removal, e.g., SO2 [86] and chemical looping [81] to syngas
production via catalytic steam and/or dry reforming.
4. Fe in Nano-Alloys for Catalysis
Many applications of iron use it in alloyed form, steel being the most famous Fe-containing
alloy. In catalysis, Fe-containing nano-alloys are often used, e.g., in bimetallic nano-alloys combined
with a noble metal or non-noble element. Yfanti and co-workers [70] used Fe–Pt catalysts for
hydrodeoxygenation of glycerol. They reported an electronic interaction between Fe and Pt, which
increased the glycerol conversion, compared to the monometallic Pt. By increasing the Fe content,
the catalyst surface structure was changed, as the iron oxide clusters started to cover the Pt particles.
This resulted in a slight decrease in the main product selectivity, 1,2-propanediol, but at the same time,
the stability of the catalyst was increased. The improved catalytic performance was attributed to the Fe
addition as it enhanced the carbon-resistance of the catalyst and prevented the sintering of Pt particles.
Saravanan and co-workers [87] used Fe–Pt catalysts for the oxidation of indoor pollutants, such as
CO and benzene, in a temperature range of 298–473 K, demonstrating that they can be a possible
alternative for the existing monometallic Pt catalysts. The authors concluded that the intermetallic
phase PtFe3 is more active than the Pt3 Fe. On the other hand, Jiang and co-workers [88] used Fe–Pd
bimetallic catalysts with a core-shell structure for the oxygen reduction reaction (ORR) as an alternative
to Pt-based catalysts. They demonstrated that Fe–Pd had a robust catalytic activity and durability
in ORR.
There is a number of studies in literature indicating the promoting effect of Fe to Rh-based
catalysts for syngas conversion to C2+ oxygenates, such as ethanol [23,24,89–92]. An alloy based on Fe
and Rh has been reported by Palomino and co-workers [91], who investigated the effect of alloying on
syngas conversion. They found that the addition of Fe increased the selectivity towards ethanol, but
partially suppressed the catalytic activity due to blocking or modifying of Rh active sites depending
on the Fe content. Similarly, Liu and co-workers [93] used Rh supported on SiO2 catalysts promoted
with Mn and Fe for CO hydrogenation towards light hydrocarbons and oxygenates. A trimetallic
Rh-Fe-Mn alloy was formed, with molar ratio of 1:0.15:0.10, that resulted in higher selectivities than
the bimetallic counterparts.
A synergetic effect of Fe and Ru supported on TiO2 was reported by Phan and co-workers [94]
during anisole hydrodeoxygenation reaction (HDO). The addition of Fe to the Ru/TiO2 catalyst altered
the surface properties, changing the reaction pathway. More speciﬁcally, the anisole conversion and
product distribution were affected by the Fe loading (Figure 7). The combination of Ru and Fe lead to
a higher selectivity of benzene and a lower selectivity of methoxycyclohexane, indicating that direct
deoxygenation (DDO) is the main reaction pathway. The enhanced performance with Fe was attributed
to the increased number of oxygen vacancies on the surface of the TiO2 support.
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Figure 7. Conversion and product distribution of the Rux Fe/TiO2 catalysts, during anisole
hydrodeoxygenation (HDO), in a stainless-steel batch reactor. Reaction conditions: 10 wt % anisole
(40 mL), catalyst (1.0 g), 200 ◦ C and 10 bar H2 for 3 h. Obtained from [94].

Tungsten forms alloy with Fe and retains functional properties (mechanical, magnetic, etc.) even
at elevated temperature, having a variety of applications in the industrial sector [95]. Tharamani and
co-workers used the Fe–W alloy as an anode in a methanol oxidative fuel cell with a H2 SO4
medium [95]. Shi and co-workers [96] used Cu–Fe bimetallic catalysts supported on carbon nanotubes
for the synthesis of higher alcohols from syngas. They found that the selectivity toward methanol
decreased, and the formation of C2+ –OH alcohols increased, reaching a selectivity of 68.8% for the best
candidate with a Fe:Cu atomic ratio of 1. A Fe–Co alloy phase was reported to form after reduction in
hydrogen by Koike and co-workers [97]. This Fe–Co catalyst was active for toluene steam reforming,
but deactivated due to oxidation of the alloy phase. The addition of hydrogen in the feed stream
resulted in higher activity.
In what follows, the bimetallic Ni-containing Fe nano-alloys will be discussed in detail as they
have an outstanding ability to limit surface carbon accumulation.
4.1. Fe–Ni Nano-Alloy
The preparation of a Fe–Ni alloy generally involves impregnation of their precursors on a
support material, calcination under air and reduction [20,98]. However, this might result in large and
non-uniform Fe–Ni particles [20]. According to the Fe–Ni phase diagram (Figure 8) [99], at least one
regular Ni-rich alloy with FeNi3 composition is known. Other Fe–Ni alloy structures with composition
NiFe, Ni3 Fe2 and Ni2 Fe have also been reported [100]. However, a bimetallic Fe–Ni system will most
likely contain a wide range of different structures of the nano-alloy, depending on the Fe/Ni ratio and
the applied temperature. Figure 8 shows that Ni and Fe, as well as their alloys, have similar melting
points. This implies that the surface migration and aggregation phenomena, which are correlated with
the Tammann temperature (=0.52·melting point), will be within the same temperature range.
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Figure 8. Phase diagram of the bimetallic Fe–Ni system. Obtained from [99].

Co-impregnation was used by Theofanidis and co-workers [17] to prepare Fe–Ni catalysts
supported on MgAl2 O4 . A surface area of 84.7 ± 5.8 and 47.6 ± 11.4 m2 ·g−1 was measured for
8 wt %Ni-5 wt %Fe and 8 wt %Ni-8 wt %Fe (Ni/(Ni + Fe) ratios of 0.6 and 0.5), respectively, after the
calcination step under air ﬂow (named as “as-prepared”). Similar values, in the range of 53–71 m2 ·g−1 ,
were obtained by Kustov and co-workers for Fe–Ni catalysts with different total metal loading and a
Ni/(Ni + Fe) ratio varying from 0 to 0.8, supported on MgAl2 O4 [100]. On the other hand, a Fe–Ni
catalyst supported on Mgx Aly Oz hydrotalcite has been reported to have higher surface area, in the
range of 172–175 m2 ·g−1 [101]. Li and co-workers [19] also prepared Fe–Ni, as a steam reforming
catalyst, using a hydrotalcite type of precursor. They obtained uniform Fe–Ni nanoparticles, with
particle size varying from 8.1 to 10.2 nm depending on the Ni/(Ni + Fe) ratio (from 0.4 to 0.9).
The crystalline phases of the Fe-Ni/MgAl2 O4 samples were determined by X-ray diffraction
(XRD). In the “as-prepared” state, NiO, NiAl2 O4 , NiFe2 O4 and Fe oxides were detected, depending on
the used support material [17,18,101]. Upon reduction, a bimetallic Fe–Ni nano-alloy with a crystallite
size of approximately 5–20 nm is formed (Figure 9), depending on the metal (Ni and Fe) loading,
shifting the main 2θ angle position to lower values than for metallic Ni [18,21,101]. The XRD pattern
after oxidation by CO2 (Figure 9) shows that the Fe–Ni alloy was decomposed to Ni and Fe3 O4 , while
the NiAl2 O4 and MgAl2 O4 support diffractions remained stable.
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Figure 9. Full XRD scans of MgAl2 O4 , as-prepared, reduced and re-oxidized 8 wt %Ni-5 wt %Fe/MgAl2 O4
(1 mL/s of 10%H2 /He mixture or CO2 at a total pressure of 101.3 kPa and 1123 K). The NiFe2 O4 phase
cannot be distinguished due to overlapping with Fe2 O3 . Reproduced from [17].

The Ni and Fe elements are uniformly distributed in the nano-alloy (Figure 10A) after reduction.
In contrast, after CO2 oxidation Ni and Fe particles are segregated (Figure 10B) and Fe is oxidized to
Fe3 O4 [17,22,102].

Figure 10. EDX element mapping of 8 wt %Ni-5 wt %Fe/MgAl2 O4 . (A) After H2 -reduction (1 mL/s of
5%H2 /Ar mixture at a total pressure of 101.3 kPa and 1123 K). (B) After CO2 oxidation (1 mL/s of CO2
at a total pressure of 101.3 kPa and 1123 K). Red and green colors correspond to Fe and Ni elements
respectively. Obtained from [17].

A schematic illustration of the Fe–Ni nano-alloy formation and decomposition is presented in
Figure 11. The alloy is decomposed during CO2 oxidation between 850 K and 1123 K yielding two
separate phases of Ni and Fe3 O4 (see the EDX elemental mapping image Figure 10B). Metallic Ni in
the bulk cannot be oxidized to NiO under CO2 ﬂow up to 1123 K. A subsequent H2 reduction step
leads again to the formation of a Fe–Ni nano-alloy [17].
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Figure 11. Schematic diagram of Fe–Ni nano-alloy formation and decomposition, depending on the
applied environment. Obtained from [17].

4.1.1. Activity during Methane Decomposition
Monometallic [103,104] and bimetallic Fe-based catalysts were extensively used for carbon
formation [105–107]. Even if the carbon formation and growth on catalysts is an undesired
phenomenon in reforming reactions, the synthesis of carbon nanotubes (CNT), a type of carbon
material with graphite layers and tubular structure, plays a very important role in the ﬁeld of
nanotechnology [105–107]. Carbon nanotubes were ﬁrst identiﬁed by Lijma [108]. They require
a source of elemental carbon, such as methane, and energy in order to be formed. The CNTs have
numerous properties like high surface area, electronic and thermal conductivity, tensile strength,
resistance to acidic/basic chemicals, making them ideal to be used in a variety of applications such as
catalyst supports, air and water ﬁltration, conductive adhesive, ﬁbers and fabrics, etc. [109].
Methane is often used as a carbon source and the understanding of its activation step, which
typically occurs over metals, is essential. The activation of CH4 only, without co-feed of other
reagents, under methane decomposition (MD) reaction conditions, at 1023 K and 1 bar under the
flow of 1 mL/s 50%CH4 -50%Ar, over monometallic Ni, Fe and bimetallic Fe–Ni, was investigated by
Theofanidis and co-workers [17]. Carbon accumulated according to the methane decomposition reaction
(CH4 → C + 2H2 ) [102]. After oxidation by CO2 , it was found that more carbon was deposited on the
bimetallic catalyst than on the monometallic ones, implying that the Fe–Ni alloy does not suppress
carbon formation. Wang and co-workers used Fe–Ni catalysts with different Ni/(Ni + Fe) ratios for
methane decomposition (Figure 12) in order to produce hydrogen and carbon nanotubes (Figure 13) [110].
They also found that the Fe–Ni alloy is active for methane decomposition. Figure 12A shows the methane
conversion as a function of time-on-stream (TOS) for three catalysts with Ni/(Ni + Fe) ratio of 1.0, 0.7 and
0.3 respectively. The monometallic Ni (Ni/(Ni + Fe) of 1.0) deactivated after 16 h TOS, while the Fe-rich
sample (Ni/(Ni + Fe) of 0.3) displayed almost no activity, as it was completely deactivated after less
than 2 h TOS. On the other hand, the bimetallic Fe–Ni catalyst with a Ni/(Ni + Fe) ratio of 0.7 had
a stable performance throughout 20 h TOS. They further examined the best candidate for the same
reaction for longer TOS (Figure 12B). The conversion dropped from 72% to 40% in the ﬁrst 50 h,
while hereafter the catalyst remained stable, even up to 210 h TOS. 56.2 g of carbon were produced,
Figure 12B, which equals 562 g of C/g of catalyst during the 210 h.
According
to
many
researchers,
the
carbon
accumulation
follows
the
deposition-diffusion-precipitation mechanism (or bulk diffusion mechanism) [110–113], where the
properties of the metal play a crucial role. The modiﬁcation of the Ni catalyst with Fe may increase
the carbon diffusion rate, thereby decreasing the surface carbon accumulation. Indeed, the diffusion
of carbon atoms in Fe is 3 orders of magnitude faster than in Ni [114]. The fast removal of carbon
atoms from the surface can suppress the reverse reaction of methane formation (C + 2H2 → CH4 ), thus
compensating for the lower methane decomposition rate of bimetallic Fe–Ni catalysts compared to
monometallic Ni. Indeed, Ni is more active than Fe for methane decomposition and hence the addition
of Fe is likely to reduce the carbon formation rate. As a result, the balance among carbon formation,
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diffusion and precipitation as carbon nanotube is maintained in Fe–Ni catalysts leading to improved
catalytic performance [110].

Figure 12. (A) Methane conversion over Fe–Ni catalysts with Ni/(Ni + Fe) ratio of 1.0, 0.7 and 0.3 as a
function of TOS at 873 K. (B) Long term test of a Fe–Ni catalyst with Ni/(Ni + Fe) ratio of 0.7 during
methane decomposition at 923 K. Reproduced from [110].

Figure 13. SEM image of carbon nanotubes produced over a Fe–Ni catalyst with Ni/(Ni + Fe) of
0.7 after 210 h TOS under methane decomposition at 923 K. Obtained from [110].

4.1.2. Activity during Syngas Production
Syngas production over Fe–Ni catalysts strongly depends on the composition of the nano-alloy
that is formed after the reduction process [17,21,101]. More speciﬁcally, the Fe–Ni catalysts are sensitive
to the Fe content and their activity is related to the employed Ni/Fe [17,21] or Ni/(Ni + Fe) ratio
(Figure 14A) [101].Wang and co-workers [21] found that the addition of Fe promoted the steam
reforming reaction in the range of Ni/Fe ≥ 2. On the other hand, Theofanidis and co-workers [17]
found a slight improvement in the activity of Ni-Fe catalysts in the same range of Ni/Fe ratio, while
the carbon deposition was suppressed remarkably. Pure Fe is twenty times less active than a pure
Ni catalyst for methane dry reforming (DRM) at 923 K, Figure 14B, with a CH4 consumption rate of
0.022 mol·s−1 ·kg−1 cat and 0.34 mol·s−1 ·kg−1 cat , respectively. However, pure Ni loses 30% of its activity
after only 10 h TOS. On the other hand, the bimetallic Ni-rich Fe catalysts, with Ni/(Ni + Fe) ratios of
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0.8 and 0.75 show an activity similar to pure Ni at 923 K, 0.32 and 0.25 mol·s−1 ·kg−1 cat , respectively.
Their stable performance is emphasized by their modest activity loss during 10 h TOS, by only 6.4%
and 4.0%, respectively [101].

Figure 14. (A) Rate of methane consumption (mol·min−1 ·kg−1 cat ) as a function of the amount of surface
Ni (mmol), during methane dry reforming. : Pure Ni; : Ni/(Ni + Fe) = 0.80; : Ni/(Ni + Fe) = 0.75;
: Ni/(Ni + Fe) = 0.5; Δ: Ni/(Ni + Fe) = 0.25 and : Pure Fe, all supported on Mgx Aly Oz and (B) rate of
methane consumption (mol·min−1 ·kg−1 cat ) as a function of time-on-stream (TOS) during DRM at 923 K.
Reproduced from [101].

The deposited carbon as a function of Ni/(Ni + Fe) ratio can be seen in Figure 15. Carbon filaments
start to grow as the Ni/(Ni + Fe) ratio approaches 1 (pure Ni) [115] after 4 h TOS. On the other hand, a
negligible amount of carbon was accumulated on bimetallic Fe–Ni with Ni/(Ni + Fe) ratio ≤ 0.6 (Figure 15).

Figure 15. Deposited carbon as a function of Ni/(Ni + Fe) ratio along with the SEM micrographs
of “spent” catalysts supported on MgAl2 O4 . Temperature 1023 K, CH4 :CO2 = 1:1, reaction time 4 h.
Reproduced from [17].
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During a stability test over longer time-on-stream for DRM at 1023 K (Figure 16), Theofanidis and
co-workers [116] observed a loss of 62% in the CH4 consumption rate of a bimetallic Fe–Ni catalyst
supported on MgAl2 O4 with Ni/(Ni + Fe) of 0.65. They examined carbon formation as a possible
reason for the deactivation. However, the deposited carbon was below detection limits after 24 h
TOS, implying that the addition of Fe increased the carbon-resistance of the catalyst during reforming
reactions. They also evaluated the reversibility of the observed deactivation. As much as 76% of the
catalyst initial activity could be restored [116]. Since no carbon was deposited, it was concluded that
sintering was at the origin of the irreversible deactivation that accounted for the persisting 24% of
activity loss. The reversible deactivation was attributed to Fe segregation from the Fe–Ni nano-alloy
structure. Indeed, an increase in CO/H2 ratio from 1.3 after 1 h TOS to 2.5 after 24 h TOS (Figure 16)
was observed, indicating a modiﬁcation in the nature of active sites during the reaction. As Fe is more
active for the reverse water-gas-shift reaction (RWGS: CO2 + H2 H2 O + CO) than Ni, its segregation
from the alloy leads to consumption of H2 and hence an increase in CO/H2 ratio. The Fe–Ni nano-alloy
can however be reconstructed upon regeneration and reduction steps.

Figure 16. CH4 consumption rate (molCH4 ·s−1 ·kg−1 metals ) and the produced CO/H2 ratio over
a bimetallic Fe–Ni catalyst with Ni/(Ni + Fe) = 0.65 during DRM at 1023 K (total pressure of
101.3 kPa and CH4 :CO2 = 1:1). Wmetals /F0 CH4 = 0.025 molCH4 ·s−1 ·kg−1 metals , XCH4 : from 62% to
24%. Reproduced from [116].

The ratio between reducing and oxidizing gases determines the material’s position in the
iron/iron oxides system and is as such very important for the stability of Fe containing alloys
(Figure 17) [22,49,117]. The outlet gas of a reforming reaction contains syngas, a mixture of CO
and H2 , both reducing gases, as well as unreacted CO2 and H2 O, from the reverse water-gas-shift
reaction, as oxidizing gases. The reduction potential of this gas mixture strongly depends on the
ratio between reducing and oxidizing gases. Indeed, the presence of CO2 or H2 O in the reaction
mixture signiﬁcantly decreases the achieved reduction degree of iron oxide because they both act as
oxidizing agents. The ratio Rc , or reduction capacity, which indicates the reducing strength of the gas
composition, can be expressed as follows:
Rc = (CO + H2 )/(CO2 + H2 O)
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Figure 17. Phase diagram showing the equilibrium lines between Fe3 O4 , FeO and Fe as a function of
temperature and reduction capacity in presence of:
H2 /H2 O;
H2 /CO/H2 O/CO2 (equimolar
amount of C and H2 corresponding with a feed of CH4 + CO2 );
CO/CO2 . Obtained from [49].

However, during methane reforming, iron involved in the CO2 or H2 O activation will be
segregated from the Fe–Ni alloy [118], even under an overall reducing environment (Rc > 1).
This redistribution of elements could eventually result in Fe species located on top of alloy
particles [101,116]. Wang and co-workers examined Fe–Ni catalysts supported on Al2 O3 for steam
reforming of tars and used Extended X-ray absorption ﬁne structure (EXAFS) spectroscopy to analyze
the local structure of the Fe–Ni nano-alloys [21]. They found a lower coordination number for Fe
than for Ni, suggesting that Fe/Fe oxide species are enriched in the outer layers of the alloy particles.
These iron species can further interact with the C, CHx and H species at the surface. A similar
mechanism of deactivation can be invoked for any high concentration Fe containing alloy: It can
decompose at high temperature under H2 O/CO2 [17,22,102], resulting in segregation of Fe from the
alloy (Figure 18). The deactivation can then be attributed to the lowered surface Ni/Fe ratio, since Fe
is less active in reforming than Ni [17,101]. All of the above implies that even if Rc can determine the
oxidation state of Fe under reaction conditions, the local interaction of Fe with oxidizing gases will
lead to iron segregation, independent from the reduction capacity Rc .

Figure 18. Deactivation due to Fe segregation from the Fe–Ni surface alloy during DRM at high
temperature (1023 K). Obtained from [116].

Theofanidis and co-workers [116] evaluated the thermodynamic tendency of Fe to move towards
the alloy surface using Density Functional Theory. They compared this tendency of Fe in a bimetallic
Fe–Ni and a trimetallic catalyst, containing a noble metal, Pd, Fe–Ni–Pd (Table 1). The DFT calculations
reveal that (i) the segregation behavior of Fe is a very strong function of the adsorbate layer present,
and (ii) the presence of Pd in a Fe–Ni alloy will reduce the tendency of Fe to segregate to the surface
for coverages that are close to what can be expected during DRM conditions.
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ads ) for the exchange
Table 1. Segregation energies without (ΔEseg , kJ/mol) and with adsorbates (ΔEseg
of Fe in the subsurface layer of a (111) surface of Ni3 Fe or Ni2 FePd, with Ni or Pd from the surface
layer, for various coverages, representative for methane dry reforming (DRM). All coverages refer
to the species adsorbed on the fcc sites of a periodically repeated unit cell with 4 surface atoms.
Obtained from [116].

ΔEseg (kJ/mol)

Ni3 Fe

Adsorbate Overlayer

Fe ↔ Ni

Fe ↔ Ni

Fe ↔ Pd

0% (vacuum)
100% H
100% CO
100% O
50% CO, 50% O
50% CO, 25% O, 25% H
25% of CH, CO, O, H

+55
+49
+29
−94
−25
+1
+2

+53
+52
+42
−76
−8
+11
+9

+104
+43
+3
−218
−92
+38
+143

Ni2 PdFe

4.1.3. Catalyst Regeneration: Carbon Removal by CO2
Despite the different ways to control catalyst deactivation due to carbon deposition, carbon
accumulation will eventually occur during reforming reactions and thus regeneration will be required
in order to remove all carbon species [119,120]. Therefore, it is important to understand the catalyst
regeneration mechanisms. The rate of carbon removal depends on its structure [121], location [122]
and on the nature of the catalyst [123–125].
The existence of two different carbon species structures, graphitic and amorphous, was observed
by Guo and co-workers [126], who performed Raman spectroscopy over Ni/MgAl2 O4 after coking
via CH4 temperature programmed decomposition. Raman spectroscopy is widely used in order to
investigate the structure and crystallite size of carbon species [127]. It provides information about the
electronic properties and can detect the presence of ordered carbon species [126]. The Raman spectrum
of a single crystal graphene sample only shows the G band at approximately 1581 cm−1 Raman
shift. However, in case of imperfect, polycrystalline graphite and other carbonaceous materials [128],
additional bands are detected at 1355 cm−1 (D band) and 1620 cm−1 (D’ band). The ratio of areas
ID /IG has been correlated to the inverse crystallite size of graphite [129].
In alignment with Guo, Theofanidis and co-workers found the presence of amorphous and
graphitic-like carbon using Raman (Figure 19) and TEM (Figure 20). Figure 19 shows the Raman
spectra for graphite, a spent Fe–Ni catalyst (with Ni/(Ni + Fe) ratio of 0.6) after 1 h TOS during DRM
at 1023 K, the same catalyst after CO2 -TPO to 950 K and after CO2 -TPO to 1123 K. The analysis for the
spent Ni–Fe catalyst (black line in Figure 18) conﬁrmed the existence of two types of carbon species
structures. The G band of single crystal graphene, shifted from 1581 cm−1 to 1584 cm−1 , implies
the presence of graphitic-like carbon species on the catalyst (more graphene layers). According to
literature, the G Raman peak changes in position, shape and intensity as a function of the number of
graphene layers [130]. The D and D’ bands at 1350 and 1619 cm−1 were also observed and attributed
to a defective and disordered structure [128,130]. This disordered carbon species structure, following
from the D band, can be amorphous. The Raman spectrum of the Ni–Fe catalyst after CO2 -TPO at 950 K
(grey line in Figure 19) showed the same peaks as the spent Ni–Fe catalyst, implying the existence of
the same types of carbon. Finally, the same types of carbon were observed on the Ni-Fe catalyst after
CO2 treatment at 1123 K [118].
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Figure 19. Raman spectrum of the spent Fe–Ni catalyst, with Ni/(Ni + Fe) ratio of 0.6 (DRM for 1 h,
1023 K, CH4 :CO2 = 1.1, total pressure of 101.3 kPa). Blue line: pure graphite as a reference, black line:
spent Fe–Ni catalyst, grey line: spent Fe–Ni catalyst after CO2 -TPO up to 950 K, purple line: Spent
Fe–Ni catalyst after CO2 -TPO up to 1123 K. Obtained from [118].

Figure 20A shows a TEM image of a spent Fe–Ni catalyst with Ni/(Ni + Fe) ratio of 0.6.
The presence of ﬁlamentous carbon with Fe–Ni nano-alloy particles on top is observed, which can be
veriﬁed by the EDX mapping (Figure 20B–D).

Figure 20. (A) HRTEM image of a spent Fe–Ni catalyst with Ni/(Ni + Fe) ratio of 0.6 (after DRM at
1023 K, CH4 :CO2 :He = 1.1:1:1, total pressure of 101.3 kPa, reaction time 1 h). EDX element mapping of
(B) carbon, (C) Ni and (D) Fe. Obtained from [118].
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CO2 -regeneration resulted in the removal of carbon on the active metals of the catalysts [118].
However, EDX-STEM (Energy-dispersive X-ray spectroscopy Scanning Transmission Electron
Microscope) mapping (Figure 21) showed the persistence of carbon species located far from the
catalyst active metals, implying the absence of direct interaction between carbon species and CO2 from
the gas phase.

Figure 21. EDX element mapping of Fe–Ni. (A) After DRM (1023 K, CH4 /CO2 /He = 1.1/1/1, total
pressure of 101.3 kPa, reaction time 1 h). (B) After CO2 oxidation (1 mL/s of CO2 at a total pressure of
101.3 kPa and 1123 K). Red, green and blue colors correspond to carbon, Fe and Ni elements respectively.
Obtained from [118].

Theofanidis and co-workers [118] used operando XRD and isothermal experiments in a Temporal
Analysis of Products (TAP) reactor, in order to unravel the major mechanistic aspects of carbon species
removal by CO2 over a spent Fe–Ni catalyst. They reported that the process could be described by two
parallel contributions (Figure 22): (1) Dissociation of CO2 over Ni followed by the oxidation of carbon
species by surface oxygen; (2) Fe oxidation by CO2 and subsequent carbon species oxidation by Fe
oxide lattice oxygen (Fe oxide reduction step).

Figure 22. Schematic representation of carbon species removal by CO2 over Fe–Ni catalyst. Cs :
deposited carbon. Os : surface oxygen, OL : lattice oxygen. Cm : carbon deposited on metals, Cs : Carbon
deposited far from metals, Os : surface oxygen, OL : lattice oxygen. The carbon illustration is not
corresponding to the real carbon structure. Obtained from [118].
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4.2. Trimetallic Fe-Containing Alloys for Hydrocarbon Conversion
A trimetallic Fe-containing alloy, along with Ni and Pd supported on MgAl2 O4 , forming upon
H2 -Temperature programmed reduction (TPR), was also reported by Theofanidis and co-workers [116].
Time-resolved in situ XRD (Figure 23) was used to follow up on the phases. The diffraction peaks associated
to Fe2 O3 were not detected due to the low concentration and their overlapping with MgAl2 O4 peaks.
However, during reduction, PdO peaks disappeared at 400 K and NiO peaks above 800 K. The metallic Pd
related diffraction shifted from 40.1◦ to an angle of 42.4◦ , above 820 K, higher than that for Ni–Pd alloy
(41.9◦ ), which was hence attributed to a trimetallic Fe–Ni–Pd alloy diffraction peak [116].

Figure 23. 2D in situ XRD pattern during H2 -TPR for Fe–Ni–Pd. Heating rate: 30 K/min, maximum
temperature 1123 K, ﬂow rate: 1 NmL/s, 10%H2 /He. Obtained from [116].

The elemental distribution of “as-prepared” and reduced Fe–Ni–Pd catalyst is indicated in
Figure 24, using energy-dispersive X-ray spectroscopy (EDX)-STEM mapping. Oxide clusters are
detected in the as-prepared sample, Ni (green), Fe (red) and Pd (blue), while upon reduction the
elements get redistributed, resulting in the formation of a trimetallic alloy in the outer shell. Based upon
element loadings, the core of the alloy will be close to bimetallic Fe–Ni, while the surface contains
truly trimetallic Fe–Ni–Pd [116]. The trimetallic Fe–Ni–Pd alloy with low Pd concentration, less than
0.5 wt %, has been utilized for syngas production [116], displaying promising results in terms of
suppressing carbon formation due to Fe presence. The stability of Fe–Ni catalyst increases due to Pd
addition by means of a thin Fe–Ni–Pd shell surface layer in the alloy. The latter acts as a barrier for Fe
segregation from the core during syngas production [116].

Figure 24. EDX element mapping of a Fe–Ni–Pd catalyst supported on MgAl2 O4 . (A) as-prepared (B)
reduced (1 NmL/s of 5%H2 /He mixture at a total pressure of 101.3 kPa and 1123 K). Red, green and
blue colors correspond to Fe, Ni and Pd elements, respectively. Obtained from [116].
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Noble metals like Pt and Pd are good dehydrogenation catalysts that have been widely used [131–136].
The property of the aforementioned Fe–Ni–Pd catalyst to form a core-shell alloy structure after
reduction, where small concentrations of Pd are mainly located in the shell, in combination with
the carbon-resistance of the catalyst due to the presence of Fe, can be exploited during propane
dehydrogenation (PDH) and oxidative propane dehydrogenation (OPDH). The dehydrogenation
of light alkanes (ethane, propane, butane) obtained from natural gas sources is considered an
important route for the selective production of high-purity alkenes, which are basic chemicals for the
industry. An important industrial propylene production is based on selective, non-oxidative propane
dehydrogenation resulting in catalyst deactivation, low conversion. Oxidative dehydrogenation
(ODH) provides a promising alternative route based on elimination of thermodynamic limitations and
avoiding of catalyst regeneration. Indeed, co-feeding an oxidant such as CO2 can offer a myriad of
opportunities, especially for catalysts containing Fe, which has proven to suppress carbon deposition.
Furthermore, the oxidant CO2 will react with product H2 , thereby shifting the equilibrium and
enhancing the catalyst selectivity. The by-products of the CO2 -ODH reaction are CO and H2 O, via
the reverse water gas shift reaction. Catalysts with redox properties, such as Fe-based catalysts, could
possess high catalytic activity for the various ODH reactions of hydrocarbons.
Our preliminary results show that the addition of Pd to Fe–Ni slightly increase the selectivity
of the catalyst towards the main product of C3 H6 , while the C3 H8 conversion during propane
dehydrogenation at 873 K was slightly higher compared to bimetallic Fe–Ni. On the other hand,
during oxidative propane dehydrogenation, the trimetallic Fe–Ni–Pd showed slightly higher C3 H8
conversion, but lower selectivity compared to Fe–Ni.
Further optimization of the catalysts is needed in order to ﬁne-tune the catalytic properties
through alloying. Nano-alloys synthesized by mixing elements, can produce intermetallic compounds
with signiﬁcantly modiﬁed properties compared to the monometallic counterparts, due to “synergistic
effects”. Their chemical reactivity can be changed by modifying the composition and atomic ordering,
as well as the size of the clusters. This ability to modify and ﬁne-tune properties through alloying is
the reason why the ﬁeld of nano-alloys in catalysis is increasingly attracting scientiﬁc attention.
5. Summary and Outlook: The Role of Fe
Signiﬁcant progress has been achieved in the past few years on understanding the role of Fe in
nano-materials, in view of further utilization in chemical processes as a promoter or catalyst. In this
review, the role of Fe, the current challenges and the future opportunities of using Fe in catalytic
systems have been presented and discussed.
(1)

The addition of Fe, either in bimetallic catalysts or incorporated into the support lattice, can
provide redox functionality to the catalyst, which helps to suppress carbon formation.

The bimetallic Fe–Ni catalyst showed higher activity and stability compared to the monometallic
samples, as the FeOx species which form under reaction conditions in the presence of an oxidizing
agent (CO2 , H2 O or O2 ), react via a redox mechanism with the carbon deposits. On the other hand, the
Fe concentration is a crucial parameter for the catalytic stability, because of Fe segregation from the
Fe–Ni alloy under reaction conditions. Therefore, Ni-rich catalysts with Ni/(Ni + Fe) ratio equal to or
higher than 0.8 are preferred. The dosed amount of Fe can still increase the carbon-resistance of the
catalyst, while, at the same time avoiding deactivation due to blocking of Ni sites.
(2)

The mechanism of carbon species removal by CO2 over bimetallic Fe–Ni is different from that
over a monometallic Ni catalyst.

Carbon deposits close to active metals can be removed by CO2 , a process that can be described by
two parallel contributions. One contains the dissociation of CO2 over Ni and subsequent oxidation
of carbon species by the surface oxygen. The second consists of the Fe oxidation by CO2 followed by
carbon species oxidation by Fe oxide lattice oxygen, i.e., Fe oxide reduction.
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(3)

The redox properties of Fe can be exploited in different processes.

The use of Fe is not limited to the processes described in this review. The super-dry reforming
process was developed based on Fe redox properties. Fe2 O3 supported on MgAl2 O4 was used as a
solid oxygen carrier material and three molecules of CO2 were consumed per one CH4 , resulting in
an enhanced CO production. Because of the multiple oxidation states of Fe, Fe–Ni alloys were also
exploited as oxygen carriers during chemical looping dry reforming, tuning the product selectivities
when CH4 is used as a fuel.
The novel MgFex Al2−x O4 support, where Fe is incorporated in the octahedral sites of the
magnesium aluminate spinel structure can be further optimized and exploited as a new, low cost
support material for different processes. The redox functionality acquired by the Fe addition to
magnesium aluminate combined with enhanced thermal stability are required properties that a
support material should offer. Further insight in catalyst optimization, in terms of activity and stability,
can be obtained by investigating the oxygen mobility of this material when a metal, such as Ni, is
deposited on top of the MgFex Al2−x O4 support.
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Abstract: Combining chemical looping with a traditional fuel conversion process yields a promising
technology for low-CO2 -emission energy production. Bridged by the cyclic transformation of
a looping material (CO2 carrier or oxygen carrier), a chemical looping process is divided into two
spatially or temporally separated half-cycles. Firstly, the oxygen carrier material is reduced by
fuel, producing power or chemicals. Then, the material is regenerated by an oxidizer. In chemical
looping combustion, a separation-ready CO2 stream is produced, which signiﬁcantly improves the
CO2 capture efﬁciency. In chemical looping reforming, CO2 can be used as an oxidizer, resulting
in a novel approach for efﬁcient CO2 utilization through reduction to CO. Recently, the novel
process of catalyst-assisted chemical looping was proposed, aiming at maximized CO2 utilization
via the achievement of deep reduction of the oxygen carrier in the ﬁrst half-cycle. It makes use of
a bifunctional looping material that combines both catalytic function for efﬁcient fuel conversion
and oxygen storage function for redox cycling. For all of these chemical looping technologies,
the choice of looping materials is crucial for their industrial application. Therefore, current research
is focused on the development of a suitable looping material, which is required to have high
redox activity and stability, and good economic and environmental performance. In this review,
a series of commonly used metal oxide-based materials are ﬁrstly compared as looping material
from an industrial-application perspective. The recent advances in the enhancement of the activity
and stability of looping materials are discussed. The focus then proceeds to new ﬁndings in the
development of the bifunctional looping materials employed in the emerging catalyst-assisted
chemical looping technology. Among these, the design of core-shell structured Ni-Fe bifunctional
nanomaterials shows great potential for catalyst-assisted chemical looping.
Keywords: CH4 reforming; catalyst-assisted chemical looping; oxygen carrier; metal oxides;
structured nanomaterials; core-shell; bifunctional materials

1. Introduction
To bolster the rapid economic growth of modern society, the entire world is facing increasing
demands on its energy sources. Although the consumption of non-fossil fuels (such as renewable
energy and nuclear power) is projected to grow faster than fossil fuels (coal, petroleum and natural gas),
the latter are expected to account for almost 80% of global energy use through 2040 [1,2]. Therefore,
the continued dependence on fossil fuels for energy supply in the foreseeable future is inevitable.
However, fossil fuel-based energy production is widely considered to be a leading cause for greenhouse
gas emissions such as CO2 , which is the largest contributor towards the global warming effect [3–8].
With the adoption of the Paris Agreement at the 21st Conference of the Parties of the United Nations
Framework Convention on Climate Change (UNFCCC) in December 2015, scientists from all over the
world are now being challenged with a new goal: To limit the global temperature increase to 1.5 ◦ C
above pre-industrial levels [9].
Materials 2018, 11, 1187; doi:10.3390/ma11071187
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Hence, there is an urgent need for strategies to reduce CO2 emissions in various related ﬁelds,
especially industrial production and electricity generation, which contribute almost half of total
emissions [10]. Carbon Capture and Storage (CCS) is a central strategy, as it not only reduces
the associated greenhouse gas emissions in conformity with global targets, but also provides the
opportunity to allow for a more sustainable use of fossil fuel energy [11]. The applications of the CCS
scheme are reﬂected in two groups of technologies: One is the capture of CO2 from power plants,
followed by compression, transportation and permanent storage [12]; another is the combination with
strategies to improve energy efﬁciency for the separation of CO2 , or the conversion of CO2 to value
added chemicals [13–15]. The recent progress in CO2 capture and separation technologies with respect
to the feasible processes, as well as new materials have been reported in some reviews [3,7,16]. In the
past few decades, the large-scale capture of CO2 using amine absorbers became commercially available
and was mainly applied in CO2 separation from ﬂue gases [17]. This conventional amine scrubbing for
CO2 capture however increases the energy requirements of a plant by 25–40% [18].
From an economic point of view, there is need to improve current technologies for lowering the
overall cost of CO2 capture and separation processes, which can be implemented from two aspects:
Upgrading the efﬁciency of capture materials to decrease material expense, or designing novel process
concepts to lower equipment cost. Figure 1 shows a series of important developments of CO2 capture
technologies [16]. Evidently, more time and funding investments are required to commercialize the
innovative techniques that possess higher cost reduction beneﬁts. Among the innovating technologies,
chemical looping technology has the potential to achieve inherent separation of CO2 from a fuel feed,
thus eliminating energy intensive gas-gas separation costs, expectedly providing highest cost reduction
beneﬁts once it is fully commercialized. Furthermore, this technique can also provide an approach to
convert CO2 into value added chemicals and energy sources (syngas, CO) [19–23].

ȱ
Figure 1. Innovation advances in CO2 capture technologies: Their cost reduction beneﬁts vs.
the remaining development needs/time to commercialization. Reproduced with permission from
D’Alessandro, D.M. et al. [16], Angewandte Chemie International Edition; published by John Wiley
and Sons, 2010.

The concept chemical looping was ﬁrst used by Ishida et al. [24] to describe a high-exergy efﬁciency
combustion process that employs redox reactions of chemical intermediates. Later, this concept
was extended to a broad range of applications, depending on the nature of a recyclable reaction
scheme. Herein, a given reaction is decomposed into multiple sub-reactions, based on the reaction
and regeneration of a solid mediator, called looping material (generally a metal oxide) performed
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in separate reactors or as subsequent steps in a single reactor [22]. Currently, the chemical looping
processes can be categorized into two groups according to whether CO2 generation or separation is
involved or not, as displayed in Figure 2 [21].
Extensive studies on group A have been reported [25]. The type A-1 process, also known as
chemical looping combustion (CLC) [26], can be divided into two separate half-cycles: In the reduction
half-cycle, the metal oxide is reduced, whilst the carbonaceous fuel is fully oxidized to CO2 and H2 O;
the reduced metal oxide is regenerated in the re-oxidation half-cycle by different re-oxidizing agents,
such as air, steam or CO2 , simultaneously producing power, H2 and CO, respectively. In addition, the
gaseous O2 released from some metal oxides upon heating in the reduction half-cycle (i.e., oxygen
uncoupling) can directly react with the fuel, which avoids the gas-solid reactions between the fuel and
oxygen carrier. Based on this concept, an essential chemical looping process, i.e., chemical looping
with oxygen uncoupling (CLOU), was established. Solid fuels, such as coal and biomass, can be used
directly for combustion in CLOU process without gasiﬁcation, showing advantage over a typical
CLC process.

ȱ

Figure 2. Chemical looping reactions involving CO2 generation (top group A) and no CO2 generation
(bottom group B). Note: MeS: Metal sulﬁde; MeSO4 : Metal sulfate; MeCO3 : Metal carbonate; MeO:
Metal oxide; MeOX and MeOX−1 : Oxidized and reduced form of metal oxide, respectively [21].

The type A-2 process uses a regenerable solid sorbent to achieve the in-situ capture of CO2 through
a cyclic carbonation-calcination reaction before, during or after the carbonaceous fuel combustion or
reforming [27]. It provides a viable CO2 control technology, i.e., sorption-enhanced chemical looping
(SE-CL), for process intensiﬁcation [15] or high-purity chemicals (CO2 -lean) production [28]. The SE-CL
process embodies two steps: CO2 is in-situ absorbed through the carbonation of a metal oxide, forming
metal carbonate in the carbonator, afterwards the latter is calcined at higher temperature to regenerate
the metal oxide, thereby releasing CO2 .
In group B, a similar metal oxide regeneration process is involved as in group A, but the reactions
in the former are not intended to produce CO2 . The type B-1, chemical looping reforming (CLR), aims
to reform carbonaceous fuels to syngas (a mixture of H2 and CO) or chemicals (e.g., ethylene) [29].
Utilization of CO2 can be achieved if it is used as an oxidizing agent in the re-oxidation half-cycle,
turning it into chemical looping dry reforming (CLDR). Compared to conventional dry reforming
(DR), application of CLDR brings two main advantages: First, since the looping material is regenerated
in each cycle, deposited carbon can be removed by reacting with CO2 . Second, as CO2 is used as
an oxidizing agent for material regeneration in the re-oxidation half-cycle, this process can utilize more
CO2 than conventional dry reforming; in case of CH4 reforming, the CO2 converted in CLDR is three
times higher than in DR [23].
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When using hydrocarbon fuels such as natural gas and biogas in CLDR, the kinetics of the
reduction half-cycle is limited. The natural mixture of CH4 with CO2 (e.g., in biogas) signiﬁcantly
decreases the rate and degree of metal oxide reduction because CO2 also acts as an oxidizing agent.
Both CO2 in the feed and as a product have this retarding effect on the metal oxide reduction,
thus limiting the conversion of CO2 to CO in the re-oxidation half-cycle. In order to overcome
these drawbacks, an extra catalyst component can be introduced to convert CH4 and CO2 into CO and
H2 , which then both reduce the metal oxide during the reduction half-cycle. This not only increases
the CH4 and CO2 conversions, but also diminishes the oxidizing atmosphere because both CO and
H2 are reducing agents. Based on this concept, catalyst-assisted chemical looping dry reforming
(CCDR) was recently proposed as an intensiﬁed process with the goal of maximum utilization of two
main greenhouse gases, CH4 and CO2 , in terms of CO yield. This process is generally implemented
over a bifunctional reactor bed, composed of either a physical mixture of a reforming catalyst and
a metal oxide looping material, or a bifunctional looping material [15,23,30]. The entire CCDR process
yields the dry reforming of CH4 into CO as an overall reaction, being a strongly endothermic process.
Thermodynamic calculations indicate that an increase of temperature is necessary to obtain high CH4
and CO2 conversion, leading to larger energy requirements for heating the reactor, which highly
increases the operating cost. Additionally, material deactivation due to active metal sintering will be
aggravated under high-temperature conditions during dry reforming [31]. To counter these problems,
CCDR was adjusted to yield a new process, called catalyst-assisted chemical looping auto-thermal
dry reforming (CCAR) [20]. Here, a small amount of O2 is added to CH4 and CO2 to partially
convert CH4 in an exothermic reaction (partial oxidation or combustion) [31–35], so that heat is
generated in-situ, thereby compensating the strong endothermicity of the dry reforming reaction.
Based on thermodynamic analysis, the whole CCAR process can run in thermoneutral conditions,
i.e., ΔH = 0 kJ·mol−1 , with molar ratios of CH4 :CO2 :O2 = 1:2.4:0.3 at 600 ◦ C or with molar ratios of
CH4 :CO2 :O2 = 1:2:0.5 at 750 ◦ C [20]. Owing to the inherent composition of biogas, typically containing
CH4 (45~75%), CO2 (25~55%) and O2 (0.01~5%) [36], the CCAR can efﬁciently utilize biogas as fuel
feed in the reduction half-cycle.
Compared to type B-1, the operation of type B-2 uses carbon neutral energy sources like solar and
nuclear instead of carbonaceous fuels, providing a renewable chemical looping reforming (R-CLR)
process. In R-CLR, considerable heat from solar or nuclear origin is imposed on the metal oxide to
decompose it to metal and oxygen in the reducer. Subsequently, the metal is re-oxidized to metal oxide
by steam or CO2 , forming pure H2 or CO [37].
In light of the above overview of chemical looping processes, the key to success for chemical
looping technology are the looping materials. Their adequacy in reactivity at temperatures below
the melting point ensures the energy conversion efﬁciency during chemical looping. On the other
hand, the contamination resistance and physical strength of a looping material at high redox reaction
temperatures determine the durability of a chemical looping process. Further, the low price and
environmental compatibility of the looping materials play a crucial role in the sustainability of the
chemical looping technology. Therefore, major efforts have been made to develop the ideal chemical
looping materials in the past decade. During the early stages of development, research focused
on the metal oxide materials with a single function as CO2 accepter or oxygen storage, which are
mainly used for conventional chemical looping combustion and reforming processes. The advances
were reported in a few review papers [1,2,14,21,26,38,39]. More recently, a novel process, so-called
catalyst-assisted chemical looping, was proposed with the aim of maximal CO2 utilization. Since then,
the development of chemical looping materials has been directed towards the bifunctional material that
integrates catalyst and oxygen storage material in one unit, achieving both catalytic fuel conversion
and chemical looping CO2 utilization. In this review article, an update of the previous overview
of chemical looping materials is given, together with an extension focusing on new insights in the
development of bifunctional looping materials based on the latest studies.
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2. Materials for Chemical Looping
Depending on the chemical looping process performed, the looping materials are mainly classiﬁed
in two types: CO2 carrier and oxygen carrier, which are required to have high reactivity and sufﬁcient
stability, and to be cost-effective and environmentally friendly [40].
2.1. CO2 Carrier
Among all the solid CO2 sorbents, CaO is a proper material to act as CO2 carrier because of
numerous advantages [41,42]: (1) low cost since it can be derived from limestone that is readily
available; (2) non-toxic to the environment; (3) the spent materials can be further used in the cement
industry after decarburization, supporting sustainable development in economy; (4) CaO may also
serve as an alkaline catalyst in biomass conversion processes; and (5) the heat from the exothermic
carbonation of CaO can be retrieved to compensate the high heat requirement during chemical looping.
However, it is well known that the reactivity decay over cycles of CaO-based CO2 sorbents, particularly
natural material-based sorbents, is inevitable. The main causes for the deactivation are particle sintering
and attrition. Hence, many efforts have been made to improve their sintering resistance ability and
mechanical strength, including doping of the material to suppress sintering, thermal or chemical
pretreatment to achieve superior structural properties, development of new synthetic sorbents with
good CO2 capture capacity and stability. Additionally, the development of feasible technologies for
the reactivation of spent sorbents is of equal importance. The recent progress in CaO-based looping
materials has been summarized by numerous review articles [43–46].
2.2. Oxygen Carrier
The nature of the oxygen carrier is a crucial matter, because a chemical looping process requires
it to possess a certain redox activity and be able to withstand multiple cycles without large loss in
the integrity of physical and chemical properties. Ideally, the oxygen carrier should function with
reproducible kinetics at high temperature, and the materials that only show reactivity near or even
above their melting point should be eliminated [1]. Oxygen transport capacity is another important
property of an oxygen carrier. It is deﬁned as the usable oxygen in the oxygen carrier during one redox
cycle, which determines the fuel conversion and the circulation rate [2,47]. If chemical looping process
is performed in a ﬂuidized bed, the oxygen carriers additionally need to have sufﬁcient mechanical
strength to avoid attrition, which is quite common during their lifetime. In this sense, the attrition
behavior of materials should be evaluated according to standard crushing tests under chemical looping
operation conditions [39]. When carbonaceous and sulfur-containing fuels (fossil fuels and biomass)
are used as feedstocks in chemical looping, issues like coke deposition, sulfur poisoning and high
operation temperature inevitably result in deactivation of the oxygen carrier. Hence, properties like
coke resistance, sulfur tolerance and thermal stability are of great importance for developing a proper
oxygen carrier. In addition, the effect of ash formation on the performance of an oxygen carrier cannot
be ignored, particularly in the utilization of biomass. Ash with low melting point alkali metals such as
Na or K will promote agglomeration of the oxygen carrier [48,49], while high-acid ash (e.g., SiO2 -rich
ash) leads to the production of potassium silicates that facilitate particle sintering, suppressing the
fuel conversion and CO2 capture efﬁciency [50]. Therefore, the resistance of an oxygen carrier to
agglomeration is also a critical factor for its practical application. Eventually, the reactivity of oxygen
carrier includes not only the theoretical conversion of fuel, relying on the thermodynamic properties
of the materials, but also transport and reaction kinetics, which depend on composition, structure as
well as texture properties like particle size, porosity and speciﬁc surface area [1].
Among various transition metals, Ni, Fe, Cu, Mn and Co-based materials are commonly
considered to serve as oxygen carriers, although they present some disadvantages: Low reactivity and
low oxygen transport capacity of Fe and Mn, low melting point and high agglomeration tendency of
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Cu, as well as high cost and negative health effects of Ni and Co. Figure 3 compares key information
for these traditional oxygen carriers [39].

Figure 3. Comparison of Ni, Fe, Cu, Mn and Co-based oxygen carriers in term of oxygen transport
capacity (a), melting point (b) as well as cost, reactivity, agglomeration or attrition resistance
(c). The oxygen transport capacity Ro (%) is used to evaluate the maximum oxygen transport between
the fully reduced (OCr ) and oxidized (OCo ) forms of the oxygen carrier (OC):Ro = (OCo − OCr )/OCo .
Adapted with permission from Zhao X. et al. [39], Energy & Environmental Science; published by
The Royal Society of Chemistry, 2017.

Despite of the toxicity and high cost, Ni-based material still receives major attention as a reliable
reforming catalyst due to its high catalytic activity with CH4 and other light hydrocarbons [51]. Almost
complete CH4 conversion can be obtained over Ni-based oxygen carriers during a CLR process.
However, particle sintering and the loss of metallic Ni, owing to partial re-oxidation into NiO, along
with the repetition of cycles cause a signiﬁcant loss of catalytic performance [52]. In addition, Ni-based
materials are sensitive to deactivation by sulfur poisoning and coke deposition. Improved Ni-based
materials are necessary to be designed to tackle these drawbacks for further application.
Fe-based materials are commonly known as a good option for oxygen carriers due to their low
price, high mechanical strength and environmentally friendly nature [39]. They almost have no
tendency for carbon or sulfur deposition [53], making them promising candidates in all chemical
looping processes involving carbonaceous and sulfur-containing fuels. Further, iron oxide presents
the highest oxygen storage capacity from CO2 (0.7 mol CO2 /mol Fe) over a broad range of operating
temperatures (600~1800 ◦ C) [22]. Thus, chemical looping dry reforming over Fe-based oxygen
carriers has been one of the target technologies for CO2 utilization. However, within the multiple
oxidized states of Fe system, only the transformation from Fe2 O3 to Fe3 O4 is suitable for CLC process
due to thermodynamic limitations, leading to low oxygen transport capacity of Fe-based oxygen
carriers. Other drawbacks also impede the application of Fe-based oxygen carriers, including relatively
low reactivity towards gaseous fuels and the agglomeration related to magnetite formation [54].
The development of new-generation Fe-based oxygen carriers should focus on solving these issues.
The ﬂexible redox behavior between the oxidized (CuO) and reduced (Cu or Cu2 O) forms of Cu
ensures that Cu-based materials have both high reactivity and oxygen transfer capacity. The advantages
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of Cu also include relatively low cost and toxicity, so Cu-based oxygen carriers have received greater
attention from both industry and academia. Moreover, the negative inﬂuence of sulfur impurities
on the performance of Cu-based oxygen carriers during a chemical looping process is not signiﬁcant
when the oxygen carrier-to-fuel ratio lies above 1.5 [53]. There are two main disadvantages that
limit the application of Cu-based materials as oxygen carrier: One is attrition owing to their weak
mechanical strength, another is agglomeration as a result of the low melting point of Cu. The former
can be relieved through stabilizing Cu by inert promoters, such as Al2 O3 , ZrO2 , TiO2 and SiO2 [55].
In order to solve the melting problem, keeping the operation temperature lower than 800 ◦ C could be
effective [39].
Similar to Fe, Mn has various oxidation states including MnO2, Mn2O3, Mn3O4 and MnO, among
which Mn3O4 is the only oxide phase of Mn that exists at a temperature above 800 ◦ C. Hence, only the
redox transformation between Mn3O4 and MnO is applicable for the CLC process, showing a relatively
low oxygen transport capacity. Additionally, Mn oxides were found to show low reactivity towards CH4.
Similar to Ni-based materials, deactivation of Mn-based materials caused by sulfur contaminants cannot be
ignored [56,57]. Nevertheless, Mn-based materials are still accepted to serve as oxygen carriers because of
their low toxicity and cheap price. Some related research indicates that Mn promoted with typical materials
like SiO2, Al2O3, TiO2, ZrO2 and MgAl2O4, can interact to irreversibly form highly unreactive phases [58,59],
making them unsuitable as oxygen carriers. However, Mn-based materials using dopant-stabilized ZrO2
(applicable dopants such as MgO, CaO, Y2O3, La2O3 and CeO2 [60]) as support proved to possess not only
high reactivity but also high structural stability and agglomeration resistance during redox cycles, which is
prospective as promising Mn-based oxygen carriers [61].
Owing to the high reactivity and oxygen transport capacity, Co-based materials have been
increasingly considered as good oxygen carriers, even though they also suffer from cost and
environmental concerns. As the highest oxidation state of Co, Co3 O4 is thermodynamically unstable
above 900 ◦ C and easily transformed into CoO. In this respect, the redox transformation between
Co and CoO is commonly adopted in chemical looping processes [2]. However, CoO shows strong
interaction with common promoter materials such as Al2 O3 , MgO and TiO2 , forming unreactive phases
like CoAl2 O4 , Mg0.4 Co0.6 O and CoTiO3 , respectively. As a result, these oxygen carriers generally
undergo fast deactivation during repeated cycles [62,63]. In contrast, the Co-based oxygen carrier with
YSZ (yttria-stabilized zirconia) as support was found to exhibit good reactivity and high resistance to
carbon formation in CLC process [62].
In summary, all of the above mentioned factors should be considered and balanced based on
the involved feedstock and the desired chemical looping process when selecting an oxygen carrier.
The total cost of the typical metal-based oxygen carriers follows the order: Co > Ni > Cu > Fe >
Mn-based material (Figure 3), which includes the cost of active materials, promoter materials and the
preparation section [2]. Overall, Fe- and Ni-based oxygen carriers are the most popular carriers for
chemical looping, particularly for carbonaceous fuels-driven processes, because Fe oxides hardly suffer
from carbon deposition and sulfur poisoning, while Ni shows excellent reactivity towards hydrocarbon
fuels, comparable with the activity of noble metals (Pt, Pd and Rh).
3. Improvements to Oxygen Carriers
To meet the requirements of industrial chemical looping application, further improvements
should be made to oxygen carriers to tackle their shortcomings. There are three main pathways:
(1) the introduction of promoter and/or support; (2) the mixing of active metal oxides to integrate
various advantages; and (3) the activation and stabilization of oxygen carriers by design of special
structures. Here, we focus on reporting the advances related to improved Ni- and Fe-based oxygen
carriers. The major improvement approaches, based on the promoters used, the material structure and
the applied chemical looping processes, are summarized in Table 1.
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Fe2 O3

NiO

Monometallic-Based Material

Oxygen Carrier
(Active Metal)

mixed
spinel
mixed
supported

sol-gel and dissolution
sol-gel
spray-drying
freeze granulation
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mixed
supported
supported
mixed
mixed
supported
supported
spinel
supported
mixed
doped
mixed
mixed
supported
mixed

impregnation
incipient wetness impregnation
impregnation
sol-gel combustion
sol-gel
impregnation
co-precipitation
theoretical study
incipient wetness impregnation
solid-state mixing
mechanical mixing
dry impregnation
freeze granulation
co-precipitation
sequential wetness impregnation
spray-drying
wet impregnation
mechanical mixing
co-precipitation
theoretical study
co-precipitation
freeze granulation

γ-Al2 O3
α-Al2 O3
Al2 O3
γ-Al2 O3

Al2 O3
MgO
TiO2
TiO2
TiO2
SiO2
MgAl2 O4
MgFeAlOx
MgAl2 O4
MgAl2 O4
CaO
CaO
ZrO2
ZrO2
ZrO2

Ce-, Ca-, Mg-stabilized
ZrO2

supported

supported

supported
mixed
mixed

supported
supported

dry impregnation

CaAl2 O4
CeO2 , La2 O3

supported

supported

freeze granulation

α-Al2 O3 , MgAl2 O4 , CaAl2 O4

Mg-stabilized
ZrO2
Yttria-stabilized ZrO2
NiAl2 O4
NiAl2 O4
MgAl2 O4

supported

supported

wet impregnation
wet impregnation

supported

incipient wetness impregnation

TiO2
ZrO2 , TiO2 , SiO2 , Al2 O3 ,
NiAl2 O4

ZrO2 , γ-Al2 O3

supported

mechanical mixing

dry impregnation

mixed

impregnation

SiO2 , MgAl2 O4

supported

incipient wetness impregnation

supported

Structure

α-Al2 O3

Preparation

La-Co/γ-Al2 O3
Al2 O3 , sepiolite, SiO2 , TiO2 ,
ZrO2

Promotors/Support

CLC

CL a
CLC
CLC
CLC
CLC
CLR
CLC
CL
CL a
CLR
CLC
CLC
CLC
CLC
CLC
CLR

CLC

CLC
CLC
CLC

CLC
CLC

CLC

CLC
CLR
CLC
CLC
CLC
CLR

CLR

CLR

CLC

CLC and CLR

CLC

CLC

CLC

Process

CH4 /CO2 /CO

CH4
H2
lignite
H2 S
ppm/CH4
H2
CO
CH4
3%H2 /Ar
syngas
50%CH4 /H2 O
50%CH4 /H2 O
5%H2 /He
CO
CH4
10%CO/N2
10%CO/N2
10%CO/N2
CO
CO
CH4

10%CH4
10%H2 O
5%CO2
75%N2
20%CH4 /N2
CH4 /H2 O
(1/3)
CH4 /H2 O
(1/3)
CH4 /N2
CH4 /H2 O
H2
17%CH4 /He
50%CH4 /H2 O
Nature gas
10%CH4
20%H2 O
70%N2
15%CH4 /N2
17%CH4 /Ar

70%CH4 /H2 O

CH4 or
30%CH4 /N2
CH4

Reducing

O2

CO2
O2
O2
air
H2 O
5%O2 /N2
air
CO2
H2 O
H2 O
20%CO2 /N2
20%CO2 /N2
20%CO2 /N2
O2
O2
H2 O

air

air
air
air

10%O2 /N2
air

air

air
air
5%O2 /N2
air

5%O2 /N2

[54]

[96]

[82]
[83]
[84]
[85]
[86]
[87]
[88]
[89]
[90]
[91]
[92]
[93]
[94]
[95]

[81]

[78]
[79]
[80]

[76]
[77]

[75]

[71]
[72]
[73]
[74]

[70]

[69]

[68]

air

[67]

air

[59]

[58]

[66]

[64,65]

Ref.

air

5%O2 /N2

air

air or
5%O2 /N2
air

Oxidizing

Reactant Gas

Table 1. Summary of the improvement approaches for the different types of oxygen carriers.
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ZrO2 (shell)

a

supported
core-shell

co-precipitation
co-impregnation
impregnation, nanocoating and
SiO2 -template assisted

MgAl2 O4
ZrO2

Ni-Fe2 O3

Ni(shell) -Fe2 O3(core)

chemical looping; b chemical looping gasiﬁcation.

spinel

co-precipitation and impregnation

supported

core-shell

core-shell

core-shell

CeO2

self-assembly template
combustion
impregnation and nanocoating

surfactant-templating

core-shell

core-shell

sequential sol-gel
modiﬁed Pechini method

core-shell
core-shell
core-shell
core-shell

SiO2 coating
atomic layer deposition
microemulsion-based synthesis
reverse microemulsion

perovskite
perovskite
perovskite
perovskite

mixed
supported

supported

mixed
mixed
supported
mixed
supported
supported

mixed

supported

supported

mixed
mixed
Surfacegrafted
mixed
solid solution

Structure

CeZrO2

Ni-Fe2 O3
NiFe2 O4 or
CoFe2 O4

Bifunctional material

TiO2 -Al2 O3 (core)

CuO (shell)

SiO2 (shell)

SiO2 (shell)
Al2 O3 (shell)
SiO2 (shell)
SiO2 (shell)
La1 − x Srx FeO3
(shell)
La1-x Srx FeO3
(shell)

M = Ni, Co, Cr, Cu

Al2 O3
La0.8 Sr0.2 FeO3
Solution combustion
co-precipitation
solution combustion
citrate method

co-precipitation
spray-drying
spray-drying
spray-drying
sequential impregnation
incipient wetness impregnation
mechanical mixing
and impregnation
co-precipitation
sol-gel

Al2 O3
Al2 O3
CeO2 , Al2 O3
Al2 O3

mechanical mixing

MgAl2 O4

dissolution
incipient wetness impregnation

Al2 O3

co-precipitation
co-precipitation
nanometric colloidal sol technique
sol-gel
co-precipitation

Preparation

Yttria-stabilized ZrO2

CeO2
CeO2
CeO2
CeO2
CeO2

Promotors/Support

Fe2 O3 /ZrO2 (core)

MeOx (core)
(Me = Mn, Co, Fe)
LaMn0.7 Fe0.3 O3.15
(core)

Fe2 O3 (core)

Fe3 O4 (core)

NiO (core)

Core-shell structured material

La1 − x Srx My Fe1 − y O3

La1 − x Srx FeO3

LaFeO3

Perovskite-structured material

Fe2 O3 -NiO

Nix Mn(1−x) O

Fex Mn(1-x) O

Fe2 O3 -CuO

CoO-NiO

Mixed oxide-based material

Monometallic-Based Material

Oxygen Carrier
(Active Metal)

Table 1. Cont.

CCAR

CCAR

CCDR

CCDR

CLC
CLOU
CL a

CLC

CLR

CLR

DR
DR
CLC
CL a

CLR
CLR
CLR
CLR

O2 /Ar
H2 O
air
O2 or H2 O

air
30%CO2 /N2

air

CH4

CO2 :CH4 = 1:1
methanol or
ethanol-H2 O
CO2 :CH4 :O2 =
1:1:0.5
CO2 :CH4 :O2 =
1:1:0.2

CH4
N2
5%H2 /Ar

CH4

10%CH4 /He

O2

[20]
[126]

CO2
CO2

[125]

[23]

[40]

[124]

[123]

[122]

[121]

CO2

CO2

air
O2
CO2

air

10%O2 /He

[117]
[118]
[119]
[120]

[113]
[114]
[115]
[116]

[111]
[112]

[110]

[103]
[104]
[105]
[106]
[107]
[108]
[109]

air

[102]

[101]

[22]
[97]
[98]
[99]
[100]

Ref.

air
5%O2 /N2
5%O2 /N2
5%O2 /N2
10%O2 /N2
20%O2 /He

air

air

CO2
H2 O/N2
O2 /N2
H2 O/N2
CO2

CO2 :CH4 :N2 = 1:1:1
CO2 :CH4 :He = 1:1:8
50%CH4 /N2
50%O2 /N2
H2
CO2

CH4 /Ar
CH4
40%CH4 /N2
CH4

biomass
biomass
30%CH4 /N2

CLG b
CLR

CH4 /H2 O
(1/2)
CH4
syngas or
nature gas
5%CH4 /He
CH4 or syngas
CH4 or syngas
CH4 or syngas
25%CH4 /N2
17%CH4 /Ar

5%H2 /He
CH4
CO or H2 /N2
CO/H2 /N2
H2

Oxidizing

Reactant Gas
Reducing

CLG b

CLC
CLOU
CLOU
CLOU
CLC
CLC

CLC

CLC

CLC

CL a
CLR
CL a
CLR
CL a

Process
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3.1. Monometallic Materials
The promoter and support of monometallic materials can be classiﬁed as physically or chemically
active based on their functions in oxygen carrier. The former usually serve as a physical barrier to
improve thermal stability, while the latter contribute their redox properties to enhance reactivity [127].
Regarding to Ni-based oxygen carriers, series of heat-resistant oxides such as Al2 O3 [64–66],
SiO2 [58,59], TiO2 [67,68], ZrO2 and stabilized ZrO2 [69–71], as well as spinels like NiAl2 O4 [72,73],
MgAl2 O4 and CaAl2 O4 [74–76] are usually considered as adequate promoter materials. Among these,
NiO/Al2 O3 as an oxygen carrier demonstrates excellent reactivity, high thermal stability and strong
resistance to carbon formation during chemical looping operation. However, the formation of an
inactive NiAl2 O4 spinel, owing to the strong interaction between NiO and Al2 O3 , leads to a partial
loss of reactivity. As a result of NiAl2 O4 formation, an excess of Ni should be added during material
preparation to retain free NiO in the oxygen carrier. Accordingly, the NiO/NiAl2 O4 oxygen carrier
still shows high reactivity, although now a larger amount of Ni is required. Alternatively, the chemical
passivation (i.e., the spinel formation behavior) can be used to enhance the inert function of Al2 O3
promoter. Addition of MgO or CaO during the preparation of the NiO/Al2 O3 oxygen carrier will
form a more stable spinel like MgAl2 O4 or CaAl2 O4 . The presence of such spinel in the oxygen carrier
effectively suppresses the formation of NiAl2 O4 , maintaining the high reactivity of NiO during redox
cycles and eliminating the need for more Ni. Generally, the use of other promoter materials shows
problems with reactivity and mechanical strength: The use of TiO2 for Ni-based oxygen carrier was
found to show slow reaction rate or even absence of reaction, because of the formation of the stable
phase NiTiO3 ; the NiO/SiO2 oxygen carrier gives much lower reactivity, poor mechanical strength and
deactivation with progress of cycling; the NiO/ZrO2 or NiO/stabilized ZrO2 oxygen carriers present
good reactivity but their mechanical strength is weak.
The use of a reducible oxide, particularly CeO2 , as support for a Ni-based oxygen carrier, presents
an obvious potential for enhanced redox properties of the oxygen carrier through a synergistic effect
between Ni and CeO2 [77]. This synergistic effect may increase the utilization of Ni species due to
the enhanced oxygen transfer from the CeO2 support to the Ni particles via the Ni-CeO2 interface,
as shown in Figure 4: After the initial part of the reduction half-cycle, a Ni particle consists of two
phases, i.e., metallic Ni (the outer layer of the particle) and NiO (the core of the particle). At the same
time, CH4 is cracked on the surface of metallic Ni to form Ni-bound carbonaceous species, which
afterwards can be gasiﬁed by lattice oxygen derived from nearby CeO2 . The lost lattice oxygen in
the support is reﬁlled by oxygen from the core of the Ni particle (where the NiO phase is present),
resulting in the continued reduction of the Ni particle.

ȱ
Figure 4. Schematic representation of a proposed mechanism for the synergistic effect between metal
and reducible support in a NiO/CeO2 oxygen carrier for enhanced metal utilization in a chemical
looping process. Obtained with permission from Bhavsar S. et al. [77]. Copyright (2013) American
Chemical Society.
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Although Ni/CeO2 oxygen carrier shows high reactivity towards CH4 , high carrier utilization
and high resistance to carbon deposition in CLC process, a signiﬁcant loss in surface area owing to
sintering of CeO2 over repeated cycles indicates that the CeO2 support must be stabilized to make it
applicable for industry. It has been conﬁrmed that doping CeO2 with metals of different valency (such
as La and Zr) can not only increase the thermal stability of CeO2 by maintaining the high surface area
and preserving oxygen vacancies, but also further enhance the reducibility by increasing the oxygen
mobility [128,129].
Regarding Fe-based oxygen carriers, promoter materials such as Al2 O3 [78–82], MgO [83,130],
TiO2 [84–86], SiO2 [87], MgAl2 O4 [88–91,103], CaO [92,93], ZrO2 [94–96] and CeO2 [22,97–100] have
received extensive scientiﬁc attention in the past decades. However, these promoters can easily lead
to solid-solid transformation with iron oxides during a continuous cycling process [127]. Depending
on the speciﬁc promoter, new phases like AlFe2 O4 , MgFe2 O4 , FeTiO3 , and Fe2 SiO4 , Ca2 Fe2 O5 and
CeFeO3 have a strong tendency to develop during the redox reactions. The so formed metal-ferrites
can continue to serve as a physical barrier to prevent sintering of the iron oxide, but the overall oxygen
carrier becomes less reactive in the presence of these phases, since the regeneration of the active
iron oxides from the aforementioned metal-ferrites requires much stronger reducing and oxidizing
conditions. As a result, the oxygen storage capacity decreases signiﬁcantly [94,120]. Especially
metal-ferrites such as Fe2 SiO4 and Ca2 Fe2 O5 are unreactive and hard to decompose, and they usually
cause a substantial decrease in the oxygen carrier reactivity and selectivity. Because the MgAl2 O4
spinel forms more easily, the addition of an appropriate amount of Mg (the atomic ratio of Mg:Al = 1:2)
to Fe2 O3 /Al2 O3 could successfully alleviate the formation of FeAl2 O4 . Further, MgAl2 O4 itself is
also favored to act as an oxygen carrier support owing to its high thermal and chemical stability,
as well as to its speciﬁc heat capacity. While using Fe2 O3 /MgAl2 O4 as an oxygen carrier in a CLR
process, an increase in activity and stability with the number of cycles was found. Marked by a strong
inertness, the use of ZrO2 as a promoter has received a great deal of attention. An extensive study on
the Fe2 O3 /ZrO2 oxygen carrier for chemical looping indicated that the physical structure of ZrO2 was
relatively stable during cycling and that no new phase formed [94]. Additionally, it was observed that
the use of Ca-, Mg- and Ce-stabilized ZrO2 as supports for Fe-based oxygen carriers yields a further
enhancement of redox properties and thermal stability [54].
CeO2 is an ideal candidate for promoting iron oxides in a chemical looping process, not only
as a physical promoter, but also as a chemically active promoter due to its high activity
towards methane or syngas oxidation by lattice oxygen, as well as its reasonable CO2 and H2 O
re-oxidation capacity [22,127]. The redox couple Ce4+ and Ce3+ facilitates oxygen storage and release
from its bulk ﬂuorite lattice. When the Ce4+ ions are replaced by lower valence cations (such as
Fe3+ ), oxygen vacancies are created, which are considered to be active sites. After consuming the
available surface oxygen for oxidation, extra oxygen can be transferred from bulk to surface more
rapidly in a CeO2 -Fe2 O3 solid solution than in pure Fe2 O3 . The fast oxygen transfer from the bulk
of Fe2 O3 to its surface is enabled by the creation of oxygen vacancies owing to the CeO2 additive [1].
Therefore, the addition of CeO2 in Fe-based oxygen carriers enhances the reducibility of Fe2 O3 by
means of CeO2 -Fe2 O3 interaction. Machida et al. [98] proposed the concept that CeO2 and Fe2 O3 can
respectively serve as an oxygen gateway and an oxygen reservoir in a combined system, opening up
a new type of Ce2 O3 -grafted Fe2 O3 oxygen carrier that is different from the conventional Fe2 O3 /Ce2 O3
solid solution materials. To validate this idea, they grafted CeO2 nanoparticles onto the surface of
Fe2 O3 particles by a nanometric colloidal sol technique (Figure 5a,b). A possible reaction mechanism
for the oxygen release and storage over the CeO2 -grafted Fe2 O3 material (Figure 5c) was elaborated:
Under reducing conditions, the surface oxygen of CeO2 (OS ) is readily removed by a reducing agent
(R), yielding an oxygen vacancy (VO ). The latter is instantaneously re-ﬁlled by lattice oxygen (OO )
supplied from the Fe2 O3 bulk, actuating the reduction of Fe2 O3 . Subsequently, the reduced Fe species
are quickly re-oxidized by dissociated O2 transferred from the CeO2 surface.
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ȱ
Figure 5. CeO2 -grafted Fe2 O3 oxygen carrier: Morphological structure: TEM image (a) and
an enlargement of the square region (b); Schematic representation of its oxygen release and storage
mechanism (c). VO : oxygen vacancy, OO : lattice oxygen, Os : surface oxygen. Adapted with permission
from Machida M. et al. [98]. Copyright (2015) American Chemical Society.

3.2. Mixed Oxide Materials
It is well accepted that complex metal oxides may provide better properties than the individual
metal oxides. Therefore, oxygen carriers based on mixed oxides have been investigated by combining
different active metal oxides in a single particle or mixing different oxygen carriers, each composed
of a single metal oxide. The main objective is to combine the complementary advantages of different
oxygen carriers for the practical application in a chemical looping process.
The CoO-NiO supported YSZ oxygen carrier was found to have high reactivity towards CH4 ,
complete absence of coke formation and good regenerative ability in natural gas-fueled CLC,
even though the formation of a NiCoO2 solid solution decreased the redox reaction rate to some
extent [101]. Hossain et al. [102] reported that the addition of Co into a Ni/Al2 O3 material not only
enhanced the reducibility of the oxygen carrier due to the suppression of NiAl2 O4 formation, but also
inhibited the agglomeration of particles by maintaining consistent Ni dispersion throughout the
redox cycles.
The incorporation of Fe into Cu-based oxygen carriers can relieve their agglomeration problem,
owing to the high melting point of Fe2 O3 [131]. Wang et al. [103] evaluated the performance
of series of Fe2 O3 -CuO/MgAl2 O4 oxygen carriers for coke-oven-gas-based CLC in a laboratory
pressurized circulating ﬂuidized bed system. The best working oxygen carrier was found to be
Fe2 O3(45) -CuO(15) /MgAl2 O4(40) , which showed high reactivity and circulation stability. It was also
found that the introduction of a NiO-based oxygen carrier into the Fe2 O3 /CuO-based oxygen carrier
bed facilitated the reduction of the operating temperature in CLC process, due to the high reactivity
of Ni towards CH4 . Further, a layer-by-layer mixing mode of a NiO-based oxygen carrier and
a Fe2 O3 /CuO-based oxygen carrier in a ﬁxed-bed reactor avoids the formation of NiFe2 O4 spinel
during the reduction half-cycle, ensuring a good redox rate, thereby providing a promising reactor
conﬁguration candidate for an enhanced-CH4 -reforming chemical looping process [132].
The bimetallic Fe-Mn-O system shows higher CH4 combustion (close to 100%) in the absence
of oxygen or air, higher CO2 selectivity (almost no toxic CO byproduct) and more stable multicycle
CLC performance, compared to the individual Fe or Mn oxides. Additionally, owing to the low cost of
both Fe and Mn, the bimetallic Fe-Mn oxide can be considered as a very competitive oxygen carrier
for the chemical looping process [104]. Moreover, both Fe-Mn-O and Ni-Mn-O systems have oxygen
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uncoupling properties, as a result, Fex Mn(1−x) O and NiMn2 O4 can be used as oxygen carriers for the
CLOU process [105–107].
Continuing the comparison of Ni- and Fe-based oxygen carriers in Section 2.2: Ni shows best
activity in CH4 conversion, but low resistance to carbon formation, whilst Fe has almost no trend
to carbon deposition, with high oxygen storage capacity from CO2 , but low reactivity towards CH4 .
Due to its low price and non-toxicity, Fe is advantageous from an economic and environmental point
of view compared to Ni. Aiming to combine the complementary advantages of these two constituent
metals, many efforts have been made to develop bimetallic Fe-Ni oxygen carriers via two different main
strategies, physical [108,133] and chemical [23,108–112] mixing. Johansson et al. [133] reported that the
addition of only 3 wt % NiO in the bed of a Fe-based oxygen carrier was sufﬁcient to reach a very high
CH4 conversion in CLC process. This is probably due to a synergy effect, i.e., Ni catalyzes the reforming
of CH4 to CO and H2 , which then both react with iron oxide at a considerably higher rate than CH4 .
In the case of chemically mixed oxygen carriers, in which the NiFe2 O4 spinel usually forms, the CH4
conversion and reaction rate in CLC process follow the ranking: NiO > NiFe2 O4 > Fe2 O3 [109], further
indicating that alloying a less reactive metal—Fe—with a highly reactive one—Ni—can signiﬁcantly
improve the activity of the resulting bimetallic oxygen carrier. Compared to pure NiO and Fe2 O3 ,
NiFe2 O4 is more suitable to serve as oxygen carrier for the CLR process, because the limited oxygen
transfer capacity of NiFe2 O4 avoids the complete oxidation of CH4 , which results in an increased
selectivity to syngas [112]. Alternatively, the addition of small amount of Fe into a Ni-based oxygen
carrier or catalyst can obviously enhance the carbon resistance. Theofanidis et al. [51] prepared a series
of bimetallic Fe-Ni/MgAl2 O4 catalysts with different Fe/Ni molar ratios (from 0 to 1.5) to investigate
the role of Fe on enhanced carbon resistance during CH4 dry reforming. They found that the process of
dry reforming over bimetallic Fe-Ni catalyst follows the Mars—van Krevelen mechanism, where CO2
oxidizes Fe to iron oxide and CH4 is decomposed on Ni sites to H2 and surface carbon. The latter,
simultaneously, can be oxidized by lattice oxygen from iron oxide, yielding CO (Figure 6a). During
dry reforming, a Fe-Ni alloy is formed, which still constitutes an active phase and can be regenerated
to metallic Ni and Fe3 O4 by re-oxidizing by steam or CO2 . Compared to monometallic Ni/MgAl2 O4 ,
the carbon deposition on the bimetallic Fe-Ni/MgAl2 O4 is signiﬁcantly suppressed (Figure 6b).

Figure 6. The bimetallic Fe-Ni/MgAl2 O4 catalyst for enhanced carbon-resistant dry reforming:
(a) The role of Fe for in-situ carbon removal from the catalyst surface during dry reforming;
(b) Determination of the carbon resistance ability of the bimetallic catalyst by comparison of the
spent samples of Ni/MgAl2 O4 (A and B) and Fe1.1 -Ni/MgAl2 O4 (C and D) through SEM micrographs
(left) and EDX analysis (right). Reproduced with permission from Theofanidis S.A. et al. [51]. Copyright
(2015) American Chemical Society.
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3.3. Structured Materials
3.3.1. Perovskite Structure
Oxygen carriers with perovskite structure are receiving increasing attention owing to their
enhanced redox properties, high oxygen mobility and thermal stability. Perovskite-structured oxide
materials are typically formulated as ABO3 , where A is a large alkaline earth or rare earth element
and B is a smaller transition metal cation [134]. Where the A-site cation is responsible for the thermal
resistance, the B-site cation will be the contributor to the reactivity, e.g., the catalytic activity in chemical
looping reforming of CH4 . As a result, the selection of B-site cations is crucial in the design of promising
perovskite-structured oxygen carriers. In addition, the interaction between the A and B cations can
affect the reactivity and selectivity during fuels conversion as well as the stability of the structure [1].
As well-established transition metal for oxygen carriers, Fe3+ has certainly been considered as
a B-site cation. The performance of AFeO3 (A = La, Nd and Eu) was ﬁrst investigated for selective
oxidation of CH4 by Dai et al. [135]. It was found that, among the three AFeO3 candidates, LaFeO3
showed the best performance with respect to syngas production and stability during the redox cycling
between CH4 and air at 900 ◦ C. Because of the kinetic limitations, the reduction of LaFeO3 by CH4
is basically performed from Fe3+ to Fe2+ , while deeper reduction is very difﬁcult to achieve [113].
Further, partial substitution of the A-site cation by a low oxidation-state metal such as Sr leads
to the formation of oxygen vacancies and a fraction of B-site cations in a higher valence state.
A highly variable oxygen non-stoichiometry in the perovskite structure is hence introduced that
can readily provide lattice oxygen, while subsequently the removed oxygen species can be replenished
by gaseous oxygen. Substitution of La3+ by Sr2+ could cause electronic imbalance, but it can be
compensated by the transformation of a fraction of Fe3+ to Fe4+ . Therefore, La1−x Srx FeO3 (x = 0 to ~1)
perovskite oxides have been widely investigated as oxygen carriers in CLR processes [114,115,136].
Li et al. [136] proposed that there are two kinds of oxygen species on such perovskite oxides: One is the
weakly-bound oxygen species which is active in complete oxidation of CH4 to CO2 and H2 O, another
is strongly-bound oxygen which is responsible for partial oxidation of CH4 to CO and H2 . The activity
of such perovskite materials was found to show a decrease when x increased above 0.5, probably
owing to the suppression of CH4 decomposition by the Sr substitution [115]. The best performance
was presented by La0.7 Sr0.3 FeO3 , and during the reduction half-cycle of chemical looping steam
reforming a maximum H2 yield was obtained over a simple mechanical mixture of La0.7 Sr0.3 FeO3
with an additional 5 wt % NiO [114]. On the other hand, the partial substitution of active B-site
cations by aliovalent transition metal cations can lead to the enhancement of catalytic activity due to
synergistic valence changes and introduction of non-stoichiometry–related microstructural defects
into the lattice. Lori et al. [116] modiﬁed the “base case” material, La0.7 Sr0.3 FeO3 , by transition metals
such as Ni, Co, Cu and Cr. All the resulting perovskite-structured materials, with the general formula
La0.7 Sr0.3 My Fe1−y O3 (M is the additional transition metal), show the capability to act as suitable
oxygen carriers in CLR process. The modiﬁcation with partial substitution of Fe by Cr shows the best
improvement compared to others. Additionally, La0.7 Sr0.3 Cr0.1 Fe0.9 O3 was found to have the optimum
composition, showing highest CH4 conversion and syngas production, zero carbon deposition as well
as good redox properties.
The application of CH4 -based CLR over the perovskite-structured oxygen carriers, that provide
lattice oxygen for CH4 conversion, represents an alternative in terms of high selectivity to
syngas and elimination of the air separation process. However, the oxygen storage capacity of
perovskite-structured metal oxides is relatively low compared to traditional metal oxides, and the
oxygen transport capacity of the perovskites is less due to its slow reduction rate. Both disadvantages
limit the application of the perovskite-structured oxide materials as industrial oxygen carriers.
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3.3.2. Core-Shell Structure
Fast redox kinetics and hence high oxygen transport rates of oxygen carriers are considered to
be obstructed by the solid-state diffusion limitation due to the formation of a dense oxide overlayer
during oxidation [137]. The transition from a kinetically controlled regime to a diffusion limited regime
occurs when the overlayer reaches a critical thickness. Hence, an oxygen carrier with smaller particle
size (i.e., nano-sized oxygen carrier) is expected to suffer less from such diffusion limitations by shifting
the transition point towards close to complete oxygen carrier conversion, because, from a geometrical
point of view, the fraction of the total particle volume constituted by a layer with constant thickness
strongly increases with decreasing particle diameter [14]. Moreover, owing to the relatively slower
oxidation kinetics with CO2 compared to air or steam, the use of nano-sized metal particles is expected
to maximize the reactivity when CO2 is used as oxidizing agent [120]. In addition, it is believed
that carbon deposition is not energetically favored over small metal particles, especially for Ni.
As a consequence, the use of nano-sized Ni as oxygen carrier is very beneﬁcial to chemical looping dry
reforming of CH4 [138]. However, the fast deactivation of nanoparticles, due to severe sintering during
high-temperature processes like chemical looping, poses a big issue for practical application. To counter
this, oxygen carriers with a core-shell structure are designed, allowing stabilization of nano-size active
metals by a thin and porous encapsulating shell (i.e., metalcore @oxideshell nanomaterial). This approach
provides a promising strategy, not only to address the stability requirement, but also to improve the
performance in terms of reactivity, redox properties and coke resistance, depending on the employed
shell materials. Such core-shell structured nanomaterials have shown excellent performance in methane
reforming [117,118,138–140] and chemical looping processes [14,40,119–124,141].
The ﬁrst-generation metalcore @oxideshell nanomaterial of particular interest is a metal@SiO2
core-shell material, because of its easy preparation and low cost, providing great potential to be
developed as commercial material, as well as the easy adjustment of its structural properties, such as
porosity, speciﬁc surface area and shell thickness through modiﬁcation of the synthesis method
of the SiO2 shell [117,119]. Ni@SiO2 core-shell materials have received broad interest for CH4
reforming, as they turned out to be good redox catalysts or oxygen carriers, owing to their high activity
and stability as well as their potential to resist coke deposition. Fe2 O3 @SiO2 core-shell materials
(Figure 7a) however, show poor utilization of the oxygen carrier due to the formation of Fe2 SiO4
during the reduction half-cycle. The active Fe cannot easily be restored from this Fe2 SiO4 phase in
the CO2 re-oxidation half-cycle, resulting in deactivation of material along with the proceeding cycles.
To counter this deactivation, an additional air oxidation step is required to fully liberate active Fe from
the Fe-silicate (Figure 7b), which leads to an increasing cost with process complexity [14,120].

ȱ
(a)ȱ

(b)ȱ

Figure 7. TEM image of a core-shell structured Fe2 O3 @SiO2 oxygen carrier (a) and schematic
representation of a three-stage chemical looping dry reforming process for CO2 utilization
(b). Reproduced with permission from Bhavsar S. et al. [14], Catalysis Today; published by
Elsevier, 2014.
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Although the above three-stage chemical looping dry reforming process allows sufﬁcient
utilization of the oxygen carrier via regaining Fe2 O3 from the Fe2 SiO4 phase in the air reactor, the low
CO2 conversion in the CO2 reactor still limits the process efﬁciency in terms of CO2 utilization.
Therefore, there is need to further explore reproducible core-shell structures. Li’s group designed
a core–shell Fe2 O3 @Lax Sr1−x FeO3−δ material (Fe2 O3 @LSF), composed of a nanoscale Fe2 O3 core
(~ 50 nm) and a perovskite-structured Lax Sr1−x FeO3−δ shell (thickness of ~10 nm), which was
successfully synthesized by using a sequential sol-gel method [121]. The performance of such material
was investigated in CH4 partial oxidation: In this well-deﬁned structure (Figure 8), syngas production
from CH4 is enhanced by the highly selective LSF shell; the activity is improved with nano-size
Fe2 O3 which can provide more readily accessible lattice oxygen; the coating of Fe2 O3 with a stable
perovskite-structured shell does not hinder the recyclability of the material, but rather prevents Fe2 O3
from sintering and carbon deposition, while improving the oxygen ion and electron ﬂuxes. Thus, the
proposed Fe2 O3 @LSF core-shell material was suggested to be a promising oxygen carrier for CLR
processes. Later on, this group investigated the effect of core and shell compositions of MeOx @LSF
(Me = Mn, Co and Fe) materials on the performance for CLR [122]. They found that the presence of Sr
in the shell is favorable to stabilize Fe in the core-shell structure (i.e., prevents irreversible Fe leaching
to the surface) by forming strontium hexaferrite (SrFe12 O19 ) or a Sr deﬁcient perovskite. However,
these phases are more difﬁcult to reduce, leading to a decrease of the overall reduction rate of the
Fe2 O3 @LSF material. As a result, its redox activity is weakened.

ȱ
Figure 8. Schematics of the core-shell Fe2 O3 @Lax Sr1−x FeO3−δ material (a) and the EFTEM mappings of
individual Fe, Sr, La and O elements (b), the brighter areas represent regions enriched with the element
of interest. La and Sr are shown concentrated on the particle surface, while Fe is homogeneously
distributed throughout, suggesting the formation of a core-shell structure. Reproduced with permission
from Shaﬁefarhood A. et al. [121], ChemCatChem; published by John Wiley and Sons, 2014.

More suitable shell materials with chemical stability should be considered in order to maintain
the long-term activity of core-shell structured Fe-based oxygen carriers. ZrO2 is of great interest as
shell material due to its strong thermal and chemical stability. Li et al. [142] proposed a Ni@ZrO2
nanocomposite, constructed from nano-Ni particles encapsulated in a nano-ZrO2 framework, showing
a strong ability to resistant sintering and coke deposition under reforming conditions. ZrO2 exists
in different phases, among which the t-ZrO2 phase is dominant. It easily forms in nanoparticles and
ultrathin ﬁlms [143], where it contributes to a high speciﬁc surface area and oxygen conductivity.
In a similar way, a core-shell material Fe2 O3 @ZrO2 , with a thin, porous ZrO2 shell surrounding
a nano-sized Fe2 O3 core, can exhibit high reactivity and stability in chemical looping processes.
The Fe2 O3 @ZrO2 material can be synthesized via nanocoating of Fe2 O3 with ZrO2 through hydrolysis
with a ZrO2 precursor [144,145]. In this process, two challenges need to be addressed: (1) the
high tendency of nanoparticles to aggregate during the coating process, resulting in multiple cores
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within one shell [144]; (2) generally, the as-prepared Fe2 O3 particles are non-densiﬁed, providing an
unstable support for the shell, which easily collapses upon high-temperature reaction. To counter
these drawbacks, a novel core-shell structured nanomaterial was proposed, Fe2 O3 /ZrO2 @ZrO2 [40].
The core consists of Fe2 O3 nanoparticles decorating a stable ZrO2 and it is coated afterwards with a
porous thin ZrO2 layer (Figure 9).

ȱ
(a)ȱ

(b)ȱ

(c)ȱ

Figure 9. Morphology of Fe2 O3 /ZrO2 @ZrO2 as core-shell nanomaterial: EDX element mappings of Zr
and Fe (a), STEM image (b), and EDX line-scan (c). Contour lines of core and shell (dotted white line)
in the mapping serve as guide to the eye. The black arrow in the STEM image represents the scanning
route through the particle.

Applying Fe2 O3 nanoparticles supported on stable crystalline ZrO2 as core material is
advantageous; the Fe2 O3 /ZrO2 core avoids nanoparticle aggregation during the coating process,
while at the same time providing a dense, stable support for the shell. The core material is covered with
a ZrO2 shell by means of a general nanocoating process [146,147], using P-123 (a nonionic amphiphilic
surfactant) as an active template layer on the core surface, upon which the shell is formed. Eventually,
the template layer is calcined to decompose, leaving a mesoporous ZrO2 shell, permeable to reduction
and oxidation gases to reach the iron oxide [148]. Compared to non-coated material, the core-shell
Fe2 O3 /ZrO2 @ZrO2 nanomaterial, designed to possess a stable Fe2 O3 /ZrO2 core and a mesoporous
t-ZrO2 shell, exhibited excellent redox activity (higher CO2 conversion to CO at 650 ◦ C) and stability
(stable CO production, thermal-stable structure and high capacity to resist particle sintering) during
100 cycles of chemical looping conversion of CO2 (Figure 10).

ȱ

Figure 10. Time-averaged space-time yield (STY) of CO vs. number of redox cycles: (a) Comparison
of CO STY for non-coated Fe2 O3 /ZrO2 material and core-shell structured Fe2 O3 /ZrO2 @ZrO2
nanomaterial during 20 redox cycles at 650 ◦ C; (b) Stability of CO STY over Fe2 O3 /ZrO2 @ZrO2
during 100 prolonged redox cycles at 650 ◦ C, the insert ﬁgure is the EDX element mapping of the spent
core-shell material. Each cycle (10 min) is composed of 2 min H2 (5% in Ar) reduction, 2 min CO2
(pure) re-oxidation and 3 min intermediate He purging. Gas ﬂow rates: 0.04 mmol·s−1 .
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4. Bifunctional Materials for Catalyst-Assisted Chemical Looping
When using Fe-based oxygen carrier as looping material, the reduction rate of iron oxide by
hydrocarbon fuel is very slow, especially in the presence of CO2 (originating from feed and product).
As a result, the conversion of fuel and CO2 is limited. Through addition of a catalyst component
(commonly Ni), a bifunctional material, possessing an extra catalytic function for decomposition of
hydrocarbon fuel into syngas (the latter ensures the formation of metallic Fe for adequate CO2 cyclic
conversion), brings chemical looping towards a new stage—catalyst-assisted chemical looping dry
(or auto-thermal dry) reforming (CCDR or CCAR), two processes which are designed for efﬁcient
conversion of hydrocarbon fuels accompanied by maximum CO2 utilization.
Figure 11 sketches the CH4 -based catalyst-assisted chemical looping processes over a Ni-Fe
bifunctional material. In the reduction half-cycle, the Ni catalyst converts CH4 and CO2 in syngas
(a mixture of H2 and CO), which reduces the iron oxide oxygen carrier. Reduction of iron oxide by
H2 and CO is signiﬁcantly faster and deeper than by CH4 [23,149], which emphasizes the importance
of the Ni catalyzed CH4 reforming process. Upon re-oxidation, the oxygen carrier is regenerated
by feeding extra CO2 , thereby producing CO. In such processes, the Ni-Fe bifunctional material is
required to provide not only an optimum activity towards conversion of CH4 and CO2 into CO and H2 ,
but also provide redox properties for interaction with both reducing gases (CO and H2 ) and oxidizing
gases (CO2 and H2 O). Therefore, the material must show functions of both reforming catalyst and
oxygen carrier, i.e., exhibit a bifunctional character.

ȱ
Figure 11. Schematic representations of catalyst-assisted chemical looping processes. Ni represents
the Ni catalyst. FeOX−1 and FeOX are the reduced and oxidized state of the iron oxide oxygen carrier,
respectively. The equations in the bottom are the global reactions of the corresponding processes.

In previous work [23], a bifunctional 5 wt % Ni/CeO2 -Fe2 O3 material was prepared by
impregnation of the required amount of Ni on a 50 wt % CeO2 -Fe2 O3 oxygen carrier. The working
principle of the bifunctional material in CCDR is shown in Figure 12a. During the reduction half-cycle,
the mixture feed of CH4 + CO2 is converted on Ni sites to CO and H2 , which in turn reduce the oxygen
carrier component (from Fe3 O4 to metallic Fe), yielding CO2 and H2 O. Subsequently, the reduced
oxygen carrier is re-oxidized (from Fe to Fe3 O4 ) by extra CO2 , producing CO in the re-oxidation
half-cycle. During H2 -TPR of the Ni/CeO2 -Fe2 O3 bifunctional material, Fe2 O3 is reduced to Fe3 O4 ,
and then FeO, ﬁnally transforming into metallic Fe. At around 350 ◦ C metallic Ni appears due to
the reduction of NiO. Interaction between Ni and Fe leads to Ni-Fe alloy formation from 580 ◦ C
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onwards. This alloy remains stable up to 600 ◦ C during CO2 -TPO but is completely decomposed into
Ni and Fe3 O4 at 700 ◦ C (Figure 12b). The addition of Ni to CeO2 -Fe2 O3 shows great promise towards
generation of CO from CO2 in CCDR. As seen in Figure 12c, the position of the CeO2 (111) peak shows
a downward shift indicating partial reduction. This shift is quite signiﬁcant in Ni/CeO2 -Fe2 O3 , while it
remains limited in CeO2 -Fe2 O3 and doesn’t occur at these temperatures in pure CeO2 , meaning the
partial reduction is enhanced by the addition of Ni, leading to deeper reduction of the oxygen carrier.
As a result, a higher CO yield can be obtained during the reduction half-cycle when feeding CO2 .
The CO yield over the Ni/CeO2 -Fe2 O3 bifunctional material is proven to be 10 times higher than over
the CeO2 -Fe2 O3 oxygen carrier (Figure 12d).

ȱ
Figure 12. Catalyst-assisted chemical looping dry reforming over a 5 wt % Ni/CeO2 -Fe2 O3 (1:1)
bifunctional material: (a) Schematic representation of the reactions in the two separated half-cycles, the
STEM-EDX element mappings of Ni (red), Fe (blue) and Ce (green) show the morphological structure
of the bifunctional material; (b) The evolution of crystal structure of the bifunctional material during
in-situ H2 -TPR and CO2 -TPO. Measurement conditions include: temperature ramp rate: 20 ◦ C/min,
reducing gas for TPR: 5% H2 /He, oxidizing gas for TPO: 100% CO2 ; (c) Variation of peak position of
CeO2 (111) at 2θ = 29◦ during TPR for pure CeO2 (), CeO2 -Fe2 O3 (Δ) and Ni/CeO2 -Fe2 O3 (). Same
measurement conditions; (d) Comparison of CO yield during 5 redox cycles over CeO2 -Fe2 O3 oxygen
carrier and Ni/CeO2 -Fe2 O3 bifunctional material at different temperatures. The error bar indicates
twice the standard deviation. Adapted with permission from Galvita V.V. et al. [23], Applied Catalysis
B: Environmental; published by Elsevier, 2015.

An alternative towards the bifunctional material for CCDR processes is provided by spinel ferrites
(AFe2 O4 ), possessing both a catalytic element (A) and an oxygen carrier element (Fe). This ferrite-based
material is readily prepared via co-precipitation of all elements, unlike the additional modiﬁcation of
a Fe-based oxygen carrier by a catalyst component. Various Me-ferrites (Me = Ni, Co, Cu, Mn, Zn) have
been investigated in chemical looping processes [112,150,151], among which the NiFe2 O4 and CoFe2 O4
show certain catalytic activity and redox stability during chemical looping dry reforming of CH4 . Given
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the increase of alcohol feedstocks from chemical conversion of biomass, these ferrite-based bifunctional
materials were further tested in chemical looping reforming of alcohol fuels, such as methanol
and ethanol, for the production of value added fuels such as syngas. Dharanipragada et al. [125]
investigated the performance of NiFe2 O4 - or CoFe2 O4 -CeZrO2 bifunctional materials in a CCDR
process with two different alcohol fuels, methanol and an ethanol-water mixture (1:1 molar ratio).
In this case (Figure 13), methanol or ethanol acts as feed in the reduction half-cycle, which is
ﬁrst converted into CO and H2 (as well as some CH4 when using the ethanol-water mixture),
that simultaneously reduce the material, yielding CO2 and H2 O. In the re-oxidation half-cycle, CO2 is
fed to regenerate the material and produce CO.

ȱ
Figure 13. Catalyst-assisted chemical looping dry reforming with alcohol fuels as feed over Co- and
Ni-ferrites modiﬁed with CeZrO2 bifunctional materials: (a) Overview of the transformation behavior
of gas and solid phases; (b) STEM-EDX mappings of Co, Ni, Fe and C in 20 wt % CoFe2 O4 - or
NiFe2 O4 -CeZrO2 after methanol redox cycles. Reproduced with permission from Dharanipragada
N.V.R.A. et al. [125], Applied Catalysis B: Environmental; published by Elsevier, 2018.

During prolonged cycling, the material suffers from deactivation due to phase segregation and
particle sintering. It was found that CoFe2 O4 -CeZrO2 with low ferrite content (20 wt %) had good
redox activity and stability, but the material with 80 wt % CoFe2 O4 underwent deactivation owing to
phase segregation into Co and Fe3 O4 . On the other hand, all NiFe2 O4 -CeZrO2 materials suffered from
phase segregation as well as sintering, and the separated Ni and Fe3 O4 phases could not be restored
into the original spinel phase (NiFe2 O4 ). In the methanol-based CCDR process, carbon formation
was observed on both NiFe2 O4 - and CoFe2 O4 -CeZrO2 , but signiﬁcantly more intense on the former
(Figure 13b), indicating a lower carbon-resistance ability of the Ni-ferrite. The deposited carbon in
turn enhanced the CO yield during the re-oxidation half-cycle, because of the reaction between CO2
and carbon. This phenomenon was veriﬁed experimentally, showing a more elevated CO yield than
the theoretical value after material re-oxidation (as seen in Figure 13a). Furthermore, it was suggested
that air or O2 would be needed for complete gasiﬁcation of the deposited carbon.
Of course, the deactivation of such bifunctional materials due to carbon deposition during
CCDR cannot be ignored. In order to tackle this drawback, the upgraded technology of CCAR
can provide a prospective solution. The feasibility of the CCAR process over a Ni-Fe/MgAl2 O4
bifunctional material was studied through both thermodynamic analysis and prolonged cycling
experiments [20]. In the reduction half-cycle, a mixture of CH4 , CO2 and O2 in a 1:1:0.5 molar ratio
was ﬁrst converted over the Ni catalyst into a mixture of CO and H2 , which both reduce iron oxide
to metallic Fe (Figure 14a). The high endothermicity of dry reforming as well as the coke formation
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could be mitigated in this half-cycle under auto-thermal conditions. The steady-state reforming of the
CH4 :CO2 :O2 =1:1:0.5 mixture over Ni-Fe/MgAl2 O4 at various temperatures showed the auto-thermal
dry reforming reduction regime was established in the temperature range from 550 ◦ C to 750 ◦ C,
where the O2 is completely consumed and the conversion of CH4 and CO2 respectively reaches 90%
and 80%, yielding syngas with a H2 :CO ratio close to unity (Figure 14b). During the re-oxidation
half-cycle, CO is produced alongside the regeneration of iron oxide by CO2 (Figure 14a). The overall
CO yield depends on the degree of Fe3 O4 reduction reached in the reduction half-cycle, which strongly
depends on the ratio (Rc ) between the present reducing (CO + H2 ) and oxidizing (CO2 + H2 O) gases.
Based on thermodynamic analysis, high conversion of Fe3 O4 to metallic Fe can be reached if Rc > 2
and T > 600 ◦ C in the present study (Figure 14c).

ȱ

Figure 14. Catalyst-assisted chemical looping auto-thermal dry reforming over a 9 wt % NiO-16
wt % Fe2 O3 /MgAl2 O4 bifunctional material: (a) Schematic representation of the reactions in the two
half-cycles; (b) Space-time yield of reagents and products as a function of temperature during reforming
of a mixture with molar ratio CH4 :CO2 :O2 = 1:1:0.5 over the bifunctional material. Region I: total
oxidation, region II: dry and steam reforming, region III: auto-thermal dry reforming; (c) The ratio
Rc between reducing gases (CO + H2 ) and oxidizing gases (CO2 + H2 O) as a function of reaction
temperature during catalyst-assisted chemical looping auto-thermal dry reforming process, based on
the experimental data of (b). Solid circles with dashed line as guide to the eye. Solid lines: Equilibrium
lines of the iron/iron oxide system for each Rc at different temperatures.

The stability of the Ni-Fe/MgAl2 O4 bifunctional material was determined by examining the
changes in morphological structure by SEM (Figure 15a), showing no obvious carbon deposition on the
material surface, but an increase in the particle size and a collapse in the pore structure after 25 cycles
of CCAR. Therefore, particle sintering results in a decrease of the CO time-averaged space-time yield,
which reaches a stable level after the ﬁrst 5 cycles (Figure 15b), suggesting that severe sintering of
particles only occurs in the initial stage of redox cycling.
Obviously, deactivation of bifunctional materials through particle sintering during chemical
looping remains a challenge. As mentioned in Section 3.3.2, a possible countering strategy could be
the construction of material with a core-shell structure. Hence, a Ni-Fe bifunctional nanomaterial
(Fe/Zr@Zr-Ni@Zr) was designed, speciﬁcally for the catalyst-assisted chemical looping process.
It consists of a ZrO2 -coated Ni outer shell, encapsulating a Fe2 O3 /ZrO2 @ZrO2 core (Figure 16a),
showing multiple beneﬁts: (1) the Ni-based shell and the Fe-based core serve as reforming catalyst and
oxygen carrier, respectively, and achieve catalytic reforming and oxygen transfer in a single nanoscale
unit; (2) the hollow sphere surrounding the core prevents the aggregation of core particles [152],
while providing space for gas-solid contact; (3) at the same time, the sphere offers a large speciﬁc
surface area, leading to ﬁne dispersion of Ni particles and the adequate deposition of the outer ZrO2
protective layer, both of which contribute to a high catalytic activity [153]. To design such a structure,
an extra step is introduced in the synthesis pathway, where SiO2 is typically used as a template [154]:
after synthesis of the Fe2 O3 /ZrO2 @ZrO2 core, the latter is coated with a dense SiO2 layer using
a modiﬁed Stöber process [155]. After loading the Ni@ZrO2 shell, the SiO2 template is selectively
removed by dissolution with an adequate solvent to free the core, so that it can contact with reactant
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gases. The result is an eccentric core-shell structure as the core is now no longer supported within the
hollow shell (Figure 16b).

ȱ

Figure 15. Stability of catalyst-assisted chemical looping auto-thermal dry reforming over the
Ni-Fe/MgAl2 O4 bifunctional material: (a) SEM micrographs of the fresh sample and the spend sample
after 25 cycles; (b) Comparison of CO space-time yield (STY) during 25 cycles at 750 ◦ C.

ȱ

Figure 16. Core-shell bifunctional nanomaterial Fe/Zr@Zr-Ni@Zr: (a) STEM micrograph and
EDX element mapping of Zr, Si, Ni and Fe, and the overlay mapping of these elements for the
as-prepared material; (b) Schematics of the synthesis procedure, combining methods of incipient
wetness impregnation, SiO2 template-assistance and nanocoating.
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The bifunctional material Fe/Zr@Zr-Ni@Zr, made according to this recipe, is active for reforming
of a feed mixture of CH4 , CO2 and O2 (molar ratio of 1:1:0.2) as well as for conversion of CO2 to CO
in a CCAR process (Figure 17a). O2 conversion during reduction is always 100% in these conditions.
Methane dry reforming is the dominant reaction, yielding syngas with a H2 :CO ratio of unity, together
with some methane combustion into CO2 and H2 O. In the second half-cycle, the re-oxidation of Fe into
Fe3 O4 rapidly converts CO2 to CO. Hence, the CO space-time yield shows a sharp peak in the ﬁrst 20 s
of the re-oxidation half-cycle and then steadily decreases towards zero, indicating the majority of Fe3 O4
has been regenerated. Moreover, when averaged over 25 CCAR cycles, a stable CO time-averaged
space-time yield is obtained over Fe/Zr@Zr-Ni@Zr (Figure 17b). Characterizations (XPS, STEM-EDX
mapping and XRD) of the spent sample after 25 cycles indicate no obvious carbon deposits on the
core-shell bifunctional material and no sintering of the Ni and Fe particles.

ȱ
Figure 17. Reactivity and stability of the Fe/Zr@Zr-Ni@Zr bifunctional material during the
catalyst-assisted chemical looping auto-thermal dry reforming process at 750 ◦ C: (a) Space-time
yield (STY) of products vs. time on stream (TOS) during 2 min reduction half-cycle (reactant:
mixture of CH4 :CO2 :O2 = 1:1:0.2, 150 mL·min−1 ) and 2 min re-oxidation half-cycle (reactant:
90% CO2 /Ar, 150 mL·min−1 ); (b) CO time-averaged space-time yield (STY) of the re-oxidation
half-cycle during 25 redox cycles.

The CO2 utilization during this process can be further enhanced through the construction of a
double-zone reactor bed conﬁguration [126], composed of a core-shell structured Fe/Zr@Zr-Ni@Zr
bifunctional material (the ﬁrst zone) followed by a core-shell structured Fe2 O3 /ZrO2 @ZrO2 oxygen
carrier (the second zone). In this bed conﬁguration, it is expected that much more CO2 can be converted
to CO due to the additional oxygen storage capacity provided by the second oxygen carrier zone.
5. Conclusions
Chemical looping technology has recently emerged as a promising “clean energy conversion
technology” due to the advantages of manageable inherent CO2 capture. In a chemical looping scheme,
a single reaction is broken down into two, spatially or temporally separated half-cycle reactions,
coupled through the cyclic transformation of a solid looping material. Depending on their functions,
the looping materials can be divided into two main types, correspondingly deﬁning two groups
of chemical looping processes: As an oxygen carrier, to transport oxygen through cyclic reduction
and re-oxidation during chemical looping combustion or reforming; as a CO2 carrier, to remove
CO2 in-situ through cyclic carbonation and calcination during sorption-enhanced chemical looping.
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The ﬂexibility of chemical looping processes allows the utilization of various feedstocks (fossil fuels,
CO2 and renewables) and the production of various value-added chemicals (H2 , CO, syngas and liquid
fuels) via tailoring of reactor feed and looping materials.
At the heart of chemical looping technology is the selection of looping materials. The employment
of a suitable looping material determines the sustainability and economics of the technology. From
a practical point of view, some commonly used looping materials were compared. CaO is an ideal
material to serve as CO2 carrier owing to its low cost, non-toxicity, acceptable CO2 capacity,
regenerability and heat conduction. Further efforts for a CaO-based carrier should focus on increasing
its CO2 capacity and adsorption rate, as well as improving its thermal stability and mechanical strength.
Transition metals, such as Ni, Fe, Cu, Mn and Co-based materials, are commonly used as oxygen
carriers, among which Fe- and Ni-based materials are most employed, especially for carbonaceous
feedstock-driven chemical looping processes. Iron oxide is highly tolerant to carbon deposition,
environmentally friendly, cheap, and has a high oxygen storage capacity from CO2 . A future task in the
development of Fe-based oxygen carriers is the enhancement of its ability to resist sintering. Ni then
again has excellent reactivity towards hydrocarbon fuels, making Ni-based material a promising redox
catalyst for chemical looping reforming, but the drawbacks with regard to particle sintering, carbon
deposition and sulfur poisoning of the material need to be further addressed.
Based on different purposes of improvement of oxygen carriers, approaches have been
investigated, mainly focusing on compositional and structural optimization. The stabilization of active
components with promoter materials is a widely used method. Some physical promoters (e.g., Al2 O3 )
can react with the active component to form spinel phases (such as NiAl2 O4 and FeAl2 O4 ), which can
continue to act as inert binders but resulting in the partial loss of reactivity. Adding an appropriate
amount of MgO into NiO/Al2 O3 or Fe2 O3 /Al2 O3 systems can mitigate the formation of Ni- or
Fe-Al2 O4 spinel through the competition of MgAl2 O4 formation. Owing to the thermal and chemical
stability, both MgAl2 O4 and ZrO2 are considered as a good physical promoter materials for oxygen
carriers. In addition, reducible CeO2 can serve not only as a physical, but also a chemically active
promoter. The CeO2 -modiﬁed oxygen carriers show high reactivity, good reducibility, high oxygen
transport capacity as well as strong carbon resistance.
Another strategy is the use of an oxygen carrier with mixed active metals, combining the
complementary advantages of individual metals. The mixing of Co into a Ni-based oxygen carrier
can improve its reducibility and carbon resistance. The addition of Fe into a Cu-based oxygen carrier
increases its melting point to resist agglomeration. Combining advantages of both Ni and iron oxide,
the bimetallic Ni/Fe-based material—containing an optimized molar ratio of Ni/Fe and supported by
a stable promoter material—gradually becomes a highly promising oxygen carrier or redox catalyst
for chemical looping reforming, showing high reactivity towards hydrocarbon fuels, good thermal
stability, high ability to resist carbon deposition and low cost.
Structural optimization is of equal importance for an ideal oxygen carrier. Perovskite-structured
oxide (ABO3 -type) materials show remarkable results. Owing to the unique structure of perovskite, its
lattice oxygen is readily utilized for syngas production with high selectivity, and phase transformation
can be avoided due to its thermal stability. The partial substitution of A- and B-site metals by
an aliovalent metal can improve the stability and reactivity, respectively. One optimum composition
of perovskite-structured oxygen carriers is La0.7 Sr0.3 Cr0.1 Fe0.9 O3 . Future work must focus on
improvement of the oxygen storage and transport capacities of perovskite-structured oxygen carriers.
Furthermore, a core-shell structure, i.e., an active core encapsulated by a thin and porous shell, has
become the most competitive structure, due to its strong adjustability: Control of the particle size of
the active core enables to control the reaction kinetics; Tailoring of the composition, thickness and
pore properties of the shell can change the stability of the material and its selectivity towards speciﬁc
products. An ideal core-shell structured oxygen carrier applied in chemical looping should show high
oxygen transport capacity and strong thermal stability under the harsh operation conditions. In this
sense, a nano-size active metal core encapsulated by a chemically inert and porous shell is required
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to construct a core-shell structured oxygen carrier. A proposed Fe2 O3 /ZrO2 @ZrO2 oxygen carrier,
composed of a stable Fe2 O3 /ZrO2 core and a thin and mesoporous ZrO2 shell, proved to possess
excellent redox activity and stability for CO2 utilization during a long-term chemical looping process.
Efﬁcient conversion of hydrocarbon fuels to syngas accompanied by a goal of maximum CO2
utilization has been achieved through a novel process—catalyst-assisted chemical looping dry or
auto-thermal dry reforming—implemented over a bifunctional material. The latter must show
functions of both reforming catalyst and oxygen carrier. The performances of series of Ni-Fe
bifunctional materials were investigated in terms of syngas production, CO2 conversion and material
stability. A core-shell structured Fe/Zr@Zr-Ni@Zr bifunctional material, providing catalyst and oxygen
storage functions from a Ni-based shell and a Fe-based core, respectively, shows a stable CO yield
during prolonged cycling without signiﬁcant carbon deposition and particle sintering. On the reactor
scale, careful distribution of the Ni-based catalyst and Fe-based oxygen carrier in the reactor bed could
further enhance CO2 utilization.
6. Outlook
Although chemical looping materials have now been developed as core-shell
structured bifunctional nanomaterial, applicable in the new process of chemical looping
technology—catalyst-assisted chemical looping, the research on the industrially-applicable
looping materials has not yet reached its ﬁnal destination. Further outlooks could be as follows:
(1) Considering the economic effectiveness, the establishment of low-cost and facile synthesis
methods is crucial for the development of the industrial looping materials, especially for the core-shell
structured nanomaterials.
(2) High-pressure operation of the chemical looping reactors is essential to maintain the circulation
efﬁciency of an industrial platform. Hence, holistic evaluation of the effect of pressure on the behavior
of the core-shell structured materials is necessary for further improvement of the materials.
(3) Research towards the enhancement of the long-term stability, for example maintaining
reactivity and structural integrity for thousands of redox cycles, of the looping materials is crucial.
The choice of the developed bifunctional looping materials should be screened by taking into account
of their lifecycle and cost of production.
(4) Most of the fuel feedstocks contain sulfur-based contaminates, which easily bind to the active
metal sites to form stable surface oxy-sulﬁdes and/or bulk metal sulﬁdes, resulting in the material
deactivation. Therefore, study on the sulfur-poisoning mechanism of the materials by using feed
compositions that are close to real feedstocks is indispensable.
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Abstract: The rapid progress in materials science that enables the design of materials down to the
nanoscale also demands characterization techniques able to analyze the materials down to the same
scale, such as transmission electron microscopy. As Belgium’s foremost electron microscopy group,
among the largest in the world, EMAT is continuously contributing to the development of TEM
techniques, such as high-resolution imaging, diffraction, electron tomography, and spectroscopies,
with an emphasis on quantiﬁcation and reproducibility, as well as employing TEM methodology at
the highest level to solve real-world materials science problems. The lab’s recent contributions are
presented here together with speciﬁc case studies in order to highlight the usefulness of TEM to the
advancement of materials science.
Keywords: TEM; electron diffraction tomography; STEM; atom counting; electron tomography;
compressed sensing; EDS; EELS; nanomechanical testing; ACOM TEM

1. Introduction
Transmission electron microscopy (TEM) is a very rapidly developing ﬁeld. The scope, breadth
of information, and power of the various types of TEM techniques are being expanded every year.
A modern TEM constitutes a complex characterization facility, capable of collecting diffraction patterns
from volumes of a few cubic nanometres in size and imaging samples down to the atomic scale.
When combined with tomography, a technique which derives three-dimensional (3D) information
from two-dimensional (2D) images, one is able to determine the structure and shape of nanostructures
in 3D, even with atomic resolution [1,2]. More than this, TEM allows performing spectroscopies that
can analyse, once more down to the atomic scale, the composition of the sample, but also bonding,
optical, and electronic structure properties both in 2D and 3D. Finally, a growing range of experiments
can now be performed in situ in the TEM with simultaneous characterization, offering valuable insight
in a variety of processes.
For this special issue on Materials Science in Belgium, we will focus on the contribution of
the EMAT research group located at the University of Antwerp. EMAT is the foremost electron
Materials 2018, 11, 1304; doi:10.3390/ma11081304
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microscopy laboratory in Belgium, and one of the leading electron microscopy groups in the world,
currently composed of more than 50 researchers and equipped with a wide range of state of the
art instrumentation. Already the name, a contraction of electron microscopy for materials science,
reveals the strong focus on materials, reﬂected also in the dense network of national and international
collaboration with leading groups. Every characterization technique that is available here can be
applied at the state of the art, and EMAT constantly strives to develop them further and push the
boundaries of what is possible.
In this paper, we showcase a selection of examples of applied TEM as well as of instrumental
developments that were contributed by EMAT to the ﬁeld of materials science. We show how TEM
can recover the different types of information from different materials, the methodological and
instrumental advances pioneered by this lab, and case studies that showcase the determinant role of
electron microscopy in solving different materials science problems.
2. TEM as a Structural Characterization Tool
In functional materials, a deep understanding of the relation between the properties and the crystal
structure is the key to designing new materials and improving existing ones. TEM provides unique
opportunities for crystal structure analysis at a very local scale, which, in many ways, complements
powder diffraction techniques, such as X-ray or neutron powder diffraction, where the data is collected
from a comparatively large volume of the material. TEM can access structural data both in reciprocal
and direct space. Electron diffraction (ED) patterns contain information on the symmetry of the crystal
and, in some cases, the intensities of the reﬂections can be used quantitatively to solve the crystal
structure [3]. Coupling of scanning transmission electron microscopy (STEM) with atomic resolution
spectroscopic techniques, such as energy-dispersive X-ray spectroscopy (EDS) and electron energy loss
spectroscopy (EELS), allows analysis of the chemical composition, oxidation state, and coordination
number of the individual atomic columns in the structure. In this section, we will give some examples
of how these techniques were used to unveil structures that were out of reach for powder diffraction
techniques due to different reasons.
Some types of samples can be difﬁcult to study with powder diffraction, but are excellent
for study using TEM, for example multiphase samples, samples with local defects and modulated
materials [4–7]. While often such materials can still be analysed with powder diffraction, the data
might be difﬁcult for interpretation due to a variety of factors such as the presence of a large number
of reﬂections, reﬂection overlap and anisotropic reﬂection broadening. There are clear advantages
to the use of TEM: as electrons in a TEM interact much more strongly with matter than X-rays or
neutrons, volumes of a few tens of nm3 are already enough to provide a clear diffraction pattern
which is then from a single crystal, while images of the structure in direct space can already be
taken with only a few atoms. As an extra advantage, the electron wavelength is a few orders
of magnitude smaller than that of typical X-rays or neutrons, increasing the radius of the Ewald
sphere (which is equal to the wave vector) and making its curvature almost ﬂat, thus making ED
patterns (almost) two-dimensional sections of the reciprocal lattice of the crystal [8]. As a result, ED
provides easily interpretable information about the symmetry of the crystal, on a scale ranging from
micrometres down to nanometres. The two-dimensional sections can also be combined to reconstruct
the three-dimensional reciprocal lattice, using, in principle, simple pen-and-paper [3].
Structure solution and reﬁnement from TEM has proven especially useful for such prominent
materials as cathode materials for lithium-ion batteries. Understanding structure transformations upon
reversible intercalation (during discharge) and de-intercalation (during charge) of the Li+ or Na+ ions
is crucial for the improvement of the capacity, charge density, and lifetime of the battery. By design,
batteries are multi-component devices, where the cathode materials are primarily used in powder
form to ensure a homogenous mixing with amorphous additives (carbon) as electric conductors and
with an electrolyte. This limits the possibilities of powder diffraction for the analysis of the structures.
As ED patterns can be collected from single-crystal particles mere nanometres in diameter, the powder
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mix is effectively a collection of single-crystal samples for ED. On lithium battery materials, EMAT’s
most important contributions through TEM are based on the use of electron diffraction tomography
(EDT) or STEM images.
The speciﬁc advantage of EDT for lithium battery materials stems from the higher sensitivity of
electron diffraction to elements with small atomic number (Z), such as lithium, compared to X-ray
diffraction, as well as the single-crystal nature of the electron diffraction data [9,10]. However, direct
structure solutions from ED patterns are hampered by multiple scattering of the electrons on their path
through the crystal, even in samples with a thickness of only a few nanometres [11]. This makes the
intensities of the reﬂections very dependent on the thickness and orientation of the crystals, resulting in
intensities that deviate signiﬁcantly from the intensities expected in the kinematic (i.e., single scattering)
approximation. The detrimental effect of multiple electron scattering can be mitigated using either
precession electron diffraction (PED) [12] or electron diffraction tomography. Both techniques result in
off-zone patterns (although in the case of precession electron diffraction many off-zone patterns are
summed and recombined into a seemingly in-zone pattern) which decreases the amount of possible
multiple scattering paths and, thus, results in intensities closer to the kinematic ones (and, thus, called
quasi-kinematical) [13]. Both techniques have been usefully applied for determining the structures
of lithium battery cathode materials. In PED (whose applications are also explored in Section 8.1 of
this paper) the crystal is tilted in the zone axis orientation, then the incident electron beam is tilted
slightly (~1◦ ) off the optical axis and rocked azimuthally around the optical axis, while keeping the
tilt by using electromagnetic coils. This change in the direction of incidence produces the off-axis
patterns. A second set of coils placed after the sample cancels out the beam tilt recombining the
different patterns together. PED was used to solve and reﬁne, for the ﬁrst time, the structure of
Li2 CoPO4 F [14]. Currently, the EDT technique (combinable with PED) is more often used because of
its ﬁner sampling of the reciprocal space [15], as simple PED only provides a few diffraction patterns
and, hence, only a few slices of reciprocal space, while EDT probes a large fraction of the reciprocal
space. In EDT, the sample holder is tilted inside the TEM column and ED patterns are collected using
an increment of ~1◦ , avoiding major crystallographic zone axes. The acquired ED patterns are used as
an input for a reconstruction algorithm, which produces a 3D dataset containing quasi-kinematical
diffraction intensities. They can be used for crystal structure solutions by the conventional methods of
single-crystal X-ray crystallography. Using this technique, many structures of cycled cathode materials
were already successfully solved and reﬁned. For example, for cycled AVPO4 F (A = K, Li) the results
of EDT revealed that K is not completely extracted from the charged material and that Li in the
discharged material occupies new crystallographic positions. Hence, the K atoms in this material
not only act as mobile species, but also as structural pillars supporting the VPO4 F framework in the
charged material [16]. In the Li2 FePO4 F compound, prepared by electrochemical substitution of Na in
LiNaFePO4 F by Li, the EDT structure analysis unveiled the origin of capacity fading in the material.
Removal of Li upon charging creates “dangling” P−O bonds resulting in a substantial bond imbalance,
which is compensated through Fe migration towards the Li positions giving rise to Li/Fe anti-site
disorder [17]. In LiRhO2 , the EDT study showed that the layered structure transforms upon charging
into a tunnel structure with rutile and ramsdellite channels [18].
Another crucial technique for lithium battery cathode materials is STEM [19,20]. TEM and
STEM can both be used to visualize the atomic arrangement of the structure. The development of
aberration-corrected TEMs has enabled imaging the atom columns with a resolution of 50 pm [21].
The ﬁrst TEM method capable of atomic resolution was high resolution (HR) TEM imaging,
where elastic interaction of coherent parallel electron beam with the crystalline lattice of the material
results in an interference pattern (HRTEM image) that has the same periodicity as the crystal and can be
used to retrieve information on the symmetry [22]. Inelastic interaction provides, due to the chromatic
aberrations in the lenses, just a featureless background that reduces the images’ signal to noise ratio.
The direct interpretation of these images is hindered by high sensitivity of the interference pattern to
the sample thickness and the exact defocus of the microscope. Nevertheless, this method has been
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widely used for crystal structure visualization [23–25]. During the last two decades, atomic resolution
STEM is more often used for this purpose, mainly due to the fact that it is more robust to the variations
in the experimental settings and, thus, HR-STEM images are easier to interpret than HR-TEM images.
In this method, a focused electron beam is scanned over the specimen and the transmitted electrons are
collected by (typically) annular detectors below the sample. Depending on the acquisition settings of
the microscope, there are two main STEM imaging modes useful in structure analysis. In the so-called
high angle annular dark ﬁeld STEM (HAADF-STEM) mode, the intensity of the acquired projection
images is proportional to the average atomic number of the projected column (I~Z2 ) and scales with
the thickness of the specimen, hence delivering chemically-sensitive information [26]. While in some
case even light elements can be detected by HAADF-STEM [27], many materials combine elements
with widely different atomic numbers. As a result, the contrast in the images is excellent for the high Z
elements, but very poor for the low-Z ones and, in most situations, the accurate localization of the light
elements is impossible due to the ﬁnite signal to noise ratio. The information from atomic columns of
light elements, such as O, or even H, can be more easily obtained using another STEM-imaging mode,
called annular bright-ﬁeld STEM (ABF-STEM) [28–31].
Atomic-resolution HAADF-STEM and ABF-STEM imaging, for example, revealed the crystal
structure transformation of the model battery cathode materials Li2 IrO3 and Na2 IrO3 [32,33].
These compounds belong to a family of Li, Na-rich layered rock-salt compounds, which demonstrate
capacities larger than those expected for the pure cationic redox activity. STEM imaging showed
the formation of short O-O distances, conﬁrming that the excess capacity is due to participation of
both cationic and anionic sublattices (Figure 1). HAADF-STEM imaging can be used to analyse the
migration of the transition metal cations into the Li positions upon cycling, as it was done for Li-rich
Li2 Ru1−y Tiy O3 phases. This migration is only partially reversible during the discharge, leaving a
fraction of the transition metal cations trapped in the tetrahedral sites, hence resulting in a gradual
voltage fade of the material [34]. In LiRhO2 , the HAADF-STEM images could be used to infer a
transition mechanism from layered into a 3D structure, which involves local migration of Rh and O
species [18]. Sometimes, the defect analysis using real space imaging can greatly facilitate interpretation
of the powder diffraction data. In the Li3 Ruy Nb1−y O4 family of rock salt structures, which was used to
test the limits of the anionic redox activity [35,36], the (Nb,Ru)O6 octahedra form either zigzag, helical,
jagged quasi-1D chains, or 0D clusters depending on the Nb/Ru concentration. The HAADF-STEM
images unveiled a plethora of extended planar defects, which give rise to anisotropic broadening of
reﬂections in the powder X-ray diffraction. Modelling these defects signiﬁcantly improved the crystal
structure reﬁnement.
Another type of materials where TEM has proven to be indispensable for structure solution is
modulated materials, whether commensurately or incommensurately modulated. Often the satellites
or superstructure reﬂections are weaker compared to the parent cell reﬂections and form a very
dense set of reﬂection in the powder diffraction patterns, which complicate the Rietveld reﬁnement.
Using ED, one can take clear two dimensional sections through the reciprocal lattice to determine the
cell parameters and symmetry, with clearly separated satellite reﬂections in most cases. This can be
complemented with a direct view of the structure in direct space using high-resolution TEM or STEM
techniques. Structure models for numerous modulated materials were solved using this combination
of techniques, most frequently followed by subsequent reﬁnement using powder diffraction data.
Examples range from scheelites [37] to perovskite-based structures [38]; a description of the typical
solution route has already been published in a previous review paper by Batuk et al. [4].
When the materials are sufﬁciently stable under the electron beam (the doses for a high resolution
spectroscopic map are in the order of few pC/Å2 ), the diffraction patterns and images can be
complemented with high-resolution EDS or EELS maps, allowing to support the structure models with
direct knowledge on the distribution of the elements over the different solved atomic positions [39].
This was necessary, for example, to determine the structure at the interface between a perovskite
substrate and ﬂuorite ﬁlm, which showed unexpected features in the STEM images. The STEM
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images showed where the atoms were, but only the HR-EDS and EELS studies demonstrated which
elements were at those positions, revealing a redistribution of the cations over several layers at the
interface [40]. The vast majority of the crystalline solid-state materials are indeed stable under the
electron beam and the use of high-resolution TEM imaging provides a still image of the atomic
arrangement. Some materials are too beam-sensitive, and even a short exposure to the electron beam
(doses for a high-resolution image are of the order of fC/Å2 ) decomposes them or renders them
amorphous, thus requiring special procedures for their TEM analysis [41]. However, there is a narrow
group of materials, in which the energy transfer from the electron beam triggers interesting structure
transformations. This approach has been used to analyse the chemistry and dynamics of lone pair Bi3+
cations in the layered Bi3n+1 Ti7 Fe3n−3 O9n+11 perovskite-anatase intergrowth materials with variable
thickness of the perovskite layers [42,43] (Video S1). The lone pair cations are prone to an asymmetric
coordination environment, which can induce electric polarization of the material. The HAADF-STEM
and ABF-STEM data revealed that in the Bi3n+1 Ti7 Fe3n−3 O9n+11 family, the Bi3+ cations trigger off-centre
displacements of the transition metal cations. Although the materials are antiferroelectric, the exact
pattern of polar atomic displacements depends on the thickness of the perovskite blocks. The dynamic
changes in the local conﬁguration of the structure, e.g., upon absorbing energy from the electron
beam, occur cooperatively, so that a large number of atoms change their position at the same time,
which could be recorded in real-time using a fast HAADF-STEM acquisition.

Figure 1. Complementary [001] HAADF-STEM (a) and ABF-STEM (b) images of fully-charged
Na2-xIrO3 with an O1-type structure. Magniﬁed fragment of the ABF-STEM image (c) with marked
projections of the IrO6 octahedra (red dots: Ir columns; blue: Na; and yellow lines: O octahedral
projections). Intensity proﬁles measured in the areas marked in blue and red highlighting short and
long projected O−O distances (d). Adapted with permission from [33]. Copyright 2016 American
Chemical Society.
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3. Quantitative Imaging in Transmission Electron Microscopy
Although high-resolution HAADF-STEM imaging is considered nowadays as a standard
technique for the structural and compositional characterization of different nanomaterials at the atomic
scale, a quantitative analysis is often very challenging. Since the beginning of the decade, a great deal of
effort has been put on the development of approaches to reliably quantify ((S)TEM) data [44]. The main
objective is to extract precise and accurate numbers for unknown structure parameters including
atomic positions, chemical concentrations, and atomic numbers. In order to extract these quantitative
measurements from atomic resolution (S)TEM images, statistical analysis methods are needed. For this
purpose, statistical parameter estimation theory has been shown to provide reliable results [45]. In this
framework, images are purely considered as data planes [46], from which structure parameters have to
be determined using a parametric model describing the images. Atomically-resolved HAADF-STEM
images are described with a parametric model in which the projection of an atomic column corresponds
to a Gaussian peaked at the column’s position. The parameters of this model, including the atom
positions, the height and the width of the Gaussian peaks, are determined using the least squares
estimator [44,47,48]. As such, the positions of atom columns can be measured with a precision of the
order of a few picometres [49–55], even though the resolution of the electron microscope is still one or
two orders of magnitude larger. Moreover, small differences in average atomic number, which cannot
be distinguished visually, can be quantiﬁed using HAADF-STEM images [44]. In addition, this theory
allows one to measure compositional changes at interfaces [56–58], to count atoms with single atom
sensitivity [59–61], and as we will see in a next part also to reconstruct atomic structures in three
dimensions (3D) [1,59,62–65]. Making this well-established quantiﬁcation method easier to apply for
all scientists was the motivation behind the development of StatSTEM, a user-friendly software for
the quantiﬁcation of high-resolution STEM images (Figure 2a) [47]. Here, two recent applications of
advanced quantiﬁcation methods in atomic resolution STEM will be brieﬂy discussed.

Figure 2. (a) Screen shot of the StatSTEM software, showing the atom-counting results on an
experimental image of a Au nanorod; (b) Counting the number of atoms from a HAADF-STEM
image of a Ag-coated Au nanorod; and (c) 3D atomic scale characterization of a Au nanodumbbell
before and after heating.

In HAADF-STEM, the image intensities scale with the thickness of the sample and with the
atomic number (I~Z2 ). For homogeneous materials the scattering cross-sections, i.e., the quantiﬁed
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integrated intensities at the atomic column positions, only depend on the thickness and can, therefore,
be used to count the number of atoms in each atomic column by either employing advanced statistical
methods [60,61] or by comparison with simulations [66]. For heterogeneous materials, all types of
elements will contribute differently to the scattering cross-sections, thus, signiﬁcantly complicating
atom-counting with respect to monotype nanostructures. In addition, small changes in the atom
ordering in the column have an effect on the scattering cross-sections. In order to unscramble this
information, an atomic lensing model was introduced which allows to predict scattering cross-sections
as a function of composition, conﬁguration, and thickness [67]. When using this model the number of
both Ag and Au atoms could be counted from an experimental HAADF-STEM image of a Ag-coated
Au nanorod, as demonstrated in Figure 2b. This type of atom-counting results can also be used to gain
access to the 3D atomic structure, as will be extensively shown in part 5.
4. Investigation of Beam Sensitive Materials in a TEM
Compressed Sensing
For all the wealth of information that TEM can provide about a sample, its usefulness in some
ﬁelds is still limited by the beam-sensitivity of the samples, and a great deal of work in the ﬁeld is
devoted into obtaining the most information for the electron dose. Examples of this are the application
of rigorous statistical methods to the quantiﬁcation of noisy high-resolution images, and the use of
compressed sensing (CS) approaches in the development of electron tomographic algorithms [68].
Compressed sensing is a signal processing approach which consists of expressing a signal into a
mathematical basis where it appears sparse and, hence, can be described with less information. As such,
this approach allows reconstructing a dataset from a limited amount of samples. Since experimental
images have a high degree of natural sparsity, it is possible to apply these methods to STEM imaging
with the aim of reconstructing an image by measuring only a fraction of the pixels, randomly
distributed within the image frame.
By using a specially developed fast electromagnetic beam shutter capable of operating at
microsecond speeds, and synchronizing it with the microscope’s scan engine, it becomes possible to
selectively illuminate only a selected number of pixels in the image [69]. Early experimental tests,
where this technique was applied to the reconstruction of high-resolution images (Figure 3) or to
the imaging of highly beam-sensitive samples [70], have been successful. While theoretical doubts
have been raised on whether CS can beat conventional denoising algorithms on a purely statistical
basis [71], the experimental results suggest that this method of reducing beam damage is effective
beyond expectations, and that beam-sensitive samples can undergo healing processes that substantially
limit beam damage when exposure is not continuous [70].

Figure 3. Experimental realization of compressed sensing for STEM imaging. (a) Conventional high
resolution STEM image; (b) image over the same region of the same sample, where 20% of the pixels
are acquired and 80% are blocked; and (c) the reconstructed image.
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5. Atomic Resolution Tomography
While TEM and STEM are ideal techniques to investigate materials at both the nanometre and the
atomic scale and have therefore been widely used in the study of nanomaterials, the obtained images
only correspond to 2D projections of 3D objects [72]. Therefore, electron tomography, a technique
which derives 3D information from 2D projections, can be used in order to obtain the necessary
3D information [73]. Most tomography results have addressed nanometre scale characterization,
but recent advances in material sciences raised questions that could only be answered by the atomic
scale 3D structures and have fostered the extension of the technique to the atomic scale.
The ﬁrst work in atomic resolution tomography, which is also considered as a breakthrough
in the ﬁeld, was published almost seven years ago by Van Aert et al. By combining atom-counting
results (Figure 4b,d) obtained from images of a 3 nm Ag nanoparticle embedded in an Al matrix under
different viewing directions (Figure 4a,c), the 3D space could be reconstructed for the ﬁrst time at
an atomic level using so-called discrete tomography (Figure 4e) [59]. Here, it was assumed that all
atoms are positioned on a ﬁxed face-cantered-cubic grid without any vacancies being present. The 3D
reconstruction was compared to projection images that were acquired along additional zone axes and
an excellent match was found, thereby validating the quality of the reconstruction. This technique,
however, assumes that atoms are located on a ﬁxed regular lattice, while deviations often occur because
of defects, strain, or lattice relaxation and are of utmost importance as they determine the physical
properties of nanomaterials.

Figure 4. (a,c) Reﬁned models for two HAADF-STEM projection images of a Ag atomic cluster
embedded in an Al matrix; (b,d) Number of Ag atoms per projected atomic column for both
images; (e) 3D representation of the reconstructed volume of the Ag nanoparticle, based on discrete
tomography [59].

One year later, a different approach was proposed by Goris et al. [2], which was applied to Au
nanorods in order to visualize the atom positions in 3D. Hereby, four atomic resolution projection
images were used as an input for an advanced reconstruction algorithm based on compressive sensing
that exploits the natural sparsity deriving from the discrete atomic structure of the material, and does
not require assumptions on the crystal structure [68]. Indeed, for high-resolution electron tomography,
only a limited number of voxels are expected to contain an atomic core, and most voxels will correspond
to vacuum. By exploiting this in the algorithm it is possible to create a reliable reconstruction of the
atomic lattice from only a few projections [2]. The methodology enabled a precise determination of the
surface facets of the investigated Au nanorod, as illustrated in Figure 5a.

174

Materials 2018, 11, 1304

Figure 5. (a) Slices through the atomic resolution 3D reconstruction of a Au nanorod, revealing the
atomic lattice and the surface facets present; (b) 3D visualization of a core—shell Au@Ag nanorod,
where the Au core is rendered green, and the Ag atoms are visualized in orange [2,74].

In a subsequent work, the same approach was used by Goris et al. for the characterization of
core–shell bimetallic Au@Ag nanorods, where ﬁve atomic resolution HAADF-STEM images were
acquired (Figure 5b) [74]. In this case, since the intensities depend on the atomic number in the
individual HAADF-STEM projections, a careful analysis of the intensities in the reconstructed volume
allowed to distinguish between Ag and Au atoms. Therefore, the atomic structure at the core/shell
interface could be reliably determined.
While these approaches allowed to study the 3D atomic structure, they do not allow to
determine the atomic coordinates with sufﬁcient precision to three dimensionally study, e.g.,
strain. Recently, Goris et al., conducted a study to compare strain investigations relying on 2D
projections with 3D measurements based on high-resolution electron tomographic reconstructions [75].
The 3D measurements displayed an outward relaxation of the crystal lattice which could not be
seen from a single 2D projection image. This was done by acquiring a continuous tilt series of
HAADF-STEM projections with a tilt increment of 2◦ , and applying a dedicated alignment procedure
and reconstruction algorithm. Typically, during conventional alignment, the tilt angles are considered
a ﬁxed parameter, set to the nominal value used during acquisition. Here, the angles were optimized
during the reconstruction in an iterative manner. As previously discussed, the outcome of a 3D
reconstruction at the atomic scale is usually a continuous 3D volume of intensity values, from which
the centre of each atom can only be determined by additional successive analysis. These datasets are
very large, and in the absence of objective and automatic segmentation procedures it becomes difﬁcult
to obtain atom coordinates. Goris et al., could overcome this limitation by assuming that the 3D
atomic potential can be modelled by 3D Gaussian functions. This assumption signiﬁcantly simpliﬁes
the reconstruction problem, yielding the coordinates of the individual atoms as a direct outcome of
the reconstruction. This highlights how using shape models can be a powerful tool to solve many
problems in the ﬁeld of electron tomography. The approach was applied to an Au nanodecahedron
containing more than 90,000 atoms [75] and, since the atomic coordinates are a direct output of the
reconstruction, it becomes straightforward to calculate the 3D displacement. The displacements were
calculated with respect to a reference region in the middle of the segment. The εxx and εzz strain
ﬁeld components were obtained by computing the derivatives of the 3D displacement. Slices through
the resulting εxx and εzz volumes extracted through the middle of the segment and the results are
presented in Figure 6a,b.
From the previous section it is clear that tomography typically requires several images demanding
a substantial electron dose. To circumvent this problem, atom-counting results from just a single
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projections can be used as an input to retrieve the 3D atomic structure [62,64–66]. In combination with
prior knowledge about a material’s crystal structure, an initial 3D model is generated. Next, an energy
minimization is performed to relax the nanoparticle’s 3D structure. This new approach opens up
the possibility for the study of beam-sensitive materials, 2D self-assembled structures [64], and in
conjunction with in situ experiments where the dedicated hardware makes tomography impossible.
As an example this was recently applied by De Backer et al., as shown in Figure 2c, to retrieve the
3D atomic structure of a nanodumbbell on an in situ heating holder allowing only a limited tilt
range [65]. From the reconstructions, the surface facets can be clearly observed for the entire tip of the
nanostructure and a signiﬁcant increase in low index facets is observed after heating which can be
expected to be of critical importance for the study of catalysis.

Figure 6. (a,b) εxx and εzz strain ﬁeld showing surface relaxation in both directions. The colour scale
indicates the expansion of the lattice parameter with respect to a reference; (c,d) The surface relaxation
was conﬁrmed by measuring the lattice parameter on slices through the reconstructions at the positions
indicated in (a,b) [75].

6. Spectroscopic Techniques in a TEM
While as illustrated in the previous sections, (S)TEM can provide quantitative structural
information in 3D for systems with one or two atomic species as long as the atomic number differs
sufﬁciently, relevant samples for materials science contain often a much wider variety. The question
is then how can we retrieve the distribution of different elements in the specimen and can we even
extract bonding information. In order to answer these questions, spectroscopic techniques are an
essential part of materials characterization methods.
EDS and EELS are spectroscopic techniques which are almost always present in modern TEMs.
By using them in combination with STEM, a complete 2D mapping of the chemical elements in
the specimen can be obtained. Recent advances in instrumentation, such as the implementation of
electron monochromators, allow EELS edges to be acquired at energy resolutions close to that of
synchrotron-based spectroscopies providing extra information which cannot be obtained by EDS.
For example, investigating the core-loss region of a spectrum, can reveal information concerning the
valency of cations, oxygen coordination, and bond elongation, with spatial resolutions going down to
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the atomic scale. Analysing electrons which have lost few eV, belonging to the so-called low-loss part
of the spectrum, allows to study inter-band transitions and optical properties of nanomaterials.
High-Resolution STEM-EELS
The combination of high-resolution imaging and high energy resolution spectroscopies has
proven to be a formidable tool to solve materials science problems. While the former offers,
with sub-angstrom resolution, structural information, including properties such as strain, the latter
can provide high-resolution chemical composition, as well as oxidation state [76], and even bonding
information, forming a compelling picture of the material’s properties, which can be particularly
valuable in the case of localized systems such as interfaces.
In particular, interfaces between oxides have been under intense study for the variety of novel
emerging quantum phenomena they exhibit, depending on a variety of factors (strain, oxygen
stoichiometry, cation intermixing, etc.). As an example, we can consider how the magnetic properties
of epitaxial manganite ﬁlms depend heavily on the chosen substrate. In the bulk case La2 /3Sr1 /3MnO3
(LSMO) is ferromagnetic with an easy magnetization axis along the b crystallographic direction and a
Curie temperature of 350 K. However, when a thin ﬁlm (of less than 20 unit cells) of LSMO is grown on
an NdGaO3 (NGO) substrate, its Curie temperature drops dramatically (180 K for 10 unit cells). In such
a very thin ﬁlm the easy magnetization axis is oriented along the direction [77–79]. The main driving
mechanism for this behaviour is oxygen octahedral coupling. Indeed, the oxygen octahedra in the ﬁlm
have to rotate in order to retain corner connectivity across the interface (Figure 7a), thus deviating
from the natural tilt system of LSMO. In a state of the art microscope, these effects can be visualized
and quantiﬁed by high-resolution STEM imaging (Figure 7b), determining the new tilt angle unit cell
by unit cell and, thus, the extent of the perturbation (Figure 7c). This deviation has a dramatic effect
on the properties of the material, as it affects the overlap between the atomic orbitals and therefore
tuning the oxygen-mediated superexchange interaction between the B cations (Mn) which determine
the magnetic properties of the material [79,80].

Figure 7. Octahedral tilt and orbital hybridization in a perovskite thin ﬁlm. (a) At the interface between
perovskites with different octahedral tilt systems, the oxygen octahedra have to rotate to maintain
corner connectivity across the interface; (b) inverted-contrast ABF-STEM image showing the octahedral
tilt in a LSMO on NGO ﬁlm. In the inset, the image simulated from the obtained atomic structure (at
the centre); (c) B-O-B angle between the oxygen atoms and the B cations as a function of the atomic
plane; (d) inverted ABF-image of a similar ﬁlm grown on top of a STO buffer layer, displaying no
tilt; (e) the ﬁne structure of the EELS oxygen peak measured in the buffered ﬁlm. Each spectrum is
measured from a region with a one unit cell thickness. The numbers in the inset indicate the distance
of the chosen layer from the interface, expressed in unit cells. There is an obvious dependence of the
ﬁne structure from the distance; and (f) the ﬁne structure of the EELS oxygen peak measured in the
non-buffered ﬁlm. There does not appear to be any dependence of the shape of the ﬁne structure on
the distance from the interface.
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This can be effectively conﬁrmed by observing the ﬁne structure of the oxygen edge in high spatial
and energy resolution EELS data (Figure 7f), which displays a pre-peak associated to the hybridization
of the p-orbitals of the oxygen with the d-orbitals of the transition metal cations. The intensity of
this prepeak proportional to the orbital overlap, is clearly reduced closer to the interface due to the
octahedral tilt that reduces the overlap orbital, in agreement with the explanation. Understanding
these effects allows to effectively tune and engineer them [61]. A thin (eight unit cells) buffer of SrTiO3
between the NGO substrate and the LSMO ﬁlm effectively suppresses the octahedral tilt in the ﬁrst
LSMO unit cells, restoring the original structure of the LSMO layer (Figure 7d), whose properties are
then much closer to the bulk material, as well as the ﬁne structure of the oxygen peak (Figure 7e).
Indeed, even a one unit cell buffer has a major impact [78,79].
7. Spectroscopic Tomography
As demonstrated earlier (Figure 5, atomic resolution tomography), the HAADF-STEM intensity,
depending on both sample thickness and atomic number Z, allows studying of the chemical
composition in 3D. However, it becomes very challenging to use HAADF-STEM tomography for
samples where different elements are mixed, or the differences in atomic number Z are small. In such
cases, tomographic methods need to be combined with spectroscopic investigations to determine in
3D not only the structure, but also chemical composition, and even oxidation.
7.1. EDS Tomography
EDS studies the characteristic X-rays which are emitted during the beam-sample interaction,
and whose energies correspond to the difference between speciﬁc atomic energy levels. Since the
number of generated X-rays scales with the thickness of the sample, a 2D elemental map can,
in principle, serve as a projection image for electron tomography. With previous generation instruments,
attempts to obtain 3D information by EDS were severely hindered by the directionality and inefﬁciency
of the sample-detector geometry, as the EDS detector is typically placed at a speciﬁc angle from
the specimen. Therefore, the optimal signal can only be collected when the sample is tilted
towards the detector while at different tilt angles the sample holder can cause signiﬁcant shadowing.
New-generation detection systems where four X-ray detectors are placed symmetrically around
the sample reduce the blocking of the generated X-rays [81]. Using this type of system allows to
combine EDS with tomography, therefore, enabling the determination of the composition of complex
nanostructures in 3D.
An early demonstration of the combination of EDS with tomography has been realized by Goris
et al., in 2014. In the ﬁrst work, compositional changes in nanoparticles containing Au and Ag could
be determined, for different steps of a galvanic replacement reaction, Figure 8a–c [82]. Typically,
during such a reaction, solid metal nanoparticles become hollow through oxidation of one metal by
another with a larger reduction potential, so that the metal with the larger reduction potential gets
deposited in the form of so-called nanocages. In the second work, the technique was used for the
determination of the distribution of Fe (Z = 26) and Co (Z = 27) in Fe-Co hetero-nanostructures in 3D,
Figure 8d [83].
Further steps are needed to move from analysing the elemental distribution, to actual quantitative
data. A recent proposal is based on combining ratio maps, obtained from the so-called ζ-factor
(zeta-factor) method [84], with thickness information extracted from a HAADF-STEM reconstruction
of the same nano-object [85]. Conventional EDS quantiﬁcation uses the Cliff-Lorimer method,
originally developed for the investigation of thin foils [86]. However, tilting the sample varies the
amount of X-rays which are absorbed by the sample itself, which is an important parameter for
accurate EDS quantiﬁcation, in turn hampering a straightforward quantitative 3D reconstruction.
The ζ-factor method presents major advantages, since reliable ratio maps are obtained, not affected by
shadowing effects.
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Figure 8. (a–c) 3D visualization of the EDS reconstructions of three different nanoparticles at different
stages of a galvanic process reaction. Au and Ag are represented by red and green, respectively; (d) 3D
visualization of the EDS reconstruction of a Fe-Co nanodumbbell, revealing the distribution of the
elements in 3D. Co and Fe are represented by blue and green, respectively [82,83].

7.2. EELS Tomography
Recently, in the work of Goris et al., it was shown that it is possible to visualize in 3D the
distribution of Ce3+ /Ce4+ in ceria nanoparticles, by combining monochromated EELS with electron
tomography [87]. Initially, 2D maps of high energy resolution EELS data of the Ce edge were acquired
from CeO2−x nanoparticles along different tilt angles. Instead of analysing these maps and using the
resulting valency maps as an input for a reconstruction algorithm, a different approach was followed,
where complete EELS data cubes were used, leading to a 4D dataset from which an energy loss
spectrum could be extracted for each reconstructed voxel. Although such experiments are challenging
and computationally demanding, 3D quantitative results can be obtained in a more straightforward and
reliable manner, since it prevents the accumulation of the errors introduced during the extraction of the
2D valency maps. The technique was applied at two different nanoparticles with different morphology,
enabling the determination of the amount of Ce3+ at different crystallographic facets, which, in turn,
provides a direct explanation of the observed lower catalytic activity between different surfaces.
8. TEM for Functional Characterization
While the TEM is the ideal tool to characterize the structure and chemical composition of a sample
down to the atomic level, it can provide a wealth of information well beyond that, and characterize
a variety of functional properties, such as optical, electronic, mechanical, magnetic, and more [88].
The techniques used to access these different properties can vary widely, from careful applications
of more conventional electron spectroscopies, to in situ experiments realized through dedicated
equipment. Here we will present recent advances at EMAT in nanomechanical testing, performed
with a specialized holder with pN force sensitivity, as well as in the study of electronic and optical
properties, performed with EELS.
8.1. Nanomechanical Testing in the TEM
Nanostructured materials—including thin ﬁlms, nanocrystalline materials, nanocomposites
and nanoporous foams and small-scale materials have shown remarkable variations in several
mechanical properties, such as improved strength and toughness of nanocrystalline materials and
the high strength of small-scale materials. These different properties have steered the transition
from macro-scale engineering to micro/nano-scale technologies, e.g., now thin ﬁlms are the basic
components of micro/nanoelectronics and various industrial sensors are gradually being replaced by
the cheaper micro-electro-mechanical systems (MEMS)-based devices and microsystems. However,
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such small components are often very delicate and, thus, their mechanical properties need to be
properly investigated. Indeed, measuring the mechanical properties, ideally under in situ conditions,
and understanding the governing deformation and failure mechanisms of such structures are the key
issues to guide the design of more reliable nanocomponents.
While the excellent resolution of TEM allows to investigate defects in materials even down to
the atomic scale, TEM investigations typically focus on very small volumes or individual defects,
such as dislocations, interfaces, and so on [89–93], without being able to get good statistical data,
essential to completely understand and/or model the behaviour of the nanomaterials. In order
to bridge the gap between large area scanning electron microscopy (SEM) and atomic scale TEM,
an automated crystal orientation mapping (ACOM) tool became recently available in EMAT [94].
This system is used to scan a region of a few μm2 and automatically indexes grains with a 1 nm
resolution by template matching nanobeam diffraction patterns with calculated ones (Figure 9a).
Furthermore, PED can be applied to obtain quasi-kinematical diffraction conditions to facilitate crystal
orientation indexation yielding quantitative analysis on the granular level. Although similar to electron
backscatter diffraction (EBSD) the spatial resolution is higher, the electron dose is signiﬁcantly lower
in comparison to the backscattering technique, making ACOM-TEM applicable to beam-sensitive
materials as well. In the past, ACOM-TEM was applied mostly to investigate grain size distribution in
nanocrystalline materials [95–98]. For example, Wang et al. [99] investigated grain boundary processes
in nanocrystalline Pd after lab-on-chip tensile deformation. Nowadays, ACOM-TEM is used for
in situ experiments, such as monitoring local phase changes during heating and/or grain growth
during deformation using dedicated holders [100,101]. Furthermore, applying the accompanying
TOPSPIN software, the recorded nano-diffraction patterns can be used to visualize the local strain
ﬁeld by measuring the change in the reciprocal lattice vectors [102]. For example, Figure 9b,c show the
long range strain ﬁeld due to the presence of dislocation walls in single-crystal Ni micropillar after
fatigue tests.

Figure 9. (a) Example of ACOM-TEM on a nanocrystalline Pd thin ﬁlm. The colour code inverse pole
ﬁgure is shown in the inset; (b,c) a virtual BF image and the corresponding local strain ﬁeld map of a
fatigued single-crystal Ni micropillar with dislocation walls seen as black curved lines running between
opposite sides and are highlighted with white arrows.

New in situ TEM nanomechanical testing holders allow for a one-to-one relationship between
loading-displacement data and direct TEM observation of the elementary plasticity and failure
mechanisms. Conventional holders induce strain on a partially electro-polished metallic dog-bone
sample with the size of a few millimetres [103]. An uncontrolled location of the hole as well
as thickness variations in the sample make the loading conditions very complex. Therefore,
such experiments are designed only for qualitative real-time investigation of microstructure evolution.
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For example, Tirry and Schryvers [104] used this holder to investigate stress-induced transformation of
polycrystalline and single crystal sheets of Ni-Ti and observed the role of twinning in the irreversibility
of a martensitic transformation.
Recent MEMS-based developments have introduced various quantitative nanomechanical testing
instruments. The PI 95 Picoindenter holder (Brucker Inc., Billerica, MA, USA), Figure 10a, is a
MEMS-based in situ TEM holder which not only provides quantitative mechanical data, but also
enables performing different modes of mechanical testing, e.g., tension, compression, bending,
and indentation. Such experiments require well-deﬁned micron level sized samples which are often
prepared by focused ion beam (FIB) milling. For in situ tensile experiments a so-called push-to-pull
(PTP) device, Figure 10b,c is used. The device is designed to convert the compressive loading of the
indenter on the semi-circular part, Figure 10b, to a uniaxial tensile loading on the sample mounted in
the middle gap, Figure 10c. Tensile testing experiments are of high interest since the uniaxial loading
condition is satisﬁed uniformly during the experiment and interpretation of the mechanical results
is straightforward. For instance, Idrissi et al. [105], could investigate the low-temperature rheology
of olivine by quantitative in situ TEM tensile tests performed on FIB-prepared micron sized olivine
samples, a common mineral in the lithospheric mantle. Heidari et al. [106] used this technique to
investigate the mechanical properties of melamine–formaldehyde microcapsules. Idrissi et al. [107]
also combined ACOM-TEM and the PTP device to investigate in situ the role of grain rotation in
deformed ultraﬁne-grained Al thin ﬁlms.

Figure 10. (a) Schematic of the PicoIndenter holder; (b) TEM BF image of a PTP device; (c) SEM
image of a tensile sample mounted on a PTP device; (d) TEM BF image of a FIB near-defect-free single
crystal Ni sample containing only a few dislocations, and (e) engineering stress-strain curve of the
single crystal Ni sample, the images in the insets are snapshots from the recorded deformation movie,
corresponding to the points at the arrows’ origin. Note the strain bursts induced by the operation of
the individual SAS (single arm source).

In spite of FIB versatility in small-scale sample preparation, FIB can induce surface defects in
metallic or other samples which can not only change the mechanical response of the material [108] but
also block the sight to observe the active mechanisms. Samaeeaghmiyoni et al. [109] have developed
a new sample preparation method, allowing preparing near defect-free sub-micron metallic single
crystals for quantitative in situ TEM tensile testing, Figure 10d. The method also enables designing the
sample in terms of crystallographic orientations and imaging conditions as well as pre-selected defects,
such as structural boundaries, so that interactions between various defects can be studied. In situ
tensile tests on samples prepared by this method revealed new phenomena and demonstrated a direct
correlation between the intrinsic mechanical properties and their governing mechanisms. For instance,
in situ TEM tensile testing on a single-crystal Ni sample with a very low dislocation density revealed
for the ﬁrst time a hardening mechanism based on the operation of one single arm source (SAS),
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Figure 10e. The results also shed light on the origin of the intermittent plastic ﬂow characteristics of
small-sized single crystals.
8.2. LowLoss EELS for Electrical and Optical Properties
EELS also allows to measure and evaluate a number of material properties beyond just the
chemistry of a material. Analysing the so-called low-loss range of energies, allows to measure a
range of optical and electrical properties of a material, such as the band gap [110], localized plasmon
resonances [111,112], phononic excitations, and many others [113,114].
The wealth of information that can be acquired is expanding, and boundaries are
constantly pushed.
The measurement of band gap with EELS is not as commonplace as one might expect. Despite the
attractiveness of measuring such properties at the nanoscale, experimental spectra are affected by the
presence of “parasitic” losses, mainly the emission of Cherenkov radiation and the excitation of surface
guided modes, which blur the onset of the interband transition signal [115]. However, recent advances
have presented a practical solution to these problems [116–118]. As ﬁrst suggested by Stöger-Pollach
et al. [118] and then developed in detail by Korneychuk et al. [117], the large difference in scattering
angles between the interband and “parasitic” signals can be exploited by collecting electrons scattered
away from the forward direction within a carefully chosen angular range that allows the faithful
recovery of band gap while avoiding the disturbances (Figure 11). The further addition of a custom
designed annular aperture in the illumination system of the TEM allows to realize this scattering
geometry while avoiding any asymmetry that could be introduced by going off-axis [117,118].

Figure 11. Improvement of band gap measurement. (a) Low loss spectrum acquired with the improved
setup (blue) contrasted with one acquired in a conventional experiment (red). The distortion of the data
caused by the parasitic losses is clearly visible; (b) ADF-STEM image of a multilayer sample composed
of several wide-band gap semiconductors, and (c) recorded spectra clearly showing the onset of the
inter-band transitions and, hence, the band gaps, for the different portions of the sample.

Another ﬁeld where recent advances have greatly broadened the information that can be obtained
from EELS is the mapping of localized surface plasmon resonances (SPRs). While TEM already has
an important role in the analysis of plasmonic resonances, a great deal of information is hidden
by the conventional approach. Only the squared ﬁeld intensity is mapped, and then only in the
component parallel to the optical axis [119,120]. This constitutes a strong limit to perform, e.g.,
reliable and direct plasmon ﬁeld tomography, or effectively retrieve the surface charge distribution,
the real ﬁeld direction, or the dynamical behaviour. A wealth of recent developments however
have now broadened the scope signiﬁcantly. Pulsed electron sources have allowed to observe the
dynamical behaviour of reproducible phenomena with femtosecond resolution [121]. Even more
recently, by analysing the angular distribution of inelastically scattered electrons, effectively joining
EELS and momentum-resolved STEM, Krehl et al. have measured the thus-far elusive transverse ﬁeld
produced by localized surface plasmon resonances [122].
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Finally, it has also been shown that the dynamic electrical potential of the SPRs has an effect
on the electron beam. Just like an electrostatic potential causes a phase shift on an electron beam,
the dynamical one causes a phase shift in the inelastically scattered part of the beam. This has been
exploited by Guzzinati et al., manipulating the complex wave function of the impinging electron beam,
to directly test the charge symmetry of plasmonic modes [123]. While such experiment are cumbersome
with current methods, development of more ﬂexible techniques to manipulate the electron beam’s
phase is progressing rapidly and a ﬁrst prototype of a programmable phase plate has been presented
by Verbeeck et al. [124]. Such developments are expected to help make phase-based experiments more
common [123,124].
Supplementary Materials: The following is available online at http://www.mdpi.com/1996-1944/11/8/1304/
s1. Video S1 showing the time series of the [010] HAADF-STEM images for Bi10 Ti7 Fe6 O38 and unveiling the
cooperative displacements of Bi atomic columns (A cations) in the structure. Adjacent A2 columns displace in
opposite directions that is visible as a rotation of the A2 atomic column pairs about the b axis. The rotation of the
A2 pairs induces displacements in the neighboring A1 columns. The displacements in the A3 atomic columns are
very subtle and difﬁcult to distinguish because of scan distortion of the HAADF-STEM images. Reprinted with
permission from [42], copyright 2016 American Chemical Society.
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Abstract: Mn4+ -activated phosphors are emerging as a novel class of deep red/near-infrared
emitting persistent luminescence materials for medical imaging as a promising alternative
to Cr3+ -doped nanomaterials. Currently, it remains a challenge to improve the afterglow
and photoluminescence properties of these phosphors through a traditional high-temperature
solid-state reaction method in air. Herein we propose a charge compensation strategy for
enhancing the photoluminescence and afterglow performance of Mn4+ -activated LaAlO3 phosphors.
LaAlO3 :Mn4+ (LAO:Mn4+ ) was synthesized by high-temperature solid-state reaction in air. The charge
compensation strategies for LaAlO3 :Mn4+ phosphors were systematically discussed. Interestingly,
Cl− /Na+ /Ca2+ /Sr2+ /Ba2+ /Ge4+ co-dopants were all found to be beneﬁcial for enhancing
LaAlO3 :Mn4+ luminescence and afterglow intensity. This strategy shows great promise and opens up
new avenues for the exploration of more promising near-infrared emitting long persistent phosphors
for medical imaging.
Keywords: persistent luminescence; Mn4+ -activated phosphors; charge compensation; LaAlO3 :Mn4+ ;
solid-state reaction

1. Introduction
Persistent luminescence materials relate to a particular optical phenomenon whereby the light
emission can last for several hours after the excitation has stopped [1–3]. The basic principles and
physics behind persistent luminescence materials are related to two kinds of active centers: traps and
emitters. Emitters release light in the wavelength range of interest and traps contribute to the duration
time of the long persistent phosphor. The latter are believed to originate from lattice defects, co-dopants
or impurities. The persistent luminescence phenomenon can be related to an optical battery as
discussed in other papers [4].
The past two decades have witnessed rapid development and enormous advances to establish
persistent luminescence materials for various applications including night-vision, emergency route
illumination, security signs, trafﬁc night signage, dials, decorative objects and toys [5]. Representative
examples are SrAl2 O4 :Eu2+ ,Dy3+ (green emission) [1] and CaAl2 O4 :Eu2+ ,Nd3+ (blue emission) [6].
A pioneer proof-of-concept work published in 2007 ﬁrst realized the application of in vivo imaging
by using the near-infrared persistent luminescent material Ca0.2 Zn0.9 Mg0.9 Si2 O6 :Eu2+ ,Dy3+ ,Mn2+
as biomarker, hereby opening up new avenues for the widespread uses of persistent luminescent
phosphors [7]. As for the use of in vivo imaging, the emitting wavelength of the phosphor is required
to be located in the biological optical window (i.e., the ﬁrst near-infrared window in the wavelength
between 650 nm and 950 nm or the second near-infrared window in the wavelength between 1000 nm
and 1350 nm). In these wavelength ranges, scattering, absorption and auto-ﬂuorescence are limited and
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biological tissue is partly transparent [8]. Thus, the development of deep red/near-infrared emitting
persistent phosphors has attracted much attention for application to in vivo bio-imaging systems or
medical imaging.
Near-infrared emitting persistent phosphors have several advantages in comparison with other
optically active particles, such as quantum dots and upconversion nanoparticles. Near-infrared
quantum dots are limited by their potential toxicity and upconversion luminescent particles are
hindered by the need for high energy lasers, which can lead to tissue damage [9,10]. Autoﬂuorescence,
one of the main drawbacks encountered with classic imaging probes, can be greatly reduced by using
the near-infrared emitting persistent probes. Before its injection, the probe is well pre-excited outside
the body of small animals to avoid autoﬂuorescence. The signal to background ratio can be enhanced
and local heating effects coming from high-power laser excitation can be avoided. Toxic effects can also
be reduced when choosing appropriate phosphors, although long-term cytotoxicity studies still need
to be undertaken [11]. Efforts to work on persistent luminescent nanoprobes for in vivo bioimaging
applications were made, providing highly sensitive optical detection from living tissues and showing
promising prospects in future practical use [12].
Traditionally, Cr3+ -doped deep red/near-infrared emitting persistent luminescence nanoparticles
(PLNPs) are used as the key phosphors for in vivo imaging in small animals. Many Cr3+ -doped
phosphors are widely investigated, such as ZnGa2 O4 :Cr3+ [13], Zn3 Ga2 Ge2 O10 :Cr3+ [14],
Zn3 Ga2 SnO8 :Cr3+ [15] and LiGa5 O8 :Cr3+ [16–18]. Currently, manganese doped compounds, especially
Mn4+ -activated phosphors, are considered as a promising alternative to Cr3+ -doped nanomaterials [19].
The tetravalent manganese ions (Mn4+ ) can be doped in both ﬂuorides and oxides [20–23]. Great effort
has been made to the development of Mn4+ -activated oxide compounds. However, it remains a
challenge to improve Mn4+ -activated phosphors with long afterglow and strong luminescence intensity
compared with traditional Cr3+ -doped nanocrystals. This problem can be caused by the difﬁculty of
stabilizing the Mn ions in the correct oxidation state due to the charge imbalance.
In the present work, manganese doped perovskite lanthanide aluminates (LaAlO3 ) were
synthesized by a high-temperature solid-state reaction method, similar to other reported
work [19,24,25] and the persistent luminescence behavior was optimized. In order to improve the
near-infrared persistent luminescence intensity of LaAlO3 :Mn4+ phosphors, a series of samples were
prepared using solid state reaction in air through co-doping with a variety of ions with different
valence states. The doping effects and their possible mechanisms were investigated. The afterglow
and luminescence intensity of this material can be strongly improved by this strategy of co-doping,
leading to charge compensation or the introduction of new trap levels.
2. Results and Discussion
2.1. Crystal Structure
Figure 1a shows the crystal structure of LaAlO3 drawn on the basis of the Inorganic Crystal
Structure Database (ICSD No. 153821). LaAlO3 is described in the trigonal crystal system with space
group R-3cH (space group number 167) and lattice parameters a = 5.3598 Å, b = 5.3598 Å, c = 13.086 Å,
Volume = 325.56 Å3 and z = 6 [26]. As is shown in Figure 1a, the crystal structure corresponds to the
rhombohedral, nearly cubic perovskite structure, which involves a rotation of the AlO6 octahedra
with respect to cubic perovskite as reported elsewhere [27,28]. There are two types of units in the
crystal structure: AlO6 octahedra and LaO12 polyhedra. The central Al3+ cation is in 6-fold oxygen
coordination and forms AlO6 octahedral units (blue unit in Figure 1). The La3+ cations are located
in a polyhedral unit with 12-fold oxygen coordination (green unit in Figure 1). It is reported that
the La-sites have D3 point symmetry [29] and Cr3+ -doped LAO conﬁrm a C3i symmetry for the
Al site [30]. Both cation sites thus have reduced symmetry from pure Oh symmetry, which results
from a contraction along and a small rotation of AlO6 octahedra around the c-axis of the LAO host.
However, an inversion center is maintained for the Al-site. The reduction from pure octahedral

192

Materials 2017, 10, 1422

symmetry is expected to result in a small splitting of the 2 E level and thus the zero-phonon transition
of Mn4+ . The ionic radius of the Mn4+ ion, Al3+ ion and La3+ ion is 53 pm, 53.5 pm and 136 pm in 6-fold
octahedral coordination (Mn4+ ion, Al3+ ion) and 12-fold coordination (La3+ ion), respectively [31].
It is well known that the Mn4+ ion usually stabilizes in an octahedral site with 6-fold coordination [21],
thus, Mn4+ ions will supposedly occupy the Al3+ ion sites in the LaAlO3 host as shown in Figure 1b.
The similar ionic radius helps the substitution between dopant Mn4+ ion and central Al3+ ion in the
AlO6 octahedra.

Figure 1. (a) Crystal structure of LaAlO3 (blue unit is AlO6 octahedron and green unit is LaO12
polyhedron); (b) Doping positions for Mn4+ and other dopant ions, the Mn4+ ion can occupy Al3+ ion
site in the AlO6 octahedral unit.

XRD (X-ray diffraction) patterns of un-doped LaAlO3 sintered at 1350 ◦ C, 1400 ◦ C, 1450 ◦ C,
1500 ◦ C, 1550 ◦ C, 1600 ◦ C and 1650 ◦ C are shown in Figure S1. At higher sintering temperatures
(above 1550 ◦ C), the XRD patterns of these samples match well with the standard XRD data of
LaAlO3 (No. 00-031-0022). At lower sintering temperatures, especially at 1350 ◦ C, a different pattern
is displayed. XRD patterns of samples synthesized at 1350 ◦ C and 1550 ◦ C are compared in Figure 2.
The impurity phase at 1350 ◦ C is found to be La2 O3 (as shown in Figure 2) and the optimized
temperature for synthesizing LaAlO3 was chosen at 1550 ◦ C. The standard XRD data of LaAlO3
(No. 00-031-0022) and La2 O3 (No. 00-005-0602) are illustrated in red and green bars respectively in
Figure 2. Detailed XRD patterns of the obtained LaAlO3 phosphor with different concentrations of
Mn4+ and Mn4+ ,R sintered at 1550 ◦ C demonstrate that doping of Mn4+ ions or Mn4+ ,R (R = Ge4+ , Si4+ ,
Ti4+ , Zr4+ , Ba2+ , Ca2+ , Mg2+ , Sr2+ , Cl− , Li+ , Na+ ) co-dopants does not cause any signiﬁcant structural
changes of the LaAlO3 host for any of the dopants (XRD patterns not shown). Energy-dispersive
X-ray (EDS) mapping indicates the homogeneous distribution of manganese in the host (not shown).
In agreement with the previous reports, doping of manganese ions is perfectly feasible in the LaAlO3
host [19,32].

Figure 2. A comparison of XRD (X-ray diffraction) patterns between 1350 ◦ C and 1550 ◦ C. The impurity
phase in the XRD pattern at 1350 ◦ C is assigned to La2 O3 and the optimized temperature for
synthesizing is 1550 ◦ C. The standard XRD data of LaAlO3 and La2 O3 are illustrated in red and
green bars respectively. The intensities of XRD patterns are normalized to arbitrary units [0,1].
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2.2. Luminescence Properties
The room-temperature photoluminescence (PL) spectrum of LaAlO3 :0.5%Mn4+ phosphor upon
excitation at 335 nm exhibits narrow emission bands in the range 650–800 nm due to the 2 Eg →4 A2g
spin-forbidden transitions in Mn4+ ions, with a maximum located at 731 nm as shown in Figure 3a.
The spectrum consists of several sharp features, peaking at (from left to right) 697.5 nm, 704.5 nm,
710.5 nm, 718 nm, 724.5 nm and 731 nm, corresponding to the spin-forbidden 2 Eg →4 A2g transition and
the vibrational sidebands of zero-phonon line (ZPL) with phonon assistance. Due to its high effective
positive charge, Mn4+ experiences a large crystal ﬁeld and hence no transitions from the 4 T2 level are
expected, in contrast to Cr3+ -based phosphors [17]. The zero-phonon line (ZPL) is located at 718 nm in
Figure 3. The ZPL is surrounded by both anti-Stokes and Stokes phonon side bands. The ZPL here
(718 nm, ~13927 cm−1 ) has a larger wavelength than the value of 712 nm (~14045 cm−1 ), measured at
300 K and reported by Van Ipenburg et al. [33] but corresponds to the value reported by Li et al. [19].
An assignment of the sidebands to the type of vibration was done by Van Ipenburg et al. [33] and
the anti-Stokes sidebands at 697.5 nm, 704.5 nm and 710.5 nm appear in our sample. The 2 Eg →4 A2g
transition has a small electron-phonon coupling and the excited ions usually relax non-radiatively to
2 E followed by the spin-forbidden 2 E →4 A transition, thus resulting in narrow-band emission lines.
g
g
2g
This is in contrast with the broad bands in the excitation spectrum that correspond to spin-allowed
4 A →4 T and 4 A →4 T transitions, with larger electron-phonon coupling [23,34]. It has been widely
2
1
2
2
reported that the spectra of Mn4+ ions exhibit a combination of broadband excitation bands and sharp
emission lines [34,35]. Usually, the excitation and emission peaks of Mn4+ ions in many other oxide
hosts are observed around 300 nm and above 650 nm, respectively [36–38]. This PL behavior proves that
Mn is indeed incorporated in the LaAlO3 lattice and is incorporated in a 4+ oxidation state, since Mn2+
is expected to show an entirely different and broad emission spectrum. Mostly, the excitation spectrum
of Mn2+ is very characteristic for the d5 electron conﬁguration. The photoluminescence excitation
(PLE) spectrum of the phosphor at room temperature is also shown in Figure 3a. The PLE spectrum
(λem = 731 nm) shows a broad band with the main peak located at 335 nm and ranging from 250 nm
to 450 nm. The broad PLE band is mainly attributed to 4 A2 →4 T1 and 4 A2 →4 T2 transitions of Mn4+
ion as illustrated in the Tanabe-Sugano energy level diagram for 3d3 ions [39]. When Mn4+ ions are
situated in the LaAlO3 host with octahedral coordination, the dependence of energy levels of Mn4+
on crystal ﬁeld strength can be clearly illustrated by the Tanabe-Sugano energy level diagram in
Figure 3b. A comparison of PL spectra of LaAlO3 :0.1%Mn4+ , LaAlO3 :0.2%Mn4 , LaAlO3 :0.5%Mn4+ ,
LaAlO3 :1%Mn4+ , LaAlO3 :2%Mn4+ and LaAlO3 :5%Mn4+ is illustrated in Figure 4. The PL intensity
of LaAlO3 :Mn4+ phosphors increases with increasing Mn4+ ion concentration within the range 0.1%
to 0.5% and decreases upon further increasing Mn4+ ion concentration from 0.5% to 5%. The former
effects are presumably due to the effective Mn4+ concentration, which dominatingly determines PL
intensity in this host. When the content of the doping Mn4+ ions is relatively low, the effective Mn4+
concentration is approximately proportional to the content of the doping Mn4+ ions. Thus, increasing
the content of Mn4+ ions from 0.1% to 0.5%, the PL intensity of LaAlO3 :Mn4+ phosphors increases
synchronously. The latter observation could be attributed to the concentration quenching phenomenon
of Mn4+ ions. It can be seen that the optimal doping concentration of Mn4+ ions is 0.5%.
Figure 5 shows the persistent luminescence decay curves of LaAlO3 :0.1%Mn4+ , LaAlO3 :0.2%Mn4+ ,
LaAlO3 :0.5%Mn4+ , LaAlO3 :1%Mn4+ , LaAlO3 :2%Mn4+ , LaAlO3 :5%Mn4+ phosphors after 5 min of
irradiation with a Xenon arc lamp. It was also found that 0.5% Mn4+ is also the optimal doping
concentration for the afterglow intensity and duration.
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Figure 3.
(a) Photoluminescence (PL) and photoluminescence excitation (PLE) spectra of
LaAlO3 :0.5%Mn4+ phosphor. PL and PLE spectra (λex = 335 nm and λem = 731 nm) are in the range
250–450 nm and 650–800 nm, respectively; (b)Tanabe-Sugano energy level diagram of a d3 conﬁguration
(Mn4+ ion in the octahedron).

Figure 4. A comparison of photoluminescence (PL) spectra of LaAlO3 :0.1%Mn4+ , LaAlO3 :0.2%Mn4+ ,
LaAlO3 :0.5%Mn4+ , LaAlO3 :1%Mn4+ , LaAlO3 :2%Mn4+ and LaAlO3 :5%Mn4+ phosphors. The emission
spectrum is acquired under 335 nm excitation. The inset gives the relative emission intensity while
increasing Mn4+ doping concentration from 0.1% to 5%.
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Figure 5. Persistent luminescence decay curves of Mn4+ -doped LaAlO3 phosphors after 5 min of
irradiation with a Xenon arc lamp. The concentrations of Mn4+ ions in LaAlO3 host are 0.1%, 0.2%, 0.5%,
1%, 2%, 5% as shown in different colors.

2.3. Charge Compensation Strategy
To enhance the photoluminescence and afterglow performance of Mn4+ -activated LaAlO3
phosphor, a charge compensation strategy was proposed. As mentioned before, Mn4+ ions are
supposed to substitute the Al3+ ions in the LaAlO3 host. Thus, a charge imbalance occurs when the
substitution happens. With the aid of lower valence state ions to balance the superﬂuous positive charge
of tetravalent manganese, charge compensation is expected. A schematic of charge compensation
strategies is illustrated in Figure 6 for LaAlO3 :Mn4+ phosphor. For the divalent cations such as Ca2+ in
Figure 6a, the unit of Mn4+ -Ca2+ can be selected as a substitutable alternative to the unit of Al3+ -La3+
to the charge compensation. As for the monovalent cations (for example, Na+ in Figure 6b), the units
of Mn4+ -Na+ -Mn4+ and Al3+ -La3+ -Al3+ are equivalent in number of charges. We expect Mn4+ to
substitute for Al3+ and Ca2+ to substitute for La3+ based on the following considerations: Ionic radii,
coordinated environment and chemical stability. For chemical stability, it is well known that the Mn4+
ion usually stabilizes in an octahedral site with 6-fold coordination (in Al3+ site). Mn4+ ion could hardly
be situated in 12-fold coordinated environment (La3+ site). In an octahedral environment (in Al3+ site),
the Mn-3d states are split into three- and two-fold degenerate t2g and eg states, respectively. The three
Mn-3d electrons of Mn4+ exactly ﬁll the majority-spin t2g states. The crystal ﬁeld splitting creates a
large gap between the t2g and eg states, stabilizing the 4+ oxidation state [21,40,41]. Therefore, Mn4+
ions are usually found on octahedral sites of solids [40,41]. For Ge4+ and Ti4+ , they also have a stable
chemical environment like the Mn4+ ion, so we adopted these ions as co-dopants.

Figure 6. A schematic of charge compensation strategies for LaAlO3 :Mn4+ phosphor. (a) The charge
compensation for the unit of Al3+ -La3+ and Mn4+ -Ca2+ ; (b) The charge compensation for the unit of
Al3+ -La3+ -Al3+ and Mn4+ -Na+ -Mn4+ .
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Suitable charge-compensating co-dopants should fulﬁll certain requirements. The difference in
ionic radius between doping ions and central ions plays a critical role in possible substitution and
consummate incorporation. The substitution of ions in a crystal lattice has been discussed in depth [42].
It is possible to replace an ion in a speciﬁc lattice position with a dopant and not disturb the crystal
structure when both ions differ in size by no more than a certain radius ratio for a given coordination
number, according to the work of Linus Pauling [42]. It is expected that a smaller radius difference
(no more than 15% or 20%) leads to a better substitution. 6-fold coordinated Al3+ ion has an ionic
radius of 53.5 pm and 12-fold coordinated La3+ ion has an ionic radius of 136 pm. Figure 7 shows the
radius difference between possible doping ions and central ions [31]. Ions in blue stars are supposed
to substitute on the Al3+ site with coordination number VI and ions while half-ﬁlled pink hexagons
are supposed to substitute on the La3+ site with coordination number XII (details in Tables S1 and S2).
Both tetravalent cations and lower valence state ions are selected for comparison. Stars and hexagons
located in the green wireframe are feasible candidates for doping, considering the similarity in ionic
radius and coordinated environment in the host. In the case of LaAlO3 , Ge4+ ions and Na+ , Ca2+ , Sr2+
ions are located in the two green wireframes. Ge4+ ions are supposed to replace Al3+ ions, while Na+ ,
Ca2+ and Sr2+ ions are substitutable for La3+ ions (shown in Figure 6).

Figure 7. Radius difference between doping ions and substitutable central ions. Blue stars are supposed
to substitute on Al3+ site with coordination number VI and half-ﬁlled pink hexagons are supposed
to substitute on La3+ site with coordination number XII. Stars and hexagons located in the green
wireframe are feasible candidates for doping.

2.4. Inﬂuence of Various Co-Dopants
To obtain systematic information on the inﬂuence of other dopants, various kinds of ions can
be taken into account. Some other research groups also found that tetravalent cations (such as Ge4+ )
or negative charge ions (such as Cl− ) could be added as co-dopants in CaAl12 O19 and SrMgAl10 O17
hosts [43–45]. Thus, tetravalent cations (Ge4+ , Si4+ , Ti4+ , Zr4+ ), divalent cations (Ba2+ , Ca2+ , Mg2+ , Sr2+ ),
monovalent cations (Li+ , Na+ ) and negative charge ions (Cl− ) were all selected as discussed above.
A series of 2%Mn4+ ,2%R (R = Ge4+ , Si4+ , Ti4+ , Zr4+ , Ba2+ , Ca2+ , Mg2+ , Sr2+ , Li+ , Na+ , Cl− ) co-doped
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phosphors were synthesized at 1550 ◦ C and PL measurements were performed at room temperature.
PL spectra of 2%Mn4+ ,2%R (R = Ge4+ , Si4+ , Ti4+ , Zr4+ , Ba2+ , Ca2+ , Mg2+ , Sr2+ , Li+ , Na+ , Cl− ) phosphors
are shown in Figures S2–S4. Some co-dopants such as Li+ , Mg2+ and Si4+ ions did not contribute much
to the enhancement of PL intensity. Interestingly, it was found that co-doping with R (R = Na+ , Cl− ,
Ge4+ , Ca2+ , Sr2+ and Ba2+ ) increases the PL intensity of LaAlO3 :2%Mn4+ phosphor. In particular,
the PL emission of LaAlO3 :2%Mn4+ ,2%Na+ , LaAlO3 :2%Mn4+ ,2%Ca2+ , LaAlO3 :2%Mn4+ ,2%Ba2+ ,
and LaAlO3 :2%Mn4+ ,2%Sr2+ was several times stronger than that of LaAlO3 :2%Mn4+ phosphor.
It indicates that employing the charge compensation strategy with appropriate co-dopants such as
Na+ , Cl− , Ge4+ , Ca2+ , Sr2+ and Ba2+ ions helps to achieve the improvement of luminescence. Mn4+
ions and these R co-dopants were successfully incorporated into the LaAlO3 host compound.
In order to optimize the properties of LaAlO3 :Mn4+ phosphors with the charge compensation
strategy, six groups of LaAlO3 :Mn4+ , R (R = Na+ , Cl− , Ge4+ , Ca2+ , Sr2+ , Ba2+ ) phosphors with
different co-dopant concentrations were synthesized using the same conditions as discussed above,
now using the optimum Mn4+ concentration of 0.5%. The concentration of R (R = Na+ , Cl− , Ge4+ ,
Ca2+ , Sr2+ , Ba2+ ) was0.5%, 1%, 2%, 3% and 5%. The persistent luminescence decay curves were
measured after 5 min of irradiation with a Xenon arc lamp and the detailed persistent luminescence
decay curves of LaAlO3 :0.5%Mn4+ ,yR (R = Na+ , Cl− , Ge4+ , Ca2+ , Sr2+ , Ba2+ ; y = 0.5%, 1%, 2%,
3% and 5%) phosphors are shown respectively in Figures S5–S10. A comparison of the afterglow
duration time of the six groups is illustrated in Figure 8, showing the time after excitation when the
intensity of the afterglow luminescence drops to 5 × 10−4 mW/sr/m2 . This benchmark intensity
roughly corresponds to the same intensity as the 0.3 mcd/m2 value, used as a benchmark for visible
persistent luminescence [3]. The ﬁrst red column corresponds to LaAlO3 :0.5%Mn4+ as an intensity
and duration reference of persistent luminescence. The concentration of R (R = Ca2+ , Sr2+ , Ba2+ ,
Cl− , Na+ , Ge4+ ) is increasing from left to right in each doping group in Figure 8. The afterglow
duration time is prolonged when increasing the concentration of co-dopants and decreases upon
further increasing concentrations in the case of Ca2+ , Sr2+ , Cl− co-dopants, similar to the Mn4+ doping
behavior as discussed above in Figure 5. For other co-dopants, the trend turns abnormal due to
the complex interactions between the traps and defects. All the co-dopants chosen in this research
can help to improve the persistent luminescence and strengthen the afterglow duration time to
different extent with various doping concentrations. Steady state photoluminescence spectra of the
six groups of LaAlO3 :Mn4+ ,R (R = Na+ , Cl− , Ge4+ , Ca2+ , Sr2+ , Ba2+ ) phosphors were measured
at room temperature. For each group of LaAlO3 :Mn4+ ,R phosphors with different co-dopant
concentrations, the intensities of photoluminescence were enhanced to a different extent for certain
doping concentrations and PL spectra are shown in Figures S11–S16. This also proves the feasibility
of the charge compensation strategy for LaAlO3 :Mn4+ phosphors. Figure 9 exhibits a map of the
integrated intensity of photoluminescence from Mn4+ with R (R = Ca2+ , Sr2+ , Ba2+ , Cl− , Na+ , Ge4+ )
co-dopants. The integral intensity was calculated in the wavelength region from 600 nm to 800 nm.
The concentration of Mn4+ ion was 0.5% in each LaAlO3 host and the concentration of R is 0.5%, 1%,
2%, 3% and 5% respectively from left to right in each doping group as illustrated in Figure 9. In order
to compare the inﬂuence among the different co-dopants with the different R concentrations, the
integral intensity of LaAlO3 :0.5%Mn4+ emission spectrum was normalized to 1 as a benchmark of
emission intensity. It indicates that co-doping with Ge4+ , Na+ , Cl− , Ba2+ , Sr2+ and Ca2+ is beneﬁcial
for the enhancement of the PL intensity. Upon doping only one type of dopant, like Mn4+ ions,
the PL and afterglow properties of LaAlO3 :Mn4+ phosphors have a regular trend when increasing the
concentrations of Mn4+ ions from 0.1% to 5% as shown in Figures 4 and 5. However, upon doping
two kinds of dopants with the phosphor formula ‘LaAlO3 :Mn4+ ,R’, the possible mechanism and
interactions between the traps and defects turns complicated, resulting in an anomalous performance
with different concentrations of dopants and co-dopants. The duration and PL intensity of the Mn4+
emission may not simply change monotonously when co-doping another R ions as it is shown in
Figures 8 and 9. When co-doping with different ions, even isovalent Ge4+ , it is possible that the
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optimum Mn dopant concentration is changed, again leading to a more complex relation between
co-dopant concentration and performance. In view of the improved performance of Mn4+ -activated
LaAlO3 phosphor, co-dopants chosen in this research can lead to a 2-fold to 4-fold increase of afterglow
time and PL intensity with different doping concentrations. Based on this preliminary screening of
the performance of different co-dopants, a more in-depth investigation of the effects of co-doping
on afterglow performance will be conducted on selected co-dopants, using temperature dependent
charging and afterglow experiments and thermoluminescence measurements.

Figure 8. A comparison of the time until the intensity of afterglow luminescence drops to
5 × 10−4 mW/sr/m2 .The concentration of Mn4+ ion is 0.5% in each case and the concentration of
R is 0.5%, 1%, 2%, 3% and 5% respectively from left to right in each doping group (R = Ca2+ , Sr2+ ,
Ba2+ , Cl− , Na+ , Ge4+ ). The ﬁrst column corresponds to LaAlO3 :0.5%Mn4+ as an intensity and duration
benchmark of persistent luminescence.

Figure 9. A map of integral intensity of photoluminescence spectra from Mn4+ /R (R = Ca2+ , Sr2+ , Ba2+ ,
Cl− , Na+ , Ge4+ ) co-dopants in the wavelength from 600 nm to 800 nm. The concentration of Mn4+ ions
is 0.5% and the concentration of R is 0.5%, 1%, 2%, 3% and 5% respectively from left to right in each
doping group.
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PL intensities and afterglow duration of the LaAlO3 :Mn4+ phosphors are determined by the
competition between the quantity of the effective Mn4+ ions (defect density of Mn4+ ions) in the
phosphors and the interaction among the Mn4+ ions (Mn4+ -Mn4+ pairs). We believe that more
isolated Mn4+ ions in the phosphors enhance the light emission and more traps and defects strengthen
the afterglow duration. However, the formation and interaction from Mn4+ -Mn4+ pairs, which are
inevitably formed at high annealing temperature as reported in some other papers [43,46], will decrease
both defect density and the number of effective Mn4+ ions, resulting in quenching the emission and
shorten afterglow duration. From the Figures 8 and 9, both the photoluminescence and persistent
luminescence can be enhanced to a certain extent when employing the appropriate co-dopants such as
Na+ , Cl− , Ca2+ , Ba2+ , Sr2+ and Ge4+ ions. As for the improvement of persistent luminescence, two kinds
of active centers are involved in persistent luminescence, namely traps and emitters. Traps originate
from lattice defects or co-dopants in the phosphor and emitters release light in the region of interest.
It is known that Mn4+ ion can act as both the trapping center and the emitting center in the perovskite
LaAlO3 host [19]. The afterglow duration thus relies on the effective defect density of Mn4+ ions as
trapping centers. In addition, Mn4+ trapping centers have a complex dependency on the concentration
of incorporated manganese ions and Mn4+ -Mn4+ pairs [43]. Mn4+ -Mn4+ pairs decrease the effective
defect density of Mn4+ ions and weaken the persistent luminescence. The afterglow of this material
is constrained by the formation of Mn4+ -Mn4+ pairs in the host, resulting in a lower effective defect
density. The challenge in the perovskite LaAlO3 host is to incorporate more Mn4+ ions as traps and
avoid Mn4+ -Mn4+ pairs. Charge-compensating co-dopants help to impede the formation of Mn4+ -Mn4+
pairs. In this material, the effective incorporation and increasing defect density are strongly improved
by co-doping with Ge4+ or ions with a lower valence state for charge compensation, such as divalent
cations (Ca2+ , Ba2+ or Sr2+ ions), monovalent cations (Na+ ions) or ions in their negative valence
(Cl− ions). Thus, the enrichment of the effective defect density prolongs the persistent luminescence.
As for the photoluminescence enhancement, the origin of this phenomenon is widely understood and
explained by the charge compensation mechanism. The photoluminescence intensity is determined by
the complex competition between the effective amount of Mn4+ ions and quantity of the Mn4+ -Mn4+
pairs in LaAlO3 :Mn4+ phosphors. It is believed that more effective Mn4+ ions increase the PL intensity
while the Mn4+ -Mn4+ pairs quench the emission. The interaction of Mn4+ -Mn4+ pairs is related to the
Mn4+ -Mn4+ distance [43]. Substitution of 6-fold coordinated octahedral Al3+ ion or 12-fold coordinated
central La3+ ion with a lower charge state is supposed to create a negative local charge, which improves
the efﬁciency of Mn4+ ions to replace Al3+ sites, thus increasing the effective amount of Mn4+ ions.
Furthermore, the incorporation with lower valence state ions guarantees the charge equilibrium, which
restrains the formation of Mn4+ -Mn4+ pairs leading to the enhancement of PL intensity [44]. That is
the case for divalent cations (Ca2+ , Ba2+ or Sr2+ ions), monovalent cations (Na+ ions) and negative
valence ions (Cl− ions). Tetravalent cations such as Ge4+ ions are competitive with the substitution
by Mn4+ due to the same valence state. However, the co-dopant Ge4+ ions may enrich the defect
density and play an effective role in decreasing the formation and interaction of Mn4+ -Mn4+ pairs,
resulting as a compensator to Mn4+ -Mn4+ pairs and enhancing the PL intensity [19,43]. In the case of
the perovskite LaAlO3 host, the compensation effect of co-doping Mn4+ /Ge4+ ions is found to occupy
a predominant position.
3. Materials and Methods
All the raw chemicals were analytical grade, used without further puriﬁcation. The precursors
were La2 O3 (Sigma Aldrich, Saint Louis, MO, USA, 99.99%), Al2 O3 (Fluka, Schwerte, Germany, 99.5%),
MnO2 (Alfa Aesar, Karlsruhe, Germany, 99.997%), NH4 Cl (Alfa Aesar, 99.999%), Li2 CO3 (Alfa Aesar,
99.998%), Na2 CO3 (Alfa Aesar, 99.95%), MgO (Alfa Aesar, 99.95%), CaCO3 (Alfa Aesar, 99.95%),
SrCO3 (Alfa Aesar, 99.99%), BaCO3 (Alfa Aesar, 99.95%), SiO2 (Alfa Aesar, 99.5%), GeO2 (Alfa Aesar,
99.999%), TiO2 (Alfa Aesar, 99.995%), ZrO2 (Alfa Aesar, 99.978%). The concentrations of dopants
were chosen as follows: LaAlO3 :xMn4+ (x = 0.1%, 0.2%, 0.5%, 1%, 2% and 5%); LaAlO3 :2%Mn4+ ,2%R;
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LaAlO3 :0.5%Mn4+ ,yR (y = 0.5%, 1%, 2%, 3% and 5%). The molar % is deﬁned with respect to one
mole of a host phosphor chemical formula. The appropriate stoichiometric number of precursors were
weighed and manually ground in an agate mortar. Subsequently, the starting materials were mixed
with ethanol and put in a ZrO2 grinding jar. Grinding was performed in a Retsch PM 100 Planetary ball
mill for 6 h to reduce the particle size. After evaporating the remaining ethanol, repeated grinding was
performed in an agate mortar to improve the mixing homogeneity of the precursors. The phosphors of
LaAlO3 :Mn4+ and a series of LaAlO3 :Mn4+ ,R (R = Cl− , Li+ , Na+ , Mg2+ , Ca2+ , Sr2+ , Ba2+ , Si4+ , Ge4+ , Ti4+ ,
Zr4+ ) were synthesized through a traditional high-temperature solid-state reaction method, testing
various temperatures between 1350 ◦ C and 1650 ◦ C, for 6 h in air. The employed heating rate was
300 ◦ C/h using a tube furnace (ETF30-50/18-S furnace, ENTECH, Ängelholm, Sweden). All samples
were allowed to cool naturally inside the tube furnace. The sintered samples were well ground again.
To compare the luminescence properties and afterglow intensity, all the phosphors were synthesized
under the same experimental conditions.
The crystal structures of LaAlO3 :Mn4+ and LaAlO3 :Mn4+ , R were characterized by Powder X-ray
diffraction (XRD) (Bruker, Leiderdorp, The Nederlands). Crystallographic phases of the obtained
powders were veriﬁed on a Siemens D5000 diffractometer (40 kV, 40 mA, Bruker) using Cu Kα1
radiation (λ = 0.154 nm). The XRD data were collected in the range 2θ from 10◦ to 80◦ at room
temperature. A comparison of the obtained XRD patterns with the reference pattern (No. 00-031-0022)
was made to check the phase purity.
Steady state photoluminescence excitation and emission spectra were measured using an
Edinburgh FS920 (Edinburgh Instruments Ltd., Livingston, UK) ﬂuorescence spectrometer with
a monochromated 450 W Xe-arc lamp as the excitation source.
The powder was put into a metal disc with a diameter of 12.5 mm and persistent luminescence
was measured with a photosensor ampliﬁer (C9329, Hamamatsu, Japan) and a Centronics OSD100-5T
(Centronic Ltd., Croydon, UK) silicon photodiode. The afterglow decay proﬁles were then calibrated
to the absolute radiance (in unit of mW/sr/m2 ), since the usual units of luminance, cd/m2 , are not
relevant for near-infrared emitting phosphors [3]. All persistent luminescent decay curves of LaAlO3
samples were recorded at room temperature after excitation for 5 min by the light of an unﬁltered
Xenon arc lamp at an intensity of 1000 lux.
4. Conclusions
In summary, a series of novel near-infrared emitting persistent luminescent phosphors
LaAlO3 :Mn4+ (LAO:Mn4+ ) were synthesized by a convenient high-temperature solid-state reaction
in air. Various kinds of co-dopants with Mn4+ ions were optimized and incorporated in different
concentrations. Impressively, co-dopants such as Cl− , Na+ , Ca2+ , Sr2+ , Ba2+ and Ge4+ ions were
all found to be beneﬁcial for improving the LaAlO3 :Mn4+ luminescence and afterglow intensity.
The charge compensation strategies for LaAlO3 :Mn4+ phosphors were systematically discussed.
Employing this charge compensation strategy is believed to open up new avenues for the exploration
of more promising near-infrared emitting long persistent phosphors for medical imaging.
Supplementary Materials: The following are available online at www.mdpi.com/1996-1944/10/12/1422/s1,
Figure S1: XRD pattern of LaAlO3 synthesized through a solid-state reaction method, Figure S2:
Photoluminescence (PL) spectra of LaAlO3 :2%Mn4+ ,2%Li+ , LaAlO3 :2%Mn4+ ,2%Na+ , and LaAlO3 :2%Mn4+ ,2%Cl−
phosphors, Figure S3: Photoluminescence (PL) spectra of LaAlO3 :2%Mn4+ ,2%Ge4+ , LaAlO3 :2%Mn4+ ,2%Si4+ ,
LaAlO3 :2%Mn4+ ,2%Ti4+ , and LaAlO3 :2%Mn4+ ,2%Zr4+ phosphors, Figure S4: Photoluminescence (PL) spectra
of LaAlO3 :2%Mn4+ ,2%Ba2+ , LaAlO3 :2%Mn4+ ,2%Ca2+ , LaAlO3 :2%Mn4+ ,2%Mg2+ ,and LaAlO3 :2%Mn4+ ,2%Sr2+
phosphors, Figure S5: Persistent luminescence decay curves of LaAlO3 :0.5%Mn4+ ,ySr2+ (y = 0.5%, 1%, 2%,
3%, and 5%) phosphors after 5 min of irradiation with a Xenon arc lamp, Figure S6: Persistent luminescence
decay curves of LaAlO3 :0.5%Mn4+ ,yGe4+ (y = 0.5%, 1%, 2%, 3%, and 5%) phosphors after 5 min of irradiation
with a Xenon arc lamp, Figure S7: Persistent luminescence decay curves of LaAlO3 :0.5%Mn4+ ,yCa2+ (y = 0.5%,
1%, 2%, 3%, and 5%) phosphors after 5 min of irradiation with a Xenon arc lamp, Figure S8: Persistent
luminescence decay curves of LaAlO3 :0.5%Mn4+ ,yBa2+ (y = 0.5%, 1%, 2%, 3%, and 5%) phosphors after 5 min of
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irradiation with a Xenon arc lamp, Figure S9: Persistent luminescence decay curves of LaAlO3 :0.5%Mn4+ ,yCl−
(y = 0.5%, 1%, 2%, 3%, and 5%) phosphors after 5 min of irradiation with a Xenon arc lamp, Figure
S10: Persistent luminescence decay curves of LaAlO3 :0.5%Mn4+ ,yNa+ (y = 0.5%, 1%, 2%, 3%, and 5%)
phosphors after 5 min of irradiation with a Xenon arc lamp, Figure S11: Photoluminescence (PL) spectra of
LaAlO3 :0.5%Mn4+ ,0.5%Ge4+ , LaAlO3 :0.5%Mn4+ ,1%Ge4+ , LaAlO3 :0.5%Mn4+ ,2%Ge4+ , LaAlO3 :0.5%Mn4+ ,3%Ge4+
and LaAlO3 :0.5%Mn4+ ,5%Ge4+ phosphors,
Figure S12: Photoluminescence (PL) spectra of
LaAlO3 :0.5%Mn4+ ,0.5%Ba2+ , LaAlO3 :0.5%Mn4+ ,1%Ba2+ , LaAlO3 :0.5%Mn4+ ,2%Ba2+ , LaAlO3 :0.5%Mn4+ ,3%Ba2+
4+
2+
and LaAlO3 :0.5%Mn ,5%Ba
phosphors,
Figure S13: Photoluminescence (PL) spectra of
LaAlO3 :0.5%Mn4+ ,0.5%Sr2+ , LaAlO3 :0.5%Mn4+ ,1%Sr2+ , LaAlO3 :0.5%Mn4+ ,2%Sr2+ , LaAlO3 :0.5%Mn4+ ,3%Sr2+
and LaAlO3 :0.5%Mn4+ ,5%Sr2+ phosphors,
Figure S14: Photoluminescence (PL) spectra of
LaAlO3 :0.5%Mn4+ ,0.5%Ca2+ , LaAlO3 :0.5%Mn4+ ,1%Ca2+ , LaAlO3 :0.5%Mn4+ ,2%Ca2+ , LaAlO3 :0.5%Mn4+ ,3%Ca2+
and LaAlO3 :0.5%Mn4+ ,5%Ca2+ phosphors,
Figure S15: Photoluminescence (PL) spectra of
LaAlO3 :0.5%Mn4+ ,0.5%Na+ , LaAlO3 :0.5%Mn4+ ,1%Na+ , LaAlO3 :0.5%Mn4+ ,2%Na+ , LaAlO3 :0.5%Mn4+ ,3%Na+
4+
+
and LaAlO3 :0.5%Mn ,5%Na
phosphors,
Figure S16: Photoluminescence (PL) spectra of
LaAlO3 :0.5%Mn4+ ,0.5%Cl− , LaAlO3 :0.5%Mn4+ ,1%Cl− , LaAlO3 :0.5%Mn4+ ,2%Cl− , LaAlO3 :0.5%Mn4+ ,3%Cl− and
LaAlO3 :0.5%Mn4+ ,5%Cl− phosphors, Table S1: Ionic radius of some common dopant cations for the substitution
on Al3+ site, Table S2: Ionic radius of some common dopant cations for the substitution on La3+ site.
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Abstract: In this paper, TiO2 prepared with an aqueous sol-gel synthesis by peptization process is
doped with nitrogen precursor to extend its activity towards the visible region. Three N-precursors
are used: urea, ethylenediamine and triethylamine. Different molar N/Ti ratios are tested and the
synthesis is adapted for each dopant. For urea- and trimethylamine-doped samples, anatase-brookite
TiO2 nanoparticles of 6–8 nm are formed, with a speciﬁc surface area between 200 and 275 m2 ·g−1 .
In ethylenediamine-doped samples, the formation of rutile phase is observed, and TiO2 nanoparticles
of 6–8 nm with a speciﬁc surface area between 185 and 240 m2 ·g−1 are obtained. X-ray photoelectron
spectroscopy (XPS) and diffuse reﬂectance measurements show the incorporation of nitrogen in
TiO2 materials through Ti–O–N bonds allowing light absorption in the visible region. Photocatalytic
tests on the remediation of water polluted with p-nitrophenol show a marked improvement for all
doped catalysts under visible light. The optimum doping, taking into account cost, activity and ease
of synthesis, is up-scaled to a volume of 5 L and compared to commercial Degussa P25 material.
This up-scaled sample shows similar properties compared to the lab-scale sample, i.e., a photoactivity
4 times higher than commercial P25.
Keywords: N-doped TiO2 ; aqueous sol-gel process; photocatalysis; p-nitrophenol degradation;
multiple crystalline phase catalyst

1. Introduction
Nowadays, environmental issues are a main problem in our lives, and a lot of research is
conducted to reduce them. Pollutants can be very diverse molecules, occurring as aromatic compounds,
pesticides, chlorinated compounds, heavy metals or petroleum hydrocarbons [1]. Different methods
exist to reduce them, such as photocatalysis, which is an efﬁcient process for degrading organic
pollution [2].
This technique consists of redox reactions between organic pollutants and radical species produced
by the illumination of a photocatalyst [3,4].
The most commonly used photocatalyst is TiO2 [1,5], which is a semiconductor sensitive to UV
radiation; it is non-toxic and cheap [6]. The photon energy required to activate the TiO2 is 3.2 eV
(band gap width); this value corresponds to radiation with a wavelength lower than 388 nm (for anatase
Materials 2018, 11, 584; doi:10.3390/ma11040584

205

www.mdpi.com/journal/materials

Materials 2018, 11, 584

phase). However, in the case of illumination by solar light, only 5–8% of the spectrum will be used for
activation (only the UV part) [7]. When energetic light illuminates TiO2 , electrons (e-) are promoted
from the valence band to the conduction band, leading to the formation of positive holes (h+) in the
valence band. When these photoactive species reach the surface of the material, they react with water
and oxygen to produce radicals, such as superoxide and hydroxyl radicals, and then these radicals are
able to degrade adsorbed organic molecules [4,5,8,9].
In recent years, sol-gel synthesis has been used widely for the preparation of TiO2 ﬁlms or
powders allowing a control of the nanostructure and surface properties [6,10–13]. This process is a soft
chemistry method, using low temperature and low pressure, where titanium precursors sustain two
main reactions: hydrolysis and condensation [14]. By adapting the rate of these reactions, a colloidal
suspension or a solid gel can be obtained.
Sol-gel TiO2 materials can be synthesized via several paths depending on the solvent used,
which can include organic solvents or water. Usually, when the sol-gel synthesis is conducted in an
organic solvent, it is for the purpose of controlling its reactivity by complexation of titanium alkoxide
(Ti-(OR)4 ), where R is an alkyl group (–CH3 , –C2 H5 , . . . ). Only a small amount of water is added to
avoid precipitation [10,15,16]. Then the material sustains drying and calcination to remove residual
organic molecules and to crystallize amorphous TiO2 into anatase or rutile phase [17].
When water is used as solvent, peptizing agents are used to form small crystalline TiO2
nanoparticles at low temperature [7,18,19]. With this method, crystalline TiO2 materials are synthesized
at low temperature without organic solvent. This process is thus well adapted for industrialization [8,9].
Indeed, in previous works [8,9], a global process has been developed to produce pure TiO2 ﬁlms
deposited on steel at large scale in order to obtain an easy-to-clean surface [8] and doped TiO2 with
enhanced photocatalytic properties [9]. In these works, pure and doped TiO2 aqueous syntheses, using
titanium tetraisopropoxide in acidiﬁed water, were simpliﬁed from [19] to facilitate extrapolation
towards an industrial scale, and then pure and doped TiO2 sols were scaled up to volumes of 5 L [8,9].
As mentioned above, TiO2 needs energetic light to be photoactive, and so, when only the solar
spectrum is available for an application, pure TiO2 is not very effective. In order to improve the
photocatalytic properties of TiO2 in the visible range, three main routes can be followed: (i) the
introduction of metallic nanoparticles [20] or ions [10,21,22], (ii) the introduction of non-metallic
elements like N [23–28], B [25,29], F [24,25], P [30,31] or S [24,27], and (iii) doping with dye
photosensitizers such as porphyrins [32,33].
With regard to the introduction of non-metallic elements, N-doping is considered to be an ideal
candidate, because N 2p states could effectively mix with O 2p states [34]. Indeed, nitrogen can be easily
introduced into the TiO2 structure, due to its atomic size, which is comparable with that of oxygen, its
low ionization energy and high stability [24]. The visible absorption of the N-doped samples is due to
the reduction of the band gap. Indeed, substitutional N atoms in TiO2 lattice narrow the band gap by
creating an energy level above the valence band maximum or creating an intermediate band for the
electron below the conduction band [24,26,34].
The aim of the present work is to N-dope the previously developed synthesis [8,9]. This synthesis
makes it possible to produce a crystalline TiO2 colloid at low temperature in aqueous media.
This material can be produced at large scale, showing a high photocatalytic efﬁciency, but only under
UV radiation. Synthesis at pilot scale for N-doped TiO2 catalyst by sol-gel process is not reported in the
literature. In this work, three N-precursors are used to extend the photoactivity towards visible light:
urea, ethylenediamine and triethylamine. The resulting materials are characterized by X-ray diffraction
(XRD), transmission electron microscopy (TEM), nitrogen adsorption–desorption measurements, XPS
and diffuse reﬂectance spectroscopy measurements in order to study the crystalline phase formation,
the doping inﬂuence and the texture of the catalysts. In the second part of this study, the photocatalytic
activity of the samples is tested in the degradation of p-nitrophenol (PNP, C6 H5 NO3 ) in polluted
water under visible light to show the inﬂuence of N-doping on the photoactivity and identify the
best N-precursor for low-temperature N-doping of TiO2 . For large-scale application, a large volume
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(5 L) synthesis of the best N-doped TiO2 is performed and compared to laboratory-scale synthesis.
Although TiO2 N-doping has been widely studied, the novelty of this research is, from an easy and
environmentally friendly synthesis of photoactive TiO2 colloid, to try to N-dope this material in an
easy way without heating and to try to up-scale this synthesis to a larger volume for further visible
applications. A comparison with commercial Degussa P25 will be made.
2. Materials and Methods
2.1. Samples Preparation
2.1.1. Pure TiO2 Powder Synthesis
Titanium (IV) tetraisopropoxide (TTIP > 97%, Sigma-Aldrich, Saint Louis, MO, USA), nitric acid
(HNO3 , 65%, Merck, Kenneth Fort Worth, NJ, USA), isopropanol (IsoP, 99.5%, Acros, Hull, Belgium)
and distilled water are used as starting materials. Pure TiO2 is synthesized according to Mahy et al. [8]
using water as solvent and nitric acid for TTIP peptization. After a reaction time of 4 h, a light blue
transparent liquid sol is obtained. Then, the sol is dried under an ambient air ﬂow to obtain a xerogel,
which is crushed in a white-yellow powder [8]. Pure TiO2 sample is denoted as “TiO2 pure A”.
An alternative synthesis of pure TiO2 is also tested. In this case, a mixture of TTIP and isopropanol
is precipitated in water. Then this precipitate is washed three times with water. This slurry is then
mixed in water with HNO3 (pH = 1) at 50 ◦ C for 12 h. After this reaction time, a light blue transparent
liquid sol is obtained. Then, the sol is dried under an ambient air ﬂow to obtain a xerogel, which is
crushed in a white-yellow powder [8]. This pure TiO2 sample is denoted as “TiO2 pure B”.
2.1.2. N-Doped TiO2 Powder Synthesis
TiO2 catalyst is doped by nitrogen with three different precursors: urea ((NH2 )2 CO, Sigma-Aldrich,
98%), ethylenediamine (NH2 CH2 CH2 NH2 , Sigma-Aldrich, puriss. p.a., absolute, ≥99.5% (GC)),
and triethylamine ((C2 H5 )3 N, Sigma-Aldrich, ≥99%).
For urea doping, distilled water is mixed with urea then acidiﬁed by HNO3 to a pH equal to 1.
Then, TTIP is added to IsoP, and the mixture is stirred at room temperature for 30 min. The TTIP/IsoP
mixture is added to acidiﬁed urea/water solution under vigorous stirring. The solution stays under
stirring for 4 h at 80 ◦ C. After this time, a light white-blue transparent liquid sol is obtained and kept
in ambient atmosphere. The molar ratio between urea and TTIP is equal to either 1, 2, 4 or 10 leading
to four urea-doped samples. The samples are called “TiO2 /UX”, with X corresponding to the molar
ratio between urea and TTIP.
For ethylenediamine doping, TTIP/IsoP solution is precipitated in water containing
ethylenediamine. The precipitate is washed three times with water. Then it is mixed in water
with HNO3 (pH = 1) at 50 ◦ C for 12 h. After reaction, a light blue transparent liquid sol is obtained.
The molar ratio between ethylenediamine and TTIP is equal to either 1, 2, 4 or 10 leading to four
ethylenediamine-doped samples. The samples are called “TiO2 /EtDNX”, with X corresponding to the
molar ratio between ethylenediamine and TTIP.
For triethylamine doping, a pure TiO2 sol is synthesized like TiO2 pure B sample. Then this colloid
is mixed with an excess of triethylamine for 12 h. A yellowish opaque liquid sol is obtained. The molar
ratio between triethylamine and TTIP is equal to 28 or 42, leading to two trimethylamine-doped
samples. The samples are called “TiO2 /Et3 NX”, with X corresponding to the molar ratio between
triethylamine and TTIP.
All N-doped samples are dried under ambient air at room temperature, then dried at 100 ◦ C for
1 h. The resulting powders are washed three times with water, then ﬁnally dried at 100 ◦ C for 12 h.
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2.1.3. Urea-Doped TiO2 Powder Synthesis at a Large Scale
The synthesis of the TiO2 /U2 sample is scaled up to a volume of 5 L in a glass batch reactor with
a water recirculation cooling system (jacketed reactor) [9]. 3.6 L of a solution urea/distilled water
is acidiﬁed with HNO3 to a pH equal to 1. Then, 480 g of TTIP is added to 168.8 g of isopropanol
(IsoP). The mixture is stirred at room temperature for 30 min. The TTIP-IsoP mixture is added to the
acidiﬁed urea water and stirred by a propeller at 300 rpm. The liquid stays under stirring for 4 h at
a temperature of 80 ◦ C. After the reaction, a light white-blue transparent liquid sol is obtained, similar
to the laboratory-scale sol. As for the laboratory-scale TiO2 sample, the large-scale urea-doped TiO2
catalyst is dried under ambient air at room temperature, then dried at 100 ◦ C for 1 h. The resulting
powder is washed three times with water, then ﬁnally dried at 100 ◦ C for 12 h.
The large-scale urea-doped TiO2 sample is denoted as “TiO2 /U2-LS”.
2.2. Sample Characterization
The crystallographic properties are studied through the X-Ray Diffraction (XRD) patterns recorded
with a Bruker D8 Twin-Twin powder diffractometer using Cu-Kα radiation. The Scherrer formula
(Equtaion (1)) is used to determine the size of the TiO2 crystallites, dXRD [35]:
dXRD = 0.9

λ
B cos(θ )

(1)

where dXRD is the crystallite size (nm), B the peak full-width at half maximum after correction of the
instrumental broadening (rad), λ the X-ray wavelength (0.154 nm), and θ the Bragg angle (rad).
The repartition of the crystallographic phases is estimated with the Rietveld method using “Profex”
software (Profex 3.12.1, Nicola Döbelin, Solothurn, Switzerland) [36]. The amount of crystalline
phase is estimated with CaF2 internal standard (calcium ﬂuoride, Sigma-Aldrich, anhydrous powder,
99.99% trace metal basis), also using “Profex” software [37].
The TiO2 textural properties are characterized by nitrogen adsorption-desorption isotherms in an
ASAP 2420 multi-sampler adsorption-desorption volumetric device from Micromeritics. From these
isotherms, the microporous volume is calculated from the Dubinin-Radushkevich theory (V DR ).
The surface area is evaluated using the Brunauer, Emmett and Teller theory (SBET ) [38]. An average
particle size, dBET , can be calculated from SBET values by assuming non-porous TiO2 anatase
nanoparticles using the following formula [7]:
1

dBET
ρ
= anatase
6
SBET

(2)

where ρanatase is the apparent density of TiO2 -anatase considered equal to 3.89 × 106 g·m−3 [8,9].
The sizes of TiO2 nanoparticles are estimated by transmission electron microscopy (TEM) by
averaging the measurement of approximately 100 particles on TEM micrographs obtained with
a Phillips CM 100 device (accelerating voltage 200 Kv, Amsterdam, The Netherlands). First, samples
are dispersed in distilled water using an ultrasonic treatment. Then a drop of the dispersion is placed
on a copper grid (Formvar/Carbon 200 Mesh Cu from Agar Scientiﬁc, Essex, UK).
The sample’s optical properties are evaluated by using diffuse reﬂectance spectroscopy
measurements in the region 300–800 nm with a Varian Cary 500 UV–Vis-NIR spectrophotometer,
equipped with an integrating sphere (Varian External DRA-2500, Palo Alto, CA, USA) and using
BaSO4 as reference. The UV–Vis spectra recorded in diffuse reﬂectance (Rsample ) mode are transformed
by using the Kubelka–Munk function:
F ( R∞ ) =

(1 − R ∞ )2
2R∞
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where R∞ is deﬁned as R∞ = Rsample /Rreference [8,39,40] with Rreference , the diffuse reﬂectance measured
for the BaSO4 reference. To compare them, all spectra are normalized to 1.0 by dividing each spectrum
by its maximum intensity [7,41]. Using the well-known equation:


( F ( R∞ )hν)1/m = C hν − Eg

(4)

where C is a constant and m is a constant that depends on the optical transition mode, the direct and
indirect optical band-gap values, Eg,direct (eV) and Eg,indirect (eV) are obtained by plotting, respectively,
(F(R∞ )hν)2 and (F(R∞ )hν)1/2 as functions of the photon energy hν and by determining the intersection
of the linear part of the curve and the x-axis [8,42].
X-ray photoelectron spectra are obtained with a SSI-X-probe (SSX-100/206) spectrometer equipped
with a monochromatized microfocused Al X-ray source (1486.6 eV), operating at 10 kV and 20 mA.
Samples are placed in the analysis chamber, where the residual pressure was of about 10−6 Pa.
The charging effect is adjusted using ﬂood gun energy at 8 eV and a ﬁne-meshed nickel grid placed
3 mm above the sample surface [43]. The pass energy is 150 eV, and the spot size is 1.4 mm2 . Angle
between the normal to the sample surface and the direction of electron collection is 55◦ . Under these
conditions, the mid-height width (FWHM) of the Au 4f7/2 peak photo-peak measured on a standard
sample of cleaned gold is about 1.6 eV. The following sequence of spectra is recorded: general spectrum,
C 1s, O 1s, N 1s and Ti 2p and again C 1s to check the stability of charge compensation with time and
absence of degradation of the samples.
The C–(C,H) component of the carbon C 1s peak is ﬁxed at 284.8 eV to calibrate the scale in
binding energy. Two other components of the carbon peak (C–(O,N), C=O or O–C–O) are resolved,
notably to determine the amount of oxygen due to contamination. The O–C=O component that would
show up at slightly higher binding energy is not observed in our samples. Data processing is carried
out with the CasaXPS program (Casa Software Ltd., Teignmouth, UK). Some spectra are decomposed
using the Gaussian and Lorentzian function product model (least squares ﬁtting) after subtraction of
a nonlinear baseline [44]. The molar fractions are calculated using the normalized peak areas based on
acquisition parameters and sensitivity factors supplied by the manufacturer.
2.3. Photocatalytic Tests
The photocatalytic activity of the samples in the form of powders is evaluated by following the
degradation of p-nitrophenol (PNP) after 0, 8 and 24 h, in triplicate, in water medium. For each test,
the degradation percentage of PNP, DPNPi , is given by Equation (5) [9]:

DPNPi (%) =

1−

[ PNP]i
[ PNP]0



× 100

(5)

where [PNP]i represents the residual concentration of PNP at time t = i h and [PNP]0 represents the
initial concentration of PNP at time t = 0 h.
The photocatalytic activity of the samples is estimated under halogen light (UV/visible light)
and under the same lamp covered with a UV-ﬁlter that removes wavelengths lower than 390 nm,
this condition will be called low-energy light [9]. The experimental setup is shown in [8,45]. The test
is the same as the procedure described in [8,9]. The concentration of PNP is estimated by UV/Vis
spectroscopy (GENESYS 10S UV–Vis from Thermo Scientiﬁc, Waltham, MA, USA) at 318 nm. For each
catalyst tested, three ﬂasks are exposed to light to calculate the PNP degradation and one is kept in
the dark (dark test) to evaluate PNP adsorption on the samples [8,9]. Additionally, a ﬂask with only
PNP without any catalyst is exposed to the light for 24 h (blank test), to show that no natural PNP
concentration occurs under halogen illumination. In each ﬂask, the initial concentration of catalyst and
PNP are 1 g·L−1 and 10−4 M, respectively [8,9]; the initial pH is 4. Experiments are conducted in test
tubes ﬁtted with a sealing cap. These tubes are placed in a cylindrical glass reactor with the halogen
lamp in the center. The halogen lamp has a continuous spectrum from 300 nm (or 390 nm with UV
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ﬁlter) to 800 nm (300 W, 220 V), measured with a Mini-Spectrometer TM-UV/vis C10082MD from
Hamamatsu (Hamamatsu, Japan) [8,9]. The reactor is maintained at constant temperature (20 ◦ C) by a
cooling system that functions by recirculating water; the lamp is also cooled by a similar system [8,9].
Aluminum foil is used to cover the outer wall of the reactor to prevent any interactions with the room
lighting. The volume of each ﬂask is 10 mL, agitated by a magnetic stirrer. The PNP degradation due
to photocatalysis is equal to the total PNP degradation minus the PNP adsorption estimated with the
dark test [8,9].
3. Results
3.1. X-ray Diffraction (XRD) of TiO2 Samples
Figure 1 represents the XRD patterns for TiO2 pure B sample and ethylenediamine-doped samples.
For TiO2 pure B sample, mainly anatase peaks are observed (reference pattern (A)), along with
a peak corresponding to brookite phase at around 31◦ (reference pattern (B)). The phase distribution
calculated with “Profex” [36] is given in Table 1. Indeed, the anatase phase is the main crystalline
phase of this sample, corresponding to 75% of the sample, the brookite phase amounts to around 10%,
and the amorphous fraction corresponds to 15%.

Figure 1. X-ray diffraction (XRD) patterns of ethylenediamine-doped samples: () TiO2 pure B, ()
TiO2 /EtDN1, () TiO2 /EtDN2, ( ) TiO2 /EtDN4 and (×) TiO2 /EtDN10. (A) reference pattern of
anatase, (B) reference pattern of brookite and (R) reference pattern of rutile.

When the amount of ethylenediamine increases, the intensity of rutile peaks increases and that of
anatase peaks decreases. This observation is conﬁrmed by the phase distribution in Table 1; for example,
for the TiO2 /EtDN1 sample, the repartition is 65% anatase, 10% rutile and 5% brookite, while for
the TiO2 /EtDN10 sample, the repartition is modiﬁed, with 20% anatase, 40% rutile and 5% brookite.
The TiO2 /EtDN10 sample has the biggest amorphous fraction, reaching 35%.
For the TiO2 pure A sample, the urea-doped and trimethylamine-doped samples (not shown),
the same XRD patterns are observed as for the TiO2 pure B sample (mainly anatase + a small fraction
of brookite phase). For these samples, the phase distributions are given in Table 1. Similar repartitions
are obtained with mainly anatase (65–75%), a small amount of brookite (5–10%) and an amorphous
fraction (20–30%).
The crystallite size can be estimated from XRD patterns using the Scherrer formula (Equation (1)).
For all samples, similar sizes are obtained between 4 and 8 nm (Table 1). When several phases are
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present, the size is estimated on speciﬁc peaks corresponding to each of the different phases. If different
values are obtained, it is mentioned in Table 1 (as for TiO2 /EtDN4 sample, where anatase crystallites
are around 5 nm and rutile around 8 nm). The formation of rutile phase in ethylenediamine-doped
samples seems to produce larger crystallites (Table 1).
3.2. TEM Micrographs
TEM micrographs for some samples at different magniﬁcations are presented in Figure 2. For all
samples, TiO2 aggregates are observed; these aggregates are composed of TiO2 nanoparticles with
spherical shapes. The particles are not perfectly separated from each other because the material was
ﬁrst dried and then deposited on the TEM grid for measurement; additionally, the TiO2 nanoparticles
are not very clearly observable by TEM because of their relatively low contrast in bright-ﬁeld TEM
conditions [9]. TiO2 nanoparticles have a size of about 5–7 nm. The TiO2 average size estimated from
TEM (dTEM ) is similar to that estimated from XRD (dXRD , Table 1).

Figure 2. TEM micrographs of samples: (A) TiO2 pur, (B) TiO2 /U2, (C) TiO2 /EtDN4 and (D)
TiO2 /Et3 N42. Primary nanoparticles are highlighted by red lines.
Table 1. Textural and optical properties of TiO2 -based photocatalysts.

Sample

TiO2 pure A
TiO2 /U1
TiO2 /U2
TiO2 /U4

Phase Distribution

dXRD

SBET

V DR

dBET

dTEM

Eg,direct

(%)

(nm)

(m2 g−1 )

(cm3 g−1 )

(nm)

(nm)

(eV)

(eV)

±5

±1

±5

±0.01

±1

±1

±0.01

±0.01

Am[25%] + A[65%] + B[10%]
Am[30%] + A[65% ]+ B[5%]
Am[30%] + A[65%] + B[5%]
Am[30%] + A[65%] + B[5%]

4
5
4
4

205
235
255
260

0.11
0.15
0.16
0.16

8
7
6
6

5
6
6
7

3.35
3.25
3.24
3.27

3.06
2.97
2.97
3.04
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Table 1. Cont.

Sample

TiO2 /U10
TiO2 pure B
TiO2 /EtDN1
TiO2 /EtDN2
TiO2 /EtDN4
TiO2 /EtDN10
TiO2 /Et3 N28
TiO2 /Et3 N42
TiO2 /U2-LS

Phase Distribution

dXRD

SBET

V DR

dBET

dTEM

Eg,direct

(%)

(nm)

(m2 g−1 )

(cm3 g−1 )

(nm)

(nm)

(eV)

Eg,indirect
(eV)

±5

±1

±5

±0.01

±1

±1

±0.01

±0.01

Am[25%] + A[70%] + B[5%]
Am[15%] + A[75%] + B[10%]
Am[20%] + A[65%] + B[5%] + R[10%]
Am[15%] + A[60%] + B[5%] + R[20%]
Am[15%] + A[45%] + B[5%] + R[35%]
Am[35%] + A[20%] + B[5%] + R[40%]
Am[25%] + A[70%] + B[5%]
Am[20%] + A[75%] + B[5%]
Am[30%] + A[65%] + B[5%]

4
4
7
4
5 a –8 b
8
4
4
6

270
195
225
240
195
185
230
275
245

0.16
0.10
0.13
0.13
0.11
0.11
0.13
0.16
0.15

6
8
7
6
8
8
7
6
6

5
5
6
6
7
5
5
6
7

3.36
3.42
3.30
3.39
3.30
3.43
-c
-c
-d

3.05
3.12
2.94
2.99
2.94
2.96
-c
-c
-d

Am: amorphous TiO2 phase; A: anatase TiO2 phase; B: Brookite TiO2 phase; R: rutile TiO2 phase; dXRD : mean
diameter of TiO2 crystallites measured by the Scherrer method; a measured from anatase peak; b measured from
rutile peak; SBET : speciﬁc surface area determined by the BET method; V DR : speciﬁc micropore volume determined
by Dubinin–Raduskevitch theory; dBET : mean diameter of TiO2 nanoparticles calculated from SBET values; dTEM :
mean diameter of TiO2 nanoparticles measured by TEM; Eg,direct : direct optical band-gap values calculated using the
transformed Kubelka–Munk function; Eg,indirect : indirect optical band-gap values calculated using the transformed
Kubelka–Munk function; -c not applicable; -d not measured.

3.3. Sample Textural Properties
The textural properties of the samples are summarized in Table 1. Figures 3 and 4 represent
the raw nitrogen adsorption-desorption isotherms for the urea-doped and ethylenediamine-doped
samples, respectively, with the corresponding pure TiO2 sample as reference.
For both pure TiO2 samples, the isotherms are characterized by a sharp increase at low relative
pressure followed by a plateau, corresponding to type I isotherms (microporous materials) according
to the BDDT classiﬁcation [38].
For the urea-doped samples (Figure 3), the same shape of isotherms is obtained for the 4 samples,
presenting a sharp increase at low pressure, and a triangular hysteresis followed by a plateau.
This type of isotherm corresponds to a mix of type I (microporous materials) and IV (mesoporous
materials) isotherms according to the BDDT classiﬁcation [38]. The speciﬁc surface area, SBET , and the
microporous volume, V DR , increase with the amount of urea introduced in the synthesis (Table 1).

Figure 3. Nitrogen adsorption-desorption isotherms of urea doped samples: () TiO2 pure A,
() TiO2 /U1, (×) TiO2 /U2, ( ) TiO2 /U4 and () TiO2 /U10.
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For the ethylenediamine-doped samples (Figure 4), the same shape of isotherms is obtained for
the 3 ﬁrst samples, presenting a sharp increase at low pressure, and a triangular hysteresis followed
by a plateau. This type of isotherm corresponds to a mix of type I (microporous materials) and IV
(mesoporous materials) isotherms according to the BDDT classiﬁcation [38]. The TiO2 /EtDN10 sample
presents a different shape, with a less marked nitrogen uptake at low p/p0 values and a hysteresis
extending from p/p0 = 0.5 to p/p0 = 1,which corresponds to larger mesopores [46]. This type of isotherm
corresponds to a mix of type I (microporous materials) and IV (mesoporous materials) isotherms
according to the BDDT classiﬁcation [38]. The speciﬁc surface area, SBET , and the microporous volume,
V DR , ﬁrst increases with the doping ratio then decreases (Table 1).

Figure 4. Nitrogen adsorption-desorption isotherms of ethylenediamine doped samples: () TiO2 pure
B, () TiO2 /EtDN1, (×) TiO2 /EtDN2, ( ) TiO2 /EtDN4 and () TiO2 /EtDN10.

For the trimethylamine-doped samples, similar isotherms compared to isotherms for the
urea-doped samples are obtained (as Figure 3), corresponding to a mix of type I (microporous materials)
and IV (mesoporous materials) isotherms according to the BDDT classiﬁcation [38]. The speciﬁc surface
area, SBET , and the microporous volume, V DR , increase with the amount of triethylamine (Table 1).
For all samples, an estimation of TiO2 nanoparticles sizes (dBET ) can be calculated from
Equation (2), and in all cases, the TiO2 sizes are between 6–8 nm (Table 1), corresponding to both the
TEM and XRD estimates.
3.4. Optical Properties
The evolution of the normalized Kubelka–Munk function F(R∞ ) with wavelength (λ) is presented
for TiO2 pure A, TiO2 /U2, TiO2 pure B and TiO2 /EtDN4 samples in Figure 5. The TiO2 pure A and
B samples present absorption at 360 nm, while for both N-doped samples, the absorption is shifted
towards higher wavelengths. Both samples present the largest shift in their respective series. For the
other doped samples, although smaller, shifts towards the visible domain are also observed. The direct
and indirect band gaps are calculated for all samples (Table 1); a decrease in the band gap value
is observed for the N-doped samples compared to the corresponding pure TiO2 samples. For the
triethylamine doped samples, the absorption spectrum is not exploitable because of the dark color of
the sample; therefore, the band gap values cannot be properly calculated.
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Figure 5. Normalized Kubelka–Munk function F(R∞ ) calculated from DR-UV–Vis spectra for samples:
() TiO2 pure A, ()TiO2 /U2 samples, () TiO2 pure B and ( )TiO2 /EtDN4 samples.

3.5. XPS Measurements
The general XPS spectrum for the TiO2 pure B sample is presented in Figure 6. The different peaks
for carbon, oxygen and titanium are indexed. It is important to note that nitrogen is present in the TiO2
reference sample. N 1s, Ti 2p, O 1s and C 1s spectra are presented on Figure 7. For all samples, similar
spectra are obtained. On the Ti 2p spectrum (Figure 7c), the Ti 2p1/2 and Ti 2p3/2 are observed at 464.1
and 458.5 eV, respectively, and are attributed to Ti4+ species, and thus to TiO2 . No differences between
samples are noticeable in the Ti 2p area. Indeed, the shift to a slightly lower binding energy induced
by a change in the titanium chemical environment (as in the case of Ti–O–N bonding) would be too
small to be distinguished from the main peak [47]. On the other hand, the systematic absence of a peak
around 455–456 eV excludes the presence of Ti–N species.
The C 1s contribution is divided into three components (Figure 7a). The C–(C,H) contribution
at 248.8 eV is a classical aliphatic carbon contamination used to calibrate the measurements. In our
standard routine procedure for decomposing the C 1s contribution, we deﬁne the contribution of
carbon involved in simple bond with O or N at 1.5 eV higher (286.3 eV). The signal at a binding energy
of around 289 eV is attributed to the contribution of C doubly bonded to O. The pure TiO2 samples
contain 17 to 19% (C–H) component. The other samples show comparable decomposition of the C
signal. This suggests that there are no remaining organic compounds present.

Figure 6. XPS general spectrum of TiO2 pure B sample.
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Figure 7. XPS spectra of TiO2 pure B sample: (A) C 1s region, (B) O 1s region, (C) Ti 2p region and (D)
N 1s region.

The O 1s contribution (Figure 7b) is decomposed into 3 peaks. The main one at 530 eV corresponds
to Ti–O in TiO2 . For each sample, the O 1s (530 eV)/Ti 2p ratio is close to 2, corresponding to
stoichiometric TiO2 . The two other components at higher binding energy are complicated to attribute,
as they correspond to oxygen bonded to carbon due to carbon contamination and/or nitrogen bonding
(N–O–Ti, N=O) [47].
For the N 1s spectrum (Figure 7d), a peak centered on 400 eV is observed. For 3 samples (TiO2 pure A,
TiO2 /EtDN2 and TiO2 /EtDN4), a small peak around 407 eV was also observed. This peak has been
attributed to residual nitrate due to the residual nitric acid from the synthesis. This contribution
was not taken into account in the latter quantiﬁcation. In the literature, a N 1s peak around 400 eV
may correspond to many contributions such as NHx , NOx , NHOH potentially due to impurities
but also interstitial Ti–O–N [47,48]. Substitutional Ti–N–O can be excluded in our case, since the
speciﬁc corresponding peak around 395 eV is never observed. At this stage, the complexity of
the decomposition of the N 1s peak does not allow to claim the presence of Ti–O–N species only.
An estimation of the amount of nitrogen present in the samples (N/Ti molar ratio) is presented in
Figure 8 and Table 2 for each series in front of the corresponding pure TiO2 sample. An increase in
the amount of nitrogen is observed with the three precursors. For each series, a sample presents a
maximum in nitrogen concentration: TiO2 /U2, TiO2 /EtDN2 and TiO2 /Et3 N28 show the three maxima
for the urea, the ethylenediamine and the triethylamine doping, respectively. The highest nitrogen
amount is obtained with TiO2 /Et3 N28 sample with a N/Ti molar ratio of 0.32. The results are presented
in Figure 8 and Table 2, and are illustrated in Figure 9 for the triethylamine series.
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Figure 8. Estimated N/Ti molar ratio calculated from XPS measurements.

Figure 9. Comparison of normalized N 1s region XPS spectra of TiO2 pure B, TiO2 /Et3 N28 and
TiO2 /Et3N42 samples.

3.6. Photocatalytic Activity
3.6.1. Under UV/Visible Light
For each sample, the test in the dark shows no PNP adsorption on the catalyst. Moreover,
no spontaneous PNP degradation appears under UV/visible light in the absence of the catalyst.
The catalytic test is performed over 24 h with an estimation of PNP degradation (DPNPi ,%) after i = 0,
8 and 24 h. DPNP8 is used to compare the different catalytic activities of the samples because the
differences between catalysts are the most noticeable after 8 hours of activitiy [9].
DPNP8 is presented in Figure 10 (dark grey) and in Table 2 for all samples. For both TiO2
pure A and B samples, the same activity is obtained at around 50%. Concerning the urea- and
trimethylamine-doped samples, the photoactivity stays nearly constant for each sample at around
45–50% of PNP degradation. For the ethylenediamine-doped samples, the activity decreases for
all samples when the amount of ethylenediamine increases except for the TiO2 /EtDN4 sample,
which presents 45% of PNP degradation.
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If the photocatalytic activity is divided by the speciﬁc surface area, SBET , the same observations
can be made (Figure 11 in dark grey).
Table 2. Photocatalytic properties and XPS results of TiO2 -based samples.

Sample

DPNP8 under
UV/Visible
(%)

TiO2 pure A
TiO2 /U1
TiO2 /U2
TiO2 /U4
TiO2 /U10
TiO2 pure B
TiO2 /EtDN1
TiO2 /EtDN2
TiO2 /EtDN4
TiO2 /EtDN10
TiO2 /Et3 N28
TiO2 /Et3 N42
TiO2 /U2-LS

DPNP8 under
UV/Visible
(%

DPNP24 under
Visible

g·m−2 )

(%)

DPNP24 under
Visible
(%

g·m−2 )

±3

±0.02

±3

±0.02

47
43
44
45
44
50
38
39
45
25
43
49
46

0.23
0.18
0.17
0.17
0.16
0.26
0.17
0.16
0.23
0.14
0.19
0.18
0.19

28
42
41
41
38
20
31
31
33
28
43
69
43

0.14
0.18
0.16
0.16
0.14
0.10
0.14
0.13
0.17
0.15
0.19
0.25
0.18

N/Ti
(mol/mol)
0.07
0.06
0.09
0.08
0.08
0.08
0.08
0.12
0.11
0.06
0.32
0.13
-a

DPNP8 : the degradation percentage of PNP after 8 h of illumination; DPNP24 : the degradation percentage of PNP
after 24 h of illumination, values in% g·m−2 are obtained by dividing values in% by SBET ; N/Ti: molar ration
between N and Ti measured by XPS; -a not measured.

Figure 10. PNP degradation (%) for all samples under UV/visible light after 8 h of irradiation
(dark grey) and under low-energy light (with ﬁlter to remove λ lower than 390 nm) after 24 h of
irradiation (light grey).
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Figure 11. PNP degradation (% g·m−2 ) calculated by dividing the PNP degradation in% by SBET
for all the samples under UV/visible after 8 h of irradiation (dark grey) and under low-energy light
(with ﬁlter to remove λ lower than 390 nm) after 24 h of irradiation (light grey).

3.6.2. Under Low-Energy Light (λ > 390 nm)
For low-energy light conditions, DPNP24 is used to compare the different catalytic activities of
samples because under visible light, the reactions are slower [9].
DPNP24 is presented in Figure 10 (light grey) and Table 2 for all samples. For TiO2 pure A and B
samples, the activity is slightly different between both syntheses with values of 28 and 20% for the
PNP degradation respectively. For the urea-doped samples, the photoactivity increases compared to
the corresponding TiO2 pure A sample, exhibiting between 39% and 42% PNP degradation. For the
ethylenediamine-doped samples, the photoactivity also increases compared to the corresponding TiO2
pure B sample, with the optimal value being obtained for the TiO2 /EtDN4 sample, with 33% PNP
degradation. For the trimethylamine-doped samples, the photoactivity also increases compared to
the corresponding TiO2 pure B sample with the optimal value obtained for the TiO2 /Et3 N42 sample,
with 69% PNP degradation.
If the activity is divided by the speciﬁc surface area, SBET , the same observations can be made
(Figure 11, in light grey).
Concerning the use of UV/visible spectroscopy to measure the PNP degradation, it has been
reported in the literature [49,50] that the presence of intermediate species associated with the partial
degradation of PNP can be detected by the presence of peaks corresponding to the intermediates
(4-nitrocatechol, 1,2,4-benzenetriol, hydroquinone) in the UV/Vis spectrum measured between 200 and
500 nm after several hours under illumination [9]. In the present study, no supplementary peaks
are measured in the UV/Vis spectra between 200 and 500 nm, which is consistent with the complete
mineralization of the pollutant, and therefore it is concluded that the photocatalysts developed in this
study promote the complete mineralization of PNP [9]. Furthermore, total mineralization of PNP during
homologous photocatalytic tests on a similar installation has been shown in a previous work [9,10].
3.7. Characterization of the Large-Scale Urea-Doped TiO2 Photocatalyst
A urea-doped TiO2 sample (TiO2 /U2-LS) is successfully synthesized at a large scale (5 L). It is
characterized by XRD and BET measurements, and its photocatalytic activity is tested. All the results
are shown in Tables 1 and 2. Concerning the physico-chemical properties, analogous characteristics are
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obtained compared to the laboratory scale sample (TiO2 /U2), with mainly anatase TiO2 nanoparticles
with a size of 7 nm and an SBET value of 245 m2 ·g−1 (Table 1). For the photocatalytic activity, similar
values are obtained as for the laboratory scale sample under UV/visible and low-energy light, namely
46% and 43%, respectively (Table 2).
4. Discussion
All these syntheses are based on the precipitation-acidic peptization of a titanium precursor, where the
acid allows dissolving amorphous TiO2 precipitate by hydrolysis followed by the crystallization of
small TiO2 nanoparticles. This leads to the formation of stable crystalline TiO2 colloids [51].
4.1. Crystallinity and Texture of TiO2 Based Samples
Urea and triethylamine doping does not inﬂuence the crystallinity of the samples. Indeed, the TiO2
phase distribution stays nearly constant between the pure and doped samples (Table 1). For these
dopings, the synthesis conditions have not been modiﬁed and so same crystalline phases are obtained
(anatase and brookite, Table 1). On the opposite, ethylenediamine doping modiﬁes clearly the TiO2
phase distribution leading to the formation of rutile TiO2 when the amount of dopant increases
(Table 1). For these syntheses, the amount of nitric acid has to be increased to obtain a peptization
process of titania precursor. Indeed, ethylenediamine has a strong basic character [52], which requires
more acid to reach peptization. In this case, if the amount of acid is increased, more oxolation bonds
between titanium atoms are broken and more OH groups are produced around a single titanium
atom [53], which facilitates the crystallization of TiO2 in its most thermodynamically stable phase, i.e.,
the rutile phase [51,53].
Concerning the shape of the samples, TEM pictures, BET measurements and XRD crystallite size
(Table 1), similar values between 4 and 8 nm are obtained. It is assumed that the samples are made of
TiO2 nanoparticles where a nanoparticle corresponds to a crystallite [7,54].
For the inﬂuence of doping on the texture, a modiﬁcation of the isotherms compared to pure TiO2
samples is observed. Indeed, doping leads to the formation of mesopores. For urea and triethylamine
doping, the addition of dopant modiﬁes the electrostatic interactions between the TiO2 particles
due to the incorporation of nitrogen, leading to a different particle stacking compared to pure TiO2
samples when the samples are dried [54]. The difference of stacking between pure and doped TiO2
nanoparticles has been previously described in [54]; it becomes less compact with doping which
creates the mesoporosity [54]. Concerning ethylenediamine doping, two effects modify the isotherms:
(i) the modiﬁcation of the electrostatic interactions between the TiO2 particles due to the incorporation
of nitrogen as for the other dopings, and (ii) the modiﬁcation of the crystalline phase distribution.
In this second case, the apparition of rutile induces a change in the shape of the N2 physisorption
isotherm as described in [18]. Indeed, when the amount of ethylenediamine increases, mesopores
appear (hysteresis of TiO2 /EtDN10 sample on Figure 4) due to the effect of N-doping and the amount
of rutile remains <20%. However, when the amount of rutile exceeds 50%, the hysteresis is modiﬁed
and reveals larger pores due to the rutile [18], which seems to produce larger rutile crystallite of 8 nm
compared to anatase crystallite of 5 nm (dXRD in Table 1). Concerning the two pure TiO2 syntheses,
these lead to similar materials as their speciﬁc surface area, crystalline phase and particle shapes are
analogous (Table 1).
4.2. Photoactivity and N-Doping
For pure TiO2 samples, the degradation of PNP (DPNPi ) is 47 and 50% after 8 h under UV/visible
light for TiO2 pure A and B, respectively, while it is 28 and 20% after 24 h under low-energy light.
The activity under low-energy light is the characteristic of interest in this research, as an efﬁcient visible
photocatalyst is aimed for. This low-energy light is mainly “visible light”, as the UV ﬁlter removes
λ < 390 nm.
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If both syntheses are compared, similar activities are obtained, which is consistent with the
same type of materials that are observed through the characterizations (Table 1). An activity under
low-energy light is observed for both catalysts. At the same time, XPS measurements (Figures 7d
and 8) show that nitrogen is still present in both pure materials, with the peak at 400 eV seeming to
correspond to Ti–O–N bonds [55,56]. So, a small nitrogen doping has occurred due to nitric acid used
during the synthesis. A comparison is made with the commercial Degussa P25 catalyst, which has no
trace of nitrogen [57] and is poorly active under visible light [57,58]. In this case, the PNP degradation
after 24 h is merely 10%, which could be induced by the remaining UV radiation, which is not removed
by the UV ﬁlter as explained above. Therefore, the TiO2 pure A and B samples have an activity under
low energy (and better than P25) not only due to the remaining UV light, but likely due to a trace
of N-doping.
Concerning the N-doped samples, an increase in the activity is observed for all samples compared
to the corresponding pure TiO2 materials. All samples present a peak at 400 eV, which may correspond
to Ti–O–N bonds [47,48,55,56].
For the urea-doped samples, XPS measurements (Figure 8) and diffuse reﬂectance spectroscopy
(Figure 5) show an N-doping higher than the corresponding TiO2 pure A sample and a reduction of the
band gap value (Table 1). In this case, the nitrogen doping has been effective. As explained in [30,31,33],
nitrogen doping can reduce the band gap by creating an intermediate band for the electron below the
conduction band or above the valence band (Figure 12). It seems that in the four samples, the amount
of nitrogen introduced in the samples is quite similar, even if different amounts were added during the
synthesis, leading to materials with similar photocatalytic activity (DPNP24 between 37 and 42%) and
optical properties (similar band gaps, Table 1). Urea seems to be a N precursor effective for doping,
leading to visible active photocatalyst as described in [23].
Concerning the ethylenediamine-doped samples, the doping seems to also produce effective
visible photocatalysts. Indeed, the activity increases for the four samples (Table 2), along with
the band gap decreases (Table 1), and the amount of nitrogen increases for the TiO2 /EtDN2 and
TiO2 /EtDN4 samples (Figure 8). The activity under low-energy light evolves, depending on the
amount of nitrogen; when the amount increases, the activity increases (from samples TiO2 /EtDN1 to
TiO2 /EtDN4, see Table 2 and Figure 8), but for the TiO2 /EtDN10 sample when the amount decreases,
the activity decreases. The bad gap values follow the same trend (Table 1). Another important
aspect for this series is that rutile TiO2 is present in different percentages for the different samples,
which can impact the photocatalytic activity. The rutile phase increases from TiO2 /EtDN1 sample to
TiO2 /EtDN10 sample, but rutile is a less active phase than the anatase phase [6] and is also poorly
active under visible light [6,24]. Therefore, the activity would decrease through the samples, but it
is not observed under UV/visible light. Hence, the N-doping is successful and clearly linked to
the activity of samples. On the other hand, a synergetic effect between anatase and rutile can also
exist [24], leading to a better activity for the TiO2 /EtDN4 sample with the composition of 45% anatase
and 35% rutile. This synergetic effect is also observed for Degussa P25, which has a composition of
80% anatase and 20% rutile [59]. A same mechanism for nitrogen doping as for urea doping can thus
be considered (Figure 12).
For the trimethylamine-doped samples, the best activity is observed especially for the
TiO2 /Et3 N42 sample, which reaches 69% PNP degradation. For this series of samples, the band
gap values are not available as explained in Section 3.4. Only XPS measurements can therefore be used
and show an increased nitrogen amount compared to the TiO2 pure B sample (Figure 8), and that the
N amount is the highest, when compared to the other series of samples. The very good activity shows
that the N-doping is effective as described in [23,55] and a same mechanism for nitrogen doping as for
urea and ethylenediamine doping can thus be considered (Figure 12).
The three precursors show that visible N-doped catalyst is obtained at low temperature, and that
triethylamine seems to be the best nitrogenous agent, but requires the largest amount of precursors
for doping.
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Figure 12. Effect of N-doping on TiO2 photocatalysis.

4.3. Large-Scale Synthesis
For a visible light application, large amounts of catalyst will be needed, this is why a large-scale
synthesis of N-doped TiO2 of 5 L has been performed. The urea precursor is chosen because of its
easy availability, low cost and low toxicity [60]. The urea/Ti precursor ratio of 2 has been chosen
according the good results obtained for the TiO2 /U2 sample at laboratory scale, and is thereby denoted
TiO2 /U2-LS.
The results show that the large-scale synthesis does not inﬂuence the physico-chemical and
photocatalytic properties of urea-doped TiO2 samples (Tables 1 and 2). The PNP degradation of this
large-scale sample is also higher than P25 activity under low-energy light (Table 2).
If this sample is compared to the commercial catalyst Degussa P25, the main advantages are the
following [9]: (i) crystalline urea-doped TiO2 samples are obtained without a calcination step; (ii) the
synthesis is better for the environment, as water is the solvent (low use of organic compounds); (iii) the
synthesis protocol is easy; (iv) the only cost is the TiO2 precursor (titanium tetraisopropoxide) and
urea, while the synthesis of commercial Degussa P25 involves the use of an aerosol process, which is
known to be expensive, environmentally “unfriendly”, and involves high-temperature treatments
(1000–1300 ◦ C) [7,61]; and (v) the sample is 4 times more active than P25 under visible light.
5. Conclusions
In this chapter, the previously developed aqueous titania sol-gel synthesis is doped with
nitrogen precursors to extend its activity towards visible region. Three N-precursors are used: urea,
ethylenediamine and triethylamine. Different molar ratios have been tested for each dopant. Results
showed the formation of anatase-brookite TiO2 nanoparticles of 6–8 nm with a speciﬁc surface
area of between 200 and 275 m2 ·g−1 for the urea and triethylamine series. Using ethylenediamine,
the formation of rutile phase is observed when the amount of ethylenediamine increases due to the
addition of nitric acid in order to maintain the peptization process. In this series, TiO2 nanoparticles of
6–8 nm are also obtained with a speciﬁc surface area between 185 and 240 m2 ·g−1 .
The combination of XPS and diffuse reﬂectance measurements suggests the incorporation of
nitrogen in the TiO2 materials through Ti–O–N bonds, allowing absorption in the visible region.
Catalytic tests show a marked improvement of performance under visible radiation for all doped
catalysts in the remediation of polluted water with p-nitrophenol. In this case, nitrogen doping can
reduce the band gap by creating an intermediate band for the electrons below the conduction band or
above the valence band, allowing activity in the visible range.
The best doping, taking into account cost, activity and ease of synthesis, is up-scaled to a volume
of 5 L and compared to the commercial Degussa P25 material. This urea-doped large-scale catalyst
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shows analogous properties as the lab-scale corresponding synthesis and photoactivity 4 times higher
than the commercial catalysts Degussa P25.
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Abstract: The present work provides an overview of the work on the interaction between hydrogen
(H) and the steel’s microstructure. Different techniques are used to evaluate the H-induced damage
phenomena. The impact of H charging on multiphase high-strength steels, i.e., high-strength low-alloy
(HSLA), transformation-induced plasticity (TRIP) and dual phase (DP) is ﬁrst studied. The highest
hydrogen embrittlement resistance is obtained for HSLA steel due to the presence of Ti- and Nb-based
precipitates. Generic Fe-C lab-cast alloys consisting of a single phase, i.e., ferrite, bainite, pearlite or
martensite, and with carbon contents of approximately 0, 0.2 and 0.4 wt %, are further considered
to simplify the microstructure. Finally, the addition of carbides is investigated in lab-cast Fe-C-X
alloys by adding a ternary carbide forming element to the Fe-C alloys. To understand the H/material
interaction, a comparison of the available H trapping sites, the H pick-up level and the H diffusivity
with the H-induced mechanical degradation or H-induced cracking is correlated with a thorough
microstructural analysis.
Keywords: hydrogen embrittlement; hydrogen-induced cracking; thermal desorption spectroscopy;
in situ tensile testing; permeation

1. Introduction
The limited fossil fuel resources, the concerns about nuclear power, and especially global warming
issues imply energy related challenges that are triggering scientists to ﬁnd ecological solutions for
an environmentally friendly future. Hydrogen (H) gas is an attractive replacement for fossil fuels
since it is the most abundant element on earth and its combustion only generates water. Hence,
no greenhouse gasses are emitted in the atmosphere [1]. Despite these advantages, H contains a
negative connotation due to multiple incidents that happened in the past indicating the potential
danger of its usage [2]. Another approach to make transportation more ecological is to lower the fuel
consumption of vehicles. In automotive industry, the use of high-strength steels (HSS) has, for instance,
been promoted since it can both guarantee an increased safety together with weight reduction, which
is required to meet the stringent CO2 emission guidelines. Unfortunately, these steels are prone to
H-induced mechanical degradation [3–5], which impedes further alloy development, according to
BMW [6]. Steels used in offshore industry are often protected against corrosion by cathodic protection
which causes a conversion of all the active anodic sites of the metal to inactive cathodic sites. However,
when cathodic overprotection occurs, atomic H absorbs into the steel and a H concentration is built up.
Consequently, the material integrity degrades, and H-induced failure is promoted [7].
Johnson [8] was the ﬁrst to describe the potential effect of H on the mechanical properties of iron;
i.e., a temporary loss of ductility was observed. This work has inspired a lot of researchers to continue
investigating this subject resulting in many reference works and international conferences [9–18].
Materials 2018, 11, 698; doi:10.3390/ma11050698
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Recently, the attention got reinforced by the development of numerous applications of high-strength
steels involving H interaction, such as oil and gas pipelines, vehicles, storage tanks, offshore
structures, welds, etc. [19–22]. The phenomenon of temporary ductility loss implies so called hydrogen
embrittlement (HE), causing unpredictable failure. Absorbed and dissolved H diffuses through the
metal, introducing extra stresses at potential crack initiation sites and/or facilitating crack propagation.
HSS are very susceptible to HE because of their high stress level as well as their large number of
potential fracture initiation sites [3,23]. Consequently, the potential and safe application of H still offers
major challenges to the materials engineer and clearly a renewed interest in this research ﬁeld occurred
during the last decade in both industrial and scientiﬁc communities.
Although the detrimental H effect was already discussed in 1875 [8], no full understanding of
the phenomenon governing the observed H-induced ductility loss has been achieved up to now.
Several mechanisms have been proposed to describe HE, but none has been fully accepted since
indications accounting for different mechanisms have been observed experimentally. The three most
cited mechanisms in non-hydride forming materials are the H Enhanced DEcohesion (HEDE) [24], the
H Enhanced Localized Plasticity (HELP) [25] and Adsorption-Induced Dislocation Emission (AIDE)
theory [26,27]. HEDE proposes a decrease in the cohesive bond strength between the metal atoms in
the presence of H causing brittle crack propagation under tensile load. HELP considers an increase in
dislocation mobility due to the presence of H, resulting into highly localized plastic deformation and
accelerated failure. This mechanism has attained substantial support [28–30]. AIDE combines both
HEDE and HELP since it also involves localized plasticity, but it proposes that the localized plasticity
occurs close to the surface at regions of stress concentrations, for instance at crack tips, including
nanovoids in front of it.
Multiphase HSS, such as transformation-induced plasticity (TRIP), dual phase (DP) and
high-strength low-alloyed (HSLA) steels are commonly used in the automotive industry and were
already subject of several H related studies since they are prone to HE [31–33]. These HSS show,
however, a multiphase microstructure, complicating the interpretation of H related data. Therefore,
the interaction between H and single-phase alloys is also of interest to get an improved understanding
of the damaging mechanisms [34–37]. Additionally, the presence of carbides is generally considered to
be beneﬁcial to improve the HE resistance since they are assumed to trap H efﬁciently removing the
detrimental mobile H from the microstructure [38,39]. The size and coherency of the speciﬁc carbides
were crucial in terms of H trapping ability [40,41]. However, the applied H charging conditions might
affect their beneﬁcial role, as will be evaluated further in Section 5.
This work provides an overview of our work on the interaction of H with a steel microstructure
and is built up in a systematic approach. At ﬁrst, the effect of H charging on HSS, i.e., TRIP, DP and
HSLA, will be considered. To simplify the microstructure, generic Fe-C lab-cast alloys consisting of a
single phase, i.e., ferrite, bainite, pearlite or martensite and with carbon contents of approximately 0,
0.2 and 0.4 wt %, will be studied. Finally, the addition of carbides will be investigated in Fe-C-X alloys
by adding a ternary carbide forming element to the Fe-C alloys. A comparison of the H absorption
level, the available trapping sites and the H diffusivity with the H-induced mechanical degradation
or H-induced cracking was correlated with a detailed microstructural analysis to understand the
H/material interaction.
2. Experimental Procedure
2.1. Materials Characterization
2.1.1. Advanced High-Strength Steels
The investigated multiphase, advanced HSS such as TRIP, DP and HSLA, contained different
constituents, such as martensite, bainite, ferrite and retained austenite. The thickness of the TRIP
steel sheets was 0.7 mm, while DP and HSLA steels had a thickness of 1.1 mm. These thicknesses
were reached after hot and cold rolling, followed by subsequent annealing via industrial annealing
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parameters required to obtain the desired microstructure. TRIP steel contained ferrite, martensite,
bainite and retained austenite. The amount of retained austenite, quantiﬁed by XRD, was 9.6%.
The carbon content of the retained austenite was determined to be 1.2 wt % [42]. The DP steel consisted
of ferrite and 23.6% martensite [43]. In the HSLA steel, cementite (Fe3 C) was observed in the ferrite
matrix, while this steel also contained Ti- and Nb-based carbonitrides [44]. Chemical compositions are
summarized in Table 1. Notched tensile samples, with stress concentration factor of 4.2, were made by
spark erosion, the tensile axis being parallel to the rolling direction [45].
Table 1. Chemical compositions in wt %. Fe content in balance.
Material/Element

C

Mn

Si

Other

TRIP
DP
HSLA

0.17
0.07
0.07

1.60
1.50
0.95

0.40
0.25
0.00

1–2% Al, 0.04–0.1% P
0.4–0.8% Cr + Mo
0.08–0.12% Ti + Nb

2.1.2. Pure Iron, Generic Fe-C and Fe-C-X Alloys
Generic steels were studied to avoid the effect of complex microstructural characteristics.
The lab-cast generic alloys were “pure iron”, ultra-low carbon (ULC) steel and two Fe-C-based
materials containing 0.2 and 0.4% of carbon. This difference in carbon content will allow evaluating the
impact of the carbon content on HE. A commercial Armco pure iron was used as a reference as well.
The chemical compositions are given in Table 2. The alloys were produced in a Pfeiffer VSG100 vacuum
(Pfeiffer, Asslar, Hessen, Germany) melting and casting unit, operating under an argon gas protective
atmosphere. The materials were hot and cold rolled resulting in sheet material with ﬁnal thicknesses
ranging between 1 and 2 mm while different heat treatments were applied to induce a ferritic, bainitic,
martensitic or pearlitic structure, for which the authors refer to the corresponding works [46–49].
The effect of deformation-induced defects on the H behavior in Armco pure iron and ULC steel was
investigated by applying varying degrees of cold deformation and heat treatments [49,50].
Table 2. Chemical composition of the used materials in wt %. Fe content in balance.
Material/Element

C

Mn

Si

Other

“Pure Iron”
Ultra-low C
Armco iron
0.2% C
0.4% C

0.0015
0.0214
0.001
0.199
0.374

0.0003
0.2500
0.050
0.004
0.002

0.00
0.00
0.003
<0.0002
<0.0001

<0.02% Al, P
<0.05% Al, P, N
<0.005% Al, P, N
<0.0008 P, N
<0.0007 P, N

Additionally, the H/carbide interaction was studied extensively. Fe-C-X grades with a
stoichiometric amount of a ternary alloying element X, i.e., Ti, Cr, Mo, W or V, were processed.
Each grade was incrementally cast into three alloys with increasing carbon content (cf. Table 3).
The carbon increase allows a reliable assessment of the effect of the carbides with varying strength level
of the alloys and gives an opportunity to evaluate their role in different Fe-C-X alloys. The materials
were again processed in a Pfeiffer VSG100 incremental vacuum melting and casting unit under an
argon gas atmosphere. Subsequently, hot rolling was performed till 1.5 mm and an appropriate
heat treatment was applied to obtain two main conditions: a martensitic as-quenched (as-Q) and
subsequent quenched and tempered (Q&T) state, with carbides generated during tempering. A
variation in the tempering time was further applied to change the carbide characteristics in the Q&T
matrix allowing to thoroughly analyze the trapping ability of the carbides. Tensile specimens without
a notch were prepared for these alloys with the tensile axis parallel to the rolling direction. The carbide
characteristics were also studied in a ferritic microstructure since this facilitates the microstructural
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characterization. NbC and TiC were selected for this purpose and the experimental considered steels
contained 0.013 wt % C–0.1% Nb and 0.025 wt % C–0.09 % Ti.
Table 3. Chemical compositions of the Fe-C-X materials in wt %. Fe content in balance.
Alloy Fe-C-X

C

X

Fe-C-Ti

Alloy A
Alloy B
Alloy C

0.099
0.202
0.313

0.380
0.740
1.340

Fe-C-Cr

Alloy A
Alloy B
Alloy C

0.097
0.143
0.184

1.300
1.800
2.200

Fe-C-Mo

Alloy A
Alloy B
Alloy C

0.100
0.142
0.177

1.700
2.380
2.990

Fe-C-W

Alloy A
Alloy B
Alloy C

0.096
0.186
0.277

2.670
6.130
8.700

Fe-C-V

Alloy A
Alloy B
Alloy C

0.100
0.190
0.286

0.570
1.090
1.670

Other Elements

Al: 200–300 wt. ppm
Other elements: traces

2.1.3. Microstructural Characterization
Vickers hardness measurements were performed to determine the hardness level and the
tempering temperature at which secondary hardening was most effective for the Fe-C-X alloys.
Hardness measurements were performed with a drop weight of 2 kg and a pyramidal diamond indenter
tip. The microstructures were investigated by light optical microscopy (LOM) and scanning electron
microscopy (SEM) (FEI Quanta FEG 450, ThermoFisher Scientiﬁc, Hillsboro, OR, USA), transmission
electron microscopy (TEM) (JEOL JEM-2200FS, JEOL, Tokyo, Japan), scanning transmission electron
microscopy (STEM) analysis, as well as energy dispersive X-ray (EDX) spectroscopy allowed to
characterize speciﬁc microstructural features such as carbides in terms of size, size distribution
and morphology. Therefore, carbon replicas and thin foils were prepared. Carbon replication was
made by sputtering carbon on top of a polished (1 μm) sample, followed by carbide extraction
from the sample by putting the sample in a Nital 4% solution. Thin foil samples were prepared
by grinding and polishing the samples to a thickness below 100 μm. Subsequently, the thin foils
were electropolished, using a TenuPol-5 electropolishing unit in a 10% perchloric acid and 90% acetic
acid solution. Fracture surfaces were analyzed by SEM. H assisted cracks were investigated by SEM
and electron backscatter diffraction (EBSD) to characterize their morphology and crystallographic
characteristics. The detection of blisters was done by LOM surface imaging permitting determination
of their morphology, distribution, size, and areal density. Cross sections were analyzed to obtain
information on the morphology and depth of internal cracks in H charged samples.
2.2. Determination of the Degree of Hydrogen-Induced Mechanical Degradation
By comparing tensile tests performed in air with tests done on in situ charged, H-saturated
samples, the impact of H on the mechanical properties was determined. H was introduced in the alloys
by electrochemical pre-charging using a 1 g/L thiourea 0.5 M H2 SO4 solution at a current density of
0.8 mA/cm2 for 1 or 2 h, depending on the H saturation time. In situ charging continued during the
tensile test. The conditions were chosen in such a way that they did not create blisters or any internal
damage [51], which has been demonstrated to be important in earlier work [47]. The tensile tests were
done at a cross-head displacement speed of 5 or 0.05 mm/min, which corresponds with a strain rate of
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1.11 × 10−3 or 0.0111 × 10−3 s−1 , respectively. The %HE is calculated to compare the sensitivity to
H-induced mechanical degradation and deﬁned as [45]:

%HE = 100

1−

ε ch
ε un


(1)

with εch and εun being the elongation of the charged and uncharged sample, respectively. Hence,
the %HE varies between 0 and 1, with 0 meaning that there is no ductility loss and the material is
insensitive to HE. When an index of 1 is obtained, the ductility drop is 100% and HE is maximal. HAC
was investigated by performing similar tensile tests. However, instead of performing the tensile test
until fracture, tests were interrupted when reaching the tensile strength. As such, H assisted cracks
could be investigated more efﬁciently. Blisters were obtained by electrochemical H charging in a
1 g/L thiourea 0.5 M H2 SO4 solution with varying charging conditions, i.e., charging time and current
density. No external load is applied during these tests.
2.3. Determination of Diffusible and Total Hydrogen Content
Melt/hot extraction was used to determine the H saturation level, for which the samples were
charged electrochemically as described above. During melt extraction, the sample is kept at 1600 ◦ C
in a pulse furnace which allows measurement of the total amount of H present in the sample. The
amount of diffusible hydrogen, deﬁned as proposed by Akiyama et al. [52,53] is measured by holding
the sample at 300 ◦ C in an infrared furnace. The metallic sample releases its H as gaseous H2 which
is dragged along by a nitrogen ﬂow. This mixture (N2 –H2 ) is directed to a thermal conductivity
measuring cell. Essentially, the thermal conductivity of the mixture depends on the H2 concentration
since the conductivity of H2 and N2 differs signiﬁcantly. Hence, the software can calculate the H
concentration based on the variation in thermal conductivity. An average of 10 samples was taken to
determine both hydrogen contents.
2.4. Determination of Hydrogen Trapping Capacity
The H trapping sites and their activation energy were determined by performing thermal
desorption spectroscopy analysis, for which circular discs with a diameter of 20 mm and a thickness
of 1 mm were used. The samples were H charged, similarly as described above, and three different
heating rates of 200, 600 and 1200 ◦ C/h were used for TDS analysis. However, the applied experimental
procedure required one hour between the end of H charging and the start of the TDS measurement as
an appropriate vacuum level needs to be created in the analysis chamber before the TDS measurement
could start. The method based on the work of Lee et al. [54–56] was used to determine the Ea of H
traps related to the peaks observed in the TDS spectra. Equation (2) is a simpliﬁcation of the original
formula of Kissinger [57]. Hydrogen re-trapping and diffusion is however not considered in this
simpliﬁed equation.


d ln TΦ
2
E
max
 = − a

(2)
1
R
d Tmax
where Φ is the heating rate (K/min), Tmax (K) the TDS peak temperature, Ea (J/mol) the detrapping
activation energy for speciﬁc H trapping sites associated with Tmax and R (J·K−1 ·mol−1 ) the universal
gas constant. After TDS measurements using different heating rates, deconvolution of the results and
determining the corresponding peak temperatures for the different traps, plotting ln(Φ/Tmax 2 ) vs.
(1/Tmax ) allows to obtain the corresponding Ea of the speciﬁc trapping sites.
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2.5. Determination of Hydrogen Diffusion Coefﬁcient
The H diffusion coefﬁcient is determined by electrochemical permeation tests using a set-up
based on the Devanathan and Stachurski method [58]. Two compartments were ﬁlled with a 0.1 M
NaOH solution and a polished circular sample of 20 mm diameter and 1 mm thickness was clamped
in between. Temperature was maintained constant at 25 ◦ C and the oxygen content was limited by
stirring the electrolyte using nitrogen gas bubbles. The entry side acted as the cathode by applying
a current density of 3 mA/cm2 , while the exit side (anode) was potentiostatically kept at −500 mV
according to a Hg/Hg2 SO4 reference electrode. The apparent H diffusion coefﬁcient was calculated
from the permeation transient using the following formula [59]:
Dapp =

L2  2 
m /s
7.7 t

(3)

where t is the time (s) when the normalized steady state value has reached 0.1 and L is the sample
thickness (m). The determination of the apparent diffusion coefﬁcient includes the assumption of one
dimensional diffusion and both initial and exit site hydrogen concentration is assumed to be zero.
Although palladium coating is well known to avoid corrosion and to enhance H oxidation at the
exit side, defects and/or oxides at the metal/Pd interface are easily introduced during the plating
process. These heterogeneities will hence affect the H diffusion in an uncontrolled manner, which is not
desirable. Since identical experimental conditions were used, the relative variations in the permeation
transients are reliable. Hence, the permeation tests were done without Pd coating.
3. The Interaction of Hydrogen with Advanced High-Strength Steels
The impact of H on the mechanical properties of TRIP and HSLA steels was evaluated by tensile
tests with in situ H charging at a deformation rate of 5 mm/min on notched tensile specimens [45].
The corresponding results on both H charged and uncharged samples are presented in Figure 1.
The curves of the samples measured under the same conditions were nearly identical, conﬁrming
the good reproducibility of the test. A high HE degree of 60% was obtained for TRIP steel, while
only 8% of ductility loss was found for HSLA steel. This was correlated to the presence of Nb- and
Ti-based precipitates, providing effective trapping sites for H as such decreasing the H diffusivity.
Generally, carbide addition has been stated to improve the HE resistance [38,39,60]. The obtained
degree of HE, based on the elongation, was in good agreement with the one based on the reduction
of area determined by the fracture surfaces [45]. Moreover, the fracture surface of the uncharged
samples showed a considerable ductile necking zone, while the H charged samples showed a brittle
transgranular cleavage failure near the edges with transition zone to some ductile features in the center
of the specimen.
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Figure 1. Stress-strain curves for TRIP (a) and HSLA (b). Similar tests indicated with A and B.
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The tensile specimens contained a notch to control fracture initiation. However, the presence of
this notch induces a speciﬁc stress distribution in the sample. To evaluate whether this would inﬂuence
the failure mechanism in the presence of H, notched tensile samples were compared with unnotched
samples for both TRIP steel and pure iron was used as a reference [61]. The HAC behavior of both
materials was also compared to assess the effect of the microstructure on the general HAC behavior of
a material. The materials exhibited a slightly different HAC behavior, since H assisted secondary crack
formation occurred to a much lower extent in pure iron than in TRIP steel. HAC analysis showed
that crack initiation is more stress-controlled for TRIP steel, while being strain-controlled for pure
iron as a much smaller number of secondary cracks was present in pure iron which were generally
wider compared to those in TRIP steel. More deformation was present on the surface of the pure iron
samples as well. Both effect result from the ductile nature of pure iron, allowing more crack blunting
and sample deformation prior to fracture. Sofronis and McMeeking [62] showed that the hydrostatic
stress effect on the H distribution at a notch or crack is more signiﬁcant for high-strength steels. Softer
materials will accommodate the arising stresses more easily during plastic deformation. Therefore, a
larger amount of lattice defects will be present in these regions which will trap H and hence impede H
diffusion to critical high stress regions. Therefore, a strain-induced crack propagation of the principal
crack is promoted, rather than stress-induced as observed for TRIP steel.
Further crack propagation of the secondary cracks was for both materials mainly stress-controlled.
Hence, H related cracks exhibited a similar S-shape, independently of the microstructure type
(cf. Figure 2). The observations in [61] indicate that the cracks propagate in two stages. First, an
initiated crack propagates perpendicular to the tensile direction, which is a direct result of mode I crack
tip opening in a uniaxial load situation. At a certain point (stage two), the crack starts interacting with
the stress ﬁeld of the approaching principal crack, which started at the notch root, causing a deviation
of its crack tip by shearing in a direction determined by the local stress ﬁeld. Nevertheless, the kinetics
of crack initiation and propagation were presumably affected by the present microstructure and will
hence occur faster for TRIP steel. Therefore, a higher number of H related cracks were formed in
the TRIP steel allowing easier crack propagation. The presence of a notch similarly accelerates the
HAC phenomenon, without affecting other HAC characteristics. Therefore, independently of the
material’s microstructure or the presence of a notch, H assisted cracks showed a characteristic S-shape
and stepwise coalescence occurred. Therefore, it was concluded that the stress state surrounding the
crack tip has a major impact on the HAC features, while the stress concentration induced by the notch
had little effect.

(a)

(b)

Figure 2. SEM images showing similar S-shape of crack for pure iron (a) and TRIP steel (b).

The same HSS as well as DP and again pure iron, as a reference, were studied further by TDS
and hot extraction experiments to evaluate the H interaction with their speciﬁc microstructural
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constituents [44]. The corresponding TDS spectra are presented in Figure 3a. The HSLA steel showed
the highest TDS peak, while it contained less diffusible H, determined by hot extraction, compared
to TRIP for instance. This was again correlated to the presence of Ti- and Nb-based precipitates,
lowering the H diffusivity and thus increasing the HE resistance of HSLA (cf. Figure 1). Furthermore,
TRIP showed a high temperature peak, which was not observed for the other materials. This peak is
enlarged in Figure 3b. To correlate it to a microstructural feature, further analysis was performed.
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Figure 3. TDS spectra of HSLA, DP, TRIP steel and pure iron (a) with enlarged the high temperature
peak of the TRIP (green) steel (b) (heating rate: 400 ◦ C/h).

TDS was also done on TRIP steel and pure iron (as a reference material), in both undeformed and
cold deformed (0–5–10–15%) conditions [42]. The corresponding TDS spectra are presented in Figure 4.
The TDS spectra of TRIP consist of a single low temperature peak with signiﬁcantly increasing intensity
with increasing deformation and a small high temperature peak, which was also affected by the amount
of cold deformation. Additional characterization techniques, such as X-ray diffraction, differential
scanning calorimetry and scanning electron microscopy, were used to correlate the different peaks with
the microstructural evolution induced by deformation. The high temperature peak was associated
with the presence of retained austenite in TRIP steel. Indeed, when the deformation % in TRIP samples
increases, the amount of retained austenite decreases since it transforms into martensite which explains
the decreasing peak height with increasing amount of deformation. It was demonstrated [42] that
this H was introduced in the material during processing. A comparison with pure iron was done to
evaluate the low temperature peak. Based on the hot extraction results (cf. Figure 5), the increase of
cold deformation in pure iron, i.e., the increase in dislocation density in the material, was detectable
immediately after H charging, although no difference in H content was observed after 1 hour of
vacuum, which is the experimental requirement to be able to start the TDS analysis. Hence, it could be
concluded that H trapped at dislocations is not detectable by TDS when operating under those speciﬁc
requirements. Moreover, a comparison with pure iron and the diffusivity measurements allowed us to
correlate the low temperature peak mainly with martensite formation formed by deformation-induced
transformation in TRIP steel.
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Figure 4. Effect of cold deformation on the TDS spectrum of the TRIP steel (a); with enlarged the high
temperature peaks (b) (heating rate: 400 ◦ C/h).
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Figure 5. Hot extraction results immediately after H charging and after 1 h under vacuum as a function
of the degree of cold deformation for TRIP (a) and pure iron (b).

In another work, the HAC initiation and propagation was extensively investigated for TRIP
steel [63,64]. 85% of crack initiations occurred in or along martensitic regions (cf. Figure 6). The other
15% of the initiating cracks were in the ferrite and bainite grain centers. No cracks were observed
along non-martensitic grain boundaries. More H is present around and in the martensitic islands in
comparison to neighboring ferrite or bainite. This is linked to (i) freshly formed transformation-induced
martensite which is supersaturated with H, since it originates from H containing retained austenite,
which has a higher solubility (cf. Figure 4); (ii) interfaces in martensite and (iii) dislocations surrounding
the martensite, which are formed due to the volume expansion during phase transformation, acting
as H traps. Moreover, the high HE susceptibility of martensite makes this phase very prone to HAC
after application of stress when it is H-enriched. The dominating mechanism for crack initiation was
found to be martensite-martensite interface decohesion, implying a H Enhanced Interface Decohesion
(HEIDE) mechanism, which is a variant of the often cited HEDE mechanism [24,65,66]. In HEIDE,
H enhances speciﬁcally the decohesion across the martensitic interface. Furthermore, the crack
propagation mode was found to be both inter- and transgranular, although the latter was the main one
(cf. Figure 6). Although the crack propagates mainly transgranularly, it is not a cleavage fracture given
that the orientation of the crack does not change when going from one grain to another. No relation
was found between grain orientation and crack initiation and nucleation.
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2

1

(a)

(b)

Figure 6. SEM image of initiating crack in TRIP between two martensitic (M) regions (a). SEM image
of propagating crack (b-1) and [001] IPF map (b-2).

The H-induced mechanical degradation of DP was studied by tensile tests under variable H
charging conditions, as presented in Figure 7 [43]. The ductility loss increased with H charging time
until a maximal embrittlement of 50% was found, i.e., for a H-saturated sample, after which additional
charging did not result in more embrittlement [43]. The inﬂuence of the cross-head deformation speed
on H-saturated samples allowed evaluating the effect of H diffusion during the test. HE increased
when lowering the test speed, as H was enabled to diffuse to critical regions ahead of the crack tip
during the test.
Different cross-head deformation speeds were also applied on uncharged samples. Comparison
between the outcomes of the charged and uncharged tests allowed to visualize the effective H diffusion
distance into the sample during the test. The H distance x (cm) can be calculated by taking the square
root of the product of the diffusion coefﬁcient D (cm2 /s) and the test time t (s), i.e., x = (D x t)1/2 [33].
The distances H can diffuse at 5, 0.5 and 0.05 mm/min were about 65, 168 and 410 μm, respectively,
which conﬁrms the increased importance of H diffusion at lower deformation speeds. A fractography
study indeed proved that the brittle H-induced features were present over a distance equivalent to
the distance H can diffuse during the test (cf. Figure 8). Tests performed at the lowest cross-head
speed, revealed brittle cleavage appearances in the central region which was correlated to the MnS
segregation line that is prone to H-induced fracture.
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Figure 7. Stress-strain curves of H pre- and non-pre-charged DP at varying deformation speeds.
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Figure 8. Detailed SEM image of both left (a) and right (b) side of the fracture surface of the sample
tested at cross-head deformation speed of 5 mm/min without H pre-charging. The brittle zone
is shown.

These HSS and pure iron, as a reference, were also charged with H without external load
application using various severe charging conditions to evaluate both surface damage (H-induced
blisters) and internal damage (H-induced cracks). To do so, different electrolytes, charging current
densities and charging times were used [67]. Internal damage in DP samples was observed by the
presence of cracks situated in the middle of the sample and propagating along the rolling direction
(cf. Figure 9). HSLA did not show cracks for the same charging conditions. Cracks were identiﬁed to
be both inter- and intragranular. Mn segregations were demonstrated for the DP and TRIP steel and
elongated MnS inclusions were even clearly identiﬁed in the middle of the crack for the DP steel. This
suggested that these second phase particles might play a role in the initiation of H-induced cracks.
Similar results were obtained in [68,69], where inclusions which were hard, brittle, and incoherent
with the matrix, such as manganese sulﬁdes were recognized to be harmful to H-induced cracking.
Similar blister formation and H-induced crack analysis was performed on pure iron as well. Pure
iron showed faster blister formation compared to the HSS and was found to be more susceptible to H
surface damage due to its softer matrix, as shown in Figure 10.

(a)

(b)

(c)

Figure 9. SEM (a) and LOM (b) images of DP revealing HIC together with SEM image (c) indicating
the MnS containing segregation line in the center of the sample.
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(a)

(b)

(c)
Figure 10. SEM images of surface (a, b) and cross section (c) of a crack propagation in pure iron charged
for 1 h at 50 mA/cm2 in arsenic-poisoned electrolyte.

4. The Interaction of Hydrogen with Lab-Cast Fe-C Alloys
The H/material interaction was further studied in generic alloys to avoid the effect of complex
microstructural characteristics. A H-induced crack analysis was also done in an ultra-low carbon
steel by exposing it to electrochemical H charging [49]. Three material conditions, i.e., cold deformed,
recovered, and recrystallized, were considered to assess the impact of deformation-induced defects,
such as dislocations and microvoids [70], on the HIC sensitivity. Generally, H diffusion is hindered
by such defects, which stimulates H accumulation and thus causes easier crack initiation at these
sites. Therefore, the H-induced blister formation is promoted by these defects, as shown in Figure 11.
However, a certain critical concentration of H needs to be reached before initiation of blisters occur.
If this critical concentration is reached, H recombination will occur, and blister formation takes place
according to the internal pressure theory [66], which was conﬁrmed by EBSD in [49]. The H charging
time at a speciﬁc charging current density required to achieve this concentration is decreased for
deformed material compared to heat treated material since a higher amount of crack initiation sites are
present in deformed material due to the presence of a higher density of deformation-induced defects.
Initiation of HICs in recrystallized material was related to debonding of inclusions which were found
in the material, as illustrated in Figure 11. The same observations were made by Tiegel et al. [71]. They
stated that H accumulation occurred at the interfaces of incoherent particles, causing an interface failure.
Moreover, the high H concentration created vacancy stabilization providing the required space to form
molecular H and the consequential internal pressure build-up resulted into cracks. Additionally, the
cracking behavior was also largely affected by the applied current density (10 vs. 20 mA/cm2 ), which
was linked to a change in the internal crack morphology. Cracks were dominantly transgranular at low
current density. The favorable crack propagation paths were associated to high dislocation density slip
planes. While intergranular crack propagation along high angle grain boundaries occurred at higher
current density.
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(a)

(b)

(c)

Figure 11. Blister surface appearance (a) of recrystallized, recovered, and cold deformed ULC steel
charged at 5 mA/cm2 for 2 days together with SEM images revealing crack initiation at alumina
particle (b, c).

The inﬂuence of deformation-induced defects was studied further by permeation experiments.
Since inclusions were present in the ULC steel, Armco pure iron was used for this purpose [50]. The
material was reduced in thickness by 50 and 70% of cold rolling. Figure 12 shows how the permeation
transient is affected by the microstructural changes, i.e., a H diffusivity decrease was linked to the
presence of deformation-induced defects, such as dislocations and microvoids [70]. When the material
was annealed to release the stresses of the 70% cold rolled grade, a higher diffusivity was observed,
implying less H traps present in the material. This was more linked to rearrangements of dislocations
and internal stress relief than to a considerable decrease of dislocation density [72].
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Figure 12. Permeation transients of Armco iron in speciﬁc cold deformed conditions.
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The effect of H charging on the mechanical properties of Fe-C alloys was studied in [46–48].
Different phases, such as pearlite, bainite and martensite were generated in a 0.2% C Fe-C alloy by
an appropriate heat treatment, referred to as P2, B2 and M2, respectively. An increase in the carbon
content up to 0.4% was established for the bainitic grade, i.e., B4. Tensile tests were done at 5 mm/min
on notched specimens and a signiﬁcantly different HE degree was observed. The obtained degrees of
HE were correlated with the amount of H present in the materials (cf. Table 4). A distinction between
the amount of diffusible H and the total H was made, since diffusible H has been argued to play a
crucial role in H-induced failure [5,73,74]. For the 0.2% C Fe-C alloys, the pearlitic microstructure was
more susceptible to HE compared to the bainitic and martensitic grade, which exhibited a similar HE
response. This was linked to the higher diffusible H content and H diffusivity for P2. Increasing the
C% to 0.4% for the bainitic microstructure resulted in an increased HE due to the larger amount of
diffusible H. The yield strength was also affected by H charging due to solid solution strengthening
caused by the interstitial H as the increase in yield strength was correlated with the total amount of H
determined by melt extraction, as observed as well in [5]. Tensile tests performed at a lower speed
of 0.05 mm/min allowed to further elaborate the synergetic effect of both the amount of diffusible H
and the H diffusion distance during the test. An additional ductility loss was observed at a slower
cross-head speed, which was the lowest for the martensitic grade (22→30%), as this material showed
the lowest H diffusivity. Although adding carbon resulted in a higher amount of diffusible H, a lower
HE increase was obtained for B4 (40→63%) compared to B2 (21→50%) when lowering the cross-head
deformation speed. This was related to the lower H diffusion coefﬁcient of B4 (3.40 × 10−10 m2 /s)
compared to B2 (6.71 × 10−10 m2 /s), as demonstrated in [48].
Table 4. Melt (1600 ◦ C) and hot (300 ◦ C) extraction results for H-saturated samples in wppm (weighted
Parts per million).

B2
M2
P2
B4

Total H (wppm)

Diffusible H (wppm)

HE% (5 mm/min)

HE% (0.05 mm/min)

8.71 ± 0.12
10.53 ± 0.15
9.69 ± 0.13
14.65 ± 0.16

3.82 ± 0.06
4.72 ± 0.07
5.10 ± 0.09
8.73 ± 0.11

21
22
52
40

50
30
63

5. The Interaction of Hydrogen with Lab-Cast Fe-C-X Alloys
The effect of carbide addition was evaluated in several types of Fe-C-X alloys [51,75–79], with
X = Ti, V, Mo, Cr and W, respectively. At ﬁrst, a martensitic microstructure was considered where the
as-Q and Q&T condition, containing tempered induced carbides, were compared. Tensile tests were
done in air and on H-saturated unnotched specimen at 5 mm/min. The stress-strain curves for the
Fe-C-Ti and Fe-C-V alloy B (medium C content) in both conditions are depicted in Figure 13. Tempering
caused an increase in strength level and ductility for Fe-C-Ti whereas the opposite effect was observed
for Fe-C-V. Only a limited amount of plastic deformation was present for the Fe-C-V alloy since it
includes a fast dissolution of carbides during austenitizing, resulting in a dense C rich martensitic
microstructure and hence a more brittle material after quenching. For the Q&T condition, the secondary
hardening effect was pronounced for Fe-C-Ti, while a decrease in dislocation density overtook the
strengthening effect of the precipitates for Fe-C-V. The HE degree increased upon tempering when
comparing the as-Q with the Q&T condition for Fe-C-Ti (21→60%) and Fe-C-V (28→32%).
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Figure 13. Stress-strain curves for (a) Fe-C-Ti; (b) and Fe-C-V alloy B at a cross-head deformation speed
of 5 mm/min of uncharged (air) and H-saturated (charged) samples.

The H/material interaction was studied further to comprehend the underlying reasoning of the
obtained HE%. TDS was done on all Fe-C-X materials for both the as-Q and Q&T condition. The TDS
spectra of Fe-C-Ti and Fe-C-V alloy B in both conditions, together with their deconvoluted peaks,
are presented in Figure 14. For the as-Q condition, only one peak was observed showing activation
energies of about 27–30 kJ/mol. This ﬁrst peak was therefore attributed to H trapped by martensitic
lath boundaries [80]. Although H trapped at dislocations shows an Ea in the same range [9,70,81,82],
this trapping site is assumed to be largely undetectable due to the experimental requirements to
perform the TDS analysis (cf. Figures 4 and 5) [42,83]. Although incoherent large TiC particles were
present in the as-Q condition of Fe-C-Ti [51], a single peak was present indicating that no H was
trapped from electrochemical charging at their interface. This conﬁrmed that gaseous H charging
at elevated temperature was required to charge these large particles [40] and H from the gaseous
charging being presumably trapped inside the carbide [37] instead of at its interface, which will be
further analyzed.
When considering the Q&T condition, a signiﬁcantly different trapping behavior was revealed.
The additional peaks in the spectra were attributed to the presence of small TiC and V4 C3 carbides
which can trap a high amount of H, resulting in three peaks with activation energies in the range of
50–71 kJ/mol. The ﬁrst deconvoluted peak was slightly increased for the Q&T condition compared
to the as-Q condition, which was attributed to the slower H diffusivity due to the presence of the
precipitates, as determined by permeation [51,75–78]. Since the trapping ability was found to be
dependent on the carbide size, the tempering time was increased (10 and 20 h) to verify the size
dependent trapping ability of TiC, as illustrated in Figure 15. Representative TEM bright ﬁeld images
are shown for each condition, together with the corresponding carbide size distribution map to evaluate
the increase in carbide size with tempering time. The related TDS spectra is given as well to correlate
the deconvoluted peaks to the microstructural characteristics. The carbide related TDS peaks decreased
with tempering time, which was linked to the decreased total interfacial area between the carbides and
the matrix. As such, it was conﬁrmed that H was trapped at the carbide/matrix interface. Moreover, it
was shown that no H was trapped by TiC larger than 70 nm by tempering the material for 20 h, as
shown in Figure 15d. The peak shift obtained when comparing Figure 15a with Figure 15d is linked to
the increased elastic strain ﬁelds surrounding the large incoherent TiC [51].
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Figure 14. TDS curves of Fe-C-X grades (alloy B) in the as-Q and Q&T condition (heating rate:
600 ◦ C/h).
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Figure 15. Representative TEM bright ﬁeld image, carbides size distribution and TDS spectrum for
alloy C in the as-Q (a); Q&T 1 h (b); Q&T 10 h (c) and Q&T 20 h (d) condition (heating rate: 600 ◦ C/h).
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Three different types of H were distinguished in the detailed study on Fe-C-X alloys, i.e., the
total H amount measured by melt extraction, the diffusible H content measured by hot extraction
and the mobile H content, which was deﬁned as the amount of H which was released before the TDS
measurement due to the abovementioned experimental requirements to achieve a vacuum level in the
analysis chamber. This mobile H amount was calculated by subtracting the amount determined by
TDS from the diffusible H content. This mobile H is correlated to H trapped at dislocations which is
undetectable by that speciﬁc TDS set-up [83]. To analyze the correlation between the HE degree and
the type and amount of H, a linear ﬁtting of the different types of H (i.e., total, diffusible, and mobile)
and HE% is made (cf. Figure 16a). For this purpose, all alloys for each Fe-C-X grade (cf. Table 3) in the
as-Q and Q&T condition were included (30 different materials conditions). The correlation improved
for total over diffusible to mobile H. Moreover, when the Fe-C-V materials were excluded, which is a
valid assumption since they did not show any signiﬁcant plastic deformation, (cf. Figure 16b), a R2 of
95% between the degree of HE and the amount of mobile H was achieved. This clearly indicated the
crucial role of H trapped by dislocations on the HE during a uniaxial tensile test which is linked to the
enhancement of the dislocation mobility by the presence of H as proposed by the HELP mechanism [83].
Therefore, these experimental results present a very nice conﬁrmation of the HELP theory.
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Figure 16. Degree of HE vs. the total, diffusible and mobile H content for all alloys of the Fe-C-X grades
in the as-Q and Q&T condition (a); The Fe-C-V alloys were excluded in (b) to illustrate the correlation
between mobile H and HE for alloys which failed past the macroscopic yield strength.

One remarkable result was the increased HE susceptibility for Q&T samples despite the presence
of H trapping carbides (cf. Figures 13 and 14). Evidently, the question arose whether the presence of
these precipitates is a good strategy to enhance the resistance to HE. Since a clear correlation between
the amount of H and the HE degree was found (cf. Figure 16), an alternative charging procedure was
applied. So far, the materials were charged electrochemically till H saturation, which implies that the
amount of H present in the as-Q and Q&T condition upon testing was not equal. Indeed, for example
a H-saturated Q&T material having TiC contained about double the amount of H than its as-Q variant.
Consequently, a similar H content compared to the as-Q state was charged in Q&T condition of Fe-C-Ti
in a second series of tensile tests. This condition will be referred to as Q&T ‘charged*’. These materials
were compared with the H-saturated as-Q and Q&T samples and the corresponding stress-strain
curves are displayed in Figure 17a. The HE resistance increased considerably when the tempered
condition was compared to the as-Q state when a similar amount of H was present. Therefore, an
appropriate next step is to evaluate the H distribution in the non-saturated Q&T samples (charged*)
over the different traps by TDS and to compare the resulting spectrum with the TDS spectrum of the
Q&T sample which was H-saturated (charged), as shown in Figure 17b. This comparison indicated that
the trapping sites with the higher activation energy, i.e., those linked with TiC carbides, were ﬁrst ﬁlled.
The ﬁrst peak, mainly associated with H at lath boundaries, had not yet been ﬁlled in the non-saturated
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materials. Therefore, H was ﬁrst trapped by the deeper trapping sites, which have the higher Ea .
Consequently, a higher proportion of H is strongly trapped and hence the non-saturated samples have
a relatively lower amount of mobile H which improves the HE resistance. This demonstrates that TiC
are indeed beneﬁcial to reduce the susceptibility to HE. Hence, the beneﬁcial effect of carbide addition
depends on the carbides characteristics, the charging conditions and effective amount of hydrogen
induced in the material.
An alternative way to evaluate the available trapping sites was done by performing permeation
tests, as presented in Figure 18. The H diffusivity increased from Q&T 1 h < Q&T 2 h < as-Q which
was in the opposite order as the amount of available strong trapping sites. When tempering was done
for 2 h, the TDS peaks linked to H at TiC, i.e., peak 2, 3 and 4 in Figure 15b, considerably decreased.
Since the amount of interface between carbides and matrix decreased when the precipitates grew,
and their interface became more incoherent, the present results indicated that H was trapped at this
interface rather than inside the carbides. These observations are in good agreement with those obtained
by Wei and Tsuzaki [40,41], Pérez Escobar et al. [84] and density functional theory calculations by
Di Stefano [37].
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Figure 17. Stress-strain curves (a) and corresponding TDS spectra (b) for Fe-C-Ti alloy
C in the as-Q
and Q&T 1h condition. H charging was applied till saturation (charged) and until a similar H amount
as as-Q was obtained for Q&T 1 h-charged*.
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Figure 18. Permeation curves for Fe-C-Ti alloy C in the as-Q, Q&T 1 h and Q&T 2 h condition.

The H interaction with carbides was also considered in a ferritic microstructure for several
carbide-forming elements. At ﬁrst, the H trapping ability of NbC was considered by TDS in an
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experimental steel containing 0.013 wt % C–0.1 % Nb [85]. The sample was, next to gaseously
charged at elevated temperature and atmospheric pressure, also electrochemically charged before the
measurement. The details on the gaseous hydrogen charging procedure can be found elsewhere [85].
This resulted in a curve showing two distinct peaks, a low temperature peak and a high temperature
peak (cf. Figure 19). The low temperature peak was attributed to the H that was introduced by
electrochemical charging and trapped at grain boundaries, with activation energies ranging from
24–33 kJ/mol and at the interface of the smaller precipitates, with Ea of about 23–48 kJ/mol. The high
temperature peak was attributed to the H that is introduced by gaseous charging and is trapped inside
the vacancies of the incoherent NbC precipitates, with an activation energy ranging between 63 and
68 kJ/mol. Gaseous charging is necessary to provide the required energy to trap the H in the vacancies
of the precipitates.
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Figure 19. TDS spectrum of NbC containing ferritic steel after both electrochemical and gaseous
charging (a); The high temperature peak linked with H inside NbC is presented in (b) (heating rate:
400 ◦ C/h).

The next experimental steel, with 0.025 wt % C and 0.09 wt %Ti, showed a microstructure
consisting of small ferrite grains and nanometer size TiC precipitates [84]. The steel contained some
H in irreversible traps, which were TiC, and which originated from the hot rolling of the steel. After
annealing in H2 , the TDS spectra contained a high temperature peak, for which both the peak area and
peak temperature increased with higher annealing temperature, which was related to an increased
carbide vacancy concentration at higher annealing temperature, which may act as potential H traps.
Therefore, this peak was attributed to irreversible trapping by TiC particles. The TDS spectra for
samples annealed in H2 atmosphere at 800 ◦ C and sequentially electrochemically charged for 1 h
at 0.8 mA/cm2 are presented in Figure 20. A low and high temperature peak was revealed. With
increased desorption time, the low peak decreased in height, whereas the high temperature peak did
not change signiﬁcantly. Therefore, the low temperature peak was correlated with reversible traps, i.e.,
grain boundaries, while the high temperature peak was associated with irreversible trapping by the
TiC particles. The amount of H in the reversible traps desorbed gradually with increased desorption
time, whereas practically all H trapped by TiC remained in the material. The irreversibly trapped H by
TiC in the high temperature peak showed an Ea of about 145 kJ/mol.
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Figure 20. TDS spectra of TiC containing ferritic steel annealed at 800 ◦ C in gaseous H2 atmosphere,
charged electrochemically and submitted to speciﬁed desorption times in vacuum (heating rate:
400 ◦ C/h).

6. Conclusions
The H/material interaction was studied in this work. In situ tensile testing was done to evaluate
the HE sensitivity, whereas the H content was determined by hot and melt extraction. TDS analysis
further revealed the H trapping capacity and permeation experiments allowed the determination of
the H diffusivity. Blisters or HIC were induced by severe electrochemical charging and HAC was
assessed by interrupting the in situ tensile tests to understand the complete failure process in terms of
crack initiation and propagation. These H characterization techniques were related with a thorough
microstructural analysis of the different considered materials.
The interaction of H with multiphase high-strength steels was studied and a combined inﬂuence
of both the amount of H and the diffusivity of H determined the observed HE degrees. HSLA steel
showed the highest resistance to HE (8% ductility loss) which was linked to the presence of Ti- and
Nb-based precipitates. TDS demonstrated that the retained austenite in TRIP showed a high activation
energy trap for H, present from the processing of the material. Though, since retained austenite
transformed into martensite during tensile deformation, a high HE sensitivity of 60% was obtained
for this material. Further SEM and EBSD analysis showed that initiation of HAC in TRIP occurred
at the martensitic islands, which is established on a H-enhanced interface decohesion mechanism.
Furthermore, the HAC characteristics were not affected by the presence of a notch in the tensile sample
geometry. Lastly, a fractographic SEM analysis on DP steel clearly visualized the effect of H diffusion
during an in situ tensile test; the calculated H diffusion distance equals the observed transition between
a H-induced brittle and ductile fracture. Moreover, HIC was demonstrated to initiate at the MnS
inclusions present in this DP steel.
Nevertheless, these multiphase high-strength steels contain a complex microstructure, which
motivated the fundamental H/material interaction in single phase microstructures, such as ferrite,
pearlite, bainite and martensite. ULC steel, pure iron and generic Fe-C alloys were used for this purpose.
Initiation of HIC in recrystallized ULC steel was correlated with debonding of inclusions present in the
material. Permeation experiments allowed to evaluate the inﬂuence of deformation-induced defects in
pure iron. A decrease in H diffusivity was observed and linked to the presence of deformation-induced
defects, such as dislocations and microvoids. The HE susceptibility was further evaluated in Fe-C
alloys and both the H amount and diffusivity determined the observed degrees of HE. Finally, the
H trapping ability of carbides and their effect on the susceptibility to HE was considered in generic
Fe-C-X materials. TDS revealed that the carbide trapping ability was mainly determined by their size
and coherency with the matrix. In addition, gaseous H charging at elevated temperature was required
to charge the incoherent carbides, showing an irreversible H peak by TDS. The amount of H present in
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the materials, as determined by combining hot extraction, melt extraction and TDS, was correlated
with the HE sensitivity. It was demonstrated that H trapped by dislocations played a determinant role
in the obtained HE degrees. This was linked to an enhanced dislocation mobility in the presence of H,
which provides a clear experimental support for the HELP mechanism.
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Abstract: The formation of superconducting nanocomposites from preformed nanocrystals is still
not well understood. Here, we examine the case of ZrO2 nanocrystals in a YBa2 Cu3 O7−x matrix.
First we analyzed the preformed ZrO2 nanocrystals via atomic pair distribution function analysis and
found that the nanocrystals have a distorted tetragonal crystal structure. Second, we investigated the
inﬂuence of various surface ligands attached to the ZrO2 nanocrystals on the distribution of metal
ions in the pyrolyzed matrix via secondary ion mass spectroscopy technique. The choice of stabilizing
ligand is crucial in order to obtain good superconducting nanocomposite ﬁlms with vortex pinning.
Short, carboxylate based ligands lead to poor superconducting properties due to the inhomogeneity
of metal content in the pyrolyzed matrix. Counter-intuitively, a phosphonate ligand with long chains
does not disturb the growth of YBa2 Cu3 O7−x . Even more surprisingly, bisphosphonate polymeric
ligands provide good colloidal stability in solution but do not prevent coagulation in the ﬁnal ﬁlm,
resulting in poor pinning. These results thus shed light on the various stages of the superconducting
nanocomposite formation.
Keywords: chemical solution deposition; nucleation and growth; nanocomposite; thin ﬁlm;
YBa2 Cu3 O7−δ ; superconductor; nanoparticles; SIMS

1. Introduction
Generators and other rotating devices used in energy conversion are important applications for
the high-temperature YBa2 Cu3 O7−δ (YBCO) superconductor [1,2]. However, these devices operate
under magnetic ﬁelds that reduce the performance of the superconductor signiﬁcantly due to vortex
motion [2]. The incorporation of nano-sized structural defects as so-called ‘artiﬁcial pinning centers’
in the YBCO matrix can immobilize the vortices and thus create effective ‘pinning’ [3]. YBCO
Materials 2018, 11, 1066; doi:10.3390/ma11071066
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nanocomposite ﬁlms, grown via pulsed laser deposition, were shown to maintain high critical currents
in high magnetic ﬁelds. In these nanocomposite ﬁlms, non-superconducting BaMO3 nanocolumns
(M = Zr, Hf and Sn) are created in the YBCO matrix by manipulating the ﬁlm deposition process [4,5].
Nanocolumns generate a good in-ﬁeld performance when the magnetic ﬁeld (H) is aligned parallel to
them (i.e., H||c-axis). Such defects are correlated pinning centers along the c-axis and produce
an enhancement of critical current densities (Jc ) at H||c with a pinning force density of more
than 25 GN m−3 at 77 K [5]. To increase Jc at all orientations with respect to the magnetic ﬁeld,
non-correlated pinning centers (Y2 O3 or BaCeO3 ) were introduced as nanodots [6,7]. Pulsed laser
deposition-based coatings thus already feature an intricate control over the size, shape, and density of
pinning centers [4,8–10].
However, chemical solution deposition of YBCO ﬁlms with embedded nanoparticles offers
higher deposition speeds and lower processing costs. At ﬁrst, nanocomposites were synthesized by
a spontaneous segregation of secondary phases in the YBCO matrix, due to excess metal salts in the
precursor. In this way, a variety of secondary phases were grown: Y2 O3 , BaZrO3, BaHfO3 , BaCeO3 ,
and Ba2 YTaO6 ) [11–16]. This approach enhances in-ﬁeld performances compared to undoped YBCO
ﬁlms but the pinning force densities (77 K, H||c) are still lower than the nanocomposite ﬁlms by
pulsed laser deposition. To improve performance, the nanoparticles must remain small (3–10 nm)
and homogenously distributed in the YBCO matrix. In this respect, spontaneous segregation offers
limited control on the formation and size distribution of the nanostructures and faces issues with
reproducibility. To reproducibly gain control over the ﬁnal microstructure of the nanocomposite
ﬁlms, we have pioneered the introduction of colloidally stable nanocrystals in the YBCO precursor
solution [17,18]. A key advantage of this approach is the improved control over the composition,
the particle size, and the concentration of the nanocrystals [19]. Using preformed nanocrystals,
both triﬂuoroacetic-based and low-ﬂuorine YBCO nanocomposite ﬁlms were produced and showed
a successful increase of the pinning force [17–19].
It was demonstrated that the nanocrystal surface chemistry is a crucial parameter inﬂuencing
the nanocomposite formation. We determined via X-ray diffraction (XRD) and thermogravimetrical
studies that the choice of stabilizing ligands affects the YBCO growth. However, it is not entirely clear
how the various ligands affect the growth.
In this work, we ﬁrst extensively characterize the ZrO2 nanocrystals, synthesized in
trioctylphosphine oxide. Although their native surface chemistry was already elucidated, their crystal
structure was ambiguous. Here, we ﬁrmly established the nanocrystals as tetragonal and exceptionally
well ordered, comparable to bulk single crystals. Second, we exchange the native hydrophobic ligands
for various polar surface ligands to provide dispersibility in the methanol-based YBCO precursor
solution. Subsequently, we use secondary ion mass spectroscopy (SIMS) to determine the impact
of these various ligands on the distribution of metal ions in the YBCO matrix after deposition and
pyrolysis of the precursor. We ﬁnd that the homogeneous distribution of Ba/Y in the pyrolyzed
matrix is an important requirement as it has an inﬂuence on the YBCO growth and thus also on the
ﬁnal superconducting properties. Moreover, the use of a phosphonate-containing copolymer ligand
leads to an epitaxial YBCO structure with good superconducting properties in spite of the presence of
phosphorus and thus possible degradation of superconducting properties. Even though a copolymer
with a bisphosphonate group can be used as ligand and does not affect the YBCO growth, the ﬁnal
YBCO layer exhibits no improvement of pinning behavior as a function of the magnetic ﬁeld. This is
likely due to the loss of ligand stabilization from ZrO2 nanocrystals during the pyrolysis step, leading
to large coagulated BaZrO3 particles in the size range of 150–200 nm. This comprehensive study
provides strategies towards improving the superconducting properties of YBCO nanocomposite ﬁlms
and controlling pinning behavior by the careful choice of ligands.
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2. Materials and Methods
2.1. Nanocrystal Synthesis and Stabilization
ZrO2 nanocrystals in toluene were synthesized and puriﬁed according to De Keukeleere et al. [20].
In a ligand exchange step to polar solvents, 1 mL (0.3 mmol) ZrO2 dispersion is ﬁrst precipitated by
addition of acetone (1:3 by volume). In a second step, the precipitate (obtained after centrifugation at
5000 rpm for 2 min) is transferred to 1 mL methanol via the addition of a 35 mg phosphonate-containing
copolymer or 15 mg short carboxylate, leading to a transparent and stable nano-suspension after
an ultrasonic treatment of 30–60 min, according to previous work [17].
2.2. Nanocrystal Characterization
The solvodynamic diameter of the nanocrystals was determined via Dynamic light scattering
(DLS) analysis on a Malvern Nano ZS (Malvern, United Kingdom) in backscattering mode (173◦ ).
Nuclear Magnetic Resonance (NMR) measurements were recorded on a Bruker Avance II Spectrometer
(Billerica, MA, USA) operating at a 1 H and 13 C frequency of 500.13 and 125.77 MHz respectively
and featuring a 1 H, 13 C, 31 P TXI-Z probe. The sample temperature was set to 298.15 K. Diffusion
measurements (2D DOSY) were performed using a double stimulated echo sequence for convection
compensation and with monopolar gradient pulses. Smoothed rectangle gradient pulse shapes were
used throughout. The gradient strength was varied linearly from 2–95% of the probe’s maximum
value (calibrated at 50.2 G cm−1 ) in 64 steps, with the gradient pulse duration and diffusion delay
optimized to ensure a ﬁnal attenuation of the signal in the ﬁnal increment of less than 10% relative to
the ﬁrst increment. The diffusion coefﬁcients were obtained by ﬁtting the appropriate Stejskal-Tanner
equation to the signal intensity decay. Total scattering x-ray measurements were performed at the
National Synchrotron Light Source II (XPD, 28-ID-2), Brookhaven National Laboratory (Upton, NY,
US). Nanocrystalline powders of ZrO2 were sealed in polyimide capillaries and diffraction patterns
were collected at room temperature in a transmission geometry with an X-ray energy of 66.47 keV
(λ = 0.1866 Å) using a large-area 2D PerkinElmer detector (Waltham, MA, USA). The detector was
mounted with a sample-to-detector distance of 202.99 mm. The experimental geometry, 2θ range,
and detector misorientations were calibrated by measuring a crystalline nickel powder directly prior
to the zirconia nanocrystals, with the experimental geometry parameters reﬁned using the Fit2D
program [21]. Standardized corrections are then made to the data to obtain the total scattering
structure function, F(Q), which is then Fourier transformed to obtain the Pair Distribution Function
(PDF), using PDFgetX3 [22] within xPDFsuite [23] The maximum range of data used in the Fourier
transform (Qmax , where Q = 4 πsinθ/λ is the magnitude of the momentum transfer on scattering)
was chosen to be 23.5 Å to give the best tradeoff between statistical noise and real-space resolution.
The PDF GUI program was used to construct virtual crystal (VC) nanoparticle models from reference
structures, carry out reﬁnements, and determine the agreement between calculated PDFs and data,
quantiﬁed by the residual [24]. Starting structure models for three bulk crystallographic phases of ZrO2
were obtained from single crystal and neutron diffraction studies established in the literature [25,26].
For the tetragonal model, reﬁned atomic coordinates are reset to their high symmetry positions prior
to the ﬁrst reﬁnement (P42 /nmc-I, Table 1). Reﬁnements of the candidate phases are kept conservative.
Lattice parameters and bond angles are constrained by symmetry, one isotropic atomic displacement
parameters (ADPs) is applied per element (Zr, O), and a spherical particle diameter (SPD) is reﬁned to
account for the ﬁnite size of the nanocrystals [27]. Atomic positions are not reﬁned unless speciﬁed
and occupancies are kept full.
2.3. Thin Film Deposition and Processing
YBCO precursor solution is prepared by dissolving barium triﬂuoracetic, copper propionate,
and yttrium propionate in methanol with a Y:Ba:Cu ratio of 1:2:3 and a total concentration of 1.08 M L−1 .
Prior to spin-coating, the (100)-oriented recrystallized LaAlO3 single crystal substrates were cleaned
with isopropanol and heated to 400 ◦ C to improve wettability. The substrates were spin-coated
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with 2000 rpm for 1 min and subsequently pyrolyzed by heating to 400 ◦ C with a heating rate of
3–5 ◦ C min−1 under a humidiﬁed O2 atmosphere. The pyrolyzed YBCO ﬁlms were subsequently
treated to obtain the desired superconducting ﬁlm with the high-temperature thermal treatment at
800 ◦ C for 70 min in a humid 200 ppm O2 in N2 atmosphere which was switched to dry O2 at 450 ◦ C
for 2 h during the annealing step.
2.4. Microstructural Characterization
Texture quality and phase composition of the YBCO thin ﬁlms were investigated by means of
X-ray diffraction (XRD) on a Bruker D4 diffractometer,(Billerica, MA, USA (Cu-Kα ). The distribution
of metal ions in amorphous BYF matrix after pyrolysis was determined via Time-of-Flight (ToF) SIMS
using a modiﬁed TOF-SIMS IV device from ION-TOF GmbH (Münster, Germany), equipped with
a 25 kV Bi LMIG and 10 kV C60 sputter source. During the sputtering, the use of C60++ clusters with
a sputter current of 0.5–2 nA was introduced. The raster size of the sputter beam was set at 300 ×
300 μm2 . Bi+ -ions were used as primary ions with a pulsed target current between 0.2 and 0.5 pA.
The TOF analyzer was set in positive mode.
High-resolution and high annular dark-ﬁeld scanning transmission electron microscopy (HRTEM
and HAADF-STEM) images were taken on a JEOL JEM-2200FS (Tokyo, Japan) TEM with a Cs
corrector, operated at 200 kV. For TEM analysis, a cross-sectional TEM lamella was obtained using ion
milling techniques via the FIB in-situ lift-out procedure with an Omniprobe™ (FEI, Hillsboro, OR,
USA)extraction needle and top cleaning. Chemical information was obtained via the combination of
HAADF-STEM with energy dispersive X-ray spectroscopy (EDX).
2.5. Electrical Characterization
The self-ﬁeld critical current density Jc at 77 K was determined inductively with a 50 μV voltage
criterion in a Theva Cryoscan™ system. The magnetic properties were measured with a Quantum
Design Physical Property Measurement System (PPMS) with AC-measurement system.( San Diego, CA,
USA). The magnetic transition temperature Tc was deﬁned as the onset temperature of the in-phase
component of the AC-magnetization at zero-ﬁeld in the range of 10–100 K. The width of the magnetic
transition was calculated as ΔTc = Tc,90 − Tc,10 . The DC-measurement was used to determine the
critical current of the sample at constant temperature of 77 K as a function of the applied magnetic ﬁeld
perpendicular to the direction of current ﬂow. The Jc ’s of all samples are calculated using the Bean
critical state model from the opening of the hysteresis loop up to 8 T, obtained by DC-magnetization.
The Jc was recorded with the electric ﬁeld criterion of 215 μV cm−1 . The Bean model is widely used
because of the ease of use and its accuracy. However, the obtained inductively Jc values measured
via the Cryoscan™ system must be carefully compared with the magnetically Jc values obtained via
PPMS system [28].
3. Results and Discussion
We chose to synthesize ZrO2 nanocrystals via a heating-up synthesis with tri-n-octylphosphine
oxide due to their high quality and already known nanocrystal surface chemistry. These nanocrystals
are capped with hydrophobic phosphorus-containing ligands including di-n-octylphosphinic acid and
P,P -(di-n-octyl)pyrophosphonate which are formed upon decomposition of tri-n-octylphosphine oxide
solvent [20]. The nanocrystals are 3.5 nm in diameter (according to TEM, Figure 1A) and stable in
toluene with a solvodynamic diameter of 6.3 nm as measured by DLS (Figure 1B). The monocrystallinity
and tetragonal structure of the nanocrystals was supported by atomic pair distribution function (PDF)
analysis. In Figure 2 we show single phase reﬁnements of three common ZrO2 polymorphs, ﬁtted to
an experimental PDF from ∼3.5 nm ZrO2 nanocrystals over the full r-range where structure can be
resolved (1.5 ≤ r ≤ 50 Å). The reﬁned parameters per model are provided in Table 1. The monoclinic
P21 /c phase is ruled out by the agreement factor (Rw ). The cubic-ﬂuorite (Fm-3m) and tetragonal
(P42 /nmc) structures are similar, but the lower symmetry tetragonal model allows for an independent
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reﬁnement of the c-axis lattice parameter and a displacement of oxygen atoms along the same axis.
These models were tested in stages as shown in Table 1. First for P42 /nmc-I, where the tetragonality
of the unit cell is conﬁrmed by the signiﬁcant reduction in Rw versus the cubic model, and second
for P42 /nmc-II, where a distortion of the eight-fold coordinated oxygen polyhedra (see Figure S1)
further improves the agreement factor, and substantially reduces the average atomic displacement
parameters (ADPs) for oxygen atoms. The magnitude of the oxygen displacement from the high
symmetry (4d) site along the c-axis is ∼0.2 Å. The reﬁned oxygen position for the P42 /nmc-II model
is robust, and matches the position reﬁned from neutron diffraction studies where oxygen structural
parameters can be extracted even more reliably [26]. There is a small structural misﬁt in the low-r
region near ∼3.5 Å which may originate from ligand-nanoparticle correlations that are not included in
the models. The agreement factor for the P42 /nmc-II model is excellent, better than any previously
reported agreement factor for a PDF reﬁnement of nanocrystalline ZrO2 [29–31], and decreases the
likelihood of phase coexistence in these samples. Furthermore, given the agreement between the
reﬁned PDF crystallite size and supporting particle size estimates, the colloidally stable nanocrystals
studied here are fully ordered and tetragonal.


Figure 1. (a) Transmission electron microscopy (TEM) image of the ZrO2 nanocrystals after the
heating-up synthesis (inset shows the structure of the s crystalline grains), (b) Dynamic Light scattering
(DLS) volume percent analysis of ZrO2 nanocrystals before and after ligand exchange with short
carboxylate and after ligand exchange with the steric dispersant.

Figure 2. Measured (open circles) and calculated (red solid lines) Pair Distribution Functions (PDFs)
with difference curves shown offset below (green) for three candidate ZrO2 crystallographic phases
ﬁt to an experimental PDF from ∼3.5 nm nanocrystals (a) monoclinic (P21 /c) (b) cubic (Fm-3m) and
(c) tetragonal (P42 /nmc-II). Parameters used for each model are shown in Table 1 and discussed in
the text.
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Table 1. Reﬁned parameters from virtual crystal nanoparticle ZrO2 models. P42 /nmc-II differs from
P42 /nmc-I due to an additional degree of freedom which allows oxygen atom displacement off of
the 4d Wyckoff position as described in the text. The crystallite size is reﬁned from a spherical shape
function parameter and refers to the domain of coherent scattering in the material.

a (Å)
b (Å)
c (Å)
β
Zr-Uiso (Å)
O-Uiso (Å)
Crystallite size (Å)
z(O1) (f.c.)
Rw

P21 /c

Fm-3m

P42 /nmc-I

P42 /nmc-II

5.200
5.231
5.617
94.8
0.008
0.046
36.9
–
0.737

5.125
5.125
5.125
90.0
0.010
0.072
34.2
0.25
0.151

3.603
3.603
5.188
90.0
0.008
0.072
38.8
0.50
0.120

3.603
3.603
5.186
90.0
0.009
0.041
39.1
0.45
0.098

As the YBCO precursor solution is highly ionic and methanol based, a ligand exchange is essential
to stabilize the nanocrystals in the precursor solution. According to the previous work, it is possible
to stabilize ZrO2 nanocrystals in methanol via the addition of short carboxylate (tartaric acid and
citric acid) and steric dispersant (a polar copolymer with phosphonate group) [17]. Short carboxylate
capped ZrO2 nanocrystals show a polydispersity index value of around 0.90 (measured via DLS,
Figure 1b, indicating more ZrO2 agglomeration) while a copolymer with phosphonate group led
to a polydispersity index value of 0.32 [17]. This indicates that phosphonates bind better to the
surface than carboxylates, leading to less agglomeration, which is also conﬁrmed in the work of De
Keukeleere et al. [20]. As nanocrystals should be agglomerate-free and phosphonates bind better to
nanocrystal surfaces, we introduce here a copolymer with bisphosphonate group to stabilize ZrO2
nanocrystals even better. The use of this ligand results in a low polydispersity index value of 0.35 and
solvodynamic diameter of 8.8 nm as shown in Figure 1b.
We previously characterized the surface chemistry of ZrO2 nanocrystals stabilized with
citric acid [20] or phosphonate copolymer [17] in methanol. Here, we analyze the binding
of the bisphosphonate ligand to the zirconia nanocrystal surface. The 1 H NMR spectrum of
bisphosphonate based ZrO2 nanocrystals in methanol-d4 (Figure S2) shows resonances between
0.7 and 2 ppm attributed to tri-n-octylphosphine oxide, di-n-octylphosphinic acid, and P,P -(di-n-octyl)
pyrophosphonate. The bisphosphonate copolymer resonances are in the range 3.3–4 ppm. In the
31 P spectrum, sharp resonances are detected for tri-n-octylphosphine oxide and di-n-octylphosphinic
acid while the P,P -(di-n-octyl)pyrophosphonate resonance is too broad to be observed (Figure S2).
This indicates that the former two are displaced from the surface by the bisphosphonate while the
latter remains bound to the surface. This conclusion is conﬁrmed by the bi-exponential decay of
the CH3 resonance in Pulsed Field Gradient NMR (Figure S3). The smallest diffusion coefﬁcient
of 91 μm2 s−1 can be converted to a diameter of 8.8 nm. This is somewhat larger than the original
solvodynamic size in toluene of 6.3 nm due to the longer chain of the copolymer with bisphosphonate
group compared to octyl chains (23 versus 8 atoms). As expected, the diffusion coefﬁcient obtained
from the CH2 resonances of the copolymer with bisphosphonate group is exactly the same, conﬁrming
its strong binding. Thus, the stabilization of ZrO2 nanocrystals with ligands containing phosphonate
or bisphosphonate groups is more effectively compared to the short carboxylates.
However, the presence of phosphorus in ligands with phosphonate or a bisphosphonate group
can lead to the degradation of the YBCO nanocomposite ﬁlm [17,32] which would degrade the
superconducting properties. To study the inﬂuence of phosphorus during the YBCO processing, ~1 m%
copolymer (containing phosphonate or bisphosphonate) without nanocrystals was added in YBCO
precursor solution. The bisphosphonate-containing YBCO has a slightly lower critical current (Table 2,
average of 5 samples) compared to the undoped YBCO ﬁlm while phosphonate-containing YBCO ﬁlm
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shows a slight improvement. So, it is clear that the presence of a small amount of phosphorus has no
large detrimental effect on the superconducting properties.
Table 2. Thickness and its critical current of undoped YBa2 Cu3 O7−δ (YBCO) ﬁlm without and with
1 m% phosphonate-containing copolymer.
Ligands

Thickness (nm)

Critical Current, Ic (A)

Undoped
Phosphonate
Bisphosphonate

275 ± 14
280 ± 10
282 ± 17

139 ± 25
144 ± 17
129 ± 14

As the thermal decomposition of the metal organic precursors is one of the critical steps in
CSD-based growth, it is important that the stabilizing ligands have only a limited inﬂuence on
the pyrolysis step [33]. To further unravel the behaviour of the stabilizing ligands, secondary ion
mass spectroscopy (SIMS) was introduced to analyze undoped amorphous BYF matrix with CuO
nanoparticles after the pyrolysis step (Figure 3A) (black line). This analysis reveals the ratio of Ba/Y
(red line) and Cu/Y indicating that more CuO/Cu2 O nanoparticles are on top of the pyrolyzed matrix
with a constant Ba/Y ratio throughout pyrolyzed sample. These large CuO/Cu2 O particles can lead to
undesired phases during the thermal process and thus the degrading Jc of the resulting ﬁlms.

Figure 3. The relative composition of Ba/Y (red line) and Cu/Y (black line) in pyrolyzed amorphous
BYF matrix of (a) undoped and (b-e) ZrO2 -doped YBCO ﬁlms, determined via secondary ion mass
spectroscopy (SIMS) analysis. Different sputter time steps are due to the introduction of different
sputter current.

We have chosen 5 mol % ZrO2 -doped pyrolyzed YBCO samples starting from different ligands to
study the metal distribution of Y, Ba, and Cu metal ions (Figure 3B–E) in the whole amorphous matrix.
SIMS analysis (Figure 3B,C) shows that phosphorus-containing ligands exhibit an amorphous matrix
with a constant Ba/Y ratio similar to the undoped matrix. Also on the top-surface, there is a Cu-rich
zone for the copolymer with phosphonate and bisphosphonate based ZrO2 -doped sample. This metal
ion distribution in the matrix yields excellent superconducting properties (e.g., high critical current
density, Jc ). However, short carboxylate based ZrO2 -doped ﬁlms show an inhomogeneous distribution
of metal ions (i.e., irregular ratio of Ba/Y) into the matrix and result in lower critical currents. It is
possible that the quality of YBCO structure is sensitive to the inhomogeneity of metal content (especially
Ba and Y) in the layer. To unravel this effect, all pyrolyzed samples underwent a YBCO crystallization
process and were analyzed via x-ray diffraction (XRD, Figure 4A). Based on XRD patterns, short
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carboxylate based nanocomposite ﬁlms contain more secondary phases such as Bax Cuy Oz at 2θ = 29.3◦
and Y2 Cu2 O5 —(211) at 2θ = 31.5◦ and (204) at 2θ = 33.4◦ —while steric dispersant based ﬁlms have
minor secondary phases. This may be due to the disturbed nucleation mechanism of the epitaxial
YBCO ﬁlm because the formation of the BaF2 phase on the LaAlO3 interface is not beneﬁcial. Also SIMS
indicates there are fewer Ba2+ present at the bottom layer of the pyrolyzed layer. This is also conﬁrmed
via YBCO (005) reﬂections (2θ = 38.5, Figure 4B) of crystallized samples quenched at 800 ◦ C, indicating
that the nucleation/growth mechanism is different. The XRD spectrum (Figure 3B) features crystalline
BaF2 that is in the process of reacting towards epitaxial YBCO. The difference in BaF2 intensities is
due to the competing reaction with ZrO2 nanocrystals in combination with less availability of Ba2+ at
LaAlO3 interface during the nucleation process.



Figure 4. X-ray diffraction (XRD) analysis of (a) ZrO2 -doped YBCO ﬁlms using different ligands after
YBCO crystallization and (b) XRD scans of different crystallized YBCO ﬁlms quenched at 800 ◦ C,
indicating the YBCO growth rate (blue rectangle marked) is different. (Reﬂections marked with
an asterisk are related to Bax Cuy Oz phase.).

Good biaxial YBCO texture is important but it is essential that the nanocrystals are incorporated
into YBCO matrix to deliver good pinning properties. For this reason, the magnetic properties
were measured with a PPMS. The onset magnetic transition (Tc ) values and Jc are listed in Table 3.
These magnetically measured transitions are very informative to understand the overall ﬁlm quality
due to the current percolation throughout the YBCO ﬁlm. It can be concluded that the addition of
nanocrystals hardly inﬂuence the magnetic transition. However, the tartaric acid based ZrO2 -doped
YBCO ﬁlm shows a slight decrease with wider width of Tc and is probably explained by a multitude
of the secondary phases in YBCO matrix as shown in XRD analysis (Figure 4A). On the other hand,
the magnetic ﬁeld dependences of Jc ’s calculated at 77 K in maximum Lorentz force conﬁguration are
shown in Figure 5. It is clear that the critical current densities are in the range of 1.5–3 MA cm−2 except
tartaric acid based ZrO2 -doped YBCO ﬁlm, which only achieved a Jc of 0.74 MA cm−2 . The latter is due
to a large amount of undesired secondary phases in the YBCO matrix as conﬁrmed on HAADF-STEM
image (Figure 6) and XRD analysis (Figure 4A).
To determine if the ZrO2 nanocrystals in YBCO matrix act as pinning centers, we studied
the shape of the Jc (H) curves in Figure 5. Copolymer with phosphonate, citric acid, and tartaric
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acid based ZrO2 -doped YBCO ﬁlms (except copolymer with bisphosphonate) show a smoother
decay—round shape of Jc (B)—compared to undoped YBCO ﬁlm. This is also conﬁrmed by higher
values of accommodation ﬁeld B* (determined by the criterion Jc ( B∗ ) = 0.9Jc (0) at 77 K) and by lower
values of the slope (power-law exponent α) in log–log plot (Table 3). The low ﬁeld plateau below B* is
the single vortex pinning region where each vortex is pinned to a free pinning site [34]. At B* collective
pinning effects take place and a reduction of the slope of α is seen in log–log plot. (Figure 5) The α
values were estimated and are lower than 0.5, indicating that the pinning site (sizes comparable to the
coherence length) is strong enough to destroy the vortex lattice and pin the vortices individually [34].
However, bisphosphonate based ZrO2 -doped YBCO ﬁlm shows a straight shape of Jc (B) and thus also
results in a higher α value of 0.5. It is explained due to the presence of very large BaZrO3 particles in
the YBCO matrix (vide infra).
Table 3. Collection of magnetic transition temperature Tc and its width, critical current densities Jc at
self-ﬁeld and 1 T, accommodation ﬁeld B* and the power-law exponent α in undoped and ZrO2 -doped
YBCO ﬁlms on LaAlO3 substrates.
Ligands

T c (K)

ΔTc (K)

Jc,mag (0 T) (MA cm−2 )

Jc,mag (1 T) (kA cm−2 )

B* (mT)

α

Undoped
Phosphonate
Bisphosphonate
Citric acid
Tartaric acid

90.0
90.5
91.5
90.5
89.0

1.1
1.5
1.6
2.2
2.5

2.37
2.68
2.14
1.65
0.74

41.54
237.00
79.05
120.32
72.76

7.62
17.02
9.85
15.52
20.06

0.68
0.39
0.58
0.40
0.40

Figure 5. Double logarithmic plots of critical current density vs. magnetic ﬁeld H measured at 77 K for
undoped and ZrO2 -doped YBCO ﬁlms on LaAlO3 substrates.


Figure 6. High annular dark-ﬁeld scanning transmission electron microscopy (HAADF-STEM) cross
sectional image of tartaric acid based ZrO2 -doped YBCO ﬁlm, indicating lots of secondary phases in
YBCO matrix.
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The values of B* and α are listed in Table 2. A clear difference between undoped and ZrO2 -doped
ﬁlms (except for the copolymer with bisphosphonate group) can be seen. This means that the addition
of preformed nanocrystals increases pinning (leading to higher B* values) and results in a slower decay
(leading to lower α values) of critical current density in the function of the magnetic ﬁeld at 77 K.
However, the Jc value of tartaric acid-based ZrO2 -doped YBCO nanocomposite is still lower than any
other ZrO2 -doped ﬁlms and is accompanied by the presence of more undesired secondary phases in
the YBCO matrix as conﬁrmed via XRD (Figure 3A) and the HAADF-STEM image (Figure 5).
It is remarkable that the bisphosphonate based ZrO2 -doped YBCO nanocomposite did not show
any improvement of pinning behaviour while the self-ﬁeld Jc has an acceptable value in the range
of 2–2.5 MA cm−2 . As shown on the HAADF-STEM image (Figure 7A) and TEM image (Figure 7B),
the YBCO layer is strongly textured and grows epitaxially on the LaAlO3 substrates which explains
the good superconducting properties. However, some secondary phases and large BaZrO3 particles in
the size of 150–200 nm can be observed in the YBCO layer via EDX analysis. In order to have a better
understanding of the BaZrO3 particles in the YBCO matrix, HRTEM analysis was used. Figure 7C
shows that this BaZrO3 particle contains several aggregated small nanocrystals. So, it seems that the
nanocrystals are coagulated during the YBCO growth to the size of approximately 200 nm. This particle
is too large to act as a pinning center because it is not in the order of superconducting coherence
length of 2–4 nm for YBCO at 77 K. It appears that the stabilizing effect of bisphosphonate copolymer
is reduced or annihilated upon the initial decomposition, leading to an increased tendency to form
agglomerations. However, the precise origins of this effect remain unclear.

Figure 7. (a) HAADF-STEM image of copolymer with bisphosphonate capped ZrO2 -doped YBCO
ﬁlm grown on LaAlO3 substrate, indicating big particles in the YBCO matrix, (b) TEM image showing
YBCO/BaZrO3 particles interface and (c) High-resolution transmission electron microscopy (HRTEM)
image of BaZrO3 particles, showing a coagulation of ZrO2 nanocrystals.

4. Conclusions
ZrO2 nanocrystals, synthesized in tri-n-octylphosphine oxide were probed with PDF analysis
and found to be monocrystalline, featuring a distorted tetragonal crystal structure. They were
subsequently stabilized by a steric polar ligand (Copolymer with phosphonate or bisphosphonate
group) or short carboxylates (tartaric and citric acid) in low-ﬂuorine YBCO precursor solutions. From
these suspensions, we synthesized high quality superconducting ZrO2 -doped YBCO nanocomposites
in a single coating step, in contrast to earlier results with amino acid stabilized nanocrystals.
Interestingly, nanocrystals stabilized by short carboxylate ligands resulted in poorly superconducting
nanocomposites while the phosphonate dispersant led to excellent self-ﬁeld superconducting
nanocomposites. This is a counter-intuitive result as one would expect that as phosphorus or/and
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carbon is introduced in the layer, the worse the superconductor would be. The use of copolymer with
bisphosphonate group results in the coagulation of ZrO2 nanocrystals during YBCO growth, resulting
in no improved pinning properties. Given the counter-intuitive relation between the nanocrystal
surface chemistry and the ﬁnal nanocomposites performance, we expect that surveying a wide library
of ligands will be crucial in order to obtain a good superconducting nanocomposite ﬁlm with the
ability to pin the vortices. The use of a copolymer with bisphosphonate group leads to coagulation of
ZrO2 nanocrystals during YBCO growth likely due to the reduction of stabilizing effects during the
thermal decomposition, which do not facilitate pinning.
Supplementary Materials: The following are available online at http://www.mdpi.com/1996-1944/11/7/1066/s1,
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with (C) a zoom on BP resonances. Figure S3: Bi-exponential diffusion decay ﬁtting of the bisphosphonate ligand.
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Abstract: The thickness characterization of transparent protective coatings on functional, transparent
materials is often problematic. In this paper, a toolbox to determine the thicknesses of a transparent
coating on functional window ﬁlms is presented. The toolbox consists of a combination of secondary
ion mass spectrometry and proﬁlometry and can be transferred to other transparent polymeric
materials. A coating was deposited on designed model samples, which were characterized with
cross-sectional views in transmission and in scanning/transmission electron microscopy and
ellipsometry. The toolbox was then used to assess the thicknesses of the protective coatings on
the pilot-scale window ﬁlms. This coating was synthesized using straightforward sol-gel alkoxide
chemistry. The kinetics of the condensation are studied in order to obtain a precursor that allows
fast drying and complete condensation after simple heat treatment. The shelf life of this precursor
solution was investigated in order to verify its accordance to industrial requirements. Deposition was
performed successfully at low temperatures below 100 ◦ C, which makes deposition on polymeric foils
possible. By using roll-to-roll coating, the ﬁndings of this paper are easily transferrable to industrial
scale. The coating was tested for scratch resistance and adhesion. Values for the emissivity (ε) of
the ﬁlms were recorded to justify the use of the ﬁlms obtained as infrared reﬂective window ﬁlms.
In this work, it is shown that the toolbox measures similar thicknesses to those measured by electron
microscopy and can be used to set a required thickness for protective coatings.
Keywords: coating materials; inorganic materials; surfaces and interfaces; sol-gel processes;
low-emissivity; SIMS

1. Introduction
Thickness effects of transparent thin coatings often seems to be a critical factor in the design
of functional devices. These coatings should be thick enough to protect the underlying materials.
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On the other hand, losses in transparency can be noticed with an increased thickness, which is often
detrimental for their application.
This paper looks into the ﬁeld of insulating window ﬁlms. These window ﬁlms are designed in
such a way that heat is kept outside of buildings during summer times and vice versa. This functionality
is achieved by the deposition of a far infrared reﬂective Fabry-Pérot stack with low emissivity (ε) on
polymer ﬁlms. The Fabry-Pérot stack consists of transparent layers, deposited typically by subsequent
sputtering. An example is a TiO2 /Ag/TiO2 multi-layer stack. This stack shows excellent low-ε
properties [1].
The aforementioned stack is often used outside the ﬁeld of window ﬁlms and placed in between
two glazing panels, where no moisture can reach the stack. This is crucial, as it is well known
that the inner metallic silver layers are not stable and that they are especially sensitive to moisture.
Several reports have been published on the moisture-induced degradation of sputtered low-ε coatings
containing silver, concluding that high concentrations of chlorides could lead to the corrosion of the
stack [2–7]. Therefore, contact with moisture and chlorides is detrimental for the low-ε properties of
these stacks and should be protected with an additional coating.
When looking outside the scope of ﬂexible polymeric window ﬁlms, many coatings have been
reported to effectively protect this kind of stacks on solid substrates. One way of protecting stacks
is to apply ceramic materials, such as ZnO, Al-doped ZnO [8], or Al2 O3 material, as the ﬁnal hard
coat [6]. These ceramic coatings are often deposited by sputtering [9], which is not very cost-effective.
Another approach is to use organic coatings to protect underlying layers and materials which are
prone to mechanical damage [10,11]. These organic coatings, however, absorb far infrared radiation,
which renders the reﬂecting stacks on window ﬁlms useless, as the ﬁlms will heat up and loss of
heat reﬂection will occur. For the same reason, no hybrid materials containing scratch-resistant metal
oxide particles, such as silica nanoparticles, embedded in an organic matrix [12–14] could be used for
this application.
To overcome the drawbacks of all known protective coatings and thus preserve the low-ε
characteristics of mentioned window ﬁlms, a silica thin layer was deposited through a wet chemical
deposition method. This protective coating should not only meet the requirements for industrial
applications, but also should be cost-effective. Chemical solution deposition (CSD) is a cost-effective
deposition method for thin ﬁlms. CSD starts from molecules in solution or suspension, which are
deposited on a surface, which results in the growth of a new phase. The method has proven to be
effective to deposit a wide range of materials [8,15–19].
Industrial requirements for the protective coating include a class 0 adhesion and 3H pencil
hardness, according to ASTM D3359 [20] and ASTM D3363 [21], respectively. Because of these goals,
the possibility to deposit this coating by using roll-to-roll deposition processes was further explored.
The aim of this work is to develop a thickness determination toolbox for transparent protective
coatings on transparent substrates and to assess the minimal thickness to pass the predeﬁned
application tests of a protective silica coating for low-ε window ﬁlms. Ellipsometry, scanning,
and transmission electron microscopy (SEM and TEM) are often the characterization techniques
of choice. However, ellipsometry is not suitable for fully transparent devices containing a relatively
thick, transparent substrate. This is because ellipsometry is not able to distinguish thin layers from
the underlying substrate in transparent devices, as the difference in refractive indices between the
layers is too low. Ellipsometry fails because the signal coming from the thin layers is shadowed by
the signal of the substrate. Cross-sectional view SEM and TEM measurements, on the other hand,
are very good techniques to determine the thickness of top coatings, but are not suitable if polymer
substrates are present, as the electron beam burns through the organic substrates [22]. To circumvent
these drawbacks, we propose to combine secondary ion mass spectrometry (SIMS) and proﬁlometry
as an effective thickness determination toolbox.
The idea behind this proposed toolbox is to use the SIMS apparatus to dig a crater in the ﬁlm
while checking the chemical composition of the surface (by analyzing the ions that are emitted). In this
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way, the sudden appearance of the ions attributed to the support is a direct indication that the upmost
ﬁlm has been eroded. The sputtering is then interrupted and the crater is analyzed by proﬁlometry to
determine its depth, which strictly corresponds to the thickness of the ﬁlm.
To develop this toolbox, model samples were designed (Figure 1a,b), comparable to window
ﬁlms (Figure 1c). The model samples were characterized with ellipsometry, SEM/TEM, and the
proposed SIMS-proﬁlometry toolbox. An additional gold layer was sputtered to make ellipsometry
and SEM/TEM measurements possible. On the one hand, the gold layer is needed to make a distinction
between the individual layers with ellipsometry. On the other hand, this conducting gold layer is
necessary to make Focused ion beam (FIB)-SEM measurements possible. Otherwise, too much drifting
of the sample would occur as the samples become charged during measurement. In order to make
TEM measurements possible, the polymer substrate was changed to silicon.

(a)

(b)

(c)

Figure 1. Composition of (a) the TiO2 /Au/silicon model sample; (b) the TiO2 /Au/polyethylene
terephtalate (PET) model sample; (c) the window ﬁlm. The model sample was built up on silicon or
plain PET, on which a gold layer was deposited. The window ﬁlm functionality comes forth from the
functional metal/metal oxide layer. All samples were provided with a titania buffer layer, on which
the protective silica coating was deposited.

In this work, it is shown that the proposed toolbox delivers similar thicknesses to those observed
in cross-sectional view SEM/TEM images, while ellipsometry shows different values of thickness.
Electronic microscopy (EM) methods are considered to be accurate in the determination of ﬁlm
thickness. In order to check this hypothesis, both results obtained by the proposed toolbox and by
ellipsometry are compared to EM. The conclusions drawn from model sample characterizations are
transferred to comparable functional window ﬁlms, which cannot be characterized by EM. It is shown
that the proposed toolbox can be used to determine the thicknesses of thin coatings on transparent
polymeric substrates.
2. Materials and Methods
The chemicals were used as received. Absolute ethanol was obtained from Applichem Panreac
(Darmstadt, Germany). Hydrochloric acid (36 %) and glacial acetic acid (100 m%) were obtained
from Roth (Karlsruhe, Germany). The silane precursor tetraethyl orthosilicate (TEOS, 99% pure)
was supplied by ABCR (Karlsruhe, Germany). Deuterated water was obtained from Sigma Aldrich
(Overijse, Belgium).
Sample fabrication: A graphical representation of sample compositions can be seen in Figure 1.
The substrate used as model sample was either silicon (1 × 1 cm2 ) (Figure 1a) or plain PET (1 × 1 cm2 )
(Figure 1b), provided with a gold layer and a titania buffer layer, both deposited by physical vapor
deposition. The 100-nm thick gold layer was deposited using electron beam operation with a base
pressure of 1.0 × 10−6 mbar. Also, the 5-nm thick TiOx layer was deposited using the electron beam
operation of Ti, under an oxygen partial pressure of 4.0 × 10−5 mbar.
Window ﬁlms (Figure 1c) were provided by Group Michiels Advanced Materials (M.A.M.) and
consisted of a 20-cm wide and 50-μm thick PET ﬁlm. This PET ﬁlm was functionalized with a single
sputtered Fabry-Pérot stack (Zele, Belgium). On top of this stack, a titania buffer layer was sputtered.
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Coating precursor synthesis: A sol-gel synthesis was adapted from previous work [15,23–25].
In a typical synthesis procedure, tetraethyl orthosilicate was added to ethanol. In a separate container,
a solution of glacial acetic acid in distilled water was prepared. Acetic acid is needed in order to catalyze
the condensation reaction. All reagents were mixed while stirring. An additional pre-condensation step
was conducted by heating the total mixture for 3 h under reﬂuxing conditions at 60 ◦ C. As a ﬁnal step,
the reaction was quenched with ethanol. Four hundred milliliters of a transparent sol was obtained in
accordance with patent EP15199592.5 [26].
Coating deposition: TiO2 /Au/silicon and TiO2 /Au/PET model substrates were coated using
spin-coating by dropping 90 μL of the transparent sol on the substrate. The sample was then spun for
60 s at 2000 rpm with a spin acceleration of 40 rpm/s2 . After spin-coating, it was annealed at 80 ◦ C for
60 s on a hot plate in an ambient atmosphere.
Window ﬁlm substrates were coated via roll-to-roll coating (Figure 2), using the coating conditions
summarized in Table 1. Characterized window ﬁlms were coated once and coated twice using these
coating settings.

Figure 2. Schematic overview of a roll-to-roll coater. The foil is transported by multiple rolls,
while deposition of the sol is achieved by a gravure roll. Before rewinding, a heat treatment takes place
in the top ovens.
Table 1. Coating settings for roll-to-roll coating.
Parameter

Setting

Unwinding speed
Application speed
Coating method
Temperature ﬁrst oven
Temperature second oven

2.4 m/min
1 m/min
Reverse gravure
60 ◦ C
80 ◦ C

Raman characterization: The kinetics of the pre-condensation step were monitored with
a RamanRxn system from Kaiser optical systems (Ann Arbor, MI, USA), model Rxn1-532.
The measurements were performed in situ by placing a laser probe inside the reaction mixture.
The mixture was put in a three-neck ﬂask, equipped with a reﬂux cooler and a dropping funnel to add
reagents, together with the laser probe. The ﬂask, the dropping funnel, and the reﬂux cooler were
covered in aluminum foil to prevent the detection of radiation coming from the outside of the mixture.
The wavelength of the laser was 532 nm with a maximum power output of 450 mW. A resampling
interval of 1 cm−1 was used while recording 13 accumulations with an exposure time of 10 s.
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Nuclear Magnetic Resonance (NMR): To evaluate the degree of condensation and the correlated
shelf life of the sols, 29 Si-NMR measurements were performed using a Bruker (Billerica, MA, USA)
Avance III spectrometer with a 1 h frequency of 500 MHz, equipped with a 5-mm BBI Z probe. Samples
were prepared by adding 100 μL of D2 O to 900 μL of the sol before transferring to an NMR test tube.
Spectroscopic characterization: Optical transmission and reﬂection spectra were recorded with an
Agilent Cary 5000 UV-Vis-NIR spectrophotometer (Santa Clara, CA, USA). The spectra were recorded
from 300 to 2000 nm.
Application Tests: Crosshatch tests were performed according to ASTM D3359 standard [16].
A cutter size of 1 mm was used with six cutting edges. The adhesion test tape has an adhesive strength
of 9.5 N per 25-mm width. Both were supplied by Paint Test Equipment (Congleton, UK). The sample
was prepared by a ﬁrst cut in the coating with the cutter. A second cut, perpendicular to the ﬁrst cut
was made. The adhesive tape was placed over the damaged area and, ﬁnally, the tape was removed
from the surface. Using a magnifying glass, the coating was checked for damage.
The hardness of the coating was evaluated with an Elcometer (Utrecht, The Netherlands)
501 Pencil Hardness Tester. The method used was the Wolff-Wilborn method. The equipment complies
with the ASTM D3363 standard [17].
The emissivity ε was measured with a TIR 100-2, supplied by Inglas (Friedrichshafen, Germany).
The samples were cut to a size of 10 by 10 cm.
Layer thickness: The proposed toolbox should be compared to other layer thickness
characterization techniques to verify its effectiveness. The cross-sectional view images and lamella
were prepared by a FEI Nova (Hillsboro, OR, USA) 600 Nanolab Dual-Beam Focused Ion Beam system
and associated SEM.
For TEM analysis, a cross-sectional lamella was obtained using ion milling techniques via the
FIB in situ lift-out procedure with an Omniprobe (FEI, Hillsboro, OR, USA) extraction needle and top
cleaning. High-angle annular dark-ﬁeld (HAADF) and bright-ﬁeld (BF) scanning TEM images were
taken on a JEOL JEM-2200FS TEM (Tokyo, Japan) with a Cs corrector, operated at 200 kV. Chemical
information was obtained via the phase analysis via energy dispersive X-ray spectroscopy.
Spectroscopic ellipsometry measurements were performed using a J.A. Woollam M-2000
ellipsometer (J.A. Woollam Co., Lincoln, NE, USA). The spectral range of the ellipsometer ranged from
250 to 1680 nm and the COMPLETEEASE software (version 6.34) was used for ﬁtting and data analysis.
Ellipsometry mapping measurements were performed on a homemade mapping stage.
The nominal angle of incidence for all measurements was ﬁxed at 70◦ . The acquisition time for
one spectrum was set at 1.5 s.
The measured data was modeled using a B-spline layer for the Au ﬁlm, a Cauchy layer for the
TiO2 substrate, and another Cauchy layer for the silica ﬁlm. The thicknesses of the various layers were
determined using ﬁxed parameters for the Cauchy parameters.
Depth proﬁles SIMS were made using a TOF.SIMS5 (IONTOF GmbH, Münster, Germany)
time-of-ﬂight secondary ion mass spectrometer [27]. This instrument is equipped with a Cs+ ion
beam as a sputtering source and a liquid metal ion gun (Bi) as an analytical source, both mounted at
45◦ with respect to the sample surface. The time-of-ﬂight mass analyzer is perpendicular to the sample
surface. Depth proﬁles were carried out in the ‘interlaced’ mode in a cycle time of 100 μs. During this
cycle time, the analytical beam (pulsed Bi5 + for SIMS analysis) was followed by periods of continuous
Cs+ ion sputtering. Low energy electrons were also sent to the sample during this cycle in order to
recover the initial surface potential. The Cs+ ion source was operated at 500 eV with a direct current
of 40 nA. For depth proﬁling, the focused Cs+ beam of primary ions was rastered over an area that
typically measured 450 × 450 μm2 . A pulsed beam of 30 keV Bi5 + (alternating current of 0.11 pA) ions
was employed to provide mass spectra from a 150 × 150 μm2 area in the center of the sputter crater.
Charge compensation was conducted using an electron ﬂood gun (Ek = 20 eV). All data analyses were
carried out using the software supplied by the instrument manufacturer, SurfaceLab (version 6.5).
Depth proﬁling was stopped when the Ti+ signal reached 50% of its maximum intensity.
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Stylus proﬁlometer was used to measure the craters obtained by SIMS measurements (DektakXT,
Bruker Nano Surfaces Division, Tucson, AZ, USA). The stylus had a radius of 0.7 μm and the applied
force was 0.1 mg. Four line scans were conducted over the measured crater in order to obtain average
and standard deviation measurements.
3. Results and Discussion
3.1. Precursor Synthesis and Deposition
Keeping industrial upscaling in mind, one must be able to produce a coating precursor in
a relatively short time-span, which can be conserved for longer times. Raman spectroscopy has proven
to be a valuable technique to monitor the condensation species of silicon-based sol-gel reactions [28–30].
This technique was used to follow the condensation reaction over time.
Figure 3 shows a graphical representation of the monitored species. Table 2 describes the bands
that are monitored. As can be seen, chain length is the main characteristic that is monitored with Raman
spectroscopy. Figure 4 shows the Raman intensities of monomer, dimer (including end groups), trimer,
and tetramer species present in the reaction mixture when using acetic acid as a catalyst. The marked
drop in intensity of the monomer signal indicates the addition of catalyst and water, which are
necessary for the condensation reaction. After the addition, a rise in dimer, trimer, and tetramer was
recorder. This means that the sol starts condensing immediately after the addition of the diluted
catalyst. What is more important is the time the reaction mixture takes to reach an equilibrium state.
As can be seen in Figure 4, after 3 h almost all monomer species were depleted and converted into
more condensed species.

Figure 3. Graphical representation of the species monitored with Raman spectroscopy. The monomer
species (a) reacts subsequently to dimer (b), trimer (c), and tetramer (d) species.
Table 2. Description of the bands monitored by Raman spectroscopy [30].
Band Proﬁle

Description

Monomer
Dimer and end group
Trimer
Tetramer

Height to zero, peak from 665 to 645nm
Height to zero, peak from 605 to 585 nm, referenced to monomer
Height to zero, peak from 580 to 560 nm, referenced to monomer
Height to zero, peak from 560 to 540 nm, referenced to monomer
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Figure 4. Raman intensities monitored during the pre-condensation step. All signals are referenced to
the monomer. The marked (∗) drop in intensity shows the addition of the catalyst, diluted in water.

Once the reaction mixture reaches this equilibrium state, it is important to inhibit further
condensation. In order to obtain this inhibition, a quenching step is induced by the addition of
ethanol. To map the stability of the sol at longer times after this quenching step, 29 Si-NMR was
used. 29 Si-NMR analyses show how many times an ethoxy group is substituted by another siloxane
group and thus the condensation degree. The species monitored are shown in Table 3. The spectra
obtained are shown in Figure 5. Immediately after the addition of the diluted catalyst, the spectrogram
labeled ‘Start’ was recorded. Some resonances are of particular interest. The resonance at −73 ppm
corresponds to the four-times hydrolyzed species Q0 hydrolized , with formula Si(OH)4 . Furthermore,
−82 ppm corresponds to non-hydrolyzed TEOS monomer. The resonances between −73 and −82
ppm are due to three-, two-, and one-time hydrolyzed monomer units. The resonance of the one-time
condensed species Q1 could not be distinguished from the monomer at −82 ppm. The resonance at
−92 ppm stands for the two-times condensed TEOS, labeled as Q2 . The region between −100 and
−120 ppm reﬂects the three-times and four-times condensed species, Q3 and Q4 , respectively [30–32].
Here, no clear distinction between three-times and four-times condensed species is possible.
Table 3.

29 Si

chemical shifts and corresponding silicate structures [30].

Label

δ ppm

Silicate Structure

Q0 hydrolized
Q0
Q2
Q3 and Q4

−73
−82
−92
−100 to −120

Si*(OH)4
Si*(OR)4
Si*(OR)3 (−O−Si≡)
Si*(OR)2 (−O−Si≡)2 Si*(OR)(−O−Si≡)3

R corresponds to C2 H5 . Each peak corresponds to the marked silicon atom (*)

.
Figure 5. NMR spectrogram of the sol at different time intervals.
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Figure 5 shows the 29 Si-NMR spectrum at the start of the condensation step. Q0 hydrolized species
are distinguishably present at the start and are converted into other, more condensed species over
time. The region between −73 and −82 ppm shows four resonances, corresponding to one-, two-,
three-, and four-times hydrolyzed silicon atoms. It can be seen that already a fraction of Q3 and Q4
is detected.
After a condensation of 3 h and subsequent quenching, all hydrolyzed species are converted and
a shift towards Q3 and Q4 can be noted.
29 Si-NMR measurements at longer gelation times were performed to monitor the shelf-life of the
sol. Three possible hypotheses were set up before the experiment. The ﬁrst one indicated that the sol
would be stable in time. No signiﬁcant change should be noticeable in the 29 Si-NMR spectrograms.
The second hypothesis depicted the condensed material being broken up by the excess amount of
ethanol present in the reaction mixture. The intensities in the region between −100 and −120 ppm
should lower and shift to higher ppm values. A last hypothesis depicted the total condensation of all
the species. For this hypothesis to be true, the intensities between −100 and −120 ppm should shift
to lower ppm values. As can be seen in Figure 5, no signiﬁcant change in the region of interest was
observed. A very small shift towards −120 ppm was noticed after which an equilibrium was found.
This equilibrium implies that the sol is still usable for coating processes after longer times.
The aforementioned silica precursor was deposited both on the model samples and window ﬁlms.
3.2. Layer Thickness Determination
The characterization of the coating thickness was carried out by three independent techniques,
namely EM, ellipsometry, and the proposed characterization toolbox, deﬁned as a combination of SIMS
with proﬁlometry. The results are listed in Table 4. EM is reported to be the technique of choice for
thickness characterization, while ellipsometry is often used when EM is not possible. When looking at
the results in Table 4, one can conclude that the values for EM and ellipsometry do not correspond
well to each other. This is because of the high complexity of the model sample. Ellipsometry is not able
to distinguish the top thin layer from the underlying interlayers and the substrate, as it is a technique
that needs a signiﬁcant difference in refractive index between two layers to make a distinction. As this
difference is not present prominently in window ﬁlms between the top coating and the substrate,
ellipsometry measurements are shadowed by the relatively thick substrate. Even the sputtering of an
additional gold layer as an interface does not lead to conclusive ellipsometry measurements.
Table 4. Results overview of secondary ion mass spectrometry (SIMS), electronic microscopy (EM),
and ellipsometry measurements. For each model type, two individual samples (a and b) were
synthesized and characterized. A graphical representation is shown in Figure 1.
Model Substrate

SIMS (nm)

EM (nm)

Ellipsometry (nm)

TiO2 /Au/silicon (a)
TiO2 /Au/silicon (b)
TiO2 /Au/PET (a)
TiO2 /Au/PET (b)
Window ﬁlm (a)
Window ﬁlm (b)

–
63.6 ± 5.7
61.0 ± 6.3
84.7 ± 8.2
126 ± 8
274 ± 12

63.9
61.8
57.5
82.8
X
X

88.2
92.9
95.2
77.8
X
X

All values are noted in nm. X denotes that the measurement was not conclusive.

When comparing the proposed toolbox to EM measurements on the model substrates
(Figures 6 and 7), the results match closely. Thus, the combination of SIMS and proﬁlometry can
offer a possibility to determine the thickness of the top coating, as long as the interface between the
top coating and substrate is detectable. As SIMS envelops mass spectrometry, this technique can detect
individual ions. Therefore, SIMS shows the possibility to distinguish different layers as soon as the
atomic composition is different, meaning that other ions are present in each layer or that the relative
concentration differs between layers.
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Figure 6. Cross-sectional (A) BF- and (B) HAADF-STEM image of TiO2 /Au/silicon model sample a.
Individual layers can be distinguished by using Z-contrast.

Figure 7. Cross-sectional SEM image of TiO2 /Au/PET model sample b.

Figure 8a shows a representative SIMS depth proﬁle obtained on silicon model substrate b.
To measure the crater depth, a fresh zone was selected and sputtering was stopped at the interface
between the protective coating and the TiO2 buffer layer. This was detected by a steep increase of Ti+
ions. The depth of the sputtered crater was then determined using proﬁlometry (Figure 8b). As can be
seen in Table 4, coating thicknesses were determined to be 126 ± 8 nm for single coated window ﬁlms
and 274 ± 12 nm for double coated window ﬁlms by the proposed toolbox.

(a)

(b)

Figure 8. Complete proﬁle of Si model sample b obtained with SIMS (a). Proﬁlometry analysis (b)
was conducted on a fresh zone and sputtering was stopped when the Ti signal reached half of the
maximal intensity.
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3.3. Window Film Characteristics
3.3.1. Application Tests
The coating deposited on window ﬁlms was tested for adhesion, ASTM D3359 [20], and scratch
resistance, ASTM D3363 [21]. To evaluate the adhesion of the layer, the standard provides
a classiﬁcation to compare the sample. Class 0 relates to very good adhesion, while class 5 relates to
very poor adhesion. The classiﬁcation is depicted in Figure 9. The scratch resistance standard used is
a straightforward technique where pencils with varying hardness are used to scratch the sample.

Figure 9. Crosshatch classiﬁcation. On the left-hand side class 0 is depicted. On the right-hand side
class 4 is depicted. Class 5 corresponds to a complete removal of the coating.

The double coated sample was able to withstand scratch attempts with a 3H pencil and showed
a class 0 adhesion, using a simple crosshatch test. The single coated ﬁlm, however, also showed class
0 adhesion but was not able to pass the pencil hardness test using a 3H pencil. One can say that
a coating thickness of 274 ± 12 nm is needed to obtain scratch-resistant coatings with good adhesion.
The minimal required thickness could be lower, but this falls out of scope of this work.
3.3.2. Visual Transmission and Infrared Reﬂection Properties
To be able to use a window ﬁlm onto which a heat-reﬂecting layer is applied, good visual
transparency and optimal infrared reﬂectivity should be achieved. UV-VIS-IR measurements were
recorded in transmission and reﬂection modes.
As shown in Figure 10, there is a difference in visual transparency between the uncoated stack and
coated samples in the region between 400 and 600 nm. Visual transparency increases when applying
the silica coating, while there is almost no difference between the two coated samples. This is not
the case for the reﬂection spectra, as shown in Figure 11; almost no difference is seen between the
uncoated stack and double coated ﬁlm, while a big difference is noted between the uncoated stack
and single coated ﬁlm on the one hand and double coated ﬁlm on the other hand between 800 and
2000 nm. This drop is not present for the double coated window ﬁlm.

Figure 10. Transmission spectra of the uncoated stack and samples of single coated window ﬁlm and
double coated window ﬁlm. The double coated window ﬁlm is more reﬂective in the region between
400 nm and 600 nm than the single coated window ﬁlm.
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Figure 11. Reﬂection spectra of the uncoated stack, single coated window ﬁlm, and double coated
window ﬁlm. The double coated is more reﬂective than single coated ﬁlm at higher wavelengths.

It is thus shown that the silica layer interferes with the Fabry-Pérot stack in such a way that higher
visual transparency is obtained, while maintaining the heat reﬂecting properties. The fact that this
changes with coating thicknesses proves that this is due to the combination of refractive indices of the
silica coating and the Fabry-Pérot stack.
These ﬁndings were conﬁrmed by the emissivity values, which ranged from 0.022 for the uncoated
stack to 0.031 for the double coated ﬁlm. The last value is well below the threshold of 0.1 for
heat-reﬂecting window ﬁlms.
4. Conclusions
The main conclusion of this work is that the proposed thickness characterization toolbox for
transparent protective coatings on transparent devices is proven to be a valuable method. The results
obtained by this combination of SIMS and ellipsometry are in agreement with those achieved using
electron microscopy for the designed model samples. The toolbox was able to determine the thicknesses
of thin layers deposited on functional window ﬁlms, where other techniques failed.
This research also showed synthesis and deposition methods for the large-scale application of
scratch-resistant coatings on polymeric, heat-reﬂecting window ﬁlms. Both Raman and 29 Si-NMR
spectroscopy were used to assess precursor synthesis and the following shelf-life. The results showed
that an optimal coating precursor was obtained after 3 h of condensation and that a shelf-life up to ﬁve
days was guaranteed. After simple and straightforward coating deposition with roll-to-roll coating,
application tests were conducted. It was shown that a coating thickness of 274 ± 12 nm leads to
class 0 adhesion, 3H pencil hardness resistance, optimal visual transparency, and an even improved
infrared reﬂectivity, compared to uncoated samples. It is possible that a lower coating thickness would
be sufﬁcient, keeping in mind the lower threshold of 126 ± 8 nm, but this was not studied further.
By avoiding use of chloride containing reagents, further scaling up towards industrial settings is
possible. It is proven that this chloride-free synthesis has no negative effects on the drying and curing
of the coating, as the coating passed all application tests. A low temperature heat-treatment program
was shown to be sufﬁcient to obtain these scratch-resistant coatings. A maximum temperature of
80 ◦ C was needed to fully dry and cure the coating. It is thus possible to transfer these results to other
temperature-sensitive substrates.
In short, this research demonstrated an effective thickness characterization toolbox. Additionally,
during this research an easily up-scalable coating was developed. This coating is intended to protect
scratch-sensitive substrates, which cannot be coated with organic or hybrid state-of-the-art materials,
due to their optical properties.
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5. Patents
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Abstract: Porous phononic crystal plates (PhPs) that are produced by perpendicular perforation of
a uniform plate have well-known characteristics in selective manipulation (ﬁltration, resonation,
and steering) of guided wave modes. This paper introduces novel designs of porous PhPs made
by an oblique perforation angle. Such obliquely perforated PhPs (OPhPs) have a non-uniform
through-the-thickness cross section, which strongly affects their interaction with various wave mode
types and therefore their corresponding phononic properties. Modal band analysis is performed in
unit-cell scale and variation of phononic bandgaps with respect to the perforation angle is studied
within the ﬁrst 10 modal branches. Unit-cells with arbitrary perforation proﬁle as well as unit-cells
with optimized topology for maximized bandgap of fundamental modes are investigated. It is
observed that the oblique perforation has promising effects in enhancing the unidirectional and/or
omnidirectional bandgap efﬁciency, depending on the topology and perforation angle of OPhP.
Keywords: Phononic Crystal; Plate; Oblique Perforation; Bandgap

1. Introduction
Phononic crystals (PhCrs) are lattice structures that can manipulate elastic waves in an
extraordinarily way through their periodic microstructure [1–10]. The main characteristic of PhCrs is
the existence of frequency bands (so called bandgaps), over which propagation of an incident wave
is banned. Moreover, the wave may be resonated and/or guided inside an intentionally introduced
defect in a PhCr, at a frequency in the bandgap frequency range [11,12]. A wider bandgap enables
phononic controllability over a wider frequency range, while a lower bandgap frequency range implies
that a larger incident wavelength can be manipulated by a speciﬁed phononic lattice. Therefore,
relative bandgap width (RBW), which is deﬁned as bandgap width divided by mid gap frequency, is
normally used to indicate the bandgap efﬁciency of PhCrs. Furthermore, due to the strong anisotropy
that is introduced by PhCrs, they possess ﬂat and concave wave fronts at particular frequencies that
can, respectively, be used for self-collimation and focusing of elastic waves [8,13,14].
The bandgap frequency of a PhCr depends on the dimensions, the constitutive material(s), and the
topology of its irreducible periodic feature (unit-cell). Phononic crystal plates (PhPs) have promising
application in manipulation of guided waves for designing low loss acoustic devices (resonators,
ﬁlter, and wave guides) [3,15–17] and for structural health monitoring purposes [12,18]. PhPs may be
produced by periodic placement of stiff inclusions inside a compliant base plate [3,19], by periodic
through perforation of a uniform plate [5,20–24], or by attaching a periodic array of pillars on a
substrate [15,25], or a combination of them [26]. Perforated PhPs are relatively easy to produce,
in which porosities introduce strong reﬂecting boundaries (i.e., high acoustic impedance mismatch)
that are free from interfacial imperfections. Moreover, ﬁnite thickness and light weight cellular
Materials 2018, 11, 1309; doi:10.3390/ma11081309
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design of perforated PhPs make them a promising constitutive structural material with low vibration
transmission and acoustic radiation. The topology of perforation proﬁle can be optimized such that
maximized RBW of a particular mode type (symmetric or asymmetric) or a complete bandgap of
mixed guided waves (combination of symmetric and asymmetric modes) is obtained [27,28] and with
desired stiffness [5,22,29] or deformation induced tunability [30].
Earlier studies have shown the abnormal dispersion properties of tapered meta-surfaces with
axisymmetric non-uniform through the thickness profile [31,32]. In this paper, obliquely perforated PhPs
(OPhPs) are introduced for enhanced bandgap efficiency through their non-uniform through-the-thickness
cross section. Two distinct designs with symmetric and asymmetric through-the-thickness constitution,
with respect to the mid-plane, are proposed. Various unit-cells with arbitrary as well as optimized
perforation proﬁle are examined at perforation angles 0◦ to 60◦ with respect to the normal axis of the
plate. The modal band structure of the ﬁrst 10 wave modes is calculated and the variation of total
RBW with respect to the perforation angle is studied. The results conﬁrm the promising effect of
oblique perforation in enhancing partial (unidirectional) and/or complete (omnidirectional) RBW of
studied topologies.
The layout of the paper is, as follows. First, the two proposed designs of OPhPs, relevant
unit-cells, and selected topologies to be examined are presented and constitutive equations of modal
band analysis are given. Then, the calculated modal band structure and RBW of selected topologies
with respect to the perforation angle are presented and discussed. Finally, an alternative topology is
selected and the enhanced bandgap efﬁciency of its OPhP is validated through transmission spectrum
of its ﬁnite phononic structure.
2. OPhP Designs and Modal Band Analysis
As schematically shown in Figure 1a,b, the proposed OPhP design can be produced by lateral
perforation of a uniform background plate at an angle θ with respect to the plate’s normal axis
(i.e., z-axis). Figure 1b shows the irreducible unit-cell of OPhP with continuous solid boundary being
chosen along the perforation path at an angle θ about y-axis. The perforation proﬁle is assumed to
have square symmetry (in xy-plane), and unit-cell with aspect ratio (width to thickness) a/h = 2
is considered.

(c)

(a)

(b)

(d)

Figure 1. (a) Schematic of proposed obliquely perforated porous phononic crystal plates (OPhPs)
produced by oblique perforation at an angle θ (about y-axis) on a uniform plate and (b) selected
unit-cell and relevant irreducible Brillouin zone, and cross section of (c) an asymmetric OPhP
(A-OPhP) and (d) a symmetric OPhP (S-PhP) lattice, respectively, with asymmetric and symmetric
through-the-thickness design.

The designs shown in Figure 1c,d introduce asymmetric and symmetric OPhPs, respectively.
An asymmetric OPhP (A-OPhP) may be produced by oblique thorough perforation, and a symmetric
OPhP (S-OPhP) may be produced by double sided perforation to the mid-plane or by mirrored
attachment of two A-OPhPs. The shaded area in Figure 1c,d indicates the border of OPhP unit-cell.
In the case of S-OPhP, as shown in Figure 1d, only half of the thickness from mid-plane to the top
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sufﬁces to be considered as the unit-cell due to its mirrored symmetry. However, appropriate boundary
conditions have to be applied to the mid-plane to deﬁne this mirrored symmetry [29].
For modal band analysis of the unit-cell, Bloch-Floquet boundary conditions have to be applied
to ensure the periodicity of opposing boundaries for the in-plane wave vectors k =
follows [33]:
u(x, t) = u(x + A, t)eik·A

kx

ky

as
(1)

T

where u = {u v w} is the displacement vector corresponding to location vector x = { x y z}, A = { a a}
√
is the lattice periodicity vector for unit-cell width a, and t is time and i = −1. Contrary to
perpendicular perforation, m which leads to a square symmetric unit-cell, oblique perforation reduces
the symmetry while the lattice periodicity remains the same in x- and y-axis. Due to the periodicity
of boundary condition (Equation (1)), k can be searched over the ﬁrst Brillouin zone and, according
to the common practice, only on its border [34]. The inset of Figure 1b shows the ﬁrst Brillouin zone
in which the irreducible Brillouin zone corresponding to the OPhP unit-cell (conﬁned by the border
ΓXMΓNM) is highlighted. Obviously, for perpendicular perforation (i.e., θ = 0◦ ), which leads to a
square symmetric unit-cell, the irreducible Brillouin zone reduces to the triangle ΓXM. By modal
analysis of the unit-cell over the nk discrete search points i on the border of the irreducible Brillouin
zone, the total RBW within the ﬁrst 10 modal branches can be initially deﬁned as:
RBWi (θ ) =

n

n

10

max (mini=k 1 ω 2j+1 (ki , θ ) − maxi=k 1 ω 2j (ki , θ ), 0)

j =1

0.5 (mini=k 1 ω 2j+1 (ki , θ ) + maxi=k 1 ω 2j (ki , θ ))

∑

n

n

(2)

where ω j (ki , θ ) is the modal frequency of mode j at wave vector ki corresponding to point i on the
border of the Brillouin zone and at perforation angle θ. RBW is calculated for 13 perforation angles
between 0 to 60◦ with 5◦ increment. The upper limit of bandgap frequency within the ﬁrst 10 modal
branches varies with perforation angle and it reaches a maximum ω MB at an angle speciﬁc to the
topology. Therefore, the RBW of all the perforation angles is consistently recalculated over a constant
frequency range of 0 < ω ≤ ω MB :
RBW (θ ) =

n

n

20

max (min(mini=k 1 ω 2j+1 (ki , θ ), ω MB ) − maxi=k 1 ω 2j (ki , θ ), 0)

j =1

0.5 (mini=k 1 ω 2j+1 (ki , θ ) + maxi=k 1 ω 2j (ki , θ ))

∑

n

n

(3)

Naturally, sufﬁciently more modal branches have to be included in Equation (3) (herein 10 more
modal branches) to take into account any bandgap emerging below the upper frequency limit ω MB .
The ﬁnite element method (FEM) is implemented through ANSYS APDL FEM solver (ANSYS,
Inc., Canonsburg, Pennsylvania, USA, Academic Research, Release 16) for modal band analysis
of OPhPs. Aluminum with elastic modulus Es = 70 GPa, Poisson’s ratio νs = 0.34, and density
ρs = 2700 kg/m3 is considered as the constitutive material. However, the constitutive material
properties do not signiﬁcantly affect the RBW calculated for the porous design of OPhPs. Two identical
unit-cell models are meshed and superimposed by constraint equations, as explained in [29], which
one model accounts for the real terms and the other one accounts for the imaginary terms of the
periodic boundary condition, as deﬁned in Equation (1). Opposite faces of the unit-cell are modelled
by conforming meshes (i.e., each boundary node has a mirrored counterpart on the opposite boundary)
to ensure a proper deﬁnition of periodicity.
As mentioned earlier, in the case of S-OPhPs, only half of the thickness from mid-plane to the
top surface is modelled as the unit-cell. Then, appropriate boundary conditions are applied to the
mid-plane to calculate the modal band structure of symmetric and asymmetric guided wave modes
individually [29]. However, for A-OPhPs the modal band structure of mixed guided waves is only
calculated because its modes with dominant symmetric or asymmetric character cannot be easily
decoupled by such boundary condition.
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In order to demonstrate the bandgap efﬁciency of OPhPs, a set of perforation proﬁles with
arbitrary and optimized topologies are chosen, as depicted in Figure 2.
ሺݎଵ ൌ ͲǤʹͷܽሻ

ሺݎଵ ൌ ͲǤͷܽሻ

PT1

PT2

ሺݎଵ ൌ ͲǤͷܽሻ

(ݎଵ ൌ ͲǤͻܽሻ

PT3

PT4

CT1

CT1

AT1

AT1

(a)

CT1

CT1
(b)

AT1

AT1
(c)

Figure 2. Perforation proﬁles chosen to study the bandgap efﬁciency of OPhPs, (a) prescribed
topologies with arbitrary perforation proﬁle (r2 = 0.9a and different r1 ), and optimized topologies with
(b) maximized complete bandgap of mixed guided waves and (c) maximized bandgap of asymmetric
guided wave modes [10].

An arbitrary perforation proﬁle with square symmetry is prescribed with smoothly varying
perforation radius from an inner radius r1 to an outer radius r2 , as shown in Figure 2a. Topologies
PT1 to PT4 all have outer radius of 0.9a but various inner radiuses of 0.25a, 0.5a, 0.75a, and 0.9a,
respectively, where a is the unit-cell width. Moreover, optimized topologies with maximized RBW
of complete bandgap of mixed guided wave modes CT1-CT4 as well as optimized topologies with
maximized RBW of asymmetric guided wave modes AT1-AT4 are studied [10]. The topologies were
optimized through a multi-objective optimization algorithm for both maximized RBW of fundamental
modes and maximized in-plane stiffness for unit-cell with aspect ratio 2. The bandgap efﬁciency
of the selected optimized topologies reduces, while their stiffness increases from CT1 to CT4 and
likewise from AT1 to AT4. When oblique perforation shows an increase in a bandgap type (symmetric,
asymmetric, or mixed modes) of arbitrary proﬁles, it is interesting to also examine its efﬁciency for
optimized perforation proﬁles of the same bandgap type. However, it is not meant that the topologies
optimized for perpendicular perforation are still optimized in the case of oblique perforation.
3. Bandgap of Mixed Guided Wave Modes by A-OPhPs
In this section the variation of RBW of A-OPhPs with respect to the perforation angle is presented.
The total RBW of mixed guided wave modes is calculated for prescribed topologies PT1-PT4, as well
as optimized topologies CT1-CT4 for 13 perforation angles between 0◦ to 60◦ with 5◦ increments,
as shown in Figure 3.
According to Figure 3a, the partial bandgap of all the prescribed topologies PT1-PT4, along
Brillouin zone border ΓX, initially increases by perforation angle and declines after a particular angle
depending on the topology of perforation proﬁle.
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(a)

(b)

(c)

(d)

Figure 3. Total relative bandgap width (RBW) of mixed guided wave modes versus perforation angle
calculated for (a,b) prescribed topologies PT1-PT4 and (c,d) optimized topologies CT1-CT4, (a,c) partial
bandgap in ΓX and (b,d) complete bandgap in ΓXMΓNM.

This partial bandgap corresponds to the unidirectional wave propagation in x-axis along which
oblique perforation is performed in zx-plane. Those topologies with lower initial RBW (at θ = 0◦ )
reach their ﬁrst peak at a smaller angle and PT1 with highest initial RBW keeps rising up to the angle
θ = 50◦ . Likewise, as demonstrated by Figure 3c, the partial bandgap of all the optimized topologies
show an initial increase by perforation angle among which CT1 with highest RBW keeps increasing up
to the angle θ = 55◦ . The topologies with lowest initial RBW e.g., PT4, CT2, and CT3, which reach
their initial peak at smaller angle, start rising up again after reaching a minimum value. As expected,
the RBW of optimized topologies is signiﬁcantly higher than that of arbitrarily prescribed topologies.
On the contrary, the complete bandgap of all topologies PT1-PT4 and CT1-CT4 do not improve
by perforation angle. Figure 3b demonstrates the steep decline of RBW for PT1-PT3 and minor
ﬂuctuations of PT4 with lowest initial RBW versus perforation angle. The rate of reduction of RBW
versus perforation angle is lower in optimized topologies when compared to prescribed topologies,
which are correlated to their initially much higher RBW.
The frequency ranges corresponding to the partial bandgaps of the ﬁrst 10 modal branches and
their variation with respect to the perforation angle are shown in Figure 4a,b for topologies PT2 and
CT1, respectively. Whereas, the actual bandgap frequency of the unit-cell depends on its periodicity
a and constitutive material properties, it is common practice to calculate a dimensionless frequency
f d = ωa/2πC p where C p = Es /ρs .
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(a)

(b)

Figure 4. Variation of frequency ranges corresponding to the bandgaps of mixed guided wave modes
opened within the ﬁrst 10 modal branches versus perforation angle 0◦ ≤ θ ≤ 60◦ , (a) partial bandgap
of prescribed topology PT2 and (b) partial bandgap of optimized topology CT1 in ΓX.

As demonstrated by Figure 4a concerning the topology PT2, two fundamental partial bandgaps,
just below f d = 0.2 and around f d = 0.3 open, widen, and develop towards lower frequency ranges by
perforation angle, which have the most contribution in increased RBW of A-OPhP. Another gap opens
above f d = 0.5 from perforation angle 15◦ , widens towards lower frequencies, and closes at angle 55◦ .
However, the highest bandgap narrows down by perforation angle and closes at 40◦ . Other minor
gaps are also present, particularly at larger angles.
Likewise, the partial bandgaps of the topology CT1, as shown in Figure 4b are deviated towards
lower frequencies and new bandgaps are introduced as the perforation angle increases. The maximized
bandgap of CT1 is gradually narrowed down by perforation angle, however, two fundamental
bandgaps emerge and widen at lower frequencies: one from 5◦ and the other from 10◦ .
From Figure 4, it is obvious that the gradient of total RBW with respect to the perforation angle
strongly depends on the number of modal branches included in calculation of RBW. However, common
observations from partial bandgaps of both prescribed topology PT2 and optimized topology CT1 are:

•
•
•

increasing perforation angle introduces and/or widens fundamental low frequency bandgaps;
increasing perforation angle shifts higher order bandgaps towards lower frequency levels; and,
narrowing of a bandgap is generally associated with development of a lower bandgap.

Obviously, all the above observed behavior contribute to the increasing of RBW with
perforation angle.
4. Bandgap of Asymmetric Wave Modes by S-OPhPs
In this section, the variation of RBW of S-OPhPs with respect to the perforation angle is presented.
As discussed in Section 2, half of S-OPhP’s thickness from mid-plane is modelled and symmetric and
asymmetric guided wave modes are decoupled by applying appropriate boundary condition to the
mid-plane. Partial and complete bandgaps of both wave mode types are calculated for prescribed
topologies PT1-PT4, as well as optimized topologies AT1-AT4 for the 13 perforation angles between 0
to 60◦ with 5◦ increments.
The results concerning prescribed topologies PT1-PT4 for both asymmetric and symmetric wave
modes are shown in Figure 5 to compare their sensitivity to oblique perforation. According to Figure 5a,
the partial RBW of asymmetric wave modes in Brillouin zone border ΓX is increased by perforation
angle for all prescribed topologies, among which PT4 shows the highest increase rate.
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(a)

(b)

(c)

(d)

Figure 5. Total RBW of guided wave modes versus perforation angle calculated for prescribed
topologies PT1-PT4, (a,b) asymmetric wave modes and (c,d) symmetric wave modes, (a,c) partial
bandgap in ΓX, and (b,d) complete bandgap in ΓXMΓNM.

Regarding the complete bandgap of asymmetric wave modes, as shown in Figure 5b, the topology
PT1 shows a minor increase of RBW at 40◦ and 50◦ , while the RBW of other topologies constantly
decline by perforation angle. No improvement is observed in partial and complete bandgap of
symmetric modes by perforation angle, as demonstrated in Figure 5c,d. It is noteworthy that RBW of
mixed guided waves was also calculated (not shown) and its was observed that the bandgaps degrade
by perforation angle.
Furthermore, RBW of asymmetric wave modes are calculated for optimized topologies AT1-AT4
having maximized bandgap of fundamental asymmetric wave modes, as shown in Figure 6. The results
conﬁrm that both partial and complete bandgaps of asymmetric wave modes are enhanced by
perforation angle in the S-OPhP design of all optimized topologies AT1-AT4. The sensitivity of
RBW to the perforation angle strongly depends on the topology. For example, both topologies AT3
and AT4 have almost the same initial complete RBW (Figure 6b). However, AT3 shows higher increase
rate up to the angle 30◦ and AT4 shows a considerably lower increase rate up to a larger perforation
angle 50◦ .
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(a)

(b)

(c)

(d)

Figure 6. (a,b) Total RBW of asymmetric guided wave modes versus perforation angle calculated for
optimized topologies AT1-AT4, and (c,d) corresponding bandgap frequency ranges for topology AT3,
(a,c) partial bandgap in ΓX and (b,d) complete bandgap in ΓXMΓNM.

The gradient of frequency ranges corresponding to the partial and complete bandgaps of
optimized topology AT3 with respect to the perforation angle is also demonstrated in Figure 6.
From Figure 6c, it is evident that the lowest partial bandgap is almost insensitive to the perforation
angle. A second partial bandgap emerges at around f d = 0.14 below 5◦ and it keeps widening and
inclining towards lower frequency ranges by the perforation angle, while the third bandgap above it
keeps narrowing down by the perforation angle.
This trend of bandgap narrowing is generally associated with the emergence and/or widening
of another bandgap between lower modes, and as such, leads to increasing RBW. The same trend is
also observed for complete bandgaps of AT3, as demonstrated in Figure 6d. The lowest bandgap,
which is the maximized fundamental bandgap of topology, slightly shifts towards higher frequencies
by perforation angle and a second bandgap emerges at around f d = 0.14 below 5◦ and widens and
inclines towards lower frequencies.
Furthermore, the bandgap efﬁciency of S-OPhPs is validated by calculating the transmission
spectrum of a ﬁnite phononic structure of topology AT3 for perforation angles 0◦ and 30◦ (Figure 7).
The modal band structure of both perforation angles is calculated for an aluminum unit-cell of size
a = 10 mm and thickness h = 5 mm, as demonstrated in Figure 7a,c. The symmetric model of a
square phononic array of 7 × 7 unit-cells, as shown on top of Figure 7b is modeled and is subjected
to an out-of-plane harmonic excitation wE = 1 μm on the top surface at point E. This approach leads
to dominant excitation of asymmetric wave modes. The transmission spectrum of the out-of-plane
displacement from an arbitrary point A on the excitation side to an arbitrary point B on the other side
wB
of the phononic structure is then calculated as 20 log w
dB, as depicted in Figure 7b.
A
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The dips of the transmission spectrum correspond to the phononic bandgap frequencies over
which the amplitude of elastic waves is highly attenuated. The calculated modal band structures
of the unit-cells are in excellent agreement with the transmission spectrum of this ﬁnite phononic
structure, and thus conﬁrm the enhancement of the complete RBW of S-OPhPs in a ﬁnite structure.
The transmission spectrum of the lowest (i.e., optimized) bandgap of AT3 shows slightly higher
attenuation at perforation angle 30◦ , which may be due to the contribution of symmetric wave modes
in the transmission spectrum of perforation angle 0◦ . In contrast to the unchanged bandgap efficiency
of the fundamental bandgap, multiple extra dips are present at higher frequency in the transmission
spectrum of perforation angle 30◦ when compared to the transmission spectrum of perforation angle 0◦ .
AT3 at ߠ ൌ ͵Ͳι

Finite lattice of AT3

AT3 at ߠ ൌ Ͳι

(a)

(b)

(c)

Figure 7. Modal band structure of S-OPhP of topology AT3 at perforation angles (a) 30◦ and (c) 0◦ ,
and (b) transmission spectrum in a ﬁnite phononic structure for both perforation angles.

5. Conclusions
Obliquely perforated phononic crystal plates were introduced in this paper with a symmetric
(S-OPhP) and an asymmetric (A-OPhP) design. Modal band structure of various oblique perforation
angles were calculated and the sensitivity of total RBW of the ﬁrst 10 modal branches with respect to
the perforation angle was investigated. Perforation proﬁles for arbitrary unit-cell topologies, as well as
optimized unit-cell topologies (with maximized RBW of fundamental modes), were examined.
Partial (unidirectional) bandgaps along the plane of perforation angle as well as complete
(omnidirectional) bandgaps were evaluated. It was observed that for an A-OPhP design, the partial
RBW of mixed guided wave modes increases by perforation angle for all of the selected topologies,
and it reaches a maximum at a perforation angle, which is speciﬁc to the topology. Moreover,
by a S-OPhP design the partial bandgap of asymmetric wave modes increases for all of the selected
topologies, and likewise reaches a maximum at a perforation angle speciﬁc to the topology. S-OPhP
design also proved to enhance the complete bandgap of those topologies with maximized bandgap of
asymmetric wave modes.
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A general trend was observed that narrowing of a bandgap by perforation angle is normally
associated with emergence and/or widening of another bandgap between lower modes, which leads
to an increasing RBW by perforation angle.
It is concluded that introducing a constant perforation angle throughout the phononic lattice
can signiﬁcantly enhance its unidirectional and/or omnidirectional bandgap efﬁciency, depending
on the topology of perforation proﬁle. This fact inspires the idea of simultaneous optimization of
perforation proﬁle and perforation angle. Varying the azimuth angle of perforation over the perimeter
of the perforation proﬁle introduces conical like cavities, which may lead to supreme omnidirectional
bandgap efﬁciency.
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